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Landol t -Börnste in
New Series III/36A1

No. 1C-a33  SrTiO3−BiFeO3

1b Phase diagram: Fig. 1C-a33-001.

3a Lattice constant: see 65Fed

Fig. 1C-a33-001.  (1−x)SrTiO3·x BiFeO3. Θ vs. x [65Fed].
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