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Au – Ho (Gold – Holmium) 

Phase diagram 
Gschneidner et al. [92 Gsc] have constructed a tentative phase diagram redrawn in Fig. 1. 
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Fig. 1. Au–Ho. Tentative phase diagram [92 Gsc]. 
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