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Preface

Human hearts have a limited regenerative potential, motivating the development of the
alternative treatment options for the conditions that result in the loss of beating cardio-
myocytes. An example is myocardial infarction that results in a death of tens of millions of
ventricular cardiomyocytes that cannot be replaced by the body. It is estimated that five to
seven million patients live with myocardial infarction in North America alone. A majority of
these patients do not need a surgical intervention, and medical management provides satisfac-
tory results. However, over a period of 5 years, one-half of the patients who experience a
myocardial infarction will develop heart failure, ultimately requiring heart transplantation.

The long-term goal of cardiac tissue engineering is to provide a living, beating, ideally
autologous, and non-immunogenic myocardial patch that can restore the contractile function
of the failing heart. The engineered tissues could also be used for preclinical drug testing to
discover new targets for cardiac therapy and eliminate drugs, cardiac and noncardiac, with
serious side eftects. It generally involves a combination of suitable cell types, human or non-
human cardiomyocytes and supporting cells, with an appropriate biomaterial made out of
either synthetic or natural components and cultivation in an environment that reproduces
some of the complexity of the native cardiac environment (e.g., electrical, mechanical stimula-
tion, passive tension, or topographical cues).

This field is still young. The term cardiac tissue engineering usually refers to engineering
of myocardial wall in vitro using living and beating cardiomyocytes. The pioneering papers
appeared in the late 1990s, and they all utilized either neonatal rat cardiomyocytes or
embryonic chick cardiomyocytes as a cell source. Since then, the field has matured signifi-
cantly to include a range of approaches that all give cardiac tissues in vitro that are capable
of developing contractile force and propagating electrical impulses. Advances in human
embryonic stem cell research and induced pluripotent stem cell technology now provide
the possibility of generating millions of bona fide human cardiomyocytes. When research in
cardiac tissue engineering started some 25 years ago, the issue of a human cell source
appeared insurmountable; however the researchers continued to make way, and there are
many reports now on the use of human pluripotent stem cells as a source of cardiomyocytes
for cardiac tissue engineering. Although early researchers thought that having purified car-
diomyocytes in three-dimensional structures would be beneficial, based on analogies with
monolayer studies where fibroblasts overgrow cardiomyocytes, there is a consensus in the
field now that a mixed cell population is optimal for maintenance of cardiac phenotype and
survival of cardiomyocytes in engineered tissues both in vitro and in vivo. The mixed popu-
lation usually contains cardiomyocytes, endothelial cells, and a stromal cell type such as
fibroblasts or mesenchymal stem cells. Also, there is a consensus that a form of physical
stimulation, either mechanical or electrical, or passive tension is required for cardiomyo-
cytes to achieve and maintain a differentiated phenotype and in vivo-like functional proper-
ties during in vitro cultivation.

This book gathers for the first time a collection of protocols on cardiac tissue engineering
from pioneering and leading researchers around the globe. Protocols related to cell prepa-
ration, biomaterial preparation, cell seeding, and cultivation in various systems are provided.



vi Preface

Our goal is to enable adoption of these protocols in laboratories that are interested in enter-
ing the field as well as enable transfer of knowledge between laboratories that are already in
this field. We hope that these efforts will lead to standardization, definition of best practices
in cardiac tissue cultivation, and direct comparison of various production protocols using
controlled in vivo studies that would ultimately lead to translational efforts. Although bio-
material patches alone and hydrogels have been investigated in clinical studies focused on
myocardial regeneration, a cardiac patch based on living, beating human cardiomyocytes
has not yet been tested in humans. Only patches based on non-cardiomyocytes have been
tested in humans with mixed results. Bringing a new therapy to the clinic is an overwhelm-
ing task, one that we must approach in a collaborative rather than competitive spirit. We
hope that sharing of the best protocols in cardiac tissue engineering will enable this goal.

Toronto, ON, Canada Milica Radisic
Medford, MA, USA Lawven D. Black 111, Ph.D.
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Chapter 1

Second Generation Codon Optimized Minicircle (CoMiC)
for Nonviral Reprogramming of Human Adult Fibroblasts

Sebastian Diecke, Leszek Lisowski, Nigel G. Kooreman,
and Joseph C. Wu

Abstract

The ability to induce pluripotency in somatic cells is one of the most important scientific achievements in
the fields of stem cell research and regenerative medicine. This technique allows researchers to obtain
pluripotent stem cells without the controversial use of embryos, providing a novel and powerful tool for
disease modeling and drug screening approaches. However, using viruses for the delivery of reprogram-
ming genes and transcription factors may result in integration into the host genome and cause random
mutations within the target cell, thus limiting the use of these cells for downstream applications. To overcome
this limitation, various non-integrating techniques, including Sendai virus, mRNA, minicircle, and plasmid-
based methods, have recently been developed. Utilizing a newly developed codon optimized 4-in-1
minicircle (CoMiC), we were able to reprogram human adult fibroblasts using chemically defined media
and without the need for feeder cells.

Key words Human induced pluripotent stem cells (hiPSC), Minicircle, Reprogramming, Disease
modeling, Chemically defined, Differentiation

1 Introduction

Somatic cells, such as human adult fibroblasts, can be reverted to an
embryonic stem cell (ESC)-like state by inducing the expression of
specific genes and transcription factors that regulate the mainte-
nance of pluripotency in embryonic stem cells [1]. These so-called
core factors of pluripotency, namely OCT4, SOX2, NANOG, and
two oncogenes (c-MYC and LIN28), initiate the resetting of the
epigenetic profile of a terminal differentiated somatic cell and acti-
vate the molecular circuitry of pluripotency [2—4]. The resultant
induced pluripotent stem cells (iPSCs) have similar morphology,
growth characteristics, and gene expression profiles as hESCs [5].
Furthermore, the capacity of iPSCs to differentiate into all other cell
types of the human body has opened up new clinical opportunities
tfor developing successful personalized stem cell-based therapies

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
vol. 1181, DOI 10.1007/978-1-4939-1047-2_1, © Springer Science+Business Media New York 2014
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and drug discovery approaches. Initially iPSCs were produced
using retroviral and lentiviral vectors that are known to integrate
into the chromosomes of the target cells, potentially causing dis-
ruption of gene transcription and subsequent tumor formation
[6]. Therefore, various laboratories have developed additional
non-integrating reprogramming techniques such as Sendai virus,
mRNA, and protein- or DNA-based methods [7-11].

In order to induce the transformation of a nullipotent somatic
cell into a pluripotent state, it is necessary to express the right stoi-
chiometry of the reprogramming factors within the same trans-
fected cell [12]. One elegant approach to achieve this requirement
uses polycistronic constructs in which the four reprogramming
factors are controlled by one promoter separated by a different
self-cleaving 2a peptide sequence [13]. The disadvantage of such
polycistronic plasmids is their large size, which might decrease
the transfection efficiency in the adult human fibroblast. To over-
come this problem, we cloned the polycistronic expression cassette
into a minicircle plasmid backbone. Minicircles are special episomal
DNA vectors devoid of any bacterial plasmid backbone (Fig. 1a).
Therefore minicircles are significantly smaller than standard plasmids,

Before Arabinose Induction After Arabinose Induction

e

Parental 4-in-1

CoMiC

chromosomal bacterial DNA

. Parental minicircle backbone (Ndel digest)
1 kb plus ladder

minicircle (Ndel digest) -
minicircle after induction unpurified
Parental minicircle backbone (Hindlll digest)
n minicircle (Hindlll digest)

Parental minicircle backbone (Ndel/Hindlll digest)

minicircle after induction purified

Fig. 1 (a) Map of parental 4-in-1 reprogramming minicircle before and after arabinose induction. (b) Control
digest to verify quality of the minicircle production. (¢) Gel showing bands representing the minicircle after
induction, both before and after purification steps
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a Transfection using unpurified minicircle Transfection using purified minicircle

Low transfection efficiency, high cell death Higher transfection efficiency, less cell death

b

Reprogramming timeline

iPSC colony on Matrigel

09-T-v¥L ‘

5

Fig. 2 (a) Representative bright field and fluorescent (Tomato) images demonstrating the transfection efficiency
and cell survival of unpurified and purified minicircle. (b) Timeline showing the expected phase contrast and
fluorescent images at various stages of the reprogramming process. At day 20, pluripotency was confirmed by
TRA-1-60 immunofluorescent staining

which in turn enhances their transfection efficiency and the survival
rate of the target cells [14]. Furthermore, it has been shown that
minicircle constructs sustain a higher expression rate of their
harboring transgenes over a longer period of time. Although the
minicircle theoretically should not integrate into the genome of
the target cell, there is still a relatively small chance of integration.
Therefore, it is important to screen the derived iPSCs for random
integration using specific PCR primers or Southern blot experi-
ments [15].

The following protocol details the entire process of repro-
gramming human adult fibroblasts into human iPSCs: from disso-
ciating fibroblasts from patient skin biopsy samples, to the
reprogramming and characterization of the newly derived iPSC
line. The time from induction of pluripotency to expansion of the
subsequent iPSC line to passage 3 is approximately 1 month
(Fig. 2b). The workflow of the reprogramming process is summa-
rized in Fig. 3. The final part of the protocol explains the pluripo-
tency of the iPSCs is confirmed using immunostaining (Fig. 4a).
However, it will also be necessary to perform further experiments,
including directed differentiation into specific germ layers and
teratoma formation assay, to verify pluripotency (Fig. 4b, ¢) [16].
It should also be mentioned that the minicircle reprogramming
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Transfection and seeding cells
onto 2 Matrigel plates

split 1.1 x10° fibroblast onto a new dish
]

'
[
O ==
=
w

5 7 9 10 11 12 13 20 day

| +Nab +AA | Picking of individual iPSC
clones (use 10 pM Rock
inhibitor Y27632)

Fig. 3 Timeline for reprogramming adult human fibroblasts into induced pluripotent stem cells using CoMiC

b

TRA-1-81

SR g
Ectod

erm Endoderm Mesoderm

Fig. 4 Inmunofluorescence staining demonstrating (a) pluripotency markers NANOG, 0CT4 and TRA-1-81,
DAPI, and bright field images. (b) Immunofluorescent staining of iPSC-derived cardiomyocytes demonstrating
positive staining of cardiac markers connexin 43 and cardiac troponin as well as DAPI. (c) Representative H&E
staining from teratomas to confirm the pluripotency status of the generated iPSCs

technique still has a very low efficiency and therefore should be
only used by researchers with iPSC experience as an alternative
method for obtaining integration-free induced pluripotent stem
cells, or if it is necessary to compare different reprogramming
techniques.
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2 Materials

2.1 Media

2.2 Reagents

—
=]

14.
15.
16.
17.
18.
19.
20.
21.
22.
23.
24.
25.
26.
27.
28.
29.

O 0 N O Ul R N

. Fibroblast medin: Low glucose Dulbecco’s Modified Eagle Media

(DMEM low glucose) with 20 % fetal bovine serum (FBS).

. tPSC medin: Essential 8 (combine supplement with base

media) and Essential 7 (Essential 6 combined with base media
and supplemented with 100 ng/mL FGEF2).

. Phosphate buftered saline (PBS).
. Collagenase IV.

Penicillin /streptomycin.

. Lennox L Broth (LB) base.

. Sodium hydroxide (NaOH) solution, 1 M.

. L-(+)-Arabinose >99 %, distilled water (dH,O).

. Kanamycin sulfate, 100x.

. Matrigel—Growth factor reduced, hESC-qualified.
. DMEM/F12.

. TrypLE Express, store at room temperature (RT'), there is no

need to warm to 37 °C before use.

. 0.25 % Trypsin/Ethylenediaminetetraacetic acid (EDTA).
12.
13.

Accutase.

Y27632 (ROCK inhibitor): 10 mM stock in Ultrapure water,
store at —20 °C.

Ultrapure water.

Sodium butyrate (NaB).

Antibodies (see Table 1).

4 % paraformaldehyde (PFA) solution.
Triton-X 100.

Bovine serum albumin (BSA).

Goat Serum.

Tween-20.

Vectashield mounting medium with DAPI.
Qiagen Plasmid Plus Maxi Kit.

DNAase (2,000 U/ml).

Gelatin.

Neon Buffer R.

Qiagen Plasmid Plus Maxi kit.

4 % Paraformaldehyde (PFA).

New England biolabs enzymes HindIII and Ndel.
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1.

O 0 N O Ul

15.

16.
17.

18.
19.
20.
21.
22.
23.

6-well cell culture plates (surface area=9.8 ¢cm?) coated with
2 mL Matrigel.

. 12-well cell culture plates (surface area=3.8 cm?) coated with

1 mL Matrigel.

. 10 c¢m tissue culture plates (surface area=58.95 cm?) coated

with 12 mL Matrigel.

. 90 mm petri dishes.

. 15 and 50 mL polypropylene conical tubes.

. 2 mL plastic aspiration pipettes.

. 5,10, 25, and 50 mL plastic pipettes.

. 250 and 500 mL polyethersulfone (PES) media filters.
. 8-chamber slides.

10.
. Coverslips.
12.
13.
14.

T225 flasks.

Parafilm.
Countess Cell Counter, slides, and trypan blue.

Tissue culture incubator capable of 37 °C, 5 % CO,, and 85 %
relative humidity (such as New Brunswick Galaxy 170R).

Dual gas tissue culture incubator capable of 37 °C, 5 % CO,,
5% O,, and 85 % relative humidity with split inner door.

Centrifuge.

Inverted tissue culture microscope (such as Nikon Ti) with
heated stage.

Autoclave.

Orbital shaker.

Spectrophotometer.

Waterbath.

Neon Transfection device Life Technologies.

Nalgene centrifuge bottle.

3 Methods

3.1 Minicircle
Production

. Prepare 1,200 mL of LB Broth media by adding 24 g of LB

Broth Base to 1,200 mL of distilled water (hH,O) and divide
this over the three culture flasks.

2. Autoclave the flasks using the “liquid cycle.”

. After cooling down of the flasks to room temperature, add

4 mL of Kanamycin 100x to each one of the culture flasks.

. In the morning, pick one clone from a parental plasmid trans-

formed bacterial plate in 5 mL LB media containing kanamycin
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3.2 Fibroblast
Isolation from
a Patient Skin
Punch Biopsy

10.

11.

12.

(50 pg/mL) and grow this pre-culture until the evening
at 37 °C with shaking at 250 rpm.

. In the evening, grow an overnight culture by combining

100 pL of the pre-culture with each of the flasks containing
media with kanamycin and culture overnight (16-18 h) at
37 °C with shaking at 250 rpm (se¢ Note 1).

. The optical density (OD, absorbance) of the overnight culture

should be between 3.75 and 4.25.

. Prepare a minicircle induction mix comprising 1 volume of

fresh LB Broth (1,200 mL), 4 % 1 N NaOH (48 mL), and 1 %
L-Arabinose (12 g) and mix well.

. Add 400 mL of the induction mix to each of the three flasks

with the overnight culture and mix well.

. Incubate the combined mix at 32 °C with shaking at 250 rpm

for 6-8 h.

Harvest all the culture flasks, transfer them to centrifuge
bottle, and pellet the bacteria (6,000 x 4).

Isolate minicircles according to the Qiagen Plasmid Plus Maxi
kit instructions with certain modifications (se¢ Notes 2 and 3).

Confirm the successtul minicircle induction by digestion using
HindIII and Ndel. Ndel linearizes only the parental back-
bone but not the minicircle. Therefore, you should expect one
band around 7.7 kb when digesting the minicircle with both
enzymes (Fig. 1b).

. All of these steps should be performed in a sterile tissue culture

hood. Prepare a fibroblast digestion solution by dissolving
1 mg/mL Collagenase IV in DMEM /F12 and sterile filter it
through a 0.2 pm pore size filter.

. Transfer the skin punch biopsy into a 15 mL conical tube con-

taining 3 mL PBS + penicillin /streptomycin (1:100), repeat
this step three times.

. Transfer the tissue into a sterile 10 cm plate and add 1 mL

Collagenase IV. Use two scalpels to cross cut the tissue into small
pieces while keeping the tissue immersed in Collagenase IV.

. Additionally, add 2 mL Collagenase IV solution to the minced

tissue and pipette it up and down. Transter the Collagenase
IV /tissue suspension into a 15 mL conical tube and add 25 pL
of 0.5 M EDTA and 20 pL of DNase. Afterwards, incubate the
mixture for 3 h in a tissue culture incubator at 37 °C.

. Following the 3-h incubation time, pipette the tissue pieces up

and down several times to obtain single-cell fibroblasts.

.Add 12 mL fibroblast media containing 1x penicillin/

streptomycin to stop the Collagenase IV digestion.



3.3 Prepare Matrigel
Plates

3.4 Reprogramming
of Human Fibroblasts
Using Neon
Transfection

and GoMiC
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7. Centrifuge for 4 min at 300 x 4.

10.

—

. Resuspend the pellet in 2 mL fibroblast media containing 1x

penicillin /streptomycin solution, and plate it in one well of a
0.1 % gelatin-coated 6-well plate. Depending on the size of
your tissue sample, you may need to plate the cells in more
than one well of a 6-well plate. To prepare gelatin-coated
plates, gelatin stock (10 %) is dissolved in PBS, 1 ml of this
solution is pipetted into a well of a 6-well plate and incubated
for 1 hat 37 °C.

. Incubate the cells for at least 4 days without changing the

media, until some of the fibroblasts start to attach and propa-
gate. After this, change the media every other day.

Once the cells become confluent, split using 0.25 % Trypsin—
EDTA for 10 min. Plate the cells onto a 0.1 % gelatin-coated
T225 flask to further expand and freeze multiple vials of fibro-
blast after the flask becomes confluent.

. Thaw stock bottle of Matrigel at 4 °C overnight.
. Keep Matrigel on ice, and add 300 pLL Matrigel to 50 mL of

cold DMEM /F12 media. Add 2 mL to each well of a 6-well
plate. (Alternatively use one Matrigel aliquot per 20 mL cold
DMEM /F12 media and cover four 10 cm plates using 5 mL.)

. Place the plates in the fridge and allow the Matrigel to polym-

erize overnight.

. The target fibroblast cell line should be thawed and cultured

for at least 3 days before starting the reprogramming experi-
ment. Additionally, it is beneficial to further purify the minicir-
cle DNA using the Zymoclean Gel DNA Recovery Kit to
eliminate residual chromosomal bacterial DNA of the minicir-
cle preparation (Fig. 1c¢). This step will increase the cell survival
after the electroporation (Fig. 2a).

. Plate 1.1 x 10® human fibroblast in a 10 ¢m tissue culture plate

1 day before starting the reprogramming experiment.

. On the following day (day 0), trypsinize the cells using Trypsin

0.25 % EDTA for 10 min to obtain a single cell suspension.

. Wash oft the trypsin using 10 mL of DMEM plus 20 % FBS

and centrifuge for 3 min at 300 x 4.

. Aspirate the media, and dissolve the cell pellet in 100-105 pL

Neon Buffer R (the volume depends on the amount of plasmid
you have to use to get 10-12 pg DNA). The final volume of
buffer, DNA, and cells should be around 110 pL.

. Perform the transfection using a 100 pL. Neon tip and the

following settings: 1,600 V, 10 ms, and 3 pulses (transfection
efficiency should be more than 50 %).
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3.5 Colony
Purification
and Expansion

7.

10.

11.

12.

Plate the cells equally distributed onto two Matrigel-coated
plates (5.5 x 10° cells) in fibroblast media.

. On the following morning (day 1), change the media to

fibroblast media and add sodium butyrate (0.2 mM) plus
50 pg/mL ascorbic acid.

. On day 3, change the media to fibroblast media and add

sodium butyrate (0.2 mM) plus 50 pg/mL ascorbic acid.

On day 5, change the media to 50:50 fibroblast media:Essential
7 media and add sodium butyrate (0.2 mM) plus 50 pg/mL
ascorbic acid.

On days 7-13, change the media every other day until the first
pre-iPSC colonies appear.

Change the media to Essential 7 and add sodium butyrate
(0.2 mM) plus 50 pg/mL ascorbic acid.

Between days 14 and 20, after you recognize the first colonies,
switch to Essential 8 media and hypoxic culture conditions.
Around day 20, the iPSC colonies should be big enough for
manual picking under the microscope. Pick six individual iPSC
clones using the Vitrolife stem cell cutting tool with a 10 pL tip
and transfer them into six different wells of a Matrigel-coated
plate with Essential 8 media in presence of 10 pM ROCK
Inhibitor (Y-27632). If it is difficult to detach the iPSC colonies
from the surrounding fibroblasts, you also can scrape those
fibroblasts away to make room for the outgrowing iPSC colony.
After 2 days, the iPSC clone should be large enough to pick.

. After 5-7 days, the individual colonies become big enough to

dissociate into single cells using 0.5 mL TrypLE for 8 min.
Detach the remaining colonies by pipetting them up and down
with a 1 mL pipette.

2. Wash the cells once with 5 mL Essential 8 media.

. Centrifuge for 3 min at 300 x 4.

. Passage the cells into one well of a Matrigel-coated 6-well plate

containing 2 mL Essential 8§ media.

. After 5-7 days, colonies will have grown out and become dense

enough to split onto a Matrigel-coated 10 cm plate. Therefore
incubate the cells with 1 mL Accutase for 8 min, wash using
9 mL Essential 8 media, and centrifuge for 3 min at 300 x 4.

. Seed the cells onto a Matrigel-coated 10 cm plate in Essential

8 media in the presence of 10 pM Y27632.

. Once the 10 cm plate become confluent, freeze down 5 vials

(passage 3 iPS cells) and continue to grow at a 1:6 split ratio,
freezing vials every 10 passages.

. Grow cells to at least passage 5 to test for the expression of the

pluripotency marker genes and to passage 15 before testing for
efficient differentiation.



3.6 Immunofiuores-
cence Staining
Protocol
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1.

Coat 8-chamber slides with Matrigel (200 pL per chamber) as
described above in Subheading 3.3.

. Seed iPSCs (1x10* cells/chamber) or differentiated cardio-

myocytes (1.75x 10* cells/chamber) as a negative control, on
8-chamber slides in a final volume of 200 pL of the appropriate
medium.

. Place the chamber slides in 90 mm Petri dishes and store in a

37 °C incubator.

. Allow cells to attach and grow for ~24—72 h and fix as follows

(see Note 4).

. Aspirate medium and wash cells 3x with PBS.

6. Add to each chamber 100 pL 4 % Paraformaldehyde (PFA) in

10.

11.
12.

13.

14.

15.

16.

17.

18.
19.

20.

21.
22.
23.

PBS for 20 min at RT.

. Aspirate PFA and wash 3x with 200 pL PBS.
. Aspirate PBS and replace with 500 pL of fresh PBS.
. Seal slides with parafilm and place at 4 °C until needed for

staining (keep for up to 7 days).

Incubate with 100 pL of permeabilization solution (0.2 %
Triton X-100 in PBS), for 15 min at room temperature
(see Note 5).

Wash twice with PBS, for 5 min at room temperature.

Incubate with blocking solution (2 % BSA or 4 % Goat Serum

or 2 % FBS in PBS), for 1 h at room temperature or overnight
at4°C.

Wash once in PBS, for 5 min at room temperature.

Incubate overnight at 4 °C with primary antibody (Table 1)
diluted appropriately in blocking solution (100 pL per
chamber).

Wash in 1 % goat serum, 0.1 % Tween-20 in PBS four times,
for 10 min.

Incubate with the appropriate secondary antibody diluted in
blocking solution, for 1 h at RT (100 pL per chamber). Wrap
in aluminum foil as soon as secondary antibody is added.

Wash in 1 % Goat Serum, 0.1 % Tween-20 in PBS four times,
for 10 min.

Remove the chambers from the slide.

Place a small amount of Vectashield mounting medium with
DAPI over the area where each chamber used to be.

Place a clean coverslip over the slide and gently blot off any
liquid remaining after the staining protocol.

Seal with nail varnish.
Store slides at 4 °C in the dark.
Image at least 3 h later.
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. Do not start off with too much parental plasmid, as an

overgrown culture will limit the induction efficiency.

. To ensure a high yield, make sure that the pellet is completely

resuspended in Qiagen Maxi Kit P1 buffer and use the same
volume of P2 and S3. For example, when using 400 mL spin-
ning tubes, resuspend the pelletin 10 mL P1, P2, and S3 buf-

. To avoid bacterial genomic DNA contamination, avoid exces-

sive shaking of the resuspended pellet when adding buffer P2.

. Solutions should be made fresh for each experiment. Keep at

. The permeabilization step is only required for the detection of

nuclear protein (e.g., OCT4, SOX2, or NANOG); when sur-
face markers are detected, skip the permeabilization step and
go straight to the primary antibody incubation.

We thank Nicholas Mordwinkin for proot-reading the manuscript.
We thank funding support from the National Institutes of Health
(NIH) ROl HLI113006, NIH UO01 HL099776, NIH R24
HL117756, and the American Heart Association Established
Investigator Award (JCW). This work was also supported by DFG
(German Research Foundation) (to S.D.).

4 Notes
fer instead of 8 mL.
4 °C until day 2.
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Chapter 2

Scalable Cardiac Differentiation of Human Pluripotent
Stem Cells as Microwell-Generated, Size Controlled
Three-Dimensional Aggregates

Celine L. Bauwens and Mark D. Ungrin

Abstract

The formation of cells into more physiologically relevant three-dimensional multicellular aggregates is an
important technique for the differentiation and manipulation of stem cells and their progeny. As industrial
and clinical applications for these cells increase, it will be necessary to execute this procedure in a readily
scalable format. We present here a method employing microwells to generate large numbers of human
pluripotent stem cell aggregates and control their subsequent differentiation towards a cardiac fate.

Key words Cardiac differentiation, Microwells, Human pluripotent stem cells, Size controlled cell
aggregates, Forced cell aggregation

1 Introduction

It has been known for a long time that cellular behavior in two-
dimensional adherent culture does not fully recapitulate three-
dimensional in vivo systems, and consequently there is a growing
trend in many fields of research to employ three-dimensional tissue
constructs. These may be divided into scatfolded constructs, where
cells are cultured on or in an exogenous supporting matrix [ 1], and
unscaffolded systems that consist primarily or exclusively of cells
(which may then proceed to generate their own endogenous matrices)
[2, 3]. Here, we will discuss a process for generating large numbers
of uniform, unscaffolded aggregates of human pluripotent stem
cells for differentiation towards a cardiac fate.

Conventionally, size controlled cellular aggregates have been
generated in microcentrifuge tubes [4], as hanging drops [5], by
micropatterning human embryonic stem cells (hESCs) colonies
[6] or by centrifugation into U- or V-bottom plates [7, 8]; how-
ever throughput is limited using these approaches. Microwell-
based systems are similar in concept to V-bottom plates; however

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
vol. 1181, DOI 10.1007/978-1-4939-1047-2_2, © Springer Science+Business Media New York 2014
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the smaller size of the microwells permits very large numbers of
uniform aggregates to be generated from a single culture-plate
well in a mechanically simple system [9]. This approach has been
used for a variety of applications including differentiation of plu-
ripotent stem cells to ectodermal [10], endodermal [11], mesoder-
mal [12], and extraembryonic [13] fates; chondrogenesis from
mesenchymal stem cells [ 14 ]; and generation of uniform substrates
for toxicological screening [15] and investigations of mechanobi-
ology [16].

Using this approach to control aggregate size, we consequently
determine surface area to volume ratio, which in turn modulates
extraembryonic endoderm (ExE) commitment. Cardiogenic sig-
nals from this cell lineage then specify subsequent cardiomyogen-
esis [12].

2 Materials

2.1 General
Equipment
and Supplies

2.2 Basal Medium

All reagent preparation and cell culture handling should be carried
out in a biological safety cabinet under sterile conditions.

. Biological safety cabinet.

. Pipette aid.

. Serological pipettes (5-25 mL).
. Aspirator.

. Aspirator or Pasteur pipettes.

. 15 and 50 mL conical tubes.

. Fume hood.

. 0.22 pm syringe filter.

. 5% CO,, 5% O,,and humidity controlled cell culture incubator
(Subheadings 3.1 and 3.4).

.5 % CO,, 20 % O,, and humidity controlled cell culture
incubator (Subheading 3.5).

11. Low speed centrifuge with a swinging bucket rotor fitted with
a plate holder.

12. P2, P20, P200, and P1000 micropipettors with appropriate tips.

O 0 NI O Ol W N

—
=)

13. Inverted microscope with 4x, 10x, and 20x phase objectives.
14. Ultra-Low Attachment (ULA) 24 well plates.
15. 1.5 mL microcentrifuge tubes.

16. Bench-top microcentrifuge.

1. r-Ascorbic Acid: Prepare a stock solution of 5 mg,/mL in 4 °C,
sterile ultrapure distilled water. Leave on ice and vortex
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Cytokines and buffers used for media preparation

Stock Conc.
Cytokine Buffer (ng/mL)
Human Bone morphogenetic protein 4 mM Hydrochloric acid, 0.1 % BSA 10
4 (hBMP-4)
Human Fibroblast Growth Factor 2 Phosphate buffered saline (PBS), 10
(basic) (hbFGF) 0.1 % BSA
Human Vascular Endothelial Growth Phosphate buffered saline (PBS), 5
Factor (hVEGF) 0.1 % BSA
Activin A Phosphate buffered saline (PBS), 10
0.1 % BSA
Human Dickkopf 1 homolog (hDkk-1) Phosphate buffered saline (PBS), 50
0.1 % BSA

periodically until completely dissolved. Filter-sterilize using a
0.22 pm syringe filter, aliquot at 1 mL volume, and store the
Ascorbic Acid aliquots at =20 °C. Use a freshly thawed aliquot
each time medium is prepared.

. Monothioglycerol: MTG should be aliquoted (1 mL) and

stored frozen (=20 °C). When aliquots are thawed, they can be
used for 3 months and then discarded. Aliquoting of MTG is
strongly recommended as it minimizes the amount of oxida-
tion due to repeated opening. On the day of media prepara-
tion, dilute 13 pL MTG in 1 mL StemPro-34. Discard unused
diluted MTG.

. Transferrin: Transferrin (stock concentration: 30 mg/mL)

should be aliquoted (1 mL aliquots) and stored at =20 °C.

. All cytokines are stored lyophilized at —20 °C until ready to be

aliquoted in the following buffers and at the following concen-
trations, Table 1. Continue to store unused aliquots at =20 °C.

. 4 mM Hydrochloric acid (HCl), 0.1 % BSA Buffer: In a fume

hood, transter 30 pL of 6.0 N HCl solution to 50 mL of ultra-
pure distilled water. Filter-sterilize the solution using a 0.22 pm
syringe filter. Add 2 mL of 25 % BSA solution to the 50 mL
HCI solution.

. PBS, 0.1 % BSA Buffer: Add 20 pL. of 25 % BSA solution for

every mL PBS.

. Supplemented DMEM /F-12: 1 % Penicillin/Streptomycin

(Pen/Strep) and 1 % L-glutamine in DMEM /F-12.

. hESC Wash Medium: 5 % Knockout Serum Replacement in

Supplemented DMEM /F12.
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2.3 hESC Aggregate
Formation
Gomponents

2.4 Cardiac
Induction Components

2.5 Flow Cytometry

9.

10.

w N

o NN O Ul

StemPro-34: StemPro-34 is sold as a kit with two components.
The supplement is kept at =20 °C and the liquid media at 4 °C.
When combined, the media is stable for 30 days (see Note 1).
StemPro-34 is always used with the supplement added in this
protocol.

Modified StemPro-34: StemPro-34 modified with the addi-
tion of 1 % Pen/Strep, 1 % L-glutamine, 0.5 % Transferrin, 1 %
Ascorbic Acid, 0.3 % MTG. This medium should be prepared
on the day of use with freshly thawed Ascorbic Acid.

. One 6 well plate culture of feeder-free or feeder-depleted (see

Note 2) hESCs adapted to single cell passaging (e.g., enzy-
matic dissociation with TrypLE).

. TrypLE Select.
. hESC Wash Medium (preparation previously described in

Subheading 2.2, item 8).

. Hemocytometer.

. Trypan Blue.

. Aggrewell™ 400 plates (StemCell Technologies 27845).

. Aggrewell™ Rinsing Solution (StemCell Technologies 07010).
. Aggregation Medium: Modified StemPro-34, 0.5 ng/mL

BMP4, 10 puM Y-27632 ROCK Inhibitor. 1 mL of medium is
required per well of a 24 well Aggrewell™ 400 plate.

. OPTIONAL: 37 pm strainer.

. Stage 1 Induction Medium: Modified StemPro-34, 10 ng/mL

BMP4, 5 ng/mL bEGEF, 6 ng/mL Activin A. 1 mL of medium
is required per well of a 24 well Aggrewell™ 400 plate
(see Note 3).

. Stage 2 Induction Medium: Modified StemPro-34, 10 ng/mL

VEGEF, 150 ng/mL DKKI. 1 mL of medium is required per
well of'a 24 well ULA plate (see Note 3).

. Stage 3 Induction Medium: Modified StemPro-34, 10 ng/mL

VEGE, 150 ng/mL DKKI, 5 ng/mL bFGF. 1 mL of medium
is required per well of a 24 well ULA plate (see Note 3).

. hESC Wash Medium (prepared as previously described in

Subheading 2.2, item 8).

.1 mg/mL Collagenase Type II in Hank’s Balanced Salt

Solution.

2. TrypLE Select.

. hESC Wash Medium (preparation previously described in

Subheading 2.2, item 8).
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4.

o N O v

10.
11.

DNase: DNase should be diluted in ultrapure distilled water to
a concentration of 1 mg,/mlL, aliquoted, and stored at -20 °C.

. 96 well assay plate (or 1.5 mL microcentrifuge tubes).

. IntraPrep fixation and permeabilization kit.

. Cardiac Troponin T antibody.

. Allophycocyanin  (APC)-conjugated goat-anti-mouse IgG

antibody.

. HF butffer solution: 2 % Fetal Bovine Serum (FBS) in Hank’s

Balanced Salt Solution.
5 mL round-bottom flow cytometry analysis tubes.

Flow cytometer with the appropriate laser and filter to excite
(i.e., 633—-640 nm) and detect (i.e., 660,20 nm) APC.

3 Methods

3.1 hESC Aggregate
Formation

A schematic of the process is shown in Fig. 1.

1.

Add 0.5 mL Aggrewell™ Rinsing Solution to each well of the
Aggrewell™ plate used. Ensure that the solution contacts the
entire surface inside each microwell by centrifuging the plate at
840 x g for 2 min. Incubate the Aggrewell™ plate containing
the Rinsing Solution for 30-60 min at room temperature.
Aspirate the solution and wash twice with 1 mL PBS per well,
centrifuging at 840 x g for 2 min after each PBS addition.

. Completely dissociate the hESCs to single cells: Aspirate the cul-

ture medium from each culture well, rinse each well with 1 mL
TrypLE Select, and aspirate the TrypLE Select. Residual TrypLE
should be sufficient to dissociate the cells. Incubate the plate at
37 °C for 3 min, then add 1 mL of hESC Wash Medium to each
well and mechanically dissociate the cells from the tissue cul-
ture surface by pipetting with a P1000 micropipettor. Transfer
the cells (in hESC Wash Medium) to a 15 mL conical tube.

Step 3.1 32 33 34 35 36
i 1 1 1 1 1 1
Day 0 1 4 8 12 20 21
Fig. 1 Schematic of cardiac differentiation protocol. The sequence of steps in

Subheadings 3.1-3.6 is diagrammed, along with an indication of the timescale
over which they occur
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3.2 Cardiac
Induction Stage 1
(24 =2 h Following
Aggregation)

Optionally, if the dissociation appears to be incomplete and cell
clumps remain, the suspension may be passed through a strainer
at this point.

. Perform a cell count: Take a 10 pL sample of the cell suspen-

sion collected in the previous step. Add 30 pL of Trypan Blue
and mix the suspension well by pipetting up and down. Transfer
10 pL of Trypan Blue-stained cells to each chamber of a hemo-
cytometer and visualize under the inverted microscope with
the 10x objective. Count the cells.

. From the cell count results, calculate how many wells can be

sceded at 1.2x10° cells per well. Resuspend the dissociated
hESCs in Aggregation Medium at a density of 1.2 x 10° cells/mL
(see Note 4).

. Aspirate the PBS wash solution from each well on the

Aggrewell™ Plate. Using a P1000 micropipettor, evenly dis-
tribute 1 mL of the cell suspension to each well on the
Aggrewell™ Plate. If seeding a large numbers of wells, periodi-
cally mix the container of cell suspension to prevent settling.
Centrifuge the plate at 200 x4 for 5 min. Visualize the plate
under the microscope to confirm cells have spun to the bottom
of each microwell (see Note 5).

. Incubate the plate for 24 h at 37 °Cina 5 % CO,, 5 % O,

(bypoxic) incubator.

. Prepare the required volume of Stage 1 Induction Medium

(for a 24 well plate, volume=1 mLxnumber of wells). Place
the medium in a 37 °C water bath for at least 15 min.

. Remove the Aggrewell™ plate from the incubator. Inspect

the aggregates under the microscope. Compared to immedi-
ately post-centrifuge aggregation, they should appear intact
with smooth edges (more round and less square than the pre-
vious day).

. To remove the supernatant but retain the aggregates in their

individual microwells: Use a P1000 micropipettor. For each
well on the Aggrewell™ plate, place the tip of the micropipettor
at the surface of the culture medium in the well and against the
edge of the well (keep the plate level horizontally). Slowly
remove the medium, being careful not to disturb the aggre-
gates at the bottom of the microwells. Once the medium level
has been reduced to about 1-2 mm from the surface of the
textured microwell surface, the plate can be slowly tilted to
collect medium at one side of the well (once the volume is this
low, fluid motion is greatly reduced and it is easier to avoid
aggregates getting lifted out of their individual microwells).
Slowly pipette out the remaining medium in the well.

. To add fresh Stage 1 Induction Medium while ensuring the

aggregates remain in their individual microwells: Take up 1 mL
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of Stage 1 Induction Medium with a P1000 micropipettor.
Hold the pipette tip against the inside edge of the well and
very slowly dispense the medium against the inside wall of the
well. Repeat for the remaining wells.

5. Return the plate to the incubator under Asypoxic conditions for

4 days.
3.3 Cardiac Stage 2 Induction directs mesoderm differentiation. Therefore at
Induction Stage 2 this time-point it is very important to remove all residual Activin A

(Day 4: 96 = 2 h After from the Stage 1 Induction Medium. Activin A is a very potent

Aggregate Formation) signaling molecule and at this stage of differentiation, even trace
levels would promote differentiation to the endoderm lineage at
the expense of cardiac induction. Therefore, at this stage the aggre-
gates are removed from the Aggrewell™ plates, washed well, and
transferred to bulk aggregate cultures in 24 well ULA plates.

1.

Place hESC Wash Medium (volume =number of wellsx2 mL)
in a 37 °C water bath for 10-15 min.

. Prepare the necessary volume of Stage 2 Induction medium

(volume =number of wellsx 1 mL) and place in a 37 °C water
bath for 10-15 min.

. Using a 5 mL serological pipette, harvest the aggregates from

each well of the Aggrewell™ plate, and collect the aggregate
suspension in a 15 mL conical tube (up to 10 wells per tube).

. Allow the aggregates to settle for 15 min in hypoxic (5 % O,)

conditions. This step is performed to separate single cells and
cellular debris from the intact aggregates. Aspirate the super-
natant carefully and resuspend the aggregates in 10 mL hESC
Wash Medium to wash out residual inductive cytokines
(especially Activin A which is a potent signaling molecule even
at very low concentrations).

. Centrifuge the aggregates at 50 x4 for 2 min and aspirate the

supernatant.

. Resuspend the pelleted aggregates in the Induction 2 Medium

prepared in step 2 above.

. Dispense the aggregate suspension into a 24 well ULA plate at

1 mL per well. Visualize the aggregates under the microscope.
They should appear as uniform, tight cell clusters.

8. Incubate under Aypoxic conditions until day 8.
3.4 Cardiac Typically, in a successful cardiac induction, spontaneously con-
Induction Stage 3 tracting aggregates will be observed under the microscope between

(Day 8:192+2 h After ~ day 8 and day 12.

Aggregate Formation) 1.

Prepare the necessary volume of Stage 3 Induction Medium
(volume = number of wellsx2 mL) and place in a 37 °C water
bath for 10-15 min.
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3.5 Cardiac
Induction Stage 3
(Day 12 to Harvest)

3.6 Flow Cytometry
Analysis of Gardiac
Troponin T Expression
Frequency

of Aggrewell™
Culture Output

2.

Use a 5 mL serological pipette to transfer the aggregates to
15 mL conical tubes, pooling up to 10 mL of aggregates per
tube. Allow 10 min for the aggregates to settle. Aspirate the
supernatant and resuspend the aggregates in Stage 3 Induction
Medium. Using a 5 mL serological pipette, redistribute the
aggregates into a 24 well ULA plate at 1 mL per well.

. Incubate under hypoxic conditions until day 12.

. Prepare the necessary volume of Stage 3 Induction Medium

(volume = number of wellsx 1 mL) and place in a 37 °C water
bath for 10-15 min.

. Use a 5 mL serological pipette to transfer the aggregates to

15 mL conical tubes, pooling up to 10 mL of aggregates per
tube. Allow 10 min for the aggregates to settle. Aspirate the
supernatant and resuspend the aggregates in Stage 3 Induction
Medium. Using a 5 mL serological pipette, redistribute the
aggregates into a 24 well ULA plate at 1 mL per well.

. Incubate the cells at normoxic oxygen levels for the remainder

of' the culture period (37 °C, 20 % O,, 5 % CO,). After this time
point, cells ave no longer cultured under hypoxic conditions.

4. Repeat this complete medium exchange (steps 1-3) at day 16.

5.

Cardiac aggregates are ready for harvest on day 20.

For flow cytometry analysis of cardiac Troponin T (¢TnT) expres-
sion frequency, it is recommended that 4 wells of day 20 cardiac
aggregates be harvested.

1. Using a 5 mL serological pipette, transfer 1 well of aggregates

to a 15 mL conical tube. Centrifuge the aggregates at 50 xg
for 2 min and carefully aspirate the supernatant.

. Add 1 mL of freshly dissolved 1 mg,/ml collagenase Type 11

solution to the aggregates, transfer the aggregate suspension
to a 1.5 mL microcentrifuge tube, and incubate the aggre-
gates in collagenase Type II overnight at room temperature.

. The next day, using a P1000 micropipettor, gently pipette the

aggregates to dissociate them into a homogenous single cell
suspension. If the aggregates do not readily dissociate, settle
the aggregates, aspirate the supernatant, and incubate the
aggregates in 700 pL TrypLE for 1-2 min at room tempera-
ture. Gently pipette the aggregates 1-2 times with a P1000
micropipette to dissociate. Add 700 pL. hESC Wash Medium
containing 14 pL of 1 mg/mL DNAse stock solution to dilute
the TrypLE. Take a 10 pL sample for cell counting, and centrifuge
the remaining suspension using a bench-top microcentri-
fuge for 2 min at 300 x .

. Stain the 10 pL counting sample with an equal volume of

Trypan Blue and count using a hemocytometer.
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5.

10.

11.

12.

13.

14.

15.

16.

17.

Remove the 1.5 mL microcentrifuge tube containing the
remaining cells from the microcentrifuge. Aspirate the super-
natant and resuspend the cells in HF at a concentration of
200,000-500,000 cells per 100 pL.

. Transfer 100 pL per well to 2 wells of'a 96 well plate (see Note 6)

per experimental condition or replicate (one well will be for
¢I'nT staining and the other will be the unstained control).

. Pellet by centrifuging the plate at 300xy4 for 2 min in a

swinging bucket centrifuge.

. Fix the cells in 200 pL of Intraprep Reagent 1 per well for

15 min at room temperature.

. Centrituge the plate at 300 x g for 2 min. Carefully aspirate the

supernatant and dispose of in a paraformaldehyde waste
container.

Wash the fixed cells twice: Add 200 pL HF to each well.
Centrifuge the plate at 300 x g for 2 min, aspirate the superna-
tant, and repeat the wash step once more. Fixed cells can be
stored for up to 1 week in HF at 4 °C.

Permeabilize the cells: Centrifuge the plate at 300xyg for
2 min. Add 100 pL of Intraprep Reagent 2 per well and incu-
bate the plate for 5 min at room temperature. Centrifuge the
plate at 300 x g for 2 min and aspirate the supernatant.

Prepare a staining solution of anti-cTnT (Neomarkers MS-295)
in HF at the optimal concentration for the given lot number
(determined by titration: typically ranges from 1:500 to
1:2,000 dilution).

Add 100 pL staining solution to one well of cells and 100 pL
of plain HF to the other well (negative control). Incubate the
cells for 30 min at 4 °C.

Centrifuge the cells at 300 x g for 2 min. Aspirate the superna-
tant and add 200 pL HF per well. Repeat the wash step one
more time.

Prepare a master mix of the secondary antibody: Transfer a
volume of HF that corresponds to 100 pL for every well (con-
trol and ¢TnT-stained) being treated. Add 1 pL of goat anti-
mouse-APC secondary antibody per 200 pl. of HF (1:200
dilution).

Stain the samples: Add 100 pL of staining solution to each well
(negative and anti-cTnT-stained wells). Incubate cells for 30
min at 4 °C (keep the plate covered or in the dark after adding
fluorescent secondary antibody to avoid photobleaching).

Centrifuge the cells at 300 x4 for 2 min. Aspirate the superna-
tant and add 200 pL. HF per well. Repeat the wash step one
more time.
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18.

Transfer the samples to 5 mL round-bottom flow cytometer
analysis tubes and analyze on a flow cytometer using the
red laser.

4 Notes

. If 500 mL of complete StemPro-34 medium (with supple-

ment) will not be used within 30 days, it is recommended that
the basal medium and supplement be aliquoted as follows:
prepare ten 50 mL aliquots of the basal medium and store at
4 °C, prepare ten 1.3 mL aliquots of the supplement and store
at =20 °C. When preparing complete medium from the ali-
quots, completely thaw 1 aliquot of supplement in a 37 °C
water bath and then add the supplement to a 50 mL aliquot of
basal medium.

. To prepare feeder-depleted hESCs, passage the cells onto

Growth Factor Reduced Matrigel (BD 354230) coated 6 well
plates at a split ratio that will produce 1-2x 106 cells per well
after 1-2 days. Use the same medium that was being used to
maintain the hESCs on feeders.

. Depending on the volume of Induction Medium to be pre-

pared, the volume of some of the growth factor stock solutions
to be added on a given day may be less than 1 pL. To ensure
accurate volumes of growth factor stock solutions are being
added to the medium preparation, the stock may first be
diluted 1:10 in StemPro-34 basal medium, and then the appro-
priate volume of diluted stock may be added to the medium
preparation.

. At this seeding density, aggregates containing 1,000 cells will

be formed. This is based on our observations with cardiac
induction from the HES-2 cell line maintained on feeders
[12]. The ideal seeding density may vary and should be
optimized for the specific cell lines and culture conditions
being used.

. If the cells do not appear to form a tight pellet at the bottom

of the microwells, try eliminating air bubbles in the microwells
by spinning some medium into the wells prior to adding the
cells: Add 0.4 mL of medium per well and centrifuge the plate
at 200 x g for 5 min. Then add the appropriate number of cells
to each well in 0.6 mL medium per well.

. If the total number of samples being prepared is small, staining

can also be performed in 1.5 mL microcentrifuge tubes. If
microcentrifuge tubes are used, supernatant is removed by
aspiration and it is reccommended that minimum wash volumes
of 0.5 mL and centrifuge settings of 900 xg (in a bench-top
microcentrifuge) for 3 min be used for the wash steps.
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Chapter 3

Preparation and Characterization of Circulating Angiogenic
Cells for Tissue Engineering Applications

Aleksandra Ostojic, Suzanne Crowe, Brian McNeill,
Marc Ruel, and Erik J. Suuronen

Abstract

Circulating angiogenic cells (CACs) are a heterogeneous cell population of bone marrow (BM) origin.
These cells are most commonly derived from the peripheral blood, bone marrow, and cord blood, and are
one of the leading candidates for promoting vascularization in tissue engineering therapies. CACs can be
isolated by culturing peripheral blood mononuclear cells (PBMCs) on fibronectin or by flow cytometry to
obtain more specific subpopulations. Here we will describe how to generate a population of CACs, and
how to characterize the cells and confirm their phenotype. Also, we will provide select methods that can
be used to assess the angiogenic and endothelial cell-like properties of the CACs.

Key words Circulating angiogenic cells (CACs), Angiogenic cell therapy, Neovascularization,
Peripheral blood mononuclear cells, Tissue engineering

1 Introduction

Endothelial progenitor cells (EPCs) were initially isolated from
peripheral blood in 1997, and identified by their co-expression
of CD34 and vascular endothelial growth factor receptor-2
(VEGFR-2) [1]. EPCs have been further shown to originate from
bone marrow (BM) and other tissues, including skeletal muscle
and adipose, dermis, and vascular tissues [2—4]. A true definition
has not yet been established for these cells, since their phenotype
and function can vary depending on their source and /or method
of'selection. Regardless of origin, it is generally accepted that EPCs
play a role in contributing to neovascularization in ischemic tis-
sues, directly through participation in the generation of new blood
vessels, or indirectly through the production of various pro-
angiogenic cytokines [2, 5, 6].

Based on this knowledge, EPCs are actively being tested as
cells for therapy (+biomaterials) in multiple diseases such as diabetes,

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
vol. 1181, DOI 10.1007/978-1-4939-1047-2_3, © Springer Science+Business Media New York 2014
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wound repair, and cardiovascular disease [7]. The potential for
revascularization therapy using EPCs and biomaterials has been
demonstrated in animal models [8-11] and the feasibility and
safety of cell therapy for cardiovascular regeneration has been dem-
onstrated in clinical studies, albeit with relatively modest structural
and functional benefits [12, 13]. Furthermore, EPCs have been
used successfully as a strategy to vascularize engineered tissues
[14-16]. Together, this evidence demonstrates the promise that
EPCs have for promoting vascularization in tissue engineering and
regenerative medicine applications.

In 2008, Hirschi et al. assigned the name circulating angio-
genic cells (CACs) to a specific type of EPC, due to the fact that
they are isolated from the peripheral blood and possess angiogenic
properties [17]. The most common method for obtaining CACs
from peripheral blood is to isolate the mononuclear cells (MNCs)
and culture them on fibronectin-coated plates. After 4-7 days, the
non-adherent cells are removed and the remaining adherent cells
are considered CACs [18-20]. Starting with ~100 ml of peripheral
blood, this isolation procedure can consistently yield 25-60 x 10°
cells, which is plenty for performing multiple experiments using
the same donor.

Within the population of CACs, CD34* cells have been identi-
fied as one of the most pro-angiogenic subpopulations [21, 22].
CD34* cells, or other subpopulations of interest, can be isolated
from the CACs using fluorescence-activated cell sorting (FACS).
This method labels specific cell-surface antigens to identity and
sort specific subpopulations of CACs. Common markers used to
identity the endothelial precursor/progenitor population are
CD34, CD133, and VEGFR-2 [23-26].

The outlined set of experiments describes the procedure for
isolating CACs from human peripheral blood, and how to charac-
terize the phenotype of the population with flow cytometry.
Furthermore, methods are provided to evaluate the angiogenic
properties of the cells and to confirm that they are CACs (using
Dil-acLDL and FITC-lectin staining).

2 Materials

2.1 Isolation
of Peripheral Blood
Mononuclear Cells

1. Wash buffer: 1 % FBS, 0.11 % EDTA in Phosphate Buftered
Saline (PBS).

. Histopaque 1077 (Sigma).

[\

3. 12x9 ml Ethylenediaminetetraacetic acid (EDTA) vacutainer
tubes.

4. 50 ml conical tubes.

5. Human donors to donate peripheral blood.



2.2 CGulture
of Peripheral Blood
Mononuclear Cells

2.3 Lifting Cells

24 CAC
Characterization

by Fluorescence-
Activated Cell Sorting
(FACS)

2.5 Angiogenesis
Assay

2.6 Dil and Lectin
Staining
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. Fibronectin: 20 pg/ml fibronectin in PBS. Store at 4 °C.
. EBM medium (Lonza): 500 ml EBM supplemented with

EGM-2 components (Lonza), containing fetal bovine serum
(FBS), recombinant long R insulin-like growth factor-1 in
aqueous solution (R3-IGF-1), endothelial growth factor vascu-
lar human recombinant (VEGF), gentamicin sulfate ampho-
tericin-B, and epidermal growth factor human recombinant in
a buftered BSA saline solution (see Note 1). Store at 4 °C.

. 4%x10 cm culture dishes.

1. PBS. Store at 4 °C.

. EBM medium +supplements (see Subheading 2.2).

. PBS. Store at 4 °C.

2. EBM medium +supplements (see Subheading 2.2).

3. Antibodies of interest for flow cytometry.

N O\ Ul W~

o)

. Human umbilical vein endothelial cells (HUVECs).
. HUVEC Medium: M200 medium supplemented with LSGS

kit. Store at 4 °C.

. ECMatrix™ (EMD Millipore; ECM625): includes 10x diluent

and matrix solution.

. 10 cm plates.

. PBS. Store at 4 °C.

. CellTracker™ Orange (Invitrogen).

. 4',6-diamidino-2-phenylindol (DAPI): 50 pl stock (1 mg,/ml)

in 950 pl PBS.

. 96-well plate.
. EBM medium (see Subheading 2.2).

. 1,1"-dioctadecyl-3,3,3’,3’-tetramethylindocarbocyanine (Dil)-

labeled acetylated low-density lipoprotein (acLDL, Molecular
Probes; 1.-3484): stock at 1 mg/ml.

2. FITC-labeled Ulex-lectin (Sigma; L-9006): stock at 1 mg,/ml.

. PBS. Store at 4 °C.

4. Cytofix bufter (BD Bioscience).

3 Methods

Carry out all procedures at room temperature unless otherwise
specified. All reagents that are stored at 4 °C should first be warmed
to room temperature before use, unless otherwise specified.
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f

Blood collection

3

PBMC isolation with Histopaque and differential centrifugation
: 2

—
N—
Fibronectin coated plates + EBM-2

3

Conduct assays

Fig. 1 PBMC isolation and CAC culture protocol

C__1

plasma

Buffy coat

<€— Histopaque

'(— Red blood cells

Fig. 2 Following density gradient centrifugation, the peripheral blood is separated
into four layers: (1) red blood cell layer; (2) clear Histopaque layer; (3) “Buffy

coat” layer consisting of the mononuclear cells; and (4) plasma layer

3.1 Isolation For ~100 ml blood (12 vials of EDTA vacutainer tubes):
of Mononuclear Cells

from Peripheral Blood

(Fig. 1)

(see Note 3).

3. Using a sterile pipette, slowly and carefully layer blood from
three tubes on top of the 20 ml Histopaque (sec Note 4).

Repeat for each of the 4 x50 ml tubes.

4. Centrifuge the tubes for 30 min at 840 x4 at room tempera-

ture (do not use centrifuge brakes—see Note 5).

5. Remove the tubes which now contain the separated blood
layers (Fig. 2). Aspirate off top plasma layer to within 1 ¢cm of

bufty coat (see Note 6).

1. Pour 20 ml Histopaque into 4 x 50 ml tubes (se¢ Note 2).

2. Collect 12x9 ml blood into EDTA vacutainer tubes. Mix
gently for a minimum of 5 min on rocker before processing
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3.2 Plating 1.

Fibronectin
for Selection of CACs

B W N
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. Using a sterile transfer pipette, remove the top 1 cm of plasma

layer and all of buffy coat and place it in clean, sterile 50 ml
tubes (should have four separate tubes). Bring final volume in
each tube to 40 ml with wash buffer.

. Centrifuge the tubes at 300 x4 for 10 min (do not use centri-

fuge brakes).

. Remove and discard the supernatant. Resuspend the cell pellets

in a few ml of wash buffer and combine the cell pellet from
each of the four tubes into a single tube. Bring the final volume
up to 20 ml using wash buffer.

. Centrifuge the tubes at 300 x g for 10 min (do not use centri-

fuge brakes).
Resuspend the pellet in 1 ml EBM culture medium.

Coat 4x10 cm plate with 3 ml of fibronectin solution
(see Note 7).

. Incubate at room temperature for 30-60 min.
. Aspirate the excess liquid and air dry for 15 min.

. Rinse the plates 2x with PBS: leave PBS on for 5 min, aspirate,

and repeat.

. Add 10 ml EBM medium with supplements, warmed to room

temperature.

. Add % of the cells to each of the four plates and culture at 5 %

CO; at 37 °C for 4 days without changing the medium.

. After 4 days, the adherent population is considered to be

CAC:s (Fig. 3).

Fig. 3 Adherent population of CACs generated from the culture of PBMCs on
fibronectin-coated plates for 4 days
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Table 1

Common markers used to characterize CAC populations. This Table lists some of the markers that
have been previously used to characterize the phenotypes of cells in CAC populations. The listed
functions are general and not exclusive

Marker Function References
CD14 Monocyte marker [28,29]
CD31/PECAM-1 Endothelial adhesion molecule [28-30]

CD34 Progenitor cell marker [1, 25,29, 31, 32]
CD45 Leukocyte marker [28, 29, 33]
CD133 Progenitor cell marker [25, 29, 31, 32]
CD144 /VE-cadherin Endothelial adhesion molecule [28, 29, 31]
CD146 Endothelial adhesion molecule [29, 31, 33]
c-Kit Progenitor cell marker [25, 31]
Dil-acLDL uptake Endothelial /macrophage detection [28, 31]
VEGFR-2 (KDR, Flk-1) Endothelial cell receptor [1, 25,29, 31]
L-selectin Leukocyte adhesion molecule [25, 30]

3.3 Lifting Cells

34 CAC
Characterization

by Fluorescence-
Activated Cell Sorting
(FACS)

[ SIS I NS ]

. Aspirate the medium.
. Lift cells using gentle pipetting (see Note 8).
. Centrifuge at 300 x g for 5 min (do not use centrifuge brakes).

. Remove the supernatant and resuspend the CACs in desired

volume of EBM medium with supplements, warmed to room
temperature.

1. Lift and resuspend the cells as previously described.

2. Count cells with an automated system or a hemocytometer.

. Place 5x10% CACs in a 1.5 ml centrifuge tube in 200 pl

of PBS.

. Stain cells for 30 min at 4 °C with pre-conjugated antibodies.

Common antibodies used for characterization are CD34, KDR
(VEGFR-2), CD133, CD31, and L-selectin, among others
(see Table 1).

. Wash with PBS and centrifuge at 300 x 4 for 5 min.

6. Aspirate medium and resuspend in 500 pl EBM medium with

supplements, warmed to room temperature.

. Place another 5x10° CACs in a 1.5 ml centrifuge tube in

200 pl of PBS and stain with appropriate IgG isotype-matched
control antibodies (se¢ Note 9). Repeat steps 5 and 6. This
can be done concurrently with steps 3-6.

. Analyze and quantify cells with flow cytometry (see Note 10)

[25,27].



3.5 Angiogenesis
Assay

3.5.1 Human Umbilical
Vein Endothelial Cell
(HUVEC) Culture

3.5.2 Making the In Vitro
Angiogenesis Gels

3.5.3 Lifting HUVECs

3.5.4  Performing the
Angiogenesis Assay
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. HUVECs are provided from the manufacturer in a frozen

state, and stored this way until needed. Thaw the HUVECs
at 37 °C in a water bath.

. Transfer cells to a 15 ml tube with 4 ml pre-warmed HUVEC

medium.

. Centrifuge at 300 x4 for 5 min.

4. Remove supernatant, and resuspend cells in pre-warmed

HUVEC medium.

. Plate cells in 2x 10 cm dishes, split 50:50, which is equivalent

to ~5x 10° cells /dish.

. Incubate at 37 °C and 5 % CO, until 70-80 % confluent

(see Note 11).

. Change HUVEC medium the following day, and every second

day thereatter.

. This protocol uses the ECMatrix™ angiogenesis kit (EMD

Millipore).

2. Thaw the 10x diluent and the gel solution on ice (see Note 12).
. Mix 100 pl diluent with 900 pl of the gel solution. Aliquot

80 pl of gel mixture into individual wells of a 96-well plate
(see Note 13).

. Allow to set at 37 °C for approximately 1 h.

. Gels are then ready to use.

. Remove the supernatant from the HUVEC cultures.
. Add 1 ml of 0.25 % trypsin and incubate for 5 min at RT with

constant agitation (see Note 14).

. Add 5 ml of EBM medium to the plate to inactivate the tryp-

sin. Gently pipette the cells to loosen them from the dish.

4. Rinse the plate with PBS and transfer contents to a 15 ml tube.
. Centrifuge at 300xg for 5 min and then remove the

supernatant.

. Stain the cells by resuspending them in CellTracker™ Orange

(2 pl aliquot of CellTracker™ Orange +998 ul PBS) for 30 min
at 37 °C (see Note 15).

. Add 5 ml of PBS, and then spin the cells as in step 5.

. Resuspend in desired volume of EBM medium with supple-

ments, warmed to room temperature.

. After completing step 3 of Subheading 3.3, remove the

supcernatant.

. Resuspend the CACs in 4’,6-diamidino-2-phenylindole

(DAPI) for 30 min at 37 °C. DAPI solution is prepared by
mixing 50 pl of stock (1 mg/ml) with 950 pl PBS.
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3.6 Dil and Lectin
Staining

Fig. 4 Angiogenesis assay. HUVECs are stained with CellTracker™ Orange (red/
orange) and CACs are stained with DAPI (blue). Arrows indicate CACs that have
incorporated into the capillary-like structures

. Add 5 ml PBS, and centrifuge at 300 x4 for 5 min.

4. Remove the supernatant and resuspend CACs in the desired

volume of EBM medium with supplements, warmed to room
temperature.

. Count cells using a hemocytometer.
6. Add 10,000 HUVEGCs and 10,000 CACs together to each well

containing ECMatrix™ gel (se¢ Note 16).

. Fill the wells with 150 pl EBM medium with supplements and

incubate at 37 °C overnight (should be 18 h, and no more
than a 24 h incubation) (se¢ Note 17).

. Take photographs of the capillary-like structure formations

using fluorescence microscopy. Evaluate the number of CACs
(blue DAPI* cells) that have incorporated into the tubule
structures (orange HUVECs), as well as the total length of
tubule formation (sec Note 18) (Fig. 4).

. Prepare (Dil)-labeled acetylated low-density lipoprotein

(acLDL) stain (stock at 1 mg/ml). Take 2 pl and add to 998 pl
PBS.

. Aspirate medium from CAC cultures and rinse the plates 2x

with PBS.

. Add 1 ml of Dil-acLDL per dish and incubate at 37 °C for 1 h.
4. Aspirate the Dil-acLDL dye and rinse the cells 2x with PBS.
. Fix the cells with 1.0 ml of Cytofix buffer for 15 min at 37 °C.
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Fig. 5 Dil-acLDL (red) and FITC-lectin (green) staining of a CAC culture

. During this incubation step, prepare the lectin stain. Dilute

FITC-labeled Ulex-lectin to 10 pg/ml by adding 10 pl of
stock solution (1 mg/ml) to 990 ul of PBS.

. Rinse cells 2x with PBS and add 1 ml FITC-labeled Ulex-lectin

per dish and incubate at 37 °C for 1 h.

. Rinse cells 2x with PBS.
9. Add 1 ml of PBS to each dish and image the cells by fluores-

cence microscopy (Fig. 5). Dual-staining cells are considered
to be CAGCs (see Note 19).

4 Notes

. Use a pipette when adding the supplements to minimize vol-

ume loss during the transfer.

. 20 ml of Histopaque is the recommended amount per 30 ml of

blood. This amount can be reduced to 10 ml of Histopaque
per 30 ml of blood to save on reagents. However, the more
Histopaque there is, the easier it is to identity the buffy coat.

. This step is necessary to mix the blood with the EDTA and

prevent clotting. If using the blood right away, mixing can be
achieved by inverting the collection tubes multiple times, oth-
erwise leave on the rocker.

. Cannot have layers mix because it will affect the separation

efficacy, and the bufty coat layer will not be as visible.

. Itis very important that braking is not applied during centrifu-

gation, as this may disrupt proper separation of the layers.
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6.

10.

11.

12.

13.

14.
15.

16.

17.

Make sure not to aspirate any cells that may be stuck to the side
of falcon tube. Gently scrape them off with a pipette before
proceeding with the transfer.

. Cover the plate and gently swirl to spread the fibronectin.

Make sure all areas are covered; otherwise cells may not uni-
formly adhere. Fibronectin coating step can be performed
immediately prior to CAC isolation. This way the plates will be
ready right about the same time that the cells are.

. PBS can be added and cells can be washed multiple times.

If absolutely necessary, a scraper can be used to help lift the
cells. Do not allow areas of the plate to dry during this step.
Add PBS and look under the microscope to ensure that most
of the cells have been removed.

. If flow cytometry analysis cannot be performed immediately,

then the cells can be fixed with 4 % PFA for 20 min, washed
with PBS, and spun for 5 min at 300 x 4. Cells can then be left
in the fridge for an extended period of time (weeks) before
staining (with primary or IgG control antibodies).

Use flow cytometry for analysis using a set number of events
(cells). A recommended number of events is 100,000-200,000,
but more or less can be used depending on the desired analysis.

If cells are over-confluent, they may suffer contact inhibition and
lose their growth and proliferative potential, and may also become
very difficult to trypsinize. Monitor cell density and make sure to
split cells before confluence is reached (>80-90 %).

The gel components typically take about 2 h to thaw on ice.
When ECMatrix™ is prepared, it is imperative to keep it on ice,
otherwise solidification will occur.

When pipetting the gel into the wells, do not expel all the way
in order to avoid bubbles. As an alternative to 96-well plates,
Ibidi microslides can be used, which will reduce reagent
consumption.

Carefully tap the side of the plate to help lift the cells.

Depending on the setup of various microscope systems, other
cytoplasmic dyes/fluorochromes may be more suitable to
visualize the cells, such as CellTracker™ Green (Invitrogen).

Must have 1:1 ratio. Adding too little cells will not allow the
HUVECG: to form tubule structures and adding too many cells
may result in overcrowding or tubules forming too quickly and
then regressing.

Allowing the angiogenesis assay to proceed for longer than 24 h
will lead to regression of the tubule structures. As an alternative
to EBM medium, the assay can be performed using M200
medium (this is the medium used for HUVEC culture).
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It is recommended that a minimum of three, and ideally six
images of random fields-of-view (FOV) be taken per well.
There are three suggested ways to analyze the results using
imaging analysis software (such as Image]; http://rsbweb.nih.
gov/ij/). (A) Count the number of DAPI* CACs (blue) that
have incorporated into tubule structures per FOV (HUVEC:,
stained with CellTracker™ Orange). (B) Quantify the total
length of tubule formation per field-of-view. This is done by
measuring the length of each tubule branch and adding them
all together. (C) Quantify the total area of tubule formation.
This is done by measuring the area of all the tubule formations
and adding them together. The results from all 3-6 FOV are
then averaged to obtain the final value per well.

Dil-acLDL and FITC-lectin staining is a traditional method
originally used to identify adherent endothelial progenitor cells
(EPCs) cells from the peripheral blood. However, this means
ofidentifying EPCs is not considered sufficient, and additional
characterization is necessary [7]. We suggest this staining sim-
ply as a means of confirming the successful generation of an

adherent CAC population.
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Chapter 4

Isolation and Expansion of C-Kit-Positive Cardiac
Progenitor Cells by Magnetic Cell Sorting

Kristin M. French and Michael E. Davis

Abstract

Cell therapy techniques are a promising option for tissue regeneration; especially in cases such as heart
failure where transplantation is limited by donor availability. Multiple cell types have been examined for
myocardial regeneration, including mesenchymal stem cells (and other bone marrow-derived cells),
induced pluripotent stem cells, embryonic stem cells, cardiosphere-derived cells, and cardiac progeni-
tor cells (CPCs). CPCs are multipotent and clonogenic, can be harvested from mature tissue, and have
the distinct advantages of autologous transplant and lack of tumor formation in a clinical setting. Here
we focus on the isolation, expansion, and myocardial differentiation of rat CPCs. Brief adaptations of
the protocol for isolation from mouse and human tissue are also provided.

Key words Cardiac progenitor cells, C-kit, Cell therapy, MACS, Myocardial infarction

1 Introduction

Cardiac progenitor cells (CPCs), expressing the stem cell marker
c-kit, were first identified in the adult heart a decade ago and shown
to be self-renewing, clonogenic, and multipotent [1]. In addition
to c-kit, CPCs express the stem cell markers multiple drug resis-
tance (MDR) and Sca-1 as well as cardiac markers Nkx2.5 and
Gata-4. They are negative for markers of the hematopoietic lin-
eage. CPCs are reported to exist at a density of 1 per 10,000 myo-
cytes in the adult rat heart [1] and as high as 1.4 % of total cardiac
cells in humans [2]. The safety and efficacy of CPCs for myocardial
repair were demonstrated in the SCIPIO Phase I clinical trial [3].
This trial, in addition to various animal studies, suggests that CPCs
can improve cardiac function post-injury through reduction in scar
size and myocardial preservation/regeneration [4-6]. CPCs may
also be a stem cell candidate for generating cardiac patches for tis-
sue repair or drug screening [7].

In order to isolate CPCs, a tissue section must be excised from the
myocardium (atrial tissue is preferred). The cells are then enzymatically

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
vol. 1181, DOI 10.1007/978-1-4939-1047-2_4, © Springer Science+Business Media New York 2014
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Fig. 1 CPC isolation workflow. Cardiac cells are dissociated from myocardium samples (7). Cells are sorted by
MACS for c-kit and allowed to expand, 5—-6 weeks (2). Clonal expansion, if desired, is performed by serial dilu-
tion and followed by expansion, 8 weeks (3). Clonal candidates are examined by flow cytometry (4). Final
expansion of c-kit-positive cells allows for cryopreservation and use of CPCs, 2 weeks (5)

dissociated from the tissue and collected for magnetic sorting.
Immunolabeled beads against the stem cell surface marker c-kit are
used to sort CPCs from the total cardiac cells (Subheading 3.2).
Cloning individual CPCs (Subheading 3.3) increases the purity of a
population, and expansion increases the number of viable cells with
which one has to work. The isolation, expansion, and characterization
of CPCs are summarized in Fig. 1. Various methods have been
reported to induce differentiation of CPCs, with the most popular
being dexamethasone (Subheading 3.5) or 5-azacytidine treatment
(Subheading 3.6). Variation on this protocol is presented for human
(Subheading 3.7) and mouse (Subheading 3.8) samples.

2 Materials

2.1 MACS

2.2 Cell Culture

. Tissue.

. Sterile surgical equipment.

. Dyna beads (Dynal) (see Notes 1 and 2).

. Magnetic sorter (Dynal).

. 5 mL Falcon tubes, round bottom, with lids.
. C-kit H-300 (Santa Cruz), sterile.

. Hanks’ balanced salt solution (HBSS), sterile.

o NN O\ Ul W N

. 0.1 % Bovine serum albumin (BSA)-phosphate buffered saline
(PBS), sterile.

9. Collagenase: 1 mg/mL in HBSS, pH 7; sterile.
10. 70 pm Cell strainer.

. 96-Well and 12-well culture plates.
. T25 and T75 culture flasks.
. 15 mL Falcon tubes.

[ O S NS T

. Treatment media: Ham’s F-12, 1x insulin transferrin selenium
(I'TS), 1x penicillin/streptomycin /glutamine (P/S/QG).
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10.
11.
12.

Culture media: Ham’s F-12, 10 % fetal bovine serum (FBS),
10 ng/mL basic fibroblast growth factor (bFGF), 10 ng/mL
leukemia inhibitory factor (LIF), 1x P/S/G.

. Erythropoietin (EPO) (used for human CPC media only).
. Dexamethasone differentiation media: Ham’s F-12, 10 % EBS,

and 10 nM dexamethasone.

. 5-Azacytidine differentiation media: Dulbecco’s modified Eagle

medium (DMEM), 10 % FBS, and 10 pmol /L 5-azacytidine.

. Trypsin.
10.
11.
12.
13.
14.
15.
16.
17.
18.

Cryoprotective media.

Cryo tubes.

Freezing container.

Pipettes and tips.

Serological pipettes.

Universal centrifuge.

Cell culture incubator at 37 °C and 5 % CO,.
Laminar flow hood.

Light microscope.

. C-kit antibody.

. MDR antibody.

. Sca-1 antibody.

. Gata-4 antibody.

. Nkx2.5 antibody.

. Other lineage markers (optional).

. Appropriate secondary antibodies.

. 3 % BSA-PBS or Ham’s F-12.

. Flow bufter: 0.1 % BSA, 1x PBS, 5 mM ethylenediamine-

tetraacetic acid (EDTA) (see Note 3).

2 % Paraformaldehyde (PFA) in 1x PBS, ice cold.
90 % Methanol, ice cold.

10 % Isotype appropriate blocking serum.

3 Methods

3.1 Magnetic Bead
Preparation

This section should be performed under sterile conditions.

1.
2.

Vortex the beads thoroughly.

Place 50 pL of beads into 2 mL of 0.1 % BSA-PBS in a 5 mL
round-bottom Falcon tube.
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9.

. Concentrate the beads on the magnetic sorter.

. Aspirate the supernatant away from the beads, and resuspend

the beads in 2 mL of 0.1 % BSA-PBS (Subheading 3.1, steps
3 and 4, is one wash) (see Note 4).

. Add 5 pL of c-kit antibody (see Note 2).
. Incubate on a rotator for 2 h at 37 °C.
. Wash the beads 3x with 2 mL of 0.1 % BSA-PBS.

. Resuspend the beads in 2 mL of same solution and store

at 4 °C.
Use the antibody-conjugated beads within 2 weeks.

3.2 Isolation All animal work should be approved by the appropriate institu-
tional committee. From step 2, all work should be performed
under sterile conditions.

1.

Sacrifice the rats, and isolate the heart following approved
procedures.

2. Fill 6 wells of a 12-well plate with cold HBSS.

10.

11.

12.

13.
14.

. Wash the heart in cold HBSS by serial washing between wells

to remove blood.

. Remove extra tissues (i.e., aorta) from the heart using the lid

of the 12-well plate as working surface (se¢ Note 5).

. Mince the heart into very small pieces (as fine as possible),

and incubate them in 50 mL of fresh, filtered collagenase for
30 min at 37 °C.

. Shake or vortex the suspension briefly. The tissue will look

digested giving a more viscous pasty appearance.

. Pass the solution through a 70 pm cell strainer into a fresh

50 mL centrifuge tube.

. Spin down the solution at 1,250 x4 for 5 min. The pellet has

the required cells.

. Meanwhile, concentrate the prepared beads, aspirate the super-

natant, and resuspend in 2 mL of treatment media.

Aspirate the supernatant from the cell pellet. Resuspend the
pellet with the c-kit-coated beads in treatment media, and
allow it to incubate for 2 h at 37 °C while rotating.

After incubation with the beads, concentrate the beads with a
magnetic sorter and aspirate the supernatant away (see Note 6).

Wash the beads 4-5 times with sterile Ham’s F-12 culture
media.

Resuspend the beads in the culture media.

Seed the resuspended beads in a T25 culture flask with 4 mL
of culture media.
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200 pm

Fig. 2 Expansion of hCPCs. Proliferation of a population of uncloned hCPCs.
Newly formed cells (arrow head) migrate away from the dense “clone” center
(asterisk). Magnetic beads from sorting are still visible (arrows)

15. Culture the cells at 37 °C and 5 % CO,. Exchange the culture
media every 7 days. Colonies of cells will start appearing in
2-3 weeks. Figure 2 shows an expanding colony.

16. Allow the cells to proliferate until the flask has reached ~80 %
confluency; this will take an additional 1-2 weeks.

17. Trypsinize the cells, and transfer them into a T75 culture flask
with 10 mL of culture media (se¢e Note 7).

18. Allow the cells to proliferate until the flask has reached ~80 %
confluency. At this point, the cells are ready for characteriza-
tion and expansion.

3.3 Cloning All steps should be performed under sterile conditions.

and Expansion 1. Trypsinize the cells.

2. Count the cells.

3. Divide the cells in three ways: ~10,000 for clonal expansion (if
desired), at least 5 x 10° cells for characterization (1 x 10° cells/
antibody +appropriate controls; see Subheading 3.4), and
5x10° to 1 x10° cells for expansion of the uncloned cells.

4. Culture uncloned cells by seeding 5x10° to 1x10° cells in a
T75 with 10 mL of culture media. If additional cells remain,
multiple flasks of uncloned cells can be cultured for cryopreser-
vation in order to maintain a stock of cells. See Subheading 3.3,
steps 40—44, for cryopreservation protocol once cells reach
80 % confluency.
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1 2 3 4 5 6 7 8 9 10 11 12
A *11000.0{ 500.0 | 250.0 | 125.0 | 62.5 | 31.3 | 15.6 | 7.8 39 | 20 1.0
B n/a [500.0 |250.0 | 125.0| 62.5 | 31.3 | 156 | 7.8 | 3.9 2.0 1.0 0.5
C n/a |250.0 1250 | 62.5 [ 31.3 | 156 | 7.8 | 3.9 | 2.0 1.0 | 0.5 0.2
D n/a |125.0) 625 | 313 [ 156 | 7.8 | 39 | 2.0 |10 05 ] 02 0.1
E n/a | 62.5 | 313 | 15.6 | 7.8 39 | 20 | 1.0 | 0.5 0.2 | 0.1 0.1
F na | 313 | 156 | 7.8 [ 39 | 20 | 1.0 | 0.5 | 0.2 0.1 0.1 0.0
G nfa [ 156 | 7.8 39 | 2.0 1.0 | 05 | 0.2 | 0.1 0.1 0.0 0.0
H | na |78 | 39 | 20 [ 1O | 05 |02 ] 01 |0l 00 | 0.0 [ 00

Fig. 3 Cloning by serial dilutions. Theoretical 96-well plate layout for cloning by serial dilutions. The number
within each well indicates the theoretical number of cells present after dilutions are performed. Well A1 (*)
begins with 2,000 cells. Wells marked “n/a” do not contain cells, nor media. The grey boxes represent the
theoretical line at which wells containing only a single cell are reached

10.

11.

12.
13.
14.

15.

. For clonal expansion, dilute cells to 10,000 cells/mL in culture

media (see Note 8).

. Prepare a 96-well plate by adding 100 pL of culture media to

each well, except for Al (see Note 9).

. From the above dilution, take 200 pL (i.e., 2,000 cells) and

place it in well Al of a 96-well plate.

. Transfer 100 pL from Al to B1, and mix by pipetting.
. Transfer 100 pL from B1 to C1, and mix by pipetting. Continue

to serially dilute down column 1, until you reach H1. Discard
the final 100 pL.

Transfer 100 pL from Al to A2, and mix by pipetting. Continue
to serially dilute across row A, until you reach A12. Discard the
final 100 pL.

Repeat Subheading 3.3, step 10, for each row of the 96-well
plate.

Culture the 96-well plate for 24—48 h.
Examine each well of the 96-well plate on a light microscope.

Identify wells which contain a single cell. See Fig. 3 for theo-
retical seeding density. Note: On the plate lid, circle identified
wells with a colored permanent marker using a different color
each time the plate is examined.

Culture the 96-well plate for an additional 5 days, exchanging
media on day 7.



Isolation and Expansion of C-Kit-Positive Cardiac Progenitor Cells... 45

16. Examine the previously identified wells on the 96-well plate for
colony formation.

17. Exclude any wells which appear to have more than one colony
growing (i.e., from opposite side of the plate) (see Note 10).

18. Allow for identified wells to grow to 80 % confluency. This may
take 1-2 weeks. Exchange the media every 7 days.

19. Trypsinize the cells, and directly transfer them (without pellet-
ing) from a single well to a single well of a 12-well plate.

20. Repeat Subheading 3.3, step 19, for each identified well from
the 96-well plate (see Note 11).

21. Number each clonal candidate for identification purposes.

22. Culture the clonal candidates until they reach 80 % confluency,
1-2 weeks, exchanging media every 7 days.

23. Trypsinize the cells, transfer them from a single well to a T25
culture flask, and culture with 4 mL of culture media. Repeat
for all clonal candidates (see Note 12).

24. Culture the clonal candidates until they reach 80 % confluency,
1-2 weeks, exchanging media every 7 days.

25. Trypsinize the cells, and transfer them to a T75 culture flask
with 10 mL of culture media.

26. Culture until the clonal candidates reach 80 % confluency in
the T75 culture flasks, 1-2 weeks. Exchange media every
7 days.

27. The cells are now ready for characterization and further expan-
sion of c-kit-positive clones.

28. Trypsinize and pellet the cells.
29. Resuspend the cells in culture media and count.

30. Set aside 1 x 10° cells per desired stain (at least 5x 10° cells) for
characterization.

31. Seed the remaining cells at 5x 10° to 1 x 10° cells per T75 cul-
ture flask (see Note 13).

32. Complete Subheading 3.4 for characterizing the clonal
candidates.

33. Once c-kit-positive clones have been identified, discard culture
flasks from any clones which are not >90 % c-kit positive.

34. With the remaining clones, trypsinize and pellet the cells from
the flasks.

35. Resuspend the cells in growth media and count.

36. Seed the remaining cells at 5x10° to 1 x10° cells per T75 cul-
ture flask. Exchange media every 7 days (see Note 14).

37. Once the culture flasks are 80 % confluent, about 1 week, tryp-
sinize and pellet the cells.
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3.4 Characterization

38.

39.

40.
41].

42.

43.

44.
45.
46.

47.
48.

Resuspend the cells in a small volume of culture media (1 mL)
and count.

Dilute the resuspended cells to 2x10° cell/mL in culture
media.

Prepare the cell-freezing container.

For cryopreservation, place 1 mL of the resuspended cells into
a labeled cryovial.

Add 0.5 mL of cryoprotective media to each cryovial, and
gently rock.

Quickly place the cryovials into the freezing container and
place in -80 °C overnight.

Transfer the cryovials to liquid nitrogen.
For use, thaw cells by quickly warming the cryovial at 37 °C.

Transfer the contents of the cryovial to a T75 culture flask with
10 mL of culture media.

Exchange the culture media the next day.

Cells should be ~80 % confluent within 1 week and can then be
further expanded. Media should be exchanged every 7 days
(see Note 15).

Work in the dark for fluorescently tagged antibodies.

1.

Pellet the cells by centrifuging at 1,250 x4 for 7 min at 4 °C
(see Note 16). (Skip steps 1 and 2 if you have already set aside
cells for characterization.)

2. Resuspend the cells in 3 % BSA-PBS or culture media.

. Aliquot the cells in the required number of Falcon tubes

(see Notes 17 and 18).

4. Centrifuge the cells to pellet.

(92}

12.
13.

. Aspirate supernatant, being careful not to disturb the cell pellet.
. For fixation, add 1 mL of ice-cold 2 % paraformaldehyde to

each tube, vortex briefly, and incubate for 30 min on a rocker
at 4 °C (see Note 19).

. Centrifuge the cells to pellet.

. For permeabilization, aspirate supernatant, add 1 mL of ice-

cold 90 % methanol, vortex briefly, and incubate for 30 min on
a rocker at 4 °C (see Notes 20 and 21).

. Centrifuge the cells to pellet.
10.
11.

Add 300 pL of flow buffer to each tube.

Add 300 pL of blocking serum to each tube, vortex briefly,
and incubate for 2—4 h on a rocker at 4 °C (see Note 22).

Centrifuge the cells to pellet.
Aspirate the supernatant, and add 300 pL of flow buffer.
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14. Add 3 pL of the primary antibody, vortex, and incubate on
rocker overnight at 4 °C (see Notes 23 and 24).

15. Centrifuge the cells to pellet, and wash twice with 300 pL flow
buffer (see Note 25). Aspirate the supernatant, and resuspend
the cells in 300 pL of flow buffer.

16. Working in the dark, add 1 pL of the appropriate secondary
antibody and vortex briefly (see Note 26).

17. Cover the tubes in foil and incubate on a rocker for 2 h
at 37 °C (see Note 27).

18. Working in the dark, centrifuge the cells to pellet and wash
twice with 300 pL flow buffer.

19. Aspirate the supernatant, and resuspend the cells in 300 pL.
of flow buffer.

20. Transfer to round-bottom Falcon tubes for flow cytometry.

21. Based on flow cytometry results, select clones which are >90 %
c-kit positive.

. Seed cells at desired density.

3.5 Differentia- 1. Trypsinize cells.
tion with 2. Resuspend cells in culture media and count.
Dexamethasone [8] 3

4

. Treat the cells with dexamethasone differentiation media for
5 days, exchanging media on day 3.

5. Assess differentiation by flow cytometry (Subheading 3.4) or
immunocytochemistry.

3.6 Differentiation
with 5-Azacytidine [9]

. Trypsinize cells.

. Resuspend cells in culture media and count.

. Seed cells at a density of 2 x 10* cells/cm?.

. Treat the cells with 5-azacytidine differentiation media for 24 h.

[ 2 BNV RSN I (S I

. Following treatment, exchange the media for DMEM with 2 %
serum.

)}

. Culture for 2 weeks, exchanging the media every 3—4 days.

7. Assess differentiation by flow cytometry (Subheading 3.4) or
immunocytochemistry.

3.7 \Variations 1. Culture media: Ham’s F-12, 10 % FBS, 10 ng/mL bFGE, 1x
for Human Cardiac P/S/G.

Progenitor Cells 2. Exchange media every 3—4 days.

3. Choose appropriate antibodies for characterization.

3.8 \Variations 1. Culture media: Ham’s F-12, 10 % FBS, 10 ng/mL bFGF, 1x
for Mouse Cardiac P/S/G.

Progenitor Cells 2. Choose appropriate antibodies for characterization.
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4 Notes

10.

11.
12.

13.

14.
15.

16.

17.

. A bead size of' 4.5 pm is better for cell isolation, but 2.8 pm can

also be used if the isotype is difficult to match commercially.

. Take care to buy the appropriate antibody to match the isotype

of the beads.

. EDTA may be removed for sensitive antibodies.

. After adding to tissue solution, sometimes the beads will fail to

concentrate to the side, in which case more concentrated beads
have to be prepared (about 100 pl of beads during bead prepa-
ration instead of 50 pl of beads).

. CPCs are thought to be concentrated in the atrial tissue, but

the exact locations are unknown. Using the whole heart
increases the likelihood of a successful isolation.

. When target cell population is very less, antibody can be incu-

bated with the digested tissue solution directly after which the
incubated solution is incubated with the beads (normal beads;
not c-kit-coated beads) overnight at 4 °C.

. Trypsinize by adding 2 mL of warm trypsin or equivalent to

the T25 (or 4 mL to the T75) and incubating for 5 min at
37 °C. Quench the reaction by adding 4 mL of culture media.
Spin at 1,250 for 5 min at 4 °C. Resuspend the pellet in
culture media.

. Multiple dilution steps may need to be performed to ensure

accurate diluting.

. Preparing two plates in parallel increases the number of clones

achieved.

Also reexamine wells which have theoretically <1 cell for any
growing colonies.

One 96-well plate typically yields 5-10 clonal candidates.

Continue to maintain the clonal candidate numbering for
future identification.

Expansion is not critical until after characterization has been
performed, but starting to expand at this point maintains the
cells at a lower passage.

Expand as much as possible at this point.

Clones typically maintain c-kit for >15 passages; characteriza-
tion can be repeated at later passages to confirm that cells are
>90 % c-kit positive.

The centrifugation time is increased throughout
Subheading 3.4 due to the reduced number of cells.

Polystyrene centrifuge tubes result in a greater cell yield in this
procedure than polypropylene microcentrifuge tubes.
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18. You will need one tube for each stain, an unstained control,
plus appropriate isotype controls. At the least, cells should be
evaluated for c-kit and cardiac lineage markers (i.e., Gata-4 and
Nkx2.5). The cells may also be evaluated for smooth muscle
and endothelial markers (i.e., smooth muscle alpha-actin and
von Willebrand factor) and for the absence of hematopoietic
markers (i.e., CD34).

19. Vortex to resuspend the pellet instead of pipetting to reduce
cell loss.

20. This time may be reduced if debris is evident during flow
cytometry.

21. Permeabilization is only required for staining of cytoplasmic
proteins. For cell surface markers and appropriate controls,
skip to Subheading 3.4, step 10.

22. This step may be performed overnight.

23. To reduce antibody consumption, if staining multiple clones
simultaneously, make a 1:100 master mix of the primary anti-
body and reduce the volume to 100-200 pL.

24. If antibody is fluorescently conjugated skip to step 19.

25. Skip this step for the unstained and isotype controls to pre-
serve cells.

26. To reduce antibody consumption, make a 1:300 master

mix of the secondary antibody and reduce the volume to
100-200 pL.

27. This step may be performed overnight at 4 °C.
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Chapter 5

Synthesis of Aliphatic Polyester Hydrogel
for Gardiac Tissue Engineering

Sanjiv Dhingra, Richard D. Weisel, and Ren-Ke Li

Abstract

Despite clinical advances, ischemic heart disease continues to be a major cause of morbidity and mortality
worldwide. Prolonged cardiac ischemia and loss of cardiomyocytes frequently result in progressive patho-
logical remodeling of the myocardium. If the heart is unable to adapt, patients may succumb to terminal
heart failure. Cardiac tissue regeneration combining biodegradable biomaterials and stem cells has emerged
as a new approach to restore heart function. Biomaterials, including injectable hydrogels and spongy scaf-
folds, can facilitate stem cell engraftment and survival and prevent adverse ventricular remodeling.
Promising early results with injectable, biodegradable hydrogels for cardiac repair have provided new
opportunities for designing innovative therapies to treat injured hearts.

Hydrogels can be made from natural or synthetic polymers and have a water content, flexibility, and
other physiochemical characteristics similar to those of living tissue, which makes them excellent candi-
dates for tissue repair. In addition, hydrogels can be used as a vehicle to deliver cytokines or cells to the
heart and can be employed to encapsulate biological macromolecules or cells and release them into the
surrounding tissues during degradation. Hydrogels undergo physicochemical modifications in response to
changes in temperature or pH, depending upon their polymer composition, converting from a liquid to a
gel. The gel form retains cytokine molecules, allows their prolonged, controlled release, and preserves their
bioactivity for extended periods. Polyethylene glycol is a water-soluble, biocompatible polymer that has
negligible immunogenicity and can produce efficient conjugation of hydrogels to growth factors. In this
chapter, we provide insight into the composition, polymerization, and use of a temperature-sensitive, bio-
degradable, aliphatic polyester hydrogel that transforms to a gel at physiological temperatures and is a
potential candidate for cardiac tissue regeneration.

Key words Cardiac tissue regeneration, Hydrogel, Biomaterial, Ischemia, Stem cells, Growth
factors

1 Introduction

1.1 Biomaterials Ischemic heart disease continues to be a major source of morbidity
for Heart Repair and mortality, accounting for more than 12 % of deaths globally.
Following a myocardial infarction, the heart is a disturbed
microenvironment with the loss of cardiomyocytes and the
surviving cells have impaired calcium handling and contractile

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
vol. 1181, DOI 10.1007/978-1-4939-1047-2_5, © Springer Science+Business Media New York 2014
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1.2 Hydrogels
in Cardiac Tissue
Regeneration

dysfunction. The infarct scar may undergo progressive ventricular
thinning and dilatation, resulting in heart failure and death.
Injectable hydrogels have been employed to stabilize the infarct
and prevent progressive adverse remodeling [1-5]. However,
returning ventricular function to near normal may require the
combination of injectable biomaterials, the slow release of
biologically active cytokines, and regenerative stem cells [3].
Experimental studies and clinical trials suggest that stem cells have
the ability to regenerate the heart and prevent pathological
remodeling by paracrine mechanisms, including stimulating
cardiac-resident stem cells [6-10]. Cardiac tissue engineering
techniques apply stem cell biology and engineering principles to
the repair and regeneration of cardiac tissue. Three-dimensional
polymer scatfolds support stem cell proliferation and stimulate
their differentiation and the synthesis of matrix proteins. Successful
engraftment of a tissue-engineered construct requires that the
scaffold have the optimal biocompatible polymer composition,
with close interaction between the cells and the biomaterial.
Recently, several biomaterials of various polymer compositions,
either alone or conjugated to cytokines, growth factors, or
immunosuppressive soluble factors, have been shown to improve
the survival and proliferation of the stem cells in the injured tissue
[3, 11, 12]. The scaffold material can be of biological origin,
derived from various animal tissues such as the urinary bladder,
dermis, intestine, or pericardium [11, 13, 14]. However,
biologically originated scaffolds may induce host immune
responses. Synthetic scaffolds prepared from either natural or
synthetic polymers are promising vehicles for cytokine or drug
delivery and provide a supportive frame to enhance the engraftment
of transplanted cells. So far, hydrogels from polymers such as fibrin,
collagen, alginates, peptides, and polyethylene glycol (PEG) have
been tested for cardiac tissue engineering [15]. In recent years,
hydrogels formed by polymerization of macromolecules with PEG
have been extensively investigated as matrices for the controlled
release of biologically important molecules and for regenerative
applications [16, 17]. PEG is a water-soluble, biocompatible
polymer that has negligible immunogenicity and can produce
efficient conjugation of growth factors and cells to biomaterials.

Temperature-sensitive, biodegradable, PEG hydrogels may be
preferred for cardiac repair because they undergo mild solidification
under physiological conditions that allows them to maintain
cellular bioactivity and viability. In situ gelation provides a huge
advantage of hydrogels over solid scaffolds because hydrogels can
be injected but solid scaffolds require an extensive surgical
procedure to insert them into the injured cardiac region. The
injection of cells with hydrogels in the liquid form permits retention
of the cells at the site of injection as the hydrogel becomes a gel.
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Moreover, hydrogels possess high, tissue-like water content and
moldable characteristics [ 18]. Hydrogels are insoluble, hydrophilic
polymer networks produced by cross-linking water-soluble
monomers through covalent or hydrogen bonding or by van der
Waals interactions between the monomer chains. Hydrogels also
have the special ability to swell in liquid solutions, producing an
aqueous environment for encapsulated cells [19]. The porous
structure of the gel allows the free movement of low-molecular-
weight solutes and nutrients and the transport of cellular waste out
of the hydrogel, thus mimicking a tissue microenvironment.

Hydrogel-mediated repair and regeneration of the injured
myocardium can be accomplished with different combinations of
biomaterials, cytokines, and cells [20]. Hydrogels can be carriers
tor stem cells or biological molecules, which are either physically
mixed with or conjugated to the hydrogel. The aqueous hydrogel
is loaded with stem cells and biological molecules such as cyto-
kines, matrix proteins, cell adhesive proteins, pro-angiogenic fac-
tors, or immunosuppressive factors, and the combination is injected
into the damaged myocardium. In situ gelation of the hydrogel
provides a niche to nurture engraftment of the injected and
recruited stem cells and a microenvironment that is supported by
the delayed release of biological molecules. Injected hydrogels are
porous and highly permissive, thereby producing a supportive
milieu by allowing free diffusion of nutrients and signaling mole-
cules [3, 20-22]. An alternate approach is to separately inject the
stem cells and the hydrogel. Under these circumstances, the hydro-
gel slowly releases the conjugated material and facilitates the sur-
vival, proliferation, and differentiation of the stem cells [23].

In this chapter, we provide the method to synthesize a
temperature-sensitive, aliphatic polyester hydrogel: PVL-PEG-
PVL triblock polymer [poly(d-valerolactone)-block—poly(ethylene
glycol)-block—poly(d-valerolactone)]. To explain the conjugation
procedure, we describe the procedure for conjugating vascular
endothelial growth factor (VEGF) to this hydrogel.

2 Materials

2.1 Chemicals
Required

2.2 Equipment
Required

PEG, dichloromethane, calcium hydride, §-valerolactone, nitrogen
gas, trifluoromethanesulfonic acid, NaHCOj;, hexane, phosphate-
buftered saline (PBS at pH 7.4), N,N'-dicyclohexylcarbodiimide,
succinic anhydride, cold diethyl ether, VEGF.

Vacuum pump, glass tubes, rubber septum to seal the tube,
magnetic stirrer, Bunsen burner, ice bath, Spectra/Por 2 dialysis
membrane, SDS electrophoresis system.

To determine the integrity of the conjugate in the polymer, an
SDS-PAGE apparatus and consumables are required.
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3 Methods

3.1 Synthesis of the 1.

PVL—-PEG-PVL Polymer
(Fig. 1)

Dissolve 5 g of PEG in 10 mL of dichloromethane (ina 15 mL
glass tube). Add 50 mg of calcium hydride to remove the
water, and seal the tube with the rubber septum. Leave at
room temperature for 12 h.

. Add 10 mL of &-valerolactone and 0.5 g of calcium hydride to

the glass tube, and seal the tube with the rubber septum. Leave
at room temperature for 12 h. Remove the hydrogen by vac-
uum, and then fill the tube with high-purity nitrogen gas.

. To another dry glass tube, add 2 mL of PEG solution (from

step 1), 2.33 mL of dried valerolactone (from step 2), and
5 mL of dichloromethane. Cool this mixture to 0 °C in an ice
bath for about 20 min. Add 25 pL of trifluoromethanesulfonic
acid dropwise and maintain at 0 °C for 2 h (se¢e Note 1).
Remove from the ice bath, and maintain the reaction for
12-24 h at room temperature.

. Add 0.2 g of NaHCOj; to neutralize the trifluoromethanesul-

fonic acid, and stir for 2 h (see Note 2). Then, precipitate the
block copolymer in 50-100 mL of cold hexane, stir for
5-10 min, and leave at room temperature for 2 h. Pour out the
hexane, and let the precipitated polymer dry overnight in the
fume hood (see Note 3).

3.2 Gelation of the To prepare the temperature-sensitive PVL-PEG-PVL gel, employ
PVL-PEG-PVL Polymer  the polymer prepared in Subheading 3.1.

HO*ECHz—CHZ—O]—H +
n

PEG Valerolactone
(@]

(@)
2m

Trifluoromethanesulfonic acid

+
Dichloromethane

\J
(0]

[l [l
H{O—CH2—CH2—CH2—CH2—C}o——CHZ—CHZ—OHC—CHQ—CHZ—CHZ—CHz—O]1H
m - n m

PVL-PEG-PVL

Fig. 1 Synthesis of the PVL—PEG—PVL polymer. Reprinted from Biomaterials 32, Wu J et al., Infarct stabiliza-
tion and cardiac repair with a VEGF-conjugated, injectable hydrogel, page 580, 2011, with permission from

Elsevier
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S3400 25.0kV 11.8mm x7.00k

Fig. 2 Gelation and ultrastructure of the hydrogel. (a) The PVL-PEG—PVL hydrogel
forms a clear liquid at room temperature but solidifies at 37°C. (b) Scanning
electron micrograph shows the honeycomb structure of the hydrogel with a pore
size of approximately 1 um. Reprinted from Biomaterials 32, Wu J et al., Infarct
stabilization and cardiac repair with a VEGF-conjugated, injectable hydrogel,
page 581, 2011, with permission from Elsevier

1. Dissolve 0.4 g of the PVL-PEG-PVL polymer in 1.0 mL of
PBS (pH 7.4) in a test tube.

2. Heat the mixture at 60 °C in a water bath and stir until the
polymer is completely dissolved. Then cool the mixture to
10 °C by rinsing in cold water. A clear polymer solution will be
formed.

The PVL-PEG-PVL triblock polymer is a clear solution when
dissolved in water at ambient temperature and forms a hydrogel
within 10 min at 37 °C (Fig. 2a). The gelation temperature was
determined by maintaining the polymer solution at 37 °C for
10 min (see Note 4). The gel appears as a honeycomb structure
under the scanning electron microscope, with a pore size of
approximately 1 pm (Fig. 2b).
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Il [l
H{o—CHZ—CHZ—CHZ—CHQ—C}O{CHZ—CHZ—OHC—CH2—CH2—CH2—CH2—0}H
m n m

PVL-PEG-PVL

0.0
l OV Succinic anhydride

HOOC —CH,—CH,—PVL—PEG—PVL—CH,~CH,~COOH

(0}

l VEGF-NH,
0

Il [l
VEGF—NH,—C—CH,—CH,—PVL—PEG—PVL—CH,-CH,-C—NH,-VEGF

VEGF-conjuated polymer

Fig. 3 Conjugation of VEGF to the polymer. Reprinted from Biomaterials 32, Wu J et al., Infarct stabilization and
cardiac repair with a VEGF-conjugated, injectable hydrogel, page 580, 2011, with permission from Elsevier

3.3 Modification
of the PVL-PEG-PVL
Polymer

for Conjugation

to Biomolecules

3.4 Synthesis of N-
Hydroxysuccinimide-
Terminated PEG-PVL—-
PEG for VEGF
Conjugation

3.5 VEGF
Conjugation

to NHS-PVL-PEG-
PVL-NHS

For conjugation to a biomolecule, the PVL-PEG-PVL hydrogel
obtained above requires modification that can facilitate its conju-
gation to the biomolecule of the interest. The end hydroxyl groups
of the PEG molecules can be easily modified with various func-
tional groups (se¢e Note 5). We describe here the procedure for
conjugation of VEGEF to this hydrogel (Fig. 3).

The carboxyl-terminated block copolymer is synthesized by
reacting the hydroxyl-terminated PVL-PEG-PVL polymer (from
Subheading 3.1) with succinic anhydride.

1.

Mix 0.5 g of dicarboxyl-terminated block polymer, 0.0396 g
of N, N'-dicyclohexylcarbodiimide, 0.0221 g of succinic anhy-
dride, and 5 mL of dichloromethane.

2. Maintain the reaction at room temperature for 24 h.

. Filter the reaction mixture, and add cold diethyl ether to

precipitate the NHS-PVL-PEG-PVL-NHS.

. To synthesize the VEGF-conjugated hydrogel, take 500 pL of

PBS at pH 7.4 (see Note 6).

. Add 10 mg of NHS-PVL-PEG-PVL-NHS and 100 ng of

VEGEF.

. Maintain the reaction at room temperature for 24 h. VEGF

will conjugate to the polymer.



3.6 Gelation of the
VEGF-Conjugated
PVL-PEG-PVL

3.7 Integrity of the
Conjugate in the
Polymer

3.8 Hydrogel
Stability and
Degradation

3.9 Toxicity of the
Hydrogel In Vitro
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4. Remove the unconjugated VEGF by dialyzing the reaction
mixture against water using a Spectra/Por 2 dialysis membrane
tubing with a molecular weight cutoff of 12—-14 kDa for 48 h.

To prepare the temperature-sensitive, VEGF-conjugated gel, fol-
low the steps in Subheading 3.2.

To verify the conjugation of VEGF to the hydrogel, run an
SDS-PAGE and analyze the VEGF conjugated to the PVL-PEG-
PVL (VEGEF conjugate) by Coomassie brilliant blue staining.

To check the stability of the hydrogel in vitro, pour different vol-
umes of the hydrogel (e.g., 10, 20, or 30 pL) onto cell culture
plates at 37 °C. The gel will solidify and form a soft pellet. The
pellets are soaked in culture media and incubated at 37 °C for
35 days. The diameter of each pellet is measured initially and then
again at 7-day intervals to assess hydrogel degradation.

To check the stability of the hydrogel in vivo, inject different
volumes of the hydrogel (e.g., 10, 20, or 30 pL) subcutaneously into
the dorsum of a rat. The implanted gel will absorb water, and nod-
ules will appear underneath the skin. Observe and record the change
in nodule size over an extended period of time (from 1 to 42 days).

To determine the toxicity of the hydrogel, culture the cells of inter-
est in the presence of the hydrogel for different intervals of time.
Measure the level of cytotoxicity (if any) caused by the hydrogel to
the cells by recording the amount of lactate dehydrogenase (LDH)
release or by using another viability assay. Compare with the
untreated control plates.

4 Notes

1. Trifluoromethanesulfonic acid acts as a catalyst in the polymer-
ization and will hasten the reaction. Add it slowly, preferably
dropwise, to the reaction tube.

2. NaHCOj; will neutralize the trifluoromethanesulfonic acid and
thus terminate the reaction.

3. Cool the hexane to 0 °C in an ice bath for 20 min. The hexane
precipitation step is light sensitive. Therefore, wrap the tube
with aluminum foil.

4. The gelation temperature is the point where the clear liquid
solution converts to a solid gel.

5. The terminal hydroxyl groups of the PEG molecules can be
modified with various functional groups, such as carboxyl, thiol,
and acrylate, or attached to other molecules or bioactive agents.
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6. Like VEGEF, other molecules, including cytokines, extracellular
matrix proteins, and immunosuppressive factors, can be used
for conjugation. The procedure can be modified accordingly.
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Chapter 6

Fabrication of PEGylated Fibrinogen: A Versatile
Injectable Hydrogel Biomaterial

Iris Mironi-Harpaz, Alexandra Berdichevski, and Dror Seliktar

Abstract

Hydrogels are one of the most versatile biomaterials in use for tissue engineering and regenerative medicine.
They are assembled from either natural or synthetic polymers, and their high water content gives these
materials practical advantages in numerous biomedical applications. Semisynthetic hydrogels, such as those
that combine synthetic and biological building blocks, have the added advantage of controlled bioactivity
and material properties. In myocardial regeneration, injectable hydrogels premised on a semisynthetic
design are advantageous both as bioactive bulking agents and as a delivery vehicle for controlled release of
bioactive factors and/or cardiomyocytes. A new semisynthetic hydrogel based on PEGylated fibrinogen
has been developed to address the many requirements of an injectable biomaterial in cardiac restoration.
This chapter highlights the fundamental aspects of making this biomimetic hydrogel matrix for cardiac
applications.

Key words Hydrogel, Myocardial infarction, Polyethylene glycol

1 Introduction

Cardiac restoration therapies as treatments for myocardial infarction
(MI) are intended to augment the fibrotic scar tissue in the infarct
with functional cardiac muscle and to prevent the deterioration of
the remaining healthy cardiac muscle. Several approaches have
been suggested to achieve these goals; generally they have been
divided into cellular and acellular approaches [1]. The use of an
acellular approach in cardiac restoration is premised on the hypoth-
esis that a biomaterial can prevent the destructive cardiac remodel-
ing process following M1 by mechanically stabilizing the myocardial
wall that proceeds an acute infarction. A number of different
biomaterials were tested for this purpose, including biological
polymers such as collagen, alginate, Matrigel, fibrin, self-assembling
polypeptides, hyaluronic acid-based hydrogels and naturally
derived myocardial matrix, as well as synthetic polymers such as
poly(propylene) (Marlex) and polyester [2].
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The simplest method to stabilize the myocardium is to use an
inert injectable biomaterial matrix in order to passively preserve
cardiac geometry, i.e., cardiac bulking agent. Injecting a hydrogel
into the wall of the left ventricle (LV), for example, affects the
heart function as described by the law of Laplace, which stipulates
that wall stress is proportional to pressure and radius and inversely
proportional to the wall thickness. In cardiac mechanics, remodel-
ing following MI promotes the thinning of the LV wall and thereby
increases the wall stresses. This results in apoptotic cell death that
progressively enhances adverse remodeling toward scarring and
dilated cardiomyopathies. Hence, by increasing wall thickness
using an injectable biomaterial, the wall stress can be reduced
either by attenuating the adverse cardiac remodeling or increasing
the bulk properties of the myocardial tissue (i.e., bulking agent).
In theory, altering cardiac mechanics vis-a-vis the law of Laplace
using a cardiac bulking agent can decrease apoptosis and provide a
more effective preservation of cardiac function. However, Rane
et al. recently demonstrated that passive structural reinforcement
alone is not sufficient to prevent adverse remodeling following MI,
implying that cardiac bulking agents must also actively alter cardiac
remodeling to attenuate post-MI scar formation. Accordingly, bio-
active hydrogels, such as those that can promote cell adhesion,
proliferation, or inflammatory biodegradation, are necessary for
post-MI cellular remodeling leading to improvements in cardiac
function. The role of bioactivity notwithstanding, few studies have
examined biomechanical augmentation on cardiac remodeling
using injectable bioactive bulking agents of wide-ranging mechani-
cal properties.

Biomaterials that act as both passive and active bulking agents
can be prepared by introducing bioactivity through sequestered
biomolecules within the matrix (e.g., pro-angiogenic factors,
growth factors, and differentiation factors). These bioactive mole-
cules in the matrix can be designed to initiate a healing response by
stimulating neovascularization, angiogenesis, and cellular recruit-
ment to the scar tissue [ 3-8 ]. The biomaterial may also be designed
to control the release of these biomolecules, thereby optimizing
the kinetics of the healing response and improving the neo-tissue
formation and integration in the host [9-12]. Moreover, an inject-
able bioactive biomaterial can be administered by a less invasive
arthroscopic procedure or catheterization, which has a tremendous
clinical advantage over open-chest surgeries. Accordingly, inject-
able biomaterials should undergo a nontoxic in situ liquid-to-solid
transition (polymerization), with the transition being amenable to
a suspension of cardiomyocytes dispersed in the liquid precursor.
The compliance of the polymer matrix must not obstruct the cellular
remodeling in the myocardium [13], nor distort the myocardial
geometry [14]. In the case where cells are incorporated in the hydro-
gel matrix, it is also important to consider the impact that material
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Fig. 1 Injectable hydrogel biomaterials for cardiac repair. A liquid precursor solution
can be combined with cells and/or bioactive factors and injected into the infarcted
myocardium. A nontoxic polymerization reaction causes the liquid-to-solid transi-
tion that forms an elastic matrix in situ (image adapted from Williams et al. 2014)

compliance has on cardiomyocyte survival and phenotype [15].
Finally, the biomaterial needs to promote a suitable environment
for myocardial cells to migrate and integrate within the host tissue,
including the proper vascularization for these cells, all the while
supporting their contractility and function.

To address many of the stringent requirements for injectable
biomaterial in cardiac restoration, a new biosynthetic material
based on PEGylated fibrinogen has been developed [16]. The
PEGylated fibrinogen is an injectable polymer matrix with bioac-
tivity similar to native fibrin and the added advantage of control-
lable physical properties and biodegradation [17, 18]. Several
studies have been conducted with this matrix, most notably for
treating MI through the transplantation of cardiomyocytes or
angiogenic growth factors, or as a bioactive bulking agent alone.
The synthetic constituent of the PEGylated fibrinogen hydrogel is
poly(ethylene glycol) (PEG)—a widely used polymer in biomedical
and pharmacological applications due to its inert characteristics
and low immunogenicity [ 19, 20]. The injectable hydrogel is made
by conjugating PEG with denatured fibrinogen in solution to form
a PEGylated fibrinogen liquid precursor. The liquid precursor is
assembled into a 3-dimensional (3-D) hydrogel scaffold in situ
using a nontoxic photopolymerization [21] (Fig. 1).

The fibrinogen molecule contains functional biological
sequences that are essential for cell invasion, cell migration, and
tissue remodeling. These include proteolytic cleavage sites sensi-
tive to matrix metalloproteinases (MMPs) and plasmin, two
common proteases in cardiac remodeling, as well as adhesion
sites such as RGD [22]. Moreover, fibrin degradation products
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Fig. 2 PEGylated fibrinogen assembles into a solid hydrogel network with UV photopolymerization (adapted

from ref. 12)

induce angiogenesis by stimulating the proliferation, migration,
and differentiation of endothelial cells [5]. Hence, the fibrinogen-
based hydrogels not only provide the cardiac cells with a 3-D
environment containing adhesion and proteolytic sites but will also
induce an angiogenesis response, which should increase the long-
term in vivo survival of a cellular graft. Based on these favorable
characteristics, the PEG-conjugated fibrinogen allows one to cre-
ate a hydrogel with a controlled degradation rate, reduced immune
response to the graft, and controlled mechanical properties (e.g.,
by altering the composition of the matrix) [18].

The PEGylated fibrinogen is a very versatile material that has
been used as a bioactive implant alone [23, 24], as a cell carrier
[23], or as a growth factor delivery platform for controlled release
of bioactive factors [25, 26]. The preparation of the PEGylated
fibrinogen is straightforward and involves a Michael-type addition
reaction of the denatured fibrinogen to the di-functional PEG-
diacrylate (PEG-DA), precipitation and purification steps of the
PEGylated fibrinogen, and cross-linking into a hydrogel in the
presence of a photoinitiator (Fig. 2). Prior to cross-linking, cardio-
myocytes or growth factors such as vascular endothelial growth
factor (VEGF) may be added to the PEGylated fibrinogen hydro-
gel precursor solution. This chapter covers the methods used for
the preparation of PEGylated fibrinogen liquid precursor, the for-
mation of a PEGylated fibrinogen hydrogel from the liquid precur-
sor, and the encapsulation of a growth factor into the PEGylated
fibrinogen matrix during the polymerization reaction.

2 Materials

1. Fibrinogen (Type I-S from bovine plasma, 65 %, 166 kDa).
2. Linear PEG-DA, 10 kDa.

3. Tris(2-carboxyethyl)phosphine hydrochloride (TCEP).

4. Phosphate buffer solution (PBS).

5. PBS with 8 M urea at pH 7.4.
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. Dialysis bag (MWCO 12,000-14,000).
. Purified VEGF.

. Photoinitiator (Ciba Irgacure 2959).

. Acctone.

10.
. Magnetic stirrer.
12.
13.
14.

100 ml Erlenmeyer flaks.

1 L Separation funnel.
50 ml Centrifuge tube.

Microcentritfuge tubes.

3 Methods

3.1 Product Reaction

3.2 Precipitation

3.3 Purification

. Clean all dishes to be used with acetone to remove the organics

in the dish.

. Weigh 0.25 g fibrinogen (this is the weight of pure fibrinogen)

(see Notes 1 and 2) and place in a 100 ml Erlenmeyer flask.

. Dissolve fibrinogen in 8 M urea in PBS (pH 7.4) to a final con-

centration of 7 mg/ml of fibrinogen (add 35.7 ml PBS—urea
bufter). Add a magnetic stir bar, and stir slowly (see Note 3).

. Add 1.5-fold excess of TCEP (excess to fibrinogen cysteines, 62)

(add 18 mg TCEP), and continue to stir.

. Adjust pH of solution to pH =8.

6. Weigh fourfold excess PEG-DA (1.82 xg) in a centrifuge tube,

dissolve in 8 M urea in PBS to final concentration of 280 mg/
ml (6.5 ml), vortex, and centrifuge for 1-2 min at 2,500 RPM.

. Slowly add PEG-DA solution to flask.

. Cover the flask in aluminum foil completely, and allow reaction

to proceed at room temperature for 3 h.

. Double the volume of the reaction solution with 8 M urea in

PBS pH 7.4 (42 ml), and continue to stir for 5 min.

. Transfer the final product to a 1 L separation funnel containing

4 volumes of acetone (328 ml), and mix vigorously.

. PEGylated fibrinogen should precipitate almost immediately

and migrate toward the bottom of the funnel. Allow product
to gather at the bottom completely (5-15 min).

. Transfer precipitate to a 50 ml centrifuge tube.

. Centrifuge for 2 min at 1342 r.c.f. to separate product from

acetone. Aspirate acetone supernatant. Repeat this step to col-
lect all the remaining product. The expected product should
contain about 5 ml of the precipitate.
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3.4 Characterization

3.5 VEGF
Incorporation

2.

Weigh the precipitate and dissolve with ~2.2 volume of 8§ M
urea in PBS pH 7.4 using a homogenizer at low speed.

. Centrifuge for 1-2 min at 1342 r.c.f to remove air bubbles—

the solution should be clear.

. Transfer the solution to a dialysis bag (see Note 4), and secure

with clips.

. Dialyze product against 4 I PBS (x1) over 24 h at 4 °C in a

dark environment. The PBS should be changed three times
over the 24-h period.

. Remove product solution from the dialysis bag and aliquot

into sterile microcentrifuge tubes. Store in a dark environment
at -80 °C.

. Test the ability of solution to form a hydrogel by adding 1 %

photoinitiator solution (see Note 5) and exposing to UV light
(see Note 6) for 5 min for 0.1-1 ml hydrogel precursor.

. Check the gels under phase contrast-enhanced light micro-

scope to ensure homogeneous polymerization.

. Perform BCA analysis to obtain protein (fibrinogen) concen-

tration (usually 7-10 mg/ml).

. Lyophilize overnight an exact volume of product in microcen-

trifuge tubes to determine total product concentration and
PEGylation efficiency (see Notes 7 and 8).

. Prepare VEGF-containing solution according to the manufac-

turer’s instructions and with desired concentration.

2. Prepare PEG-fibrinogen solution.

. Gently mix PEG-fibrinogen with VEGF according to the cal-

culations (see Note 9).

. Store at 4 °C in a tube wrapped with aluminum foil to allow

binding between fibrinogen and VEGF.

. Add 0.1% w/vol photoinitiator, and use.

4 Notes

[ 2 Y SRS T NS T

. Warm up fibrinogen to room temperature before opening.

. In case of 65 % fibrinogen, weigh 0.385 g.

. It is very important to avoid foaming.

. Remove as many air bubbles as you can by squeezing them out.

. To prepare the photoinitiator solution dissolve 10 % of Irgacure

2959 powder in 90 % ethanol. Wrap the tube containing the
solution in aluminum foil and keep at room temperature. Use
1 % solution of photoinitiator in PEG-fibrinogen solution.
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6. A 365 nm UV lamp is used.

7. To obtain the total product concentration, subtract the PBS
salt concentration (9.88 mg/ml) from the dry net product
concentration (after lyophilization). To obtain the total PEG
concentration (should be 10-20 mg/ml), subtract both PBS
salts and protein concentrations.

8. The PEGylation efficiency is the ratio of the actual PEG con-
centration in the PEG-fibrinogen to the theoretical calculated
PEG concentration that can be achieved in this process.

9. Avoid bubble formation.
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Chapter 7

Natural Cardiac Extracellular Matrix Hydrogels
for Cultivation of Human Stem Cell-Derived
Cardiomyocytes

Donald 0. Freytes, John D. 0’Neill, Yi Duan-Arnold,
Emily A. Wrona, and Gordana Vunjak-Novakovic

Abstract

Biomaterial scaffolds made of natural and synthetic materials are designed to serve as a structural and
informational template for cell attachment and tissue formation. The use of native extracellular matrix
(ECM) is of special interest for the culture of cardiac stem and progenitor cells due to the presence of
intrinsic regulatory factors regulating cardiac function. We describe here how to obtain native ECM
hydrogels from porcine hearts for the culture of human embryonic, induced pluripotent, and somatic
stem cells for cardiac tissue engineering and regenerative medicine applications.

Key words Native, Heart, Cardiac, Extracellular matrix, ECM, Hydrogel, In vitro, Stem cells

1 Introduction

In our body, cells reside in the extracellular matrix (ECM) providing
tissue-specific molecular, structural, and mechanical signals that
regulate cell behavior. In culture, biomaterial scaffolds provide the
functions of the native ECM during the formation and subse-
quent culture of cells and engineered tissue constructs [1].
Hydrogels are the most frequently used scaffolds for the study of
living cells and the delivery of cells to repair sites. Ideally, a hydro-
gel should mimic the native tissue matrix in order to provide a
“natural” environment for the cells. In addition, it is of interest to
have a range of hydrogel properties, as the environments encoun-
tered by cells can change with time, location within a tissue region,
and the state of health or disease.

We have developed a method for generating hydrogels from a
number of tissues, including the heart. For research purposes, we
routinely derive hydrogels from animal heart tissues (such as por-
cine or murine) and human heart tissues that we obtain through
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protocols approved by the Institutional Research Ethics Board
(e.g., explanted human hearts, cores taken during the implantation
of the pump in left ventricular assist device (LVAD) patients).
Using this method, we can also obtain hydrogels consisting of tis-
sue matrix from a specific region (such as the left or the right ven-
tricle) or tissue matrix associated with disease (such as the infarct
scar) [2]. The resulting hydrogels have tunable properties and can
be blended with other components, such as collagen. The hydrogels
are easy to use, as cells are simply mixed with hydrogel solution and
culture medium, and polymerize after being incubated briefly in a
culture well or being delivered into the heart muscle itself.

We investigated the effects of cardiac ECM on differentiation
and maturation of cardiomyocytes derived from human embryonic
stem cells (hESCs) [3, 4]. To this end, we prepared a series of
hydrogels by blending decellularized ECM with collagen type I at
varying ratios. We found that hydrogels with high ECM content
increased the expression of cardiac marker troponin T, promoted
the maturation of cellular ultrastructure, and improved the con-
tractile function of cardiac cells. The ability of native cardiac ECM
hydrogel to induce cardiac differentiation of hESCs without the
addition of soluble factors makes it an attractive biomaterial for
basic studies of cardiac development and potentially for cell deliv-
ery into the heart. We describe here the preparation of hydrogels
derived from native heart ECM and the use of these hydrogels for
the culture of human cardiac stem and progenitor cells.

2 Materials

2.1 Decellularization
Reagents

Prepare all decellularization solutions using deionized water.
Prepare and store all reagents at room temperature (unless indi-
cated otherwise). Diligently follow all waste disposal regulations
when disposing hazardous materials (see Note 1). Most solutions
can be sterile-filtered to improve sterility.

1. Hypertonic phosphate-buffered saline (PBS): 2x Solution in
water.

2. Trypsin: 0.02 % Solution, 1.5 mM ethylenediaminetetraacetic
acid (EDTA) in water.

. Tween-20%: 3 % Solution, 1.5 mM EDTA, in water.

. Sodium deoxycholate: 102 mM Solution in water (see Note 2).
. Peracetic acid: 0.1 % Solution, 4 % cthanol, in water (se¢ Note 3).
. PBS: 1x Solution, sterile.

. Deionized water: Sterile.

O NN O Ul B~ W

. Penicillin /streptomycin.
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2.2 Decellularization
Gomponents

2.3 Hydrogel
Reagents

2.4 Hydrogel
Equipment

2.5 Cell Culture
Reagents

1.

N O\ Ul W
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1. Tweezers.

2. 50 mL Centrifuge tubes.

3. 50 mL Centrifuge tube drain caps (se¢ Note 4).
4. Orbital shaker.

5.
6
7
8

Four-way tube racks.

. Sterile filters.
. Meat slicer.

. Non-stick wax paper.

Cardiac extracellular matrix powder, lyophilized (prepared in
Subheading 3.2).

. Pepsin from porcine gastric mucosa, lyophilized, 3,200-

4,500 U/mg protein.

. Hydrochloric acid: 0.01 N HCl in water, pH 1.8.
. Sodium hydroxide: 0.1 N NaOH in water, sterile.
. 1x PBS: Sterile.

. 10x PBS: Sterile.

. Storage solution: 1 % Penicillin/streptomycin in 1x PBS,

sterile.

. Tweezers.

. Scalpel or razor blade.
. Cutting board.

. Paper towels.

. Liquid nitrogen.

. Pestle and mortar.

. Kimwipes.

. Rubber band.

. FreezeZone lyophilizer.
. Magnetic stir bar.

. Magnetic stir plate.

. Parafilm.

. Microcentrifuge tubes.

. StemPro34 Kit (see Note 5).
. DMEM /F12.

Penicillin /streptomycin.

. PBS (with Ca** and Mg?*").
. PBS (without Ca?* and Mg?*).

. Glutamine (Invitrogen) (see Note 6).
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2.6 Cell Culture
Components

7. Knockout serum replacement.

. Fetal calf serum.

9. DNase.

10.
11.
12.
13.
14.

15.
16.

1.

2.

3.

Transferrin: Store transferrin into 2 mL aliquots at 4 °C.
Ascorbic acid (see Note 7).

Monothioglycerol (see Note 8).

Bovine serum albumin (BSA): 30 %.

Cytokines:

All cytokines are stored either in the original supplied form or
aliquots after reconstitution at -20 to -80 °C. They are stable
as the supplied form for 12 months and 3 months after recon-
stitution unless otherwise indicated. If stored at 2—8 °C under
sterile condition, it must be discarded after 1 month of use.

(a) BMP4: Reconstitute at 10 pg/mL in sterile 4 mM HCI
containing 0.1 % BSA.

(b) VEGEF: Reconstitute at 5 pg/mL in sterile PBS containing
0.1 % BSA.

(c) DKK: Reconstitute at 50 pg/mL in sterile PBS containing
0.1 % BSA.

(d) bFGF: Reconstitute at 10 pg/mL in sterile PBS containing
0.1 % BSA. Stable for up to 6 months at -20 °C after
reconstitution.

(e) Activin A: Reconstitute at 10 pg/mL in sterile PBS con-
taining 0.1 % BSA.

Trypsin—EDTA: Final concentration is 0.25 % (se¢ Note 9).

Collagenase type I: Reconstitute collagenase type I at 2 mg/
mL in sterile PBS (with Ca?* and Mg?*) containing 20 %
fetal calf'serum. Filter and store as 12 mL aliquots at —-20 °C
(see Note 10).

Base medium:

(a) StemPro34 Kit.

(b) Glutamine (1 %).

(¢) Transferrin (150 pg/mL).
(d) Ascorbic acid (50 ng/mL).
(e) Monothioglycerol (0.4 pM).
Aggregation medium:

(a) Base medium.

(b) BMP4 (0.5 ng/mL).

Stage I medium:

(a) Base medium.
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(b) BMP4 (10 ng/mL).
(c) bFGF (5 ng/mL).
(d) Activin A (3 ng/mL).
4. Stage II medium:
(a) Base medium.
(b) VEGF (10 ng/mL).
(¢) DKK1 (150 ng/mL).
5. Stage IIT medium:
(a) Base medium.
(b) VEGF (10 ng/mL).
(c) bFGF (5 ng/mL).
6. Stop medium:
(a) DMEM/F12.
(b) Penicillin/streptomycin (0.5 %).
(c) Glutamine (0.5 %).
(d) Knockout serum replacement (2.5 %).
(e) Fetal calf serum (50 %).

(f) DNase (30 pg/mL): Reconstitute with cold distilled water
at 1 mg/mL. Filter and store in 1 mL aliquots at =20 °C.
Use once, and discard the rest.

7. Low attachment 6-well culture plate.
8. 24-Well plate.
9. Hypoxic incubator,/hypoxia chamber.

2.7 Fluorescence- 1. Iscove’s Modified Dulbecco’s Medium (IMDM).

Acm’atf’d Cell Sorting 2. Collagen solution for coating the chamber slides: Prepare
Analysis and 3 mg/mL stock solution of collagen in 0.1 % acetic acid. Dilute
Immunofluorescence the stock solution 1:20 in distilled water. Apply this solution to
Staining Components the surface of the slides ensuring even coating. Air-dry at room

temperature (under UV light for sterilization).
3. Triton X-100.
4. Goat serum.

5. 4 % Paraformaldehyde: Prepare 8 % stock solution by mixing
8 g paraformaldehyde in 100 mL distilled water. Heat to 60 °C
while stirring. Slowly add 1-3 drops of 1 M NaOH until solu-
tion is clear. Filter and store at 4 °C. Prior to use, mix stock
solution with equal volume of PBS.

6. TO-PRO®-3 Stain (Life Technologies).

7. Vectashield mounting medium.
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8. Primary antibodies:
(a) Cardiac troponin T.
(b) KDR.
(c) C-kit.
9. Microscope slides.
10. Cover slips.
11. Tweezer.

12. 12x75 mm Tubes with cell strainer cap (BD Falcon): Wet the
tubes first with a small amount of buffer.

13. Syringes.
14. 20 Gauge needles.

3 Methods

3.1 Decellularization
of Heart Tissue

Use deionized water for all steps unless indicated otherwise.
Following decellularization, all steps should be performed using
sterile technique and instruments. To improve sterility, the last steps
should be performed inside a laminar flow hood when possible.

1. Procure porcine hearts from pigs (65-70 kg) immediately
following euthanasia. Process immediately or place in saline
(4 °C) for no more than 24 h.

2. Thoroughly clean the heart tissue by removing excess connec-
tive tissue, blood, and debris and rinsing with water at room
temperature.

3. Blot the excess water, wrap in non-stick wax paper, and freeze
at -80 °C for at least 24 h. Maintain the shape of the heart in
order to facilitate the preparation of thin myocardial tissue
slices.

4. Slice frozen myocardium (left and right ventricles) into thin
(<1 mm) slices using a meat slicer. Blot the excess water, and
record the weight of each slice.

5. Place each slice within a 50 mL tube, add 40 mL of water, and

load each tube into a four-way tube rack mounted on an orbital
shaker (see Note 11). Wash for 5 min.

6. Drain water and replace with 40 mL of 2x PBS. Wash for
15 min.

7. Calculate the appropriate volume of decellularization solution
for each slice according to a ratio of 15 g tissue mass to 100 mL
of solution. Drain 2x PBS, and replace with the amount of
0.02 % trypsin solution calculated for each slice based on the
mass of tissue. Wash all slices with trypsin for 2 h.
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3.2 Preparation
of Native ECM
Hydrogels

8.

10.

11.

12.

13.

14.

15.

16.
17.

18.

Drain the trypsin from each tube, replace with water, and wash
for 5 min. Perform an additional wash with 2x PBS for 15 min
(40 mL each).

. Drain 2x PBS, and replace with the amount of 3 % Tween-20®

solution calculated for each slice based on the mass of the
tissue (15 g tissue mass to 100 mL of solution). Wash for 2 h.

Drain Tween-20®, replace with water, and wash all slices for
5 min. Perform an additional wash with 2x PBS for 15 min.

Drain 2x PBS, and replace with the amount of 102 mM sodium
deoxycholate solution calculated for each slice based on the
mass of tissue. Wash all slices with sodium deoxycholate for 2 h.

Drain sodium deoxycholate, replace with water, and wash for
5 min. Perform an additional wash with 2x PBS for 15 min.

Drain 2x PBS, and replace with the amount of 0.1 % peracetic
acid solution calculated for each slice based on the mass of tis-
sue. Wash and sterilize all slices for 1 h.

Drain peracetic acid, replace with sterile 1x PBS, and wash for
15 min.

Replace 1x PBS with sterile water, and wash for 5 min. Repeat
wash.

Drain water, replace with sterile 1x PBS, and wash for 15 min.

Store tissues in sterie 1x PBS with 1 % penicillin/
streptomycin.

Decellularization can be confirmed by DNA quantification and
histological analysis. To quantify DNA content following
decellularization, use a Quant-iT PicoGreen Assay Kit
(Invitrogen) according to the manufacturer’s instructions.
Briefly digest ~10 mg samples in 100 pL proteinase K solution
for 24 h at 60 °C. Prepare proteinase K solution by mixing
2.2 mg proteinase K in 2 mL TE buffer, provided with
PicoGreen Assay Kit. For histological analysis, such as hema-
toxylin and eosin staining, fix samples in Accustain (Sigma) for
20 min at room temperature, and then prepare samples for
paraffin embedding, sectioning, and staining.

. Use a scalpel to cut decellularized heart tissue slices into smaller

sections. Blot sections with a Kimwipe to remove excess water.

. Snap-freeze sections by immersing the tissues in a small amount

of liquid nitrogen (~5 mL) in a mortar. Pulverize the frozen
tissue sections into a fine powder using a mortar and a pestle
(see Note 12).

. Collect the frozen ECM powder in a tube, cover the uncapped

tube with a Kimwipe, secure the Kimwipe with a rubber band,
and load into a lyophilizer (se¢e Note 13). Lyophilize frozen
ECM powder overnight.
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3.3 Reconstitution
of Native ECM
Hydrogels

3.4 Encapsulation
of Human Embryonic
Bodies in Native ECM
Hydrogels

4.

After lyophilization, mix the ECM powder with pepsin in a
ratio of 10:1 w/w per 100 mL 0.01 N HCI. Otherwise, for
long-term storage at room temperature, wrap the cap of the
tube containing the lyophilized cardiac ECM powder with
parafilm.

. Digest the solution for 48 h at room temperature under constant

stirring using a magnetic stir bar and plate until the solution
becomes viscous with no visibly undigested granules.

. Aliquot the 10 mg/mL digested ECM solution, and freeze

aliquots at -80 °C to terminate pepsin digestion (se¢ Note 14).

. Thaw frozen aliquot of 10 mg/mL digested ECM solution

at room temperature.

. Place thawed aliquot of 10 mg/mL digested ECM solution

and sterile hydrogel reagents (0.1 M NaOH, 10x PBS, 1x
PBS) on ice and allow to cool to 4 °C.

. Generate 1 mL of 6 mg/mL cardiac ECM hydrogel by add-

ing 60 pL. 0.1 N NaOH, 67 pL 10x PBS, 275 pL 1x PBS,
and 600 pL cardiac ECM digest in a microcentrifuge tube,
and mix thoroughly with pipette tip (se¢ Note 15). Keep
cold at all times.

. Add desired volume of mixture to cell culture plate, and incu-

bate at 37 °C for 45 min.

. Recover cardiac ECM hydrogel for the in vitro culture of

cardiac stem cells or other desired applications.

. Maintain hESCs in 6-well low attachment plates under hypoxic

condition for 4 days in aggregation medium (day 0) and then in
stage I medium (days 1-4) to form human embryonic bodies
(hEBs, aggregates of hESCs), and induce mesoderm differentia-
tion. The seeding density of hESCs is 0.5-1 million cells /well of
a 6-well plate. Use 2 mL media for every 0.5-1 million cells.

2. At day 4, hESCs have formed hEBs (se¢e Note 16).

. Thaw native ECM hydrogel overnight at 4 °C the night before

the encapsulation.

. Coat 24-well plates with 50 pL hydrogel solution/well and

incubate at 37 °C for at least 30 min to allow for gelation
before encapsulating the hEBs. This is to prevent hEBs from
adhering to the bottom of the culture well because of gravity
and to ensure a true 3D culture system throughout the differ-
entiation period.

. Remove hEBs with a 5 mL pipette, and pool 3 wells of a 6-well

plate per 15 mL conical tube.

. Allow hEBs to settle for 20 min in hypoxic incubator,/chamber

to separate hEBs from single cells and cell debris.
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3.5 Disassociation
of Human Embryonic
Bodies for Cell
Counting or FACS
Analysis

7.

10.

11.

12.

13.

14.

15.

16.

17.

w N

Remove supernatants carefully, and leave hEBs undisturbed at
the bottom of the tube.

. Wash hEBs with 10 mL IMDM medium supplemented with

antibiotics (penicillin/streptomycin) to wash out the residual
cytokines (see Note 17).

. Centrifuge the hEBs at 137 r.c.f. for 5 min, and remove

supernatant.

Resuspend hEBs in culture medium either with or without
growth factors at a concentration of 0.5 million cells/mL. See
Subheading 3.5 for counting method of hEBs.

Add 50 pL of hEB suspension to 1 mL of ECM hydrogel solu-
tion (see Note 18).

After gentle mixing, transfer 250 pL of each hEB/hydrogel
mixture to a coated well of a 24-well plate and incubate at
37 °C for 30-60 min to gel.

Add 2 mL of fresh stage II medium or base medium to each well,
and maintain the culture in hypoxia chamber (se¢ Note 19).

At day 8, remove culture plates from hypoxia chamber and
change culture medium to stage III medium or base medium
(see Note 20).

Place culture plates in hypoxia chamber for an additional
4 days.

Repeat step 12, and incubate cells in stage 111 medium or base
medium at ambient oxygen levels for the rest of the induction
procedure.

Stain for cardiac markers at days 14-16 (see Subheading 3.6 for
staining of cardiac troponin T).

. Pool 1-3 wells of hEBs in a 15 mL conical tube for 15-20 min

to separate hEBs from cell debris.

. Aspirate medium, and add 2 mL trypsin—-EDTA.

. Incubate at 37 °C for 5 min, and then stop the reaction with

1 mL stop medium.

. Prepare a single-cell suspension by mechanically passing hEBs

four to six times through a 20 gauge needle.

. Add 4 mL IMDM supplemented with 10 % fetal calf serum.

6. Centrifuge at 215 r.c.f. for 5 min.

. Remove supernatant, and resuspend cells in IMDM supple-

mented with 5 % fetal calf serum (500 pL/well).

. Take 100 pL of the cell suspension for cell counting and viabil-

ity determination using trypan blue exclusion. Use the rest of
the cells for FACS analysis.
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9.

10.

3.6 Cardiac Troponin 1.

T Staining for hEBs
Encapsulated in Native 2
ECM Hydrogel

o NN O Ul

10.
11.

12.

13.
14.

15.

16.

17.

18.

19.

20.

For FACS analysis, filter the suspension through round-bottom
tubes with a cell strainer cap to remove the remaining cell
aggregates and ensure a uniform single-cell suspension.

Stain for desired antibodies according to the manufacturer’s
instructions, and perform FACS analysis. KDR and c-kit can
be used to monitor the induction of cardiac mesoderm [4].

Gently remove culture medium from one well of the 6-well
ultralow attachment plate.

. Add 1 mL collagenase type I (containing 10 pg/mL DNase),

and incubate at 37 °C for 1 h.

. Aspirate hEBs with a 5 mL pipette into a 15 mL conical tube,

and add 9 mL of IMDM.

. Wash hEBs by gently pipetting up and down three times.

. Centrifuge at 137 r.c.f. for 5 min.

. Repeat steps 2—-6 from Subheading 3.5.

. Remove supernatant, and resuspend cells in stage 111 medium.

. Seed cells on microscope slides coated with type I collagen and

culture for 2 days.

. Fix cells in 4 % paraformaldehyde for 15 min at room

temperature.
Wash fixed cells three times in PBS (without Ca** and Mg?*).

Quench cells with 0.5 M NH,Cl in PBS containing 0.1 % BSA
for 15 min.

Permeabilize cells using PBS containing 5 % fetal calf serum
and 0.1 % Triton X-100 for 10 min at room temperature.
Wash cells in PBS for 5 min. Repeat three times.

Block cells for 15 min in blocking bufter (10 % goat serum in
PBS containing 0.1 % BSA).

Stain cells with primary antibody (cardiac troponin T) over-
night at 4 °C in blocking buffer (se¢ Note 21).

Wash cells with PBS containing 0.1 % BSA and 2.5 % NaCl for
15 min.

Stain cells with secondary antibodies according to the manu-
facturer’s instructions for 2 h at room temperature. Cover cells
to protect from light.

Stain cell nuclei with TO-PRO®-3 Stain for 5 min according to
the manufacturer’s instructions (see Note 22).

Wash twice with PBS containing 2.5 % NaCl and 0.1 % BSA,
5 min each.

Wash with PBS alone for 5 min.
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21.

22.

Mount slides with mounting medium. Coverslip and seal with
nail polish.

Image with fluorescence microscope.

4 Notes

10.

11.

12.

. Sodium deoxycholate is a lung irritant and should be handled

under a chemical fume hood. Peracetic acid is corrosive to the
skin and eyes and hazardous in case of inhalation. Peracetic
acid waste should be disposed according to Environmental,
Health, and Safety Guidelines.

. Warming the solution to 37 °C aids solubility. Return solution

to room temperature before use.

. Peracetic acid solution should be prepared fresh on the day of use.

. Drain caps can be made by drilling a concentric pattern of 1

mm diameter holes through 50 mL tube caps. Alternatively,
tubes may be uncapped and solutions poured out carefully to
avoid loss of tissue.

. StemPro 34 contains a basal liquid medium and frozen supple-

ment. If combined, it should be consumed within 2 weeks.
Otherwise, store the medium in 50 mL aliquots and the sup-
plements in 1.3 mL aliquots. Combine right before using.

. Warm 200A~ L-glutamine in 37 °C water bath until it is dis-

solved completely. Store in 5 mL aliquots at -20 °C. Once
thawed, use within 3 weeks.

. Prepare a stock solution of 5 mg/mL ascorbic acid in cold

distilled water. Reconstitute on ice, and vortex periodically
until completely dissolved. Filter, aliquot, and store at =20 °C.
Once opened, discard the excess.

. Store monothioglycerol in 1 mL aliquots at 4 °C. It is strongly

recommended to aliquot monothioglycerol to minimize the
amount of oxidation due to repeated opening of the stock
bottle.

. Weigh appropriate amount of trypsin-EDTA and add to warm

PBS (without Ca2* and Mg2*). Allow to dissolve for 15 min.
Once dissolved, filter and aliquot. Store at -20 °C.

Freeze—thaw cycles will damage the enzyme solution.
Recommended maximum is one freeze—thaw cycle.

The orbital shaker should be maintained at approximately 200
rpm throughout decellularization.

When snap-freezing, flatten tissue sections out as much as pos-
sible to aid in the pulverization process. Sections frozen in a
globular form are significantly more difficult to pulverize.
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13.

14.

15.

16.

17.

18.

19.

20.

21.

22.

A Kimwipe is used to cover the uncapped tube during lyoph-
ilization so that during retrieval electrostatic interactions do
not result in the loss of any ECM powder.

A bicinchoninic acid assay (BCA assay) may be performed to
determine the total solubilized protein concentration.

Different concentrations of ECM hydrogels (ranging from 2
to 6 mg/mL) can be prepared by varying the volume of ECM
digest. For concentrations below 6 mg/mL, the volume of
1A~PBS should be increased to obtain the final desired
volume. Alternatively, cell culture media or a cell suspension
may be used in place of the 1A~PBS reagent for encapsulation
of cells within the cardiac ECM hydrogel.

Gentle closing and opening of the incubator door are critical dur-
ing this period to prevent disturbing the aggregation process.

This step is critical because the cytokines BMP4 and activin A,
it not completely washed out, will affect the next stage induc-
tion even at very low concentrations. The washing must be
gentle enough so as not to disturb the aggregates, as they are
relatively easy to break apart. Aggregation is key for successful
differentiation. Harvest for FACS analysis at days 4—7 to ensure
mesoderm induction and cardiovascular progenitor specifica-
tion in the hEBs (Subheading 3.5).

Cut off the tip of a 200 pL pipette tip for easier transportation
of hEBs.

Gently add medium along the sidewall of the culture well, and
try not to disturb the newly formed gel. Here we provide two
types of culture medium that can be used: stage induction
medium (with growth factors) and base medium alone (with-
out growth factors). Note that stage induction medium is opti-
mized for maximizing the percentage of cardiac progenitor
cells without the addition of native hydrogel. We find that
hydrogel /collagen without the addition of growth factors
achieves a significantly better outcome than collagen hydrogels
with the supplement of growth factors [3].

Avoid using vacuum for medium aspiration because of the fra-
gility of the hEB/hydrogel mixture. Gently remove medium
with a 1,000 pL pipette.

Ensure that slides are stored in a moist environment to prevent
desiccation of staining solution overnight.

If fluorescence microscope has ultraviolet excitation, use
mounting medium containing 4’,6-diamidino-2-phenylindole
(DAPI) to label cell nuclei.
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Chapter 8

Magnetically Actuated Alginate Scaffold: A Novel Platform
for Promoting Tissue Organization and Vascularization

Yulia Sapir, Emil Ruvinov, Boris Polyak, and Smadar Cohen

Abstract

Among the greatest hurdles hindering the successful implementation of tissue-engineered cardiac patch as
a therapeutic strategy for myocardial repair is the know-how to promote its rapid integration into the host.
We previously demonstrated that prevascularization of the engineered cardiac patch improves cardiac
repair after myocardial infarction (MI); the mature vessel networks were generated by including affinity-
bound angiogenic factors in the patch and its transplantation on the blood vessel-enriched omentum.
Here, we describe a novel in vitro strategy to promote the formation of capillary-like networks in cell
constructs without supplementing with angiogenic factors. Endothelial cells (ECs) were seeded into mac-
roporous alginate scaffolds impregnated with magnetically responsive nanoparticles (MNDPs), and after
pre-culture for 24 h under standard conditions the constructs were subjected to an alternating magnetic
field of 40 Hz for 7 days. The magnetic stimulation per se promoted EC organization into capillary-like
structures with no supplementation of angiogenic factors; in the non-stimulated constructs, the cells
formed sheets or aggregates.

This chapter describes in detail the preparation method of the MNP-impregnated alginate scaffold,
the cultivation setup for the cell construct under magnetic field conditions, and the set of analyses per-
formed to characterize the resultant cell constructs.

Key words Alginate scaffolds, Endothelial cells, Magnetic nanoparticles, Vessel-like networks, Tissue
engineering, Magnetic alginate composite

1 Introduction

Prevascularization of a tissue-engineered cardiac patch prior to its
implantation on an infarcted myocardium is a scientific and tech-
nological challenge in the clinical realization of cardiac tissue engi-
neering for myocardial repair. We previously showed that
prevascularization of a tissue-engineered cardiac patch containing
angiogenic factors on the omentum for 7 days prior to its implan-
tation on the infarcted myocardium improves its therapeutic out-
come on cardiac repair [1]. The omentum, a blood vessel-enriched
tissue, provided a continuous source of endothelial cells (ECs),
pericytes, and angiogenic factors leading to formation of mature

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
vol. 1181, DOI 10.1007/978-1-4939-1047-2_8, © Springer Science+Business Media New York 2014
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vasculature within the patch [2-6]. Although successful, prevascu-
larization of the cardiac patch by this strategy is currently not a
clinical option for patients with heart failure.

Other strategies to promote vessel-like network formation in
cardiac patches currently focus on the incorporation of angio-
genic factors in the scaffolds for prolonged presentation [7-12]
and/or co-culture of ECs with the target tissue cells [13-17].
These strategies are still under development, and additional stud-
ies are required to optimize the type and dosing of angiogenic
factors, the cell ratio of ECs to cardiomyocytes (CMs) and other
target cells, in order to achieve functional vasculature in the
tissue-engineered patch.

We recently developed a novel strategy to promote vessel-like
formation in EC constructs by employing a magnetically respon-
sive alginate scaffold and applying an external alternating mag-
netic field [18]. The scaffold was impregnated with iron oxide
(magnetite) magnetic nanoparticles (MNPs), seeded with bovine
aortic ECs, and pre-cultured for 24 h for cell adhesion, and then
the cell construct was exposed to an alternating magnetic field of
40 Hz for 7 days. No angiogenic factors were added to the cell
constructs. We hypothesized that magnetic stimulation of the
MNP-impregnated scaftfold would provide an appropriate physi-
cal signal to induce the organization of ECs into capillary-like
structures. Such a strategy enables actuation at a distance on the
nanoscale and cellular levels. The desired process can be actuated
within a target cell by magnetically responsive materials due to its
coupling to a magnetic field, regardless of the presence of any
intervening structures such as tissue between the cell and the
magnetic field source. Furthermore, the magnetic field can pene-
trate deep into tissues, reaching a single cell and acting directly on
its organelles, unlike an electric field, which is shielded by the
membrane potential. Stress parameters can also be varied dynami-
cally simply by varying the properties (e.g., strength, frequency)
of the applied field.

In our hands, application of the magnetic stimulation strategy
led to EC organization into capillary-like structures without sup-
plementation of any angiogenic growth factors, while in the non-
stimulated scaffolds the cells were mainly organized as sheets or
aggregates. We previously showed that magnetic stimulation com-
bined with cell cultivation in MNP-impregnated scaffolds was
effective in promoting the organization of cardiomyocytes into
anisotropically organized striated cardiac fibers [19]. While the
exact mechanism of action of the magnetic composite biomaterial
and magnetic field is currently under investigation, this strategy
clearly has been proven to be capable of “priming” the seeded cells
to organize into their native structures, as endothelial cells were
organized into a primitive vascular network.
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2 Materials

2.1 Magnetically
Responsive Alginate
Scaffolds

Prepare all solutions using ultrapure water (prepared by purifying
deionized water to attain a resistivity of 18.2 MQ cm at 25 °C) and
analytical grade reagents. Prepare and store all reagents at room
temperature (RT) (unless indicated otherwise).

1.

2.

Materials for magnetite preparation: Iron (III) chloride hexa-
hydrate and iron (II) chloride tetrahydrate.

2 N NaOH solution in water for magnetite preparation: Into a
beaker placed on ice and containing 70 mL of water, slowly
add while stirring 4 g of NaOH and mix until dissolved. Make
up to 100 mL solution. Store at RT.

. Alginate solution for coating the magnetite crystals for stabili-

zation: Dissolve sodium alginate (Pronova™ UP LVG,
NovaMatrix EMC Biopolymers, Drammen, Norway) in water
to a final concentration of 2.4 % (w/v). The suspension is dis-
solved by stirring for 2 h until achieving a clear solution. Filter
(0.22 pm) the solution into a sterile 50 mL Falcon tube and
store at 4 °C (see Note 1).

. 1.2 % (w/v) solution of alginate modified with cell adhesion

peptides (glyciney-arginine-glycine-aspartate-tyrosine (RGD)
and glycine,-serine-proline-proline-arginine-arginine-alanine-
arginine-valine-threonine-tyrosine (HBP)) (Alg-PEP): The
peptides were covalently attached to alginate via carbodiimide
chemistry [20] with modification [21], thus creating an amide
bond between the terminal amine of the peptide and the algi-
nate carboxylic group. Briefly 10 mL of 1.2 % (w/v) alginate
solution was prepared in 0.2 M MES buffer and 0.3 M NaCl,
at pH 6.5. The carboxylic group on the alginate polymer back-
bone was activated using 0.2 mmol 1-ethyl (dimethylamino-
propyl) carbodiimide (EDAC), and 0.1 mmol of the
co-reactant, N-hydroxysulfosuccinimide (sulfo-NHS), was
added to stabilize the reactive intermediate. The mixture was
stirred at room temperature for 3 h, and 3.84 pmol of
GGGGSPPRRARVTY (HBP) or GGGGRGDY (RGD) was
added and stirred for additional 12 h to ensure peptide cou-
pling. Then the two modified alginates were mixed together.
The peptide-attached alginate products were purified by dialy-
sis (3500 MWCO) against DDW for 3 days, lyophilized until
dry, and stored desiccated. Dissolve the Alg-PEP in water, at
room temperature, while stirring for 2 h (see Note 2).

. Cross-linker solution for alginate gelation: p-Gluconic acid/

hemi-calcium salt in water to a final concentration of 1.32 %
(w/v). The suspension is dissolved by stirring for 1-2 h until
achieving a clear solution. Filter (0.22 pm) the solution into a
sterile Falcon tube and store at 4 °C.
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2.2 Magnetic
Stimulation Setup

2.3 Materials for Gell
Culture and Analyses
of Cell Constructs

10.

11.

. Magnetic separation plate (LifeSep™, Dexter Magnetic

Technologies, Elk Grove Village, Illinois, USA).

. Magnetic coils (HHS 5201-98, Schwarzbeck Mess-Elektronik,

Schonau, Germany).

. Power supply (Associated Power Technologies 5000 series

power supply) (DiamondBar, CA).

. Magnetometer (Model 410 Hand-held Gaussmeter, Lake

Shore Cryotronics, Inc., Westerville, OH).

. Complete growth medium for bovine aortic endothelial cells

(BAECGs): High-glucose DMEM, supplemented with 1 %
(v/v) penicillin-streptomycin, 2 % (v/v) L-glutamine, and
10 % (v/v) fetal bovine serum (FBS) (se¢ Note 3).

. Solution for scaffold dissolution: 4 % (w/v) Sodium citrate

(trisodium dihydrate) in PBS.

. AlamarBlue™, PrestoBlue™, or similar for evaluation of cell

metabolic activity.

. Hoeschst 33258, Picogreen™, or similar to measure DNA

content.

. DMEM bufter: Into 900 mL water, add 0.265 g CaCl, x 2H,0,

0.4 g KCI, 0.2 g MgSO,x7H,0, 6.4 g NaCl, 3.7 g NaHCOs3,
and 0.109 g NaH,PO,, and mix until dissolution. Titrate to
pH 7.2-7 .4, complete to 1 L, and filter (0.22 pm) into a sterile
bottle. Store at 2-8 °C for 1 month (se¢ Note 4).

. Fixation buffer: 10 % Formalin (v/v) in DMEM buffer

(see Note 5).

. Blocking bufter: 1 % (w/v) Bovine serum albumin (BSA) in

DMEM buffer.

. Permeabilization buffer: Prepare 0.2 % (v/v) Triton-X100 in

DMEM buffer.

. Primary antibodies to label and follow cell organization in the

construct. The antibody solution is prepared according to the
manufacturer’s instructions.

Secondary antibodies, depending on the primary antibody choice
and laser configuration of confocal system. The antibody solu-
tion is prepared according to the manufacturer’s instructions.

Nuclear dye, e.g., DAPL.

3 Methods

3.1 Preparation

of Alginate-Stabilized
Magnetite
Nanoparticles

The procedure below is described for a magnetite sample
prepared in one 20 mL vial. Batch size is a total of four vials
prepared using this procedure. The general scheme of preparation
is depicted in Fig. 1.
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1. Iron oxide preparation
2FeCl;x6H,0 + FeCl,x4H,0 + 8NaOH - 8NaCl + 20H,0 + Fe;0,

Stable magnetic
fluid

Magnetite
Fe,0O5 xFeO
( N o Polysaccharide chains
A~ ‘i\ «V,’/ / - | B
ol Lo, 2. Alginate addition
i “‘\‘ 3. Heating
= \ 4. Sonication

Fig. 1 A general scheme for preparation of alginate-stabilized magnetic nanoparticles (MNPs)

11.

12.

13.

14.

. Weigh an empty 20 mL glass vial before use.
. Add into the vial 520 mg of iron (III) chloride hexahydrate

and 192 mg of iron (II) chloride tetrahydrate.

. Immediately add 6.2 mL of water, and mix gently by hand

until fully dissolved (see Note 6).

. Quickly add 3.8 mLL NaOH 2 N, and mix the vial manually
(see Note 6).
. Place the vial on magnetic separation plate, and wait for the

complete sedimentation of the magnetites (the supernatant
becomes transparent).

. Remove supernatant by vacuum suction while keeping the vial

on the magnet plate.

. Wash the pelleted magnetite with 5 mL of water to remove any

unreacted salts.

. Remove supernatant by vacuum suction.
. Repeat steps 7 and 8 (see Note 7).
10.

Repeat suction on magnet every 10 min for a total of 60 min
(see Notes 7 and 8).

Combine the magnetite batches from four vials (theoretical
total of 890 mg) in one 50 mL Falcon tube.

Disperse the magnetites in 5.5 mL of 2.4 % (w/v) alginate by
pipetting. Final alginate concentration should be 1.2 % (w/v),
and final volume of the magnetite-stabilized suspension is
11 mL (see Note 9).

Place the tube with the magnetite dispersed in alginate in
90 °C water bath for 20 min, and mix periodically.

Sonicate for 5 min (se¢ Note 10).
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15.
16.
17.

3.2 Fabrication 1.
of Magnetically
Responsive Alginate
Scaffolds
2
3

Repeat steps 13 and 14.
Flush with Argon and store at 4 °C.

The size of the alginate-stabilized magnetite particles can be
determined by photon correlation spectroscopy (PCS) or other
standard methods (see Note 11). The alginate coating of the
MNPs can be tested by contact angle measurements of the
MNPs before and after coating.

Mix desired amount of Alg-PEP 1.2 % (w/v) solution with
alginate-stabilized magnetite solution prepared according to
Subheading 3.1 (at volume ratio 5:1), and stir for 15 min in
glass vial.

. Add p-gluconic acid /hemi-calcium salt (cross-linker) into algi-

nate mixture from the previous step to reach 0.22 % (w/v) and
1 % (v/v) final cross-linker and alginate concentrations, respec-
tively. Stir for 3 h.

. Pour 100 pL of a cross-linked solution per well into 96-well

plates.

4. Place the plates at =20 °C overnight.

3.3 Cell Seeding 1.
and Gulture
2
3
4
3.4 Magnetic 1.
Stimulation of the Cell
Constructs 2

. Lyophilize (-56 °C, 0.05-0.08 mbar) the scaffolds for at

least 48 h.

. The internal morphology and pore surface topography of the

dry MNP-impregnated scaffolds could be analyzed by scanning
electron microscopy (SEM) (Fig. 2). The magnetic properties
of the scaffold could be analyzed from hysteresis curves
measured by an alternating gradient magnetometer (Fig. 3a).
The dynamic viscoelastic behavior could be determined using
a stress-control rheometer (Fig. 3b).

Seed BAECs (or other endothelial cell types) at an initial cell
density of 2.23x 107 cells/cm? scaffold by dropping 15 pL of
the cell suspension in culture medium onto the MNP-
impregnated scaffold placed in a 96-well plate.

. Centrifuge the cell constructs in plate for 2 min at 100 x4 to

achieve homogenous cell distribution in the scaffold.

. Add 200 pL/well of culture medium, and incubate for 15 min

(37 °C, 5 % CO,).

. Gently transfer the cell constructs with small forceps to 48-well

plates supplemented with 1 mL of culture medium. Cultivate
for 24 h, and proceed to stimulation.

Place two 48-well plates with the cell constructs in a gap
between two Helmholtz coils (Fig. 4) (see Notes 12 and 13).

. Turn on the system to generate an AC magnetic field of 10-15

Gauss by passing an electrical current through serially connected
coils at a frequency of 40 Hz.
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Fig. 2 The internal morphology and pore surface topography of the alginate scaffolds: Scanning electron
microscope (SEM) images of MNP-impregnated (a) and nonmagnetic (b) scaffolds. (¢) Macroscopic views of
the scaffolds (@) dry and (b, c) wetted with culture medium for 30 min (b) and 24 h (c). The black scaffold is
MNP-alginate composite, and the white/pink is without MNP inclusion. Reprinted with permission from [18].
Typical pore size is 100150 pm
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Fig. 3 Magnetic and mechanical properties of the MNP-impregnated alginate scaffold. (a) Magnetization
curves of MNP scaffold; M; (0 Oe) =0.4 emu/g (remanent magnetization); M: (15 Oe) =1.25 emu/g (magnetiza-
tion at the experimental field condition); M; (5 kOe) =24 emu/g (saturation magnetization). Inset graph depicts
magnified region near the center of coordinates. (b) Mechanical spectra of the wetted scaffolds (10 mm diam-
eter and 2 mm thickness). The scaffolds were wetted with culture medium for 2 days in a humidified atmo-
sphere of 5 % C0, and 95 % air at 37 °C. G'—elastic modulus, G"—viscous modulus; their measurements
were conducted at a frequency sweep of 0.1-2 Hz at 37 °C. We used stress-control Bohlin CS-10 Rheometer
(Malvern Instruments, Westborough, MA), operated in the plate—plate mode with 8 mm diameter



90 Yulia Sapir et al.

Helmholtz coils Scaffold-containing

48-well plates

Fig. 4 AC magnetic field-generating setup

Cell
seeding g 7 di4
24h Magnetic stimulation J/
Time Time Time
point point point

Fig. 5 Experiment timeline. Seed endothelial cells (ECs) and allow to properly adhere to the scaffold for 24 h.
At time zero (d0), subject the cell constructs to an alternating magnetic field for 7 days, while control cell
constructs are cultivated in a similar incubator with no stimulation. After stimulation, turn the field off and
cultivate “stimulated” and “non-stimulated” groups for an additional 7 days. The setup design could be
changed based on the experimental needs

3. Validate the strength of the magnetic field by a handheld

magnetometer.

4. Stimulate according to the scheme in Fig. 5.

3.5 Cell Construct 1. Fixation of the cell constructs: Transfer the cell constructs to a
Imaging by Laser new 96-well plate, gently add 300 pL of warm (~37 °C)
Scanning Confocal DMEM butffer, repeat twice to wash, and discard gently. Add
Microscopy 200 pL of warm (~37 °C) 10 % (v/v) formalin in DMEM buf-
and Assessment fer at room temperature for 7 min, and wash with DMEM
of Cell Organization buffer three times, 3 min each wash.

(See Note 14) 2. Permeabilization of cell constructs: Add 200 pL of 0.2 % (v/V)

Triton-X100 in DMEM buffer for 5 min, and wash with
DMEM bulffer three times, 3 min each wash.

3. Blocking: Add 500 pL of 1 % BSA (w/v) in DMEM butftfer,
incubate for 1 h at room temperature, and wash with DMEM
bufter once for 1 min.
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a MNP-scaffold Alginate scaffold

Day 14
Magnetically stimulated

Loop's amount per image

Day 14
control

Fig. 6 In vitro vessel-like formation in scaffolds under magnetic stimulation. (a) Endothelial cell organization in
magnetically responsive or pristine alginate scaffolds, on day 14 post-cell seeding, with or w/o magnetic
stimulation. The cells are stained with Alexa-Fluor 546-conjugated phalloidin (Life Technologies), which stains
F-actin for cell visualization; for nuclei detection cells were stained with DAPI (Life Technologies) (bar: 30 pm).
(b) Average loop number per image field counted on day 14 post-cell seeding. A total of 25 randomly selected
fields were analyzed per each group. Loop-like structures were quantified per image. Asterisks denote signifi-
cant difference (by two-way ANOVA), ***p < 0.005 (Bonferroni’s post hoc test was used for comparison between
the groups). Reprinted with permission from [18]

4. Add primary antibody in blocking solution, and incubate
overnight at 4 °C (see Note 15).

5. Wash with DMEM butfer three times, 15 min each wash.

6. Add secondary antibody in blocking solution, and incubate for
1 h at RT. Protect from light from now on.

7. Wash with DMEM buffer three times, 15 min each wash.

8. Add nuclear stain of choice; incubate for 5 min at RT.

9. Wash with DMEM buffer three times, 15 min cach wash.
10. Discard the liquid, but maintain the cell construct wet.

11. Visualize the cell construct using laser scanning confocal imag-
ing system mounted on an inverted microscope.

12. Assessment of EC organization: F-actin-labeled cells are iden-
tified by their red color (Fig. 6a). The number of loop-like
structures was determined in various fields (Fig. 6b).
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Fig. 7 Cell metabolic activity and proliferation in the different constructs. (a) Metabolic activity per cell in the
different constructs. Data (n=3-5 constructs per tested group) presented are normalized to the DNA content
in the construct, relative to day 0. Asterisks denote significant difference (by two-way ANOVA), *p<0.05,
**p<0.01, and ***p<0.005 (Bonferroni’s post hoc test was used for comparison between the groups).
(b) Densitometric analysis of Western blots for expression of proliferating cell nuclear antigen, PCNA. Protein
expression is normalized by GAPDH protein, for MNP scaffolds and nonmagnetic alginate scaffolds. Asterisks
denote significant difference (by two-way ANOVA), *p<0.05, **p<0.01, and ***p<0.005 (Bonferroni’s post
hoc test was used for comparison between the groups). Reprinted with permission from [18]

3.6 Cell Viability 1. Cell viability and/or metabolic activity could be measured

and Proliferation using various metabolic assays (e.g., XTT, AlamarBlue™,
PrestoBlue™, and many others) by direct incubation of the
scaffolds in working reagent solution and following the manu-
facturer’s instructions for measurement (see Note 16).

2. The cell constructs in the scaffolds could be subjected to DNA
content, Western immunoblotting, qPCR, and other down-
stream analyses (Fig. 7).

3. Transfer the scaffolds to a clean Eppendorf tube, and dissolve
by adding 200 pL of 4 % (w/v) sodium citrate in PBS
(see Note 17). Centrifuge at 2,400xyg for 10 min at RT.
Discard the liquid, and use the cell pellet for Western immu-
noblotting or other subsequent analyses of choice.



Endothelial Cell Organization Under Magnetic Stimulation 93

4 Notes

. Store alginate solutions only in plastic containers. Glass

containers contain calcium ions that may leach out and gradu-
ally cross-link the alginate.

2. Dissolve Alg-PEP just prior to scaffold preparation.

10.

11.

12.

13.

. We used BAECs. The readers are encouraged to test the sys-

tem with additional endothelial cell types, both primary and
cell lines.

. Alginate scaffolds are sensitive to most commonly used buffers

since these may disturb the calcium cross-linking, leading to
scaftold dissociation. DMEM bulffer is appropriate for all staining
procedures.

. Check primary/secondary antibody instructions for the

requirements for formalin preparations, specifically the need
for methanol-free formulations.

. These steps should be accomplished rapidly in order to avoid

oxidation of the components.

. Remove as much liquid as possible.

. The magnetite particles are prepared by the “Massart method”

[22] via alkaline precipitation of ferrous and ferric chloride.
Diameter distribution of the MNPs (obtained by alkaline pre-
cipitation) is in the range of 5-20 nm, optionally analyzed by
TEM.

. The theoretic yield of this procedure is 890 mg of magnetite in

total. Remaining water content is determined by weighing the
vial prior to and after magnetite synthesis after subtraction of
the theoretic magnetite weight. The total batch of all four mag-
netite vials usually has 5.5 mL of the remaining water. Therefore
the magnetite is resuspended by adding 5.5 mL of 2.4 % (w/v)
alginate in order to reach a final concentration of 1.2 % (w/v).

The sonication step is performed to improve alginate coating
and decrease magnetite crystal aggregation. We used 550
Sonic Dismembrator, Fisher Scientific, equipped with 0.5 in.
horn (probe) with 0.5 in. diameter and 5 in. length probe
extender, operated at 3540 % power (corresponding to
190-220 W).

According to our experience, the alginate-stabilized MNPs
have a diameter range of between 416 and 776 nm with a poly-
dispersity index of 0.225.

Make sure that the distance between the coils is optimal for
producing a uniform magnetic field.

Ensure that the constructs are placed in the magnetic field
between the coils.
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14. This general protocol is suited for most primary antibodies.
Refer to specific manufacturer’s instructions for each antibody,
and modify the protocol as necessary.

15. Overnight incubation at 4 °C results in more specific signal
and background reduction.

16. We use PrestoBlue™ reagent from Life Technologies. This
reagent has a good linear response range with short (30 min or
less, depending on the cell number) incubation periods.

17. Optimization of scaffold number per sample (e.g., pooling)
could be required to get optimal results. In general, use at least
1-2x 106 cells per sample for Western immunoblotting.
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Chapter 9

Shrink-Induced Biomimetic Wrinkled Substrates
for Functional Cardiac Cell Alignment and Culture

Nicole Mendoza, Roger Tu, Aaron Chen, Eugene Lee, and Michelle Khine

Abstract

The anisotropic alignment of cardiomyocytes in native myocardium tissue is a functional feature that is
absent in traditional in vitro cardiac cell culture. Microenvironmental factors cue structural organization of
the myocardium, which promotes the mechanical contractile properties and electrophysiological patterns
seen in mature cardiomyocytes. Current nano- and microfabrication techniques, such as photolithography,
generate simplified cell culture topographies that are not truly representative of the multifaceted and multi-
scale fibrils of the cardiac extracellular matrix. In addition, such technologies are costly and require a clean
room for fabrication. This chapter offers an easy, fast, robust, and inexpensive fabrication of biomimetic
multi-scale wrinkled surfaces through the process of plasma treating and shrinking prestressed thermoplas-
tic. Additionally, this chapter includes techniques for culturing stem cells and their cardiac derivatives on
these substrates. Importantly, this wrinkled cell culture platform is compatible with both fluorescence and
bright-field imaging; real-time physiological monitoring of CM action potential propagation and contrac-
tion properties can elucidate cardiotoxicity drug effects.

Key words Stem cells, Cardiomyocytes, Cell mechanics, Alignment, Shrink film, Biomaterials,
Biomimetic topography

1 Introduction

Heart disease, the number one cause of death in developed coun-
tries [1], is particularly difficult to treat due to the post-mitotic
nature of adult cardiomyocytes (CMs). CMs have limited regenera-
tive potential; therefore, damaged cells are not replaced nor
repaired. In recent years, human pluripotent stem cells (hPSCs)
have become an attractive cell source for basic and translational
cardiac studies. These cells are capable of self-renewal [2—4] and
differentiation into CMs [ 57 ], which provides an unlimited supply
of cardiac cells.

Such cardiac cells from hPSCs have promising applications in
high-throughput drug screening [8—10]. Current preclinical drug
testing methods fail to effectively recapitulate human cardiac

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
vol. 1181, DOI 10.1007/978-1-4939-1047-2_9, © Springer Science+Business Media New York 2014

97



98

Nicole Mendoza et al.

responses, thus contributing to cardiac toxicity. In fact, cardiac
toxicity is the leading cause for drug removal from the market
[11]. Since the discovery of hPSC-derived CMs (hPSC-CMs) over
a decade ago [12], optimization of cardiac cell culture has been the
objective of thousands of research reports in pursuit of a functional
in vitro cardiac model.

Despite their benefits, hPSC-CMs cultured in vitro commonly
display embryonic-like phenotypes, which currently prevents their
adoption both for transplantation and even as an acceptable in vitro
model [13]. Their dysfunctional features, including immature
structural development, electrical propagation, and contractile
properties [14-17], differ significantly compared to mature cardiac
cells. Exposure to both biological and mechanical factors drives
cardiac maturation in vivo. In the native human heart, layers of
anisotropic extracellular matrix (ECM) fibrils, spanning from
nano- to microscale, naturally align cardiac cells [18]. Such
organization facilitates the proper development of physiological,
mechanical, and electrical functions of CMs [19].

Common in vitro cell culture devices (e.g., petri dishes) fail to
recreate the native microenvironment of the heart. Yet studies have
shown that tuning various components of the in vitro cellular envi-
ronment can induce alignment of sarcomere structures, improved
action potential propagations, and greater contractile forces in
CMs [20, 21]. Several micropatterning and microfabrication tech-
niques have been implemented to provide CMs with necessary
mechanical cues [22]. However, there are significant trade-ofts
between the cost and effectiveness of each technique. Micro-
contact printing is a micropatterning technique, in which proteins
are directly printed onto soft substrates, aligning CMs that are
cultured directly on these proteins [23-25]. While this process is
relatively cheap and suitable for large culture surface areas, the pro-
teins lack the mechanical structure of the native microenviron-
ment. Microfabrication techniques, such as photolithography, are
traditionally used to generate surface topographies composed of
uniform nano- to micro-sized grooves or ridges (Fig. 1a) [18, 26—
28]. These features are typically arranged in repetitive patterns that
are limited by inability to capture the complex, varying structures
of the ECM. Replicating the finer features (at the nm scale) of the
ECM usually requires more advanced fabrication techniques, such
as electro-beam lithography and nanoprint technology [29]. Using
advanced technologies to produce biomimetic features over sub-
stantial areas is a timely process and requires expensive equipment
not accessible to most cell culture laboratories.

Shrink film technologies provide both an inexpensive and
effective method for achieving multi-scale, biomimetic wrinkles
that have similar size and structure to those of native collagen
bands (Fig. 1b) [19]. Shrink film is composed of polyethylene
(PE), a prestressed thermoplastic that shrinks by 90 % by area when
heated in a conventional oven [30]. Prior to shrinking, the surface
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Fig. 1 Alignment of hESC-CMs. (a) Comparison of (/eff) flat, (middle) lined, and (right) wrinkled substrate topog-
raphies. (Top panel) Scanning electron micrographs (SEM) of topographies at x1,000 magnification. Inset is
the tilted view of the cross section of lines. Inset scale bar is 20 pm. (Middle panel) Fluorescent images taken
at x20 magnification of f-actin. (Lower panel) Fluorescent images taken at x40 magnification of a-actinin,
showing hESC-CM alignment. (b) Bar graphs quantifying (/eft) f-actin alignment by percent aligned and (right)
sarcomere alignment using orientation organization parameter. This figure was reproduced with permission
from Biomaterials [33]

of the PE film is oxidized by a plasma machine. The formation of
wrinkles depends on the stiffness mismatch between the oxidized
surface layer and the shrink film. During the shrinking process the
oxidized layer buckles on itself, causing multi-scale wrinkles to selt-
assemble on the surface [31]. These selt-similar wrinkles are aligned
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Fig. 2 Characterization of wrinkles. (a) Fast Fourier transform (FFT) was performed on SEM images to determine
the characteristic wavelengths of wrinkles of three different plasma conditions: 1, 5, and 15 min. Inset shows
smaller wrinkles at x20,000 magnification. (b) (Leff) Bright-field image at x150 magnification shows cross
section of wrinkles at the three plasma time conditions. (Right) AFM of matrigel-coated wrinkles of 5-min
plasma time condition. (c) SEM images with progressive zoom to illustrate self-similar wrinkles and wrinkle
bundling of (left) 1-min plasma time condition and (right) 15-min plasma time condition

and layered in such a way that they resemble the bundled structure
of the ECM. The average predominant wavelengths of the smaller
wrinkles (minor wavelengths) range from 60 to 380 nm, while
average wavelengths of larger wrinkles (major wavelengths) range
from 1 to 7 pm (Fig. 2). This scale is consistent with natural ECM,
in which individual collagen fibers measure about 300 nm and
bundles of fibrils reach micrometers in size [32]. These feature
sizes are easily tunable with longer oxidation periods yielding
greater wrinkle bundling [30].

These biomimetic substrates have served as a platform for func-
tional monitoring of hPSC-CMs [33]. Capturing time-varying
mechanical and electrical properties of contracting CMs is crucial
for in vitro characterization and detection of changes in CM behav-
ior. Wrinkled substrates are compatible with bright-field and
fluorescence-based microscopy, which provides a noninvasive
option for real-time physiological monitoring and cardiotoxicity
assays of hPSC-CMs. Functional anisotropic alignment of human
embryonic stem cell-derived ventricular CMs (hESC-VCMs) using
the multi-scale wrinkles represents a more accurate model for effica-
cious drug discovery and development as well as arrhythmogenicity
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Fig. 3 Optical flow hPSC-CM contraction analysis. (a) Time-lapse images are gridded (yellow boxes), and
motion vectors (blue lines) are generated using the optical flow code. Average motion vectors are calculated
for each grid (red arrows). (b) Contraction analysis plot. The green line represents displacement, and the red
line is direction of motion vector in radians. The blue line is the categorical plot, with values of 1 indicating
contractions and —1 indicating relaxations. (¢) Types of analysis that can be generated by the optical flow code
include histograms of contractile duration, frequency, and synchronicity (labeled as phase shift). Contractile
orientation can be represented in two graphs: x- and y-motion vector trances (bottom left, blueis y, and redis X)
and a compass plot (bottom righf). This figure was reproduced with permission from Biomaterials [33]

screening when combined with action potential measurements
[34]. When combined with time-lapse bright-field imaging and
optical flow vector analysis, these biomimetic substrates provide an
integrated platform capable of determining cardiotoxicity drug
effects by simply characterizing CM contraction properties [33].
Optical flow analysis generates a series of motion vectors, which can
be analyzed to give information regarding CM contraction dura-
tion, frequency, synchronicity, and orientation (Fig. 3).
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This chapter provides the easy, inexpensive method for fabricating
biomimetic plastic substrates, which takes less than 10 min [30]. The
PE-wrinkled surface can be either directly cultured on or used as a
master mold for transferring wrinkled features on to any other cell
culture plastic via hot embossing (also detailed in this chapter).
In addition, techniques for culturing stem cell-derived CMs on these
surfaces are provided.

2 Materials

2.1 Shrink Film

2.2 Gell Culture

2.2.1  Cell Culture Media
and Factors

2.2.2 hESC-CM Seeding

1. Prestressed PE shrink film (Cryovac® D-film, 1LD935, Sealed Air
Corporation) is used to create biomimetic-wrinkled surfaces.

2. Polydimethylsiloxane (PDMS) (Sylgard 184) can be used to
make a stamp to transfer wrinkled features onto other cell
culture plastics.

3. These methods describe hot embossing features onto a tissue
culture-compatible polystyrene sheet (Grafix Clear Shrink Film),
but any tissue culture plastic substrate can be substituted.

4. Equipment needed includes a plasma machine (Plasma Prep 11,
SPI Supplies) for oxygen plasma treatment of surfaces and a
conventional oven for shrinking prestressed plastics.

This protocol is specific to the culture and alignment of hESC-
CMs. Wrinkled shrink substrates have also been proven to success-
tully align mouse embryonic fibroblasts (MEFs), aortic smooth
muscle cells (AoSMCs), and human embryonic stem cells (hESCs)
[30]. Many different protocols for the culture and differentiation
of hESC-CMs exist [2, 5, 6, 12, 35-38] and are likely compatible
with wrinkled shrink substrates.

1. Maintain hESC cells with mTeSR1 medium.

2. For differentiation procedure, use RPMI-B27 with and with-
out insulin.

3. Supplements include 100 ng/mL activin A (R&D Systems)
and 10 ng/mL BMP4 [39].

1. Use 0.25 % trypsin—~EDTA to lift cells from plate.

2. Prepare plating media consisting of Dulbecco’s modified Eagle
medium (D-MEM) high glucose supplemented with 10 % fetal
bovine serum (FBS), 1x nonessential amino acids, and 2 mM
Glutamax.

3. Maintain hESC-CMs in RPMI-B27 culture media with
insulin.
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3 Methods

3.1 Fabrication
of Biomimetic
Wrinkles

3.1.1  Wrinkled PE
Master Mold

. Treat a PE film with oxygen plasma for 5 min (Fig. 4I)

(see Note 1).

. On top of a glass plate, place a piece of paper that is slightly

bigger than the size of the treated PE film (see Note 2).

. Place the PE film on top of the paper-covered glass slide, and

secure the shorter ends with binder clips.

. Place the construct (PE film, paper, and glass plate) in an oven

that is preheated to 150 °C for 3 min. This process will shrink
the film and generate the wrinkled surface features on the PE
(Figs. 1 and 4.11) (see Note 3).

. The resulting PE-wrinkled substrate can be used directly for

cell culture (skip to Subheading 3.1.4) or used as a master
mold for transferring features via hot embossing (continue to

Subheading 3.1.2).

Fig. 4 Fabricating wrinkled cell culture substrates. (I) Treat PE with oxygen plasma for 5 min. (Il) Bind both ends
of PE and shrink uniaxially by placing in an oven at 150 °C for 3 min [30]. (Il.a) Pour PDMS on top of featured
side of PE in a petri dish. (ll.b) Hot emboss PS by placing on featured side of PDMS, sandwich together with
glass slides and binder clips, and heat at 150 °C for 30 min. (Ill) Use either the original wrinkled PE substrate
or the hot embossed PS substrate for cell culture
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3.1.2 PDMS- 1.
Wrinkled Stamp

3.1.3  Hot Embossing 1.

3.1.4 Substrate 1.
Mounting and Sterilization 2

3.2 hESC Expansion 1.

Inspect wrinkles under a microscope for micro-tears
(see Note 3).

. Cut out the parallel portion of wrinkled PE, and use double-

sided tape to adhere it to a petri dish, featured side up.

. Mix PDMS monomer and curing agent at a 1:10 ratio.

. Spin PDMS mixture in a centrifuge at 2,060 X g for 5 min to

degas.

. Pour the degassed PDMS mixture over the wrinkled PE in the

petri dish (Fig. 4.11.a). The volume of the mixture is dictated
by the desired thickness of the stamp.

. Place the petri dish under a vacuum for 3 h. Then allow it to

sit at room temperature for an additional 5 h.

. Transfer the petri dish to an oven at 72 °C for at least 5 h.

. Remove from oven, and cut out the PDMS stamp.

Place a sheet of PS (or any other tissue culture plastic) atop the
featured side of the PDMS stamp (see Note 4).

. Sandwich the PS and PDMS stamp with two pieces of glass

and secure together with binder clips (Fig. 4.11.b).

. Preheat a conventional oven to 150 °C (see Note 5).
. Heat the construct in the oven for 30 min. Features on the PDMS

stamp will be hot embossed onto the PS sheet (sec Note 6).

. Remove construct from the oven, and allow it to cool to room

temperature.

Inspect wrinkles under a microscope for micro-tears.

. Cut wrinkled substrate to desired size/shape (15 mm diameter

circles are described here).

. Pipette 500 pL. of PDMS onto a 15 mm glass cover slip. Place

the wrinkled substrate directly on top of PDMS to adhere it to
the 15 mm glass cover slip (see Note 7).

. Sterilize the wrinkled substrate by submerging in 70 % ethanol

and treating with UV light for at least 30 min.

. Submerge wrinkled substrate again in double-distilled water

and treat with UV light for a minimum of 30 min.

Feeder-free hPSC culture has been described elsewhere [39].

. Begin hESC cell culture in standard tissue culture plates coated

with 1:200 Matrigel®.

. Feed cells daily with mTeSR1 medium.

. Passage when cells reach 80-90 % confluency; during passage,

plate cells in a 1:10 ratio (se¢ Note 8).
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Day 2: Passage a confluent well of hPSC into three wells of a tissue
culture well plate (see Note 9) [5].

Day 1. Exchange media with mTeSR1. Cells should be very
confluent.

Day 0: Exchange media using RPMI-B27 (without insulin), and
add a supplement of 100 ng/mL activin A for the first 24 h.

Day I: Exchange media using fresh RPMI-B27 (without insulin),
and add a supplement of BMP4 (10 ng/mlL.). Wait for 4 days.

Day 5. Exchange media with RPMI-B27 (with insulin). Do not
add any cytokines. Following this, exchange media every
3 days using RPMI-B27 with insulin.

Days 8, 11, 14, etc.: Exchange media. Spontaneous contractions
usually start occurring.

Day 20: Start the experiment (see Note 10).

1. Oxidize wrinkled cell culture substrates by UV /ozone for 8 min.

2. Coat surface-activated substrates with 50 pg/mL fibronectin
and incubate overnight at 2-8 °C.

3. Lift cardiac cells by incubating them in 0.25 % trypsin—-EDTA
for 5 min.

4. Resuspend cells in “plating medium” (DMEM with 10 % FBS
and 2 mM Glutamax).

5. Load cells onto fibronectin-coated wrinkled substrate at a
seeding density of 5x 10° cells/mL.

6. The following day, replace culture media using RPMI-B27
(with insulin).

7. Change media every 3—4 days.

4 Notes

1. This plasma procedure is specifically developed for Plasma
Prep II. Optimization is required when using different
plasma machines. Settings are as follows: Turn vacuum
pump on, and wait for 10 min for vacuum to warm up. Turn
oxygen gas valve open and bring to 7 PSI. With the sample
in the chamber, turn on machine vacuum and pump down
to 200 mTorr. Begin plasma treatment at a power level of
60-70 mA. Wait for 5 min (plasma chamber should glow a
light blue color). Oxygen will be introduced into the cham-
ber continuously over the 5 min. Stop plasma treatment,
de-vacuum the plasma machine, and remove the sample
from the chamber.
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2. The paper acts as a non-sticking surface so that the film can

retract freely during shrinkage. It is fine to substitute any other
non-stick surface for paper.

3. When film is completely shrunk, it should resemble the shape

of'a bowtie, with the center being relatively narrow and parallel
(Fig. 4.1I). Depending on the quality and handling of the PE
film, as well as plasma treatment condition, micro-tears some-
times do occur after shrinking. Micro-tears can be identified
as discoloration within the parallel portion of the wrinkles.
If tears do occur, the piece is deemed unusable.

4. Depending on the desired thickness of final wrinkled sub-

strates, thicker or multiple PS sheets may be used.

5. If using a different type of thermal plastics, make sure that the

oven temperature is higher than the glass transition temperature.

6. Depending on the quality and placement of PS sheets, bubbles

can form and get trapped during hot embossing. If this occurs,
multiple layers of PS sheets should be exchanged for a single
sheet of thick, high-quality PS.

7. In general, be gentle with the cells. Aspirate and pipette media

slowly. Do not place media in warm water bath; instead, slowly
bring to room temperature by placing in a dark drawer.

8. The PDMS acts as glue that fastens the wrinkled substrate to

the glass. Be careful not to get PDMS on top of the plastic
surface or wrinkles will be compromised. It is okay to use
double-sided tape instead of PDMS as long as the tape does
not aftect cell culture.

9. Make sure that cells are confluent in the three new wells. Many

cells will die during differentiation.

10. On days 0, 1, 2, 5, and 8, do not use an aspirator when

exchanging media. Use a pipette tip and exchange medium
SLOWLY. Cells are very loosely attached during differentia-
tion. It is usually best to wait before starting cardiac experi-
ments until after day 20; however, cardiac experiments may
technically begin any time after day 8.
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Chapter 10

Injectable ECM Scaffolds for Cardiac Repair

Todd D. Johnson, Rebecca L. Braden, and Karen L. Christman

Abstract

Injectable biomaterials have been developed as potential minimally invasive therapies for treating myocar-
dial infarction (MI) and heart failure. Christman et al. first showed that the injection of a biomaterial alone
into rat myocardium can improve cardiac function after MI (Christman et al. Tissue Eng 10:403-409,
2004). More recently, hydrogel forms of decellularized extracellular matrix (ECM) materials have shown
substantial promise. Here we present the methods for fabricating an injectable cardiac specific ECM bio-
material shown to already have positive outcomes in small and large animal models for cardiac repair
(Singelyn et al. Biomaterials 30:5409-5416, 2009; Singelyn et al. ] Am Coll Cardiol 59:751-763, 2012;
Seif-Naraghi et al. Sci Transl Med 5:173ra25, 2013). Also covered are the methods for the injection of a
biomaterial into rat myocardium using a surgical approach through the diaphragm. Although the methods
shown here are for injection of an acellular biomaterial, cells or other therapeutics could also be added to
the injection for testing other regenerative medicine strategies.

Key words Injectable, Extracellular matrix, Hydrogel, Cardiac repair, Rat, Decellularization

1 Introduction

A minimally invasive approach for cardiac repair has numerous
positive benefits including decreasing local tissue trauma, surgery
times, risk due to surgery, hospital stays, and recovery times. These
positive attributes have led to the investigation of injectable
therapies for treating myocardial infarction (MI). Christman et al.
showed that injection of a biomaterial alone directly into the
myocardium could lead to beneficial outcomes for cardiac repair
post-MI [1, 5]. Since this initial study numerous naturally derived
biomaterials including alginate, collagen, chitosan, decellularized
tissues, fibrin, hyaluronic acid (HA), keratin, and Matrigel, along
with several synthetic biomaterials composed of polyethylene gly-
col (PEG) or poly( N-isopropylacrylamide) (PNIPAAm), have
been investigated [6, 7]. Ideally these injectable biomaterials would
be injected utilizing current catheter technology for quicker trans-
lation to the clinic. But this mode of delivery provides unique
challenges and design parameters for the biomaterial such as

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
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incorporating the ability to pass through a 27G needle and the
appropriate kinetics to not gel at body temperature for up to an
hour due to the duration of these procedures [6]. One material
recently developed by Singelyn et al. is a decellularized biomaterial
derived from porcine myocardial tissue, which provides a tissue-
specific material for cardiac repair [2]. In brief, fresh porcine myo-
cardium is decellularized by spinning the chopped tissue in
detergents, and then the decellularized tissue is lyophilized and
milled into a fine powder. This powder is then partially digested in
acidic conditions by pepsin into a liquid form that once brought to
physiological conditions (salt, pH, and temperature) gels with the
appropriate kinetics for catheter delivery [3, 4]. This myocardial
matrix hydrogel was initially tested by injection into rat myocardium
post-MI and was shown to maintain cardiac function, increase the
size of cardiomyocyte islands within the infarcted region, and even
recruit cardiac stem cells into the region of repair [3]. The matrix
was also shown to be deliverable through numerous endocardial
injections via catheter delivery in a porcine model [3]. Later stud-
ies in a porcine MI model demonstrated that the myocardial matrix
hydrogel led to increasing cardiac function, decreased infarct fibro-
sis, and increased cardiac muscle at the endocardium [4]. In this
chapter, the methods for decellularization, material digestion, and
processing of the matrix into an injectable liquid form are pre-
sented. Also, detailed instructions for injecting a biomaterial into
rat myocardium with a surgical approach through the diaphragm
are included. Here the injection is occurring into a healthy rat
heart, but several methods for modeling myocardial infarction
could be applied before the injection with total coronary occlu-
sion, coronary occlusion followed by reperfusion, or cryo-injury.
Although the specific approach is for a biomaterial alone both
growth factors and /or cells could be included in this procedure for
further study options.

2 Materials

2.1 Decellularization
Materials

Use ultrapure water for all solutions and rinsing steps. All materials
and supplies for the material processing should be sterile or as clean
as possible to prevent contamination. Any surgical supplies or tools
that come in contact with the animal during surgery should be
autoclaved and/or sterilized.

1. Sharp knife and cutting board.

2. Decellularization solution: 1 % SDS, 1x PBS. Dissolve 80 g of
SDS powder (see Note 1) in 800 mL of water to make a 10 %
stock solution of SDS. In an autoclaved 4 L beaker combine
3,400 mL of water, 400 mL of the 10 % SDS stock, and
200 mL of a 20x PBS stock solution. Stir until dissolved.
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. Plastic cryomolds and OCT compound.

. Autoclaved 1 L beakers with 3/8”x2 1/2" stir bars.

. Stir plate that can be set to 125 rpm and can hold a 1 L beaker.
. Penicillin/streptomycin or PenStrep (PS): 10,000 U/mL

Penicillin and 10,000 pg/mL streptomycin.

7. Autoclaved fine mesh metal strainer.

O oo

. Autoclaved 1 L bottles.

. Sterile 50 mL plastic conicals.

. Lyophilizer and Wiley® Mini-Mill (Thomas Scientific,

Swedesboro, NJ).

. Digestion solution: 0.1 M HCI, 1 mg/mL pepsin from por-

cine gastric mucosa (2,500 U/mg protein). Fully dissolve the
pepsin in acid by vortexing or shaking the solution. Then ster-
ile filter through a 0.22 pm pore size filter.

3. Autoclaved 20 mL scintillation vial and 5/16" x1/2" stir bar.
4. Sterile filtered solutions for pH and salt adjustments: 1 M
NaOH, 0.1 M HCI, and 10x PBS.
2.3 Cardiac Surgical 1. Isoflurane anesthesia system.
Injection Materials 2. Ventilator with temperature probe.
3. Heating pump connected to warmed surgical table.
4. Electric razor and vacuum.
5. Sterile syringes: 1, 3, and 10 mL.
6. Sterile needles: 25, 27, and 30G.
7. IV Catheter 14Gx2".
8. Aspiration tube constructed from a 20G Intramedic tip with
10 cm of PE 100 tubing attached.
9. Autoclaved surgical tools: Scalpel, scissors, fine forceps, stan-
dard forceps, needle holder, and towel clamp.
10. Topical: Betadine, isopropyl alcohol, artificial tears, Surgilube,
and triple-antibiotic ointment.
11. Injectable: Lactated ringers, 1 % lidocaine, and Buprenex.
12. Suture: Vicryl 4-0 ES-1, Vicryl 5-0 FS-2, and Prolene 5-0 RB-1.
13. Lab tape or masking tape.
3 Methods
3.1 Tissue 1. Starting with a fresh unfrozen (see Note 2) porcine heart
Processing and (Fig. 1a), isolate only the left ventricle and septal wall by
Decellularization removing the thinner right ventricular free wall tissue, both

atria, and the valves.



112 Todd D. Johnson et al.

Fig. 1 A fresh harvested porcine heart before processing. Labeled with a (*) is the left ventricular myocardium
used in the protocol (a). The fresh porcine heart is trimmed down such that only the myocardial tissue of the
left ventricle remains. As indicated with arrows, the valves, superficial fat, fascia, chordae tendineae, and
papillary muscles were all removed leaving behind the red myocardial tissue (b)

e —
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Fig. 2 Fresh myocardial tissue chopped into fine pieces (a). Fully decellularized, white myocardial tissue (b).
An H&E-stained section of fully decellularized myocardial tissue showing no remaining nuclei (). Lyophilized
and milled porcine myocardial matrix (d). Once partially digested in acid by pepsin, the material is now in a
liquid form (e). When brought to physiological conditions including salt, temperature, and pH the material forms
a nanofibrous gel as viewed by scanning electron microscopy (SEM) (f). Modified and reprinted from [3] with
permission from Elsevier

2. Remove any superficial fat, fascia, chordae tendineae, and
papillary muscles just leaving behind only the red myocardial
tissue (Fig. 1b).

3. Cut the remaining tissue into small regular cubed pieces about
2x2x2 mm (see Note 3) (Fig. 2a).
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. Divide cut tissue into 1 L autoclaved beakers with 20-35 g of

tissue per beaker (see Note 4).

. Add 800 mL of water and a 3/8"x2 1/2” stir bar to each

beaker.

. Stir beakers at 125 rpm for 3045 min. Cover beaker with

parafilm (see Note 5).

. Strain tissue through the autoclaved fine mesh metal strainer

and rinse with water.

. Place tissue back into beaker with stir bar. Add 800 mL of

decellularization solution and 4 mL of PS.

. Stir beakers at 125 rpm for 2 h. Cover beaker with parafilm.
10.
11.

Repeat steps 7 and 8. Then stir beakers at 125 rpm for 24 h.

Repeat step 10 two to four times (for a total of 3-5 days in the
decellularization solution) until the tissue has become com-
pletely decellularized or turned fully white in color (see Note 6)
(Fig. 2b).

Repeat step 7, and then place tissue back into beaker with stir
bar and 800 mL of water. Stir at 125 rpm for 24 h.

Repeat step 12, but stir in water for only 30—45 min.

Repeat step 7, and then transfer decellularized tissue into 1 L
autoclaved bottles with 800 mL of water. Vigorously shake for
1 min.

Repeat step 14, and then check for bubble formation after
shaking. Lack of bubbles indicates removal of SDS solution. If
bubbles remain then keep rinsing and shaking in the 1 L bottle
with water to remove SDS from tissue.

Strain tissue with fine mesh metal strainer, transfer each into a
50 mL conical, and freeze at -80 °C (see Note 7).

. Using a lyophilizer, freeze dry the decellularized tissue.
. Once fully dry, with a Wiley® Mini Mill process the material

through a #40 mesh filter (pore size of 0.422 mm) into an
autoclaved 20 mL vial (Fig. 2d). Before using the mill, make
sure to fully clean all surfaces of the mill and mesh with 70 %
ethanol to minimize contamination of the decellularized
tissue.

. In a sterile environment (such as a tissue culture hood), mass

out 15-25 mg of milled ECM into an autoclaved 20 mL vial
witha5/16”x1 /2" stir bar.

. Still in a sterile environment, add an appropriate amount of

sterile-filtered digestion solution to the 20 mL vial until the
ECM is at 10 mg/mL. Stir at 60-85 rpm for 48-56 h
(see Note 8).
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3.3 Cardiac
Surgical Injection

. Once digested (Fig. 2¢), the ECM in liquid form is brought to

physiological conditions on ice with ice-chilled solutions. Add
1 M NaOH, and thoroughly mix until at pH 7.4 as confirmed
with a pH strip.

. Calculate the new total volume of liquid in the vial, and add

1/9 this volume of 10x PBS to bring the solutions up to
1x PBS salt concentration.

. Dilute the solution to the desired ECM concentration of

6 mg,/mL for the injection with 1x PBS.

. The liquid form of the ECM can either be kept on ice for

immediate injection preparation or frozen and re-lyophilized
tor long-term storage at —80 °C. If stored in a lyophilized state,
the material can simply be resuspended with the appropriate
amount of sterile water back to 6 mg/mL ECM.

. Liquid form of the ECM is then loaded into a sterile syringe

and kept on ice until injected into the myocardium. Upon
injection into the animal the material will gel or self-assemble
into a nanofibrous structure (Fig. 2f).

All animal work should be done under an approved animal protocol
as governed by your institution. For our studies, all experiments
were performed in accordance with the guidelines established by
the Committee on Animal Research at the University of California,
San Diego, and the American Association for Accreditation of
Laboratory Animal Care.

1.

Anesthetize a female Sprague Dawley rat (225-250 g) for
3-5 min with 5 % isoflurane.

. Intubate with a 14G x 2" IV catheter. Secure the rat in a supine

position on the surgical table, and connect to the ventilator
where anesthesia is maintained with 2.5 % isoflurane.

. Apply ophthalmic ointment (artificial tears) to the eyes.
. Insert the temperature probe coated in Surgilube.

. Administer two 1.5 mL subcutaneous injections of lactated

ringers through a 25G needle away from the incision region.

. With the electric razor, shave and vacuum the abdomen and

chest region free of hair. Disinfect the incision region with
Betadine and wipe clean with 70 % isopropyl alcohol swabs.

. Use a 25G needle to inject 3—4 beads of 1 % lidocaine subcu-

taneously along the length of the initial incision region.

. Use the scalpel to make a 3—4 ¢m cutaneous incision beginning

posterior to the xiphoid process and continuing lateral left
approximately 1 cm caudal to the ribcage (Fig. 3).

. Carefully cut through the muscle to expose the xiphoid pro-

cess without damaging the liver. Once the xiphoid process is
exposed, cut through the muscle along the length of the cuta-
neous incision.
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Fig. 3 The initial cutaneous incision beginning posterior to the xiphoid process (*)
and continuing lateral left approximately 1 cm caudal to the ribcage (+). Modified
and reprinted from [8] with permission from Elsevier

10. Expose the diaphragm by lifting and anchoring the xiphoid process.

11.

12.

13.

14.

This can be accomplished by running half the length of an
appropriate suture (4-0) through the xiphoid process and taping
the free ends of the suture to a nearby high point (se¢ Note 9).

Use fine forceps to hold the diaphragm dorsal to the heart
apex, and slightly pull the diaphragm caudal in order to pre-
vent damaging lung or heart tissue. Cut a small opening in the
diaphragm at a point dorsal to the heart apex. From this open-
ing make a ventral incision that extends 1-1.5 ¢cm being careful
not to cut the lungs (Fig. 4).

Tear the pericardium at the apex without damaging the lungs
to expose the left ventricle free wall (see Note 10).

Hold the heart lightly enough to provide stability but do not
interfere with its regular beating. Inject 75 pL of the biomate-
rial through a 27 or a 30G needle at a steady rate with the
bevel or the bore hole oriented toward the left ventricle lumen.
The needle tip should enter the left ventricle free wall almost
parallel to the epicardial surface to ensure that the injection
does not enter the lumen (se¢ Note 11) (Fig. 5).

Close the diaphragm with a taper needle suture (5-0). Anchor
the suture using a double knot at the dorsal edge of the inci-
sion, and close 3/4 of the incision with a running stitch
(see Note 12).
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Fig. 4 The diaphragm is exposed by lifting xiphoid process by running half the
length of an appropriate suture (Vicryl 4-0 FS-1) through the xiphoid process
(white arrow) and taping the free ends of the suture to a nearby high point.
Diaphragm visibility can be increased by repeating this process with another
suture placed approximately 1 cm lateral left from the xiphoid process (yellow
arrow). The heart apex is visible through the diaphragm (+). The diaphragm inci-
sion is made beginning dorsal to the heart apex and extends ventral 1-1.5 cm. A
sterile cotton swab (grey arrow, cotton head of swab not visible) anchored with
a towel clamp (*) is used to keep the right lung from obscuring the heart apex

Fig. 5 The material is then injected into the left ventricle of the heart as shown.
A 27G needle is used to deliver the material into the wall of the heart. If too much
force is used the needle can fully puncture into the lumen of the ventricle, thus
leading to a failed delivery
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Fig. 6 The diaphragm is sutured closed beginning at the base of the incision
using a running stitch (white arrow). The running stitch extends around the aspi-
ration tubing (yellow arrow) and is held tight while leaving the last stitch loose (*)
for the closing knot once the aspiration tube is removed

15.

16.

17.
18.

19.

20.

21.

22.

23.

When 3/4 of the opening is closed, insert an aspiration tube
into the cavity along the incision and continue the running
stitch around the tube until the incision is completely closed
(see Note 13).

Place one last stitch around the tube, but leave the loop large
enough to use in a final double knot (Fig. 6).

Attach a 10 mL syringe to the aspiration tube.

With one hand, hold the running stitch tight while leaving the
last stitch loose (Fig. 6). Use the other hand to suction the air
from the thoracic cavity while simultaneously pulling the
tubing free (see Note 14).

Continue to hold the suture, and watch the diaphragm once
the aspiration tubing is free. If the diaphragm remains tight
and concave the sutures can be closed with a double knot
(see Note 15) (Fig. 7).

Reduce the isoflurane level to 1 % after closing the
diaphragm.

Release and remove the anchored suture used to make the
diaphragm visible.

Suture the muscle layer closed with an appropriate suture (4-0)
using close-spaced intermittent stitches.

Close the skin with an appropriate suture (5-0) using intermit-
tent stitches and seal with tissue adhesive.
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Fig. 7 The airtight running stitch closing the diaphragm (*) produces a concave
diaphragm (white arrow) after aspirating air from the thoracic cavity

24.
25.

26.

Apply triple-antibiotic ointment over the wound.

Reduce the isoflurane level to 0 %, and monitor breathing until
the rat can breathe independent of the ventilator.

Administer an appropriate dose of postoperative analgesic such
as Buprenex. Check with your animal care facility to determine
which analgesic, administrative route, and dosage are recom-
mended for your facility (sec Note 16).

4 Notes

. The quality of SDS powder can vary greatly between brands

and can even have variation from the same brand. The SDS
powder should be white and very fine. When dissolved, the
SDS solution should turn completely clear. Our lab has previ-
ously received batches of SDS that had gathered into large
aggregates due to exposure to water before storage and a batch
that dissolved into a yellow solution. Double check the quality
of SDS since this could have significant impact on the decel-
lularization of the tissue. We have had consistent results with
ordering Fisher Scientific, #5529-500.

. After the heart is harvested it should be kept on ice to minimize

degradation of the ECM, which is an issue due to the immediate
release of matrix metalloproteinases (MMPs) from cell death.

. The size of tissue pieces for this process has been optimized for

the type of tissue being decellularized. If the pieces are too
large, the core of the tissue will not decellularize properly and
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can even begin to decompose. If the tissue pieces are too small,
the tissue pieces will shred and fall apart in the decellularization
solution. Denser tissues decellularize slower and require smaller
pieces. Weaker tissues, or those with little ECM, can decellu-
larize more quickly and should be cut into larger pieces.

. It is helpful to remove a couple of pieces of fresh tissue to

freeze for analysis against the decellularized tissue. Some of the
fresh tissue should also be frozen in OCT compound in a cryo-
mold for cryo-sectioning and histological staining.

. The tissue is first spun in water to not only rinse off the blood,

but it is also a hypotonic solution, which can actually begin the
decellularization process by rupturing the exposed cells.

. The length of time needed to decellularize the tissue varies and

is dependent on the tissue type and size of the cut tissue pieces.
Larger pieces take longer than smaller ones, and thus, after
24 h in the decellularization solutions the larger pieces can be
cut in half if needed. While spinning in the decellularization
solution the tissue will release the cellular content, as seen by a
cloudy haze that accumulates over time in the beaker.
Eventually the tissue will turn completely white, leaving behind
only the ECM scaffold of the tissue.

. Similar to the fresh tissue, some of the decellularized tissue

should be kept for analysis and frozen in OCT compound in a
cryomold for cryo-sectioning and histological staining to con-
firm complete decellularization of the tissue (Fig. 2¢).

. The digest should be checked regularly throughout 48-56 h.

The ECM material can creep up the walls of the glass vial and
out of the digestion solution due to the motion of the stir bar.
If this happens, the material should be scraped back down into
the solution using a small autoclaved metal spatula. Once
digested, the material should have an increased viscosity and be
homogeneous but it will not be transparent.

. To increase visibility, a second suture can be used in the same

manner but placed along the ribcage edge approximately 1 cm
lateral left from the xiphoid process. With the diaphragm
exposed, the location of the heart apex will be visible through
the diaphragm between the lungs.

Once the heart apex is free from the pericardium, visibility can
be aided by anchoring a sterile cotton swab with a towel clamp
to keep the incision open and the right lung from blocking
visibility.

Blanching of the left ventricular free wall during the injection
is a visible indication of injection success but may not always be
visible.

The stitch placement should be close set to make an airtight
closure to allow the lungs to properly inflate. If air is present in
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13.

14.

15.

16.

the thoracic cavity the animal will not be able to breathe.
Mouth breathing or gasping post-surgery may be an indication
of air in the thoracic cavity.

The aspiration tubing can be taped to a light in order to keep
the aspiration tube positioned next to the sutures. The place-
ment of the tube along the diaphragm closure is necessary to
limit the chances of aspirating lung tissue or pericardium.

Between 1 and 3 mL of total volume may be removed from the
cavity. If resistance is felt, the suction may be blocked by peri-
cardium or lung tissue. If this occurs, stop suctioning and
adjust the aspiration tubing. Keep the aspiration tubing next to
the suture line to reduce the chances of aspirating any lung
tissue.

If there is a leak in the sutures the diaphragm will not remain
tight and will balloon. The sutures can be loosened to reinsert
the aspiration tube and repeat the process.

Buprenorphine is a controlled substance commonly sold under
the brand name Buprenex and may require special licensing to
purchase. When a 0.05 mg/kg dose is subcutaneously admin-
istered using a 27G needle the animal will be mobile, sternal,
and alert during its immediate recovery. Within an hour the
animal’s behavior and coat appearance should be normal.
There should be no signs of distress such as hunched back,
ruffled fur, or mouth breathing.
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Chapter 11

Generation of Strip-Format Fibrin-Based Engineered
Heart Tissue (EHT)

Sebastian Schaaf, Alexandra Eder, Ingra Vollert, Andrea Stohr,
Arne Hansen, and Thomas Eschenhagen

Abstract

This protocol describes a method for casting fibrin-based engineered heart tissue (EHT) in standard
24-well culture dishes. In principle, a hydrogel tissue engineering method requires cardiomyocytes, a
liquid matrix that forms a gel, a casting mold, and a device that keeps the developing tissue in place. This
protocol refers to neonatal rat heart cells as the cell source; the matrix of choice is fibrin, and the tissues
are generated in rectangular agarose-casting molds (12x3x3 mm) prepared in standard 24-well cell
culture dishes, in which a pair of flexible silicone posts is suspended from above. A master mix of freshly
isolated cells, medium, fibrinogen, and thrombin is pipetted into the casting mold and, over a period of
2 h, polymerizes and forms a fibrin cell block around two silicone posts. Silicone racks holding four pairs
of'silicone posts each are used to transfer the fresh fibrin cell blocks into new 24-well dishes with culture
medium. Without further handling, the cells start to remodel the fibrin gel, form contacts with each
other, elongate, and condense the gel to approximately % of the initial volume. Spontaneous and rhyth-
mic contractions start after 1 week. EHTs are viable and relatively stable for several weeks in this format
and can be subjected to repeated measurements of contractile function and final morphological and
molecular analyses.

Key words Engineered heart tissue, Cardiomyocytes, Neonatal rat heart cells, Fibrin, Tissue
engineering

1 Introduction

When working with cardiomyocytes in cell culture, the sensitivity
of these cells is an issue. Quick degeneration and cessation of con-
tractility limit the time window for experiments, e.g., to a few
hours to 1-2 days in adult cardiomyocytes from mice or rat.
Furthermore, contractile function is strongly affected by loading
conditions. Freely floating cells experience essentially no load and
contract isotonically; cells attached to plastic surfaces face a very
peculiar situation in that the cell basis is essentially fixed and cannot

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
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deform the substrate (isometric), whereas the rest of the cell can
freely contract (isotonic). Both conditions are highly unphysiologi-
cal and limit the validity of these force measurements.

Some of these limitations can be overcome by working with
3D engineered heart tissue (EHT) instead of single cells [1-3].
Advantages include the following: (a) the tissue structure as such;
that is, cells are not isolated but embedded in a 3D tissue context
similar to the native heart; (b) stability over weeks; that is, EHTs
can be used for experiments repetitively (e.g., measurement of
reversible effects of substances); (c¢) defined longitudinal orienta-
tion allowing directed force measurement; and (d) higher degree
of cardiac myocyte maturation than newborn myocytes in 2D cul-
ture [4]. EHTs also possess promising features useful in applica-
tions of regenerative medicine [5].

Compared to earlier models developed by our group such as
the lattice [2] or the ring model [1] the new 24-well fibrin EHT
method [6] offers a number of advantages. (a) A key feature of this
protocol is the flexible silicone posts. They are aligned in parallel at
the beginning of EHT development when the fibrin gel is formed,
and they slightly bent over time when cells remodel the matrix,
which leads to shortening of the muscle strip. This configuration of
bent flexible silicone posts exposes the growing tissue to a continu-
ous strain (diastolic or resting tension). With each contraction
twitch, the EHT has to overcome this resting elastic force, then
moves the posts towards each other, and finally relaxes. This cre-
ates an auxotonic force cycle, similar to the native heart. Static
stretch (as in the lattice or the ring EHT), in contrast, is not physi-
ological and, as shown recently, promotes a pathological form of
cardiac hypertrophy [7]. (b) The diastolic tension and the continu-
ous contractile work against the elastic resistance of the posts
induce a high degree of organization and maturation of the cells
[6, 8], which resembles a heart more than a cell culture in a dish
does. (¢) The 24-well format allows medium-throughput studies
without manual handling steps except the initial transfer from the
casting molds. (d) It is easily accessible to video-optical recordings
of contractile function [6]. Knowledge of the elastic properties of
the silicone and the length and diameter of the posts allows simple
transformation of pm post-deflection to force in mN.

As a source for heart cells, this protocol refers to cells of neo-
natal rat origin. However, it can be easily adapted to cells of other
origin. For example, it is possible to generate EHTs from neonatal
mouse heart cells. This is attractive for the vast number of geneti-
cally modified mouse models [9]. A disadvantage of mice is the
small size of the heart, requiring quite a number of pups for one
cell preparation. In addition, rat-based EHTs have proven them-
selves to be more robust. Even more interesting is the option to
create EHTs from cardiomyocytes derived from pluripotent mouse
or human cells. With an adequate protocol for the differentiation



Engineered Heart Tissue (EHT) 123

S ¢ s S
f N AN, ailinin ; AT it id
T | M | — e | a— — / .

ey Vi 4

e

- ™ = -% =
T T s e

o ———— v —

Fig. 1 Top: Teflon spacer for the generation of four casting molds. Bottom:
Silicone rack with four EHTs suspended between two posts each

of these cells (minimum 30-40 % cardiomyocytes), it is possible to
generate human EHTs using essentially the identical EHT proto-
col [8]. In combination with the induced pluripotent stem cell
technology this opens exciting possibilities for modeling human
cardiac diseases in vitro.

The method described in this protocol starts with freshly
isolated cells obtained from neonatal rat hearts, meaning a mixture
of cardiac cells is used and not pure cardiomyocytes. A protocol for
the preparation of these cells needs to be obtained elsewhere. In
our experience all methods that give rise to good-quality neonatal
rat (or murine or human) cardiomyocytes (including commercially
available such as the Worthington or Miltenyi kits) are feasible for
generating EHTs according to the protocol described herein.
Moreover, anybody with a basic training in cell culture can easily
learn this method in a few days. It does not require special equip-
ment with the exception of the teflon spacer and silicone racks
(Fig. 1). The latter have been manufactured at large numbers and
can be obtained from the authors.

The next step of the protocol is the preparation of the casting
molds. Liquid agarose solution is poured into the wells of a
24-well cell culture plate, and a custom-made teflon spacer is then
placed in the agarose, creating casting molds as the agarose solidi-
fies. The spacers are removed, and the custom-made silicone racks
are placed on the 24-well plate, with two silicone posts being low-
ered into each mold. The heart cells are then mixed with fibrino-
gen and diluted to the desired cell number of 4.1 x 106 per ml, i.e.,
0.4 x 109 cells per EHT. Just before transfer into the casting mold,
each 100 pl pipet load is mixed with an aliquot of thrombin, thus



124 Sebastian Schaaf et al.

starting the polymerization process. After 90 min, a fibrin gel has
formed, with heart cells evenly dispersed in it and suspended
between the silicone posts. The racks can now be transferred to a
new cell culture plate with fresh medium. In order to replace the
medium for feeding, the silicone racks with the EHTs are placed
into a new cell culture plate. After roughly 2 weeks, the cardio-
myocytes have formed a network throughout the construct, beat-
ing synchronously and generating force. Each contraction visibly
bends the silicone posts towards each other.

2 Materials

All reagents and tools needed for this protocol are standard cell
culture equipment. Exceptions are the spacers needed to produce
the agarose-casting molds and the silicone racks. Also, an advanced
setup is needed to measure the contractility of EHTs. Contact the
authors for further information.

1. Aprotinin: Dissolve 1 g aprotinin in 30.3 ml aqua ad injectabi-
lia (33 mg/ml), aliquot 250 pl, and store at =20 °C.

2. Fibrinogen: Pre-warm 0.9 % NaCl solution to 37 °C, dissolve
fibrinogen (bovine) in appropriate volume to a final concentra-
tion of 200 mg,/ml, add 72.1 pl of aprotinin (33 mg,/ml stock)
per 25 ml of fibrinogen solution, aliquot 200 pl, and store at
-20 °C for short term and -80 °C for long term (more than
4 weeks; see Note 4).

3. Thrombin: Dissolve 250 U of thrombin (bovine) in 1.5 ml of
phosphate buffer saline (PBS) and 1.0 ml aqua ad injectabilia
(100 U/ml), mix thoroughly, make aliquots of 450 pl for stor-
age, prepare 3 pl aliquots for EHT generation in small reaction
tubes (e.g., 0.2 ml PCR tubes), and store at =20 °C.

4. Agarose 2 %: Add agarose to the appropriate volume of PBS to
a final concentration of 2 %, and autoclave. Agarose solution
need to be stored at 60 °C.

5. 10x Dulbecco’s modified Eagle medium (DMEM): Dissolve
670 mg 10x DMEM powder in 5 ml aqua ad injectabilia, filter
through a sterile filter with 0.22 pm pores, and store at 4 °C.

6. 2x DMEM: Mix 10x DMEM solution (2 ml), inactivated
horse serum (2 ml), chick embryo extract (0.4 ml, centrifuge
at 650xyg for 10 min before use), penicillin/streptomycin
(0.2 ml, Gibco), and aqua ad injectabilia ad 10 ml (=5.4 ml),
and store at 4 °C.

7. EHT medium: Add penicillin/streptomycin (1 %) to DMEM,
heat-inactivated horse serum (10 %, always thaw fresh from
-20 °C), chick embryo extract (2 %, centrifuge at 650 x g for
10 min before use), insulin (10 pg/ml, Sigma-Aldrich), and
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aprotinin (0.1 %, equals 33 pg/ml), and filter through a sterile
0.22 pm filter; see Note 1 for further details.

. Non-cardiomyocyte (NCM) medium: Add penicillin /strepto-

mycin (1 %) to DMEM, heat-inactivated fetal calf serum (10 %,
Gibco), and 1-Glutamine (1 %, Gibco).

. Cell culture microplates, 24-well (Nunc/Thermo Scientific).
10.

Ca?*- and bicarbonate-free Hank’s buffer (CBFHH): NaCl
136.8 mM, KCI 5.4 mM, MgSO, 0.81 mM, KH,PO, 0.44 mM,
Na,HPO, 0.35 mM, glucose 5.6 mM, 4-(2-hydroxyethyl)-1-pi-
perazineethanesulfonic acid (HEPES) 20 mM, pH 7 4.

Chick embryo extract: Use fertilized chicken eggs at days 7-9,
open eggs, transfer embryos into a glass bottle filled with
CBFHH (150 ml for 60 eggs), homogenize, fill volume to
300 ml with CBFHH, centrifuge (60xg, 15 min), collect
supernatant, homogenize pellet again, centrifuge pellet (60 x g,
15 min), pool supernatants, aliquot, and store at -20 °C.
Everything is done under sterile conditions and on ice.

Spacer: The spacers are used in combination with the agarose
in order to create the casting molds (Fig. 1). They were cut
from a block of teflon using a milling cutter and fit into 4 wells
of a 24-well plate; that is, 6 spacers are needed for one com-
plete plate. The dimensions of the casting molds are 12x 3 x4
mm. For further information contact the authors.

Silicone racks: Silicone racks are custom-made (Siltec GmbH
& Co, KQG) pieces that consist of a reinforced backbone and
four pairs of silicone posts (Fig. 1). EHTs are suspended
between these posts, meaning that four EHTs are attached to
one rack. For a 24-well cell culture plate, six racks are needed.
For further information contact the authors.

3 Methods

3.1 Preparations

. Prepare all solutions described in Subheading 2.
. Prepare enough 3 pl aliquots of thrombin; one for each EHT

is needed.

. Make sure that teflon spacers and silicone racks (Fig. 1) are

sterile and ready to use. Boil them twice in deionized water
and autoclave afterwards. Spacers and silicone racks are sup-
posed to be reused. Do not use soap/detergents for cleaning.

. Prepare neonatal rat heart cells, count them, and place them on

ice. Instructions for this step are not provided in this protocol.
See Note 2 for further details.

. Good timing is essential, as the heart cells should not be kept

on ice for extended periods of time.
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3.2 Step 1: Agarose-
Casting Molds

and Preparation of the
Master Mix

3.3 Step2:
Generation of
Engineered Heart
Tissue

e e | e
I ===y
o e e e e

Fig. 2 (a) Teflon spacer in liquid agarose, (b) casting molds after solidification,
(c) silicone racks with two posts in each casting mold, (d) master mix of cells,
fibrinogen, and thrombin inside casting molds, (e) cells in a block of fibrin transferred
to fresh medium after polymerization, (f) EHTs after 2 weeks of development

1. In a 24-well cell culture plate, pipet 1.6 ml of agarose solution
in each well.

2. Place a teflon spacer in each column of wells, i.e., 6 spacers in
total per 24-well plate (Fig. 2a).

3. Allow 15 min for solidification (see Note 3).

4. During solidification prepare the master mix (se¢ Note 4).
Calculate the desired amount of cells (0.4 x 10° cells per EHT),
and prepare the master mix (on ice) as follows (se¢ Note 5):

Cell suspension (89 pl per EHT), 2x DMEM (5.5 pl), and
fibrinogen (2.5 pl).

5. Remove the spacers from the plate by moving them strictly in
an upward direction (Fig. 2b). Do not move the spacers back
and forth or tilt them, as this might damage the casting molds.

6. Place the silicone racks on the plate, one rack for each column
of'wells (Fig. 2¢). Make sure that the posts are correctly placed
in the casting molds (two in each, check for bent posts).

1. Make sure that there are enough pipet tips and thrombin
aliquots; one of each is needed per EHT.

2. Pipet 97 pl of master mix into a tube with a 3 pl thrombin
aliquot, take it up again, and immediately pipet the mixture
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into an agarose-casting mold (Fig. 2d). Use a new tip for each
EHT, and resuspend the master mix after four to eight EHTs
(see Note 6).

. Place the freshly cast EHTs in a cell culture incubator (37 °C,

CO, 7 %, O, 40 %) for 80 min.

. Pipet a small amount of NCM medium (approx. 0.3 ml) in

cach well and incubate for another 10 min (see Note 7).

. Prepare a fresh 24-well plate with 1.5 ml of EHT medium

per well.

. Transfer the silicone racks with the EHTs from the casting

plate to the plate with fresh medium (Fig. 2e).

. Place EHTs in a cell culture incubator at 37 °C, 7 % CO,, and

40 % O,.

. Feed every other day (e.g., Monday, Wednesday, Friday) with

freshly prepared EHT medium (se¢ Notes 1 and 8).

. Check the development of EHT regularly. Contractions of

single cells should be visible from day 1 or 2 on. Larger areas
should show contractions after 2-5 days, and after 5-10 days
synchronized contraction and bending of the post should be
clearly visible (see Note 9 and Fig. 2f).

4 Notes

. EHT medium: Always use fresh EHT medium for feeding.

Especially the horse serum should be initially aliquoted, fro-
zen, and then thawed for every preparation of EHT medium.
Do not use horse serum which has been stored at 4 °C.

. Preparation of cells: After the preparation of cells, centrifuge and

resuspend. A cell number of 0.4 x 10° per 89 pl of medium (equals
4.1x10°/ml) is ideal. It is very important to only use media con-
taining heat-inactivated serum for resuspension. Otherwise the
polymerization of fibrinogen into fibrin might start already in the
master mix. Keep the cells on ice until they are needed.

. Preparation of casting molds: Do not prepare more than 8 or

12 wells at a time; otherwise the agarose might start to solidify
before the spacers are in place. Solidification times should be at
least 15 min; otherwise pieces of agarose might stick to the
spacers. The casting molds should not be prepared too much
in advance, as too long periods might lead to small cracks on
the surface due to drying, making the agarose leaky and unsuit-
able for EHT generation.

. Fibrinogen/handling the master mix: Due to its viscosity,

fibrinogen can be tricky to handle. At the concentrations
described, it needs to be at least at room temperature, better
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at 37 °C, to be pipettable. This is especially important when
preparing the master mix for the generation of EHTs, since the
fibrinogen solution will clot the pipet tip immediately if it gets
cold. So do not place the tip of the pipet into the master mix,
but instead hold it roughly 0.5 cm above the liquid and let the
warm fibrinogen drop into the mix. Then mix without disturb-
ing the cardiomyocytes too much, so use either a serological
pipet for trituration or a 1 ml Eppendorf-style pipet. Note that
it might take a few minutes until the fibrinogen is completely
dissolved. The master mix should be kept on ice at all times.

As an alternative, mix fibrinogen, NCM, and 2x DMEM
without the cells. By doing so, extended trituration can be
used to dissolve the fibrinogen without any risk of harming the
cells. With this pre-master mix, take up the pelleted cells after
centrifugation (usually the last step of the preparation).

Problems: Clotting of the master mix usually has two pos-
sible reasons. First, serum has been used that has not been heat
inactivated. This might start the polymerization process. If the
problem remains, the cells might have been treated with active
serum (e.g., for stopping of the dissociation process). Try
washing the cells with medium containing heat-inactivated
serum as the last step of the preparation. Second, contamina-
tion can lead to clotting. Make sure to use a new pipet tip/new
serological pipet for every step.

. Calculating the master mix: As for every EHT a new pipet tip is

used, there is a rather large discrepancy between calculated vol-
ume and actually needed volume. Calculate at least 10-20 %
more master mix than theoretically needed.

. Casting EHTs: When pipetting the master mix (with thrombin)

into the casting molds, do not empty the pipet tip completely,
but leave 1-2 pl. By doing so, extensive amounts of air bubbles
in the freshly cast EHT can be avoided. There still might be
some air bubbles, but they usually disappear after a few days and
are not harmful to the EHT. Use a new pipet tip for each EHT.
Even small remnants of thrombin will lead to polymerization of
the master mix.

. Transfer of EHTs: Adding medium to the freshly cast EHTs

helps to separate EHTs from the agarose-casting mold and
increases the number of successfully transferred EHTs. Do this
80 min after casting and 10 min before transfer.

. Maintenance: For feeding, prepare a second 24-well plate for

each plate with EHT. On feeding days, remove the medium
from the second plate and replace with fresh medium. Then
transfer EHTs from the first plate into the second plate. Keep
the first plate, and use it for feeding next time.
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9. Mature EHTs: EHTs from neonatal rat cardiomyocytes usually
have a stable beating pattern from day 14 to day 28 and should
be used for experiments within this time frame. Contractions
appear either in isolated, single beats or in bursts, i.c., 10-30-s
periods of rapid contractions followed by pauses of 2040 s.
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Chapter 12

Cell Tri-Culture for Cardiac Vascularization

Ayelet Lesman, Lior Gepstein, and Shulamit Levenberg

Abstract

Poor graft survival is a critical obstacle toward production of clinically relevant engineered tissues. Here we
utilize a multicellular culturing approach for induction of vascular networks embedded within cardiac
tissue constructs. The construct is composed of human cardiomyocytes, endothelial cells (ECs), and
embryonic fibroblast cells co-seeded onto highly porous three-dimensional (3D) scaffolds. The resulting
vascularized cardiac constructs showed microstructural details characteristic of cardiomyocytes and nascent
vessels and exhibited synchronous beating activity in vitro. Upon implantation, stable grafts were formed
presenting intense vascularization, with evidence of anastomosis between the pre-formed endothelial capil-
laries and host neovessels.

Key words Tissue engineering, Vascularization, Cardiomyocytes, Endothelial cells, Scaffold,
Co-culture

1 Introduction

Bioengineering strategies utilizing functional cells seeded onto
biomaterials to generate cardiac tissue constructs represent a prom-
ising strategy for regenerating infarcted hearts. Our group has
focused on generating vascularized constructs in order to enhance
the survival of the graft following implantation, a critical obstacle
in the design of clinically relevant engineered tissues.

The native myocardium is a highly metabolic tissue.
Cardiomyocytes are concertedly aligned and in close proximity to
a rich vasculature indispensable for conforming to the high meta-
bolic demands of this essential tissue. It has been reported that a
capillary resides next to almost every cardiomyocyte, and ECs out-
number cardiomyocytes by 3:1 [1]. Beyond the essential role of
endothelial capillaries in oxygen and nutrient delivery, cross-talk
signaling between ECs and muscle cells has been shown to act as
an important regulator of early myocardium development and
growth of cardiomyocytes [2]. Incorporation of functional blood
vessel networks into engineered tissues can potentially improve the

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
vol. 1181, DOI 10.1007/978-1-4939-1047-2_12, © Springer Science+Business Media New York 2014

131



132

Ayelet Lesman et al.

maturation of the tissue in vitro, its blood supply, and integration
following implantation.

For induction of vascularized constructs, we have utilized an
in vitro multicellular prevascularization strategy. The multicellular
approach entails co-seeding of ECs and vascular mural cells
together with tissue-specific cells within 3D porous scatfolds. The
cells are then allowed to self-assemble to form vascular networks
embedded within the engineered tissue of choice. The vascular
mural cells are perivascular cells which provide physical support to
ECs and release angiogenic growth factors which induce vascular-
ization. Embryonic fibroblasts and mesenchymal precursor cells
are extensively used in tissue prevascularization techniques due to
their ability to differentiate into mural cells [3].

We have shown that the multicellular approach is successful in
vascularization of a variety of engineered tissues including the
heart [4], skeletal muscle [5], and pancreas [6]. Importantly, we
found that extended in vitro incubation allows for the formation
of a more structured vascular network, which further promotes
anastomosis and vascular integration in vivo [7]. We also dynami-
cally traced the formation of the networks in vitro and found that
it followed a series of defined steps. Initially the ECs were sparse
and isolated; then they gradually developed into group of cells
which united and organized into an array of interconnected 3D
vascular bed [8].

Other promising procedures to induce vascularization of engi-
neered constructs are under extensive investigation. For example,
neovascularization originating from the host animal can be used
tor providing the adequate vascularization of the construct. The
engineered tissue is implanted onto a rich vascular area in the host
animal, such as the omentum [9]. After allowing sufficient time for
penetration of blood vessels into the graft, the construct is detached
and implanted in the desired organ. Such technique has been
shown to be successful in improving cardiac function after myocar-
dial infraction [9]. Also, casting of patterned well-organized vascu-
lar networks has recently become possible by printing 3D filament
networks of carbohydrate glass and using them as a template to
generate tube networks that could be lined with ECs and perfused
with blood under pulsatile flow [10].

Here, we describe the formation of synchronously contracting
engineered cardiac tissue containing endothelial vessel networks
[4]. The 3D muscle tissue consists of cardiomyocytes, ECs, and
embryonic fibroblasts seeded into poly-1-lactic acid/polylactic-
glycolic acid (PLLA/PLGA) porous scaffolds (Fig. 1). We have
shown that the engineered human vascularized cardiac muscle is
functional in vitro and can be transplanted to rat hearts to form
stable grafts. The presence of vessel networks increased biograft
vascularization following implantation, and the preexisting human
vessels became functional and contribute to tissue perfusion [11].
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Fig. 1 The PLLA/PLGA porous scaffolds. Left: Low-zoom image showing the porous structure of the scaffolds.
Right. Higher zoom image of the scaffold (block areas) seeded with the tri-culture cells

2 Materials

2.1 Cell Culture
Components

2.2 CGell Types and
Culture Conditions

o NN O Ul W N

—

. Dulbecco’s modified Eagle medium (DMEM).
. Knockout DMEM.

. Fetal bovine serum.

. EGM-2 medium and bullet kit.

. Nonessential amino acids (NEAA).

. Mercaptoethanol collagenase B.

. Collagenase IV.

. Growth factor-reduced Matrigel.

. Human umbilical vein ECs (HUVECs):

HUVEC:s (passages 3—7) are grown on tissue culture plates in
EGM-2 medium supplemented with 2 % FBS and EGM-2
bullet kit. HUVEC-GFP and HUVEC-RFP (passages 4-06),
grown as above, are also used in some experiments to monitor
the dynamic development of vascular networks in vitro and
in vivo.

. Mouse embryonic fibroblast (MEF) cells:

MEF cells are derived from mouse embryos at day 13 and cul-
tured in DMEM with 10 % FBS (used until passage 3).

. Human foreskin fibroblast (HFF) cells:

Primary culture of HFF cells were prepared in our laboratory
from newborn’s foreskin and used until passage 20. Protocol
by Diecke et al. in this book can also be used for HFF isola-
tion. HFF cells were cultured in medium consisting of
DMEM supplemented with 10 % FBS, 1 % NEAA, and 0.2 %
mercaptoethanol.
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4. Human embryonic-derived cardiomyocytes (hES-CMs):
Pluripotent hESC of the H9.2 clone [12] (passages 30-60) are
grown in the undifferentiated state on top of MEF feeder layer
as previously described [13]. The culture medium consists of
20 % FBS, 79 % knockout DMEM supplemented with 1 mM
L-glutamine, 0.1 mM mercaptoethanol, and 1 % NEAA. To
induce difterentiation, the hESC are dispersed to small clumps
using 1 mg/mL collagenase IV. Then, they are transferred to
plastic petri dishes and cultured in suspension for 7-10 days
where they form embryoid bodies (EBs). Hereupon, the EBs
are plated on gelatin-coated culture dishes. Spontaneously
beating areas can be noted in some of the EBs after 5-20 days
of plating. The contracting areas within the EBs can be isolated
with a curved 23G needle after 25-30 days of in vitro differen-
tiation. The contracting areas are then dissociated into small
cell clusters (20-100 cells) by incubation with 1 mg/ml of col-
lagenase B for 45 min.

2.3 PLLA/PLGA 1. PLLA.
Scaffold Components 2. PLGA.
3. Teflon cylinders (diameter=21.5 mm, height=25 mm).
4. Sodium chloride.
5. Sieve with mesh size of 212-600 pm.
6. Chloroform.
3 Methods
3.1 Creating PLLA/ 1. Weight 0.5 g PLGA, and dissolve it in 10 ml chloroform in a
PLGA Scaffolds for small glass tube to yield a solution of 5 % polymer (w/v).
Cell Seeding 2. Weight 0.5 g of PLLA, and dissolve it in 10 ml chloroform in a

small glass tube to yield a solution of 5 % polymer (w/v). Place
it on a heated magnetic stirring plate and stir until the chloro-
form begins to bubble. Then, the heating should be stopped
and repeated until the polymer is completely dissolved.

3. Create a new stock solution by mixing 50 % PLGA solution
(step 1) and 50 % PLLA solution (step 2).

4. Load 0.24 ml solution of the 50 /50 PLLA /PLGA stock solu-
tion (step 3) into a Teflon cylinder packed with 0.4 g sodium
chloride particles sieved to size between 212 and 600 pm.

5. Cover the container with a lid, and let it sit for 1 h at room
temperature so that the chloroform will fill the entire space
between the salt particles. Then, take off the lid in the chemical
hood, and let it sit air exposed overnight to allow the chloro-
form to evaporate.



3.2 Generating 3D
Vascularized Cardiac
Constructs

3.2.1 Early Preparations
Before Cell Seeding

3.2.2 Seeding Cells

in PLLA/PLGA Sponges
to Generate Vascularized
Cardiac Constructs

10.
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. After overnight incubation, remove the scaffold from its mold

by tapping the containers upside down.

. Place each scaffold in a histology cassette, and putitina 3—4 L

beaker filled with distilled water to leach out the salt.

. Change the water each hour for 6-8 h.
. Remove the scaffolds from the histology cassettes, dry them

on a kimwipe, and freeze at -80 °C for at least 12 h.

Place the scaffolds in the lyophilizer (freeze-dryer) overnight and
keep in a vacuum container until use (se¢ Note 1). The appear-
ance and structure of the scaffolds can be seen in Fig. 1.

To create the 3D constructs, we seed into the PLLA/PLGA
sponges the following cell types:

1.

2.
3.

hES-CMs: Their differentiation and purification methods are
detailed elsewhere [4, 12, 13].

HUVEC:s.

Mouse embryonic or human foreskin fibroblast cells.

Over the course of 3-5 days in culture, the vascular cells self-
assemble into vessel-like networks that are arranged next to groups
of contracting cardiomyocytes. Occasionally, a uniform beating of
the whole construct appears after 3 days of culture [4].

1.

Slice the PLLA/PLGA 50/50 sponges into squares using
scissors (to dimensions of about 5 mmx5 mmx1 mm, vol-
ume of ~25 mm?). Place the desired number of square sponges
in 70 % ethanol and incubate overnight for sterilization. Wash
them three times with phosphate-buffered saline before use,
each time for 15 min.

. Place a -20 °C frozen aliquot of Matrigel in an ice basket, and

put it in the 4 °C freezer so that it will thaw slowly overnight.

. Prepare media for the multicellular constructs: Combine 50 %

volume HUVEC media with 50 % volume hES-CM media.

. Prepare cells: Trypsinize and count to achieve 4 x10° hESC-

CMs, 4 x 10° HUVECs, and 2 x 10° fibroblasts, and place them
together inside a 1.7 ml centrifuge tube (see Notes 2 and 3).

2. Centrifuge the cell mixture: 1,000 rpm for 4-5 min.

. While centrifuging, place each sterilized sponge on the bottom

of a 6-well plate. Cover each scaffold with a drop of media
(~50 pl). After 5-10 min, aspirate out the media, keeping the
scaffold as dry as possible. This step helps the sponges to
absorb more easily the cell suspension in step 5.

. Take out the supernatant (with a pipet tip), and suspend the

cell pellet in 8 pl of a 1:1 mixture of culture medium and
Matrigel.
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Fig. 2 Immunofluorescent staining of the vascularized cardiac constructs (paraffin-embedded slices). (@) hES-CMs
labeled with anti-troponin I (red) and ECs labeled with anti-vWF (green). (b) ECs labeled with both anti-vWF
(green) and anti-CD31 (red). (c) High-zoom image describing a vessel with an EC layer (anti-vWF, green) sur-
rounded by smooth muscle cell layer (anti-aSMA, red). Nuclei are stained with DAPI

5.

10.

Transfer the cell suspension (total volume of ~10 pl, use a
pipette) gently into the sterilized sponge sitting on the bottom
of'a 6-well plate (see Note 1). Pipet up and down a few times
to disperse cells equally throughout the volume of the sponge.
Try to avoid air bubbles.

. Incubate at 37 °C for 20-30 min to allow solidification of the

Matrigel and attachment of the cells to the scaffold.

. Hill (slowly) the well with 4 ml of cell media (HUVEC/hES-

CMs 1:1 ratio).

. Detach the sponges from the bottom of the plate by gently

tapping it from the side with a sterilized pipette tip.

. Incubate at 37 °C on an XYZ shaker (to achieve better media

penetration into the scaffolds). Every other day the medium
should be changed. Culture the constructs for about 2 weeks
in vitro.

Following 2 weeks of culture, the constructs can proceed to in
vitro assessment studies [4] or for in vivo implantation in rodent
hearts [11]. For in vitro assessment, constructs can be fixed in
10 % formalin and processed by either whole-mount or paraffin
sectioning and then proceed for immunofluorescent staining
(Fig. 2). Alternatively, constructs can follow DNA extraction
for evaluation of gene expression using RT-PCR [8].

4 Notes

. Although in this protocol we have focused on using sponge

scaffolds made of PLLA/PLGA, we note that other types of
biomaterials can be used in a similar way to support the tri-
culture cell system as we showed previously in the case of

tri-culture of myoblasts, ECS, and fibroblast seeded onto
fibrin gels [8].
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2. In some of the experiments, in order to track the hESC-CMs
following in vivo transplantation, we pre-labeled them with the
lipophilic fluorescent cell tracker CM-DiO (2.5 pg/ml for
45 min, Molecular Probes) just before use in the cell seeding

procedure.

3. HUVEC-RFP or HUVEC-GEFP cells were also used frequently
to allow their trace in vitro or following implantation in vivo [ 8].
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Cell Sheet Technology for Cardiac Tissue Engineering
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Abstract

In this chapter, we describe the methods for the fabrication and transfer/transplantation of 3D tissues by
using cell sheet technology for cardiac tissue regeneration. A temperature-responsive culture surface can be
fabricated by grafting a temperature-responsive polymer, poly( N-isopropylacrylamide), onto a polystyrene
cell culture surface. Cells cultured confluently on such a culture surface can be recovered as an intact cell
sheet, and functional three-dimensional (3D) tissues can then be easily fabricated by layering the recovered
cell sheets without any scaffolds or complicated manipulation. Cardiac cell sheets, myoblast sheets, mes-
enchymal stem cell sheets, cardiac progenitor cell sheets, etc., which are prepared from temperature-
responsive culture surfaces, can be easily transplanted onto heart tissues of animal models, and those cell
sheet constructs enhance the cell transplant efficiency, resulting in the induction of effective therapy.

Key words Cardiomyocytes, Cell sheet engineering, Extracellular matrix, Temperature-responsive
culture surface, Three-dimensional tissue, Tissue engineering, Transplantation

1 Introduction

Recently, cell-based regenerative therapy has been utilized to
develop some of the most hopeful treatment strategies for curing
cardiovascular disease. To date most of these have involved the
direct injection of cells, and autologous myoblasts, bone marrow
cells, and cardiac progenitor cells for regenerating damaged heart
tissues have already been used clinically [1-5]. However, many
injected cells die and vanish after transplantation, and few cells
remain in the infarcted heart tissues, while a large percentage of the
cells are found in the liver and spleen [6-8]. Recently, methodologies

Electronic supplementary material The online version of this article (doi:10.1007 /978-1-4939-1047-2_13)
contains supplementary material. This video is also available to watch on http: //www.springerimages.com/
videos/978-1-4939-1046-5. Please search for the video by the article title.
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Fig. 1 Schematic illustrations of the fabrication of a cell sheet and a cell-dense 3D tissue. By lowering the
temperature, confluently cultured cells on a temperature-responsive culture surface are harvested as a con-
tiguous cell sheet; preserving cell—cell junctions, cell surface proteins, and the extracellular matrix (ECM) (a).
Cell-dense 3D tissue can be fabricated by layering single-cell sheets, and the transplantation of these fabricated
cell sheets contributes to significant therapeutic effects (b). MSCs: mesenchymal stem cells; PSCs: pluripotent
stem cells

for creating engineered tissue have been developed and are expected
to be the basis of a second generation of cell-based regenerative
therapy for cardiovascular disease. Using this new methodology,
synchronously beating three-dimensional (3D) cardiac tissues have
already been successfully fabricated by seeding cardiac cells into 3D
scaffolds, hydrogels, or decellularized native tissues [9-12].
Bioengineered tissues fabricated by using biodegradable 3D colla-
gen type I matrixes and autologous bone marrow cells for regener-
ating damaged heart tissues have also been used clinically [13, 14].

Our laboratory developed a scaffold-free tissue-engineered
methodology, “cell sheet engineering,” using a temperature-
responsive culture surface, which can be fabricated by covalent
immobilization of a temperature-responsive polymer, poly(N-
isopropylacrylamide) (PIPAAm) onto a conventional cell culture
surface [15, 16]. The culture surface alternates between hydropho-
bicity and hydrophilicity simply by changing the temperature
from the PIPAAm’s lower critical solution temperature (LCST) of
32 °C. Cells cultured confluently on the surface can then be
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Fig. 2 A cell sheet detaching spontaneously from a temperature-responsive culture surface. Confluent C2C12
mouse myoblasts on a 100-mm temperature-responsive culture surface are spontaneously detached as a cell
sheet by decreasing culture temperature to 20 °C

detached spontaneously as an intact cell sheet from the surface by
decreasing the temperature from 37 to 20 °C (Figs. laand 2, 17-20).
Because cell sheets can be recovered from culture surfaces without
using any protease treatments, the cell sheets retain their own
unique deposited extracellular matrix (ECM) on the surfaces of the
sheets which were produced during cultivation [21-23]. The pres-
ence of ECM allows cell sheets easily to adhere to each other with-
out any additional scaffolds, and the resulting cell sheet constructs
can be transplanted directly onto host tissues without suturing or
cell loss. Layered cardiac cell sheets will couple electrically and rap-
idly via gap junction formation and show spontaneous, synchro-
nous, and macroscale beating [24-27]. Several kinds of cell sheets
have been fabricated including (1) cardiac cell sheets, (2) myoblast
sheets, (3) adipose tissue-derived mesenchymal stem cell (MSC)
sheets, (4) endometrial gland-derived MSC sheets, (5) cardiac pro-
genitor cell sheets, and (6) induced adipocyte cell sheets using cell
sheet technology; and their transplantation showed (1) the induc-
tion of neovascularization, (2) the inhibition of negative cardiac
remodeling, (3) the recovery of cardiac function, and (4) the pro-
longation of life-span in various heart-damaged animal models
(Fig. 1b, 28—40). It has been shown that the transplantation of cell
sheets yields significantly greater cell survival and induces better
therapeutic effects than the injection of dissociated cells [28, 37].
Clinical trials using autologous myoblast sheets are also now under
way [41]. More recently, the fabrication of cardiac cell sheets and
engineered cardiac tissues using mouse as well as human pluripo-
tent stem cell (PSC)-derived cardiomyocytes has been carried out
[42-46]. The transplantation of PSC-derived cardiac cell sheets
into a rat myocardial infarction model and a porcine ischemic car-
diomyopathy model induced significant therapeutic eftfects, includ-
ing (1) high capillary density in the infarction area, (2) an
improvement in cardiac function, and (3) the inhibition of negative
cardiac remodeling [44, 45].

In this chapter, we describe the methods to fabricate functional
3D tissues by layering cell sheets and the transfer/transplantation
of these cell sheets onto animal tissues for use in cardiac tissue
engineering and regenerative medicine.
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2 Materials

2.1 Temperature- Temperature-responsive culture surfaces are available in several
Responsive Gulture sizes [Upcell (6-, 12-, 24-, 48-, and 96-well plates, and 35-, 60-,
Surface and 100-mm dishes), CellSeed, Tokyo, Japan] that can be selected

based on intended use. For example, in mouse, rat, and hamster
damaged heart models, small cell sheets prepared from 12-well
plates or 35-mm dishes are used [30, 32, 34, 35, 37,44]. On the
other hand, in canine and porcine models, and clinical trials, larger
cell sheets prepared onto 60- or 100-mm culture dishes are used
[29, 36, 40, 45]. Many cells can be effectively transplanted by
using large cell sheets prepared on a 100-mm dish (Fig. 3a).
Figure 3b shows double-layered PSC-derived cardiac cell sheets
recovered from 24-well temperature-responsive culture surfaces
on a MED probe (AlphaMED Scientific, Osaka, Japan) containing
multiple microelectrodes, which detected the field potentials of the
cardiac cell sheets, and the action potentials of each cardiac cell
sheet showed that the layered cell sheets also coupled electrically
(Fig. 3¢, 42). For (1) in vitro drug screenings, (2) toxicologic tests,
(3) molecular biological analyses, and (4) electrophysiological
analyses using cardiac tissues, small 3D cardiac tissue fabricated by
using 96-, 48-, or 24-well plates may be advantageous because of
the reduced number of cardiac cells required in the fabrication of
small-size cell sheets and the assay system using small cell sheets
enables random screening.

2.2 CGells and See Table 1. All cells are cultured at 37 °C in a humidified
Culture Media atmosphere with 5 % CO,.
. . b . c . .
100-mm dish-derived 24 well plate-derived Actlo_n potentials of
myoblast sheet cardiac cell sheets cardiac cell sheets

0.5 sec

Fig. 3 A C2C12 mouse myoblast sheet on a 100-mm temperature-responsive culture surface (a) and double-
layered cardiac cell sheets including mouse embryonic stem (ES) cell-derived cardiomyocytes and mouse
cardiac fibroblasts, which detached from a 24-well temperature-responsive culture surface, using a multiple-
electrode probe (b). The electrograms show the spontaneous action potentials of the double-layered cardiac
cell sheets that are coupled electrically (c)
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2.3 Materials for
Cell Sheet Transfer
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1. Transfer paper (CellShifter™) [52]: Using a transfer paper

called CellShifter™ (CellSeed) allows us to adhere/desorb
materials, including cells from itself depending on the moisture
content. A cell sheet detached from a temperature-responsive
culture surface can be adhered to the support paper, and then
the adhered cell sheets can be released from the paper and
transferred onto tissues under optimal wet conditions.

. PET membrane: Because polyethylene terephthalate (PET)

membrane is nonadhesive to cells, floating cell sheets on culture
dishes can be scooped and transferred onto target tissues [32].

. Cell sheet scooping/transfer device: A cell sheet scooping/

transfer device was recently developed, which allows us to
transfer and transplant cell sheets easily and rapidly, similar to
micropipetting manipulation [53]. The device is constructed
of several parts, (1) a scooping part, which further comprises
(2) an inner plate made of polypropylene sheet and (3) an
outer cross, made of polytetrafluoroethylene glass (AS ONE,
Osaka, Japan), which covers the inner plate, and (4) a handle
(Fig. 4). The inner plate is connected to (5) a pushing rod in
the handle, thus allowing the inner plate and the outer cross
to be extended by pushing the rod in the direction of the tip
of the device when the pushing rod is pushed by hand
(Fig. 4). The device is available from Furukawakikou Co.
Ltd. (Niigata, Japan).

Fig. 4 Cell sheet scooping/transfer device. This photograph shows the device,
which has several parts: scooping part, handle, inner plate, outer cross, pushing
rod, and stainless rods. The photograph shows the device scooping a red ink-
stained paper
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3 Methods

3.1 Preparation 1.

of Cell Sheets

2.

Seed cells onto a temperature-responsive culture surface at an
optimal cell concentration, and culture the cells at 37 °C in a
CO; incubator for several days to reach confluence (see Note 2).

After obtaining confluence, transfer the culture surface into a
separate CO, incubator set at 20 °C for recovering the cell
sheet. As shown in Fig. 2, confluent cells on the culture surface
spontaneously detach themselves as an intact cell sheet by sim-
ply reducing culture temperature (see Note 3).

3.2 Layering Cell Three-dimensional tissue can be fabricated by layering detached
Sheets for Fabricating cell sheets onto a culture dish.

3D Tissue

1.

a Single cell sheet

After a cell sheet is detached, aspirate the cell sheet with cul-
ture medium into the tip of a pipette, and transfer the cell sheet
onto another culture dish.

. After the cell sheet is transferred, smooth the cell sheet by

spreading it out using the following three manipulations: rota-
tion of the dish (se¢ Note 4), slow aspiration, and/or gentle
dropping of culture medium (see Note 5).

. After removing the remaining culture medium, transfer the

dish into a CO, incubator, and incubate at 37 °C for 30-60
min to promote adhesion between the cell sheet and the cul-
ture surface (see Notes 6 and 7).

. After incubation layer the cell sheets by transferring and then

spreading the second cell sheet over the first cell sheet by the
same manipulation techniques described in step 2.

. After removing the remaining culture medium, incubate the

dish in a CO, incubator at 37 °C for 30-60 min to allow the
two cell sheets to adhere.

. For reconstructing thicker tissue, repeat steps 4-5. Detached

cell sheets can be easily layered by using a pipette as described

above, resulting in the reconstruction of a cell-dense 3D tissue
(Fig. 5).

b Triple-layered cell sheet

Fig. 5 Cross-sectional observations of a single C2C12 cell sheet (a) and of a triple-layer cell sheet (b) treated

with hematoxylin—eosin staining
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and In Vivo
Transplantation

of Cell Sheets
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Arecovered cell sheet and layered cell sheets can be easily transferred /
transplanted onto target surfaces/tissues using several methods
[22-61], including a nonadhesive poly(vinylidene difluoride) sup-
port membrane (Immobilon-P, DURAPORE; Merck Millipore,
Billerica, MA, USA), a wet sheet of woven polyglycolic acid (PGA)
(Neoveil, Gunze, Tokyo, Japan), and a plunger-like device con-
taining hydrogel. The detailed manipulation methods for using the
PGA sheet and plunger-like device were explained in previous
papers [47, 57]. In this chapter, three simple methods using (1)
transfer paper (CellShifter™), (2) a PET membrane, and (3) a cell
sheet scooping/transfer device are explained.

Transfer of a cell sheet from a culture surface into another surface using
CellShifter™

1. Detach a cell sheet or a layered cell sheet prepared on a
temperature-responsive culture surface by reducing the culture
temperature (see Note 8).

2. Spread the cell sheet or the layered cell sheet by the same
manipulation techniques described in Subheading 3.2, and
remove medium.

3. Pick up and immerse CellShifter™ into the medium using for-
ceps, and then remove the extra medium (see Note 9).

4. Put CellShifter™ onto the cell sheet, and then pick up the
paper with the cell sheet attached (see Note 10).

5. Put the paper with the cell sheet onto a human gloved hand.

6. Pick up the paper, and only the cell sheet will remain on the
surface (Fig. 6a) (see Note 11).

7. Cell sheets can be easily transplanted onto target tissues in rats
by a similar method as shown in Fig. 6b and also other tissues
in porcine models (see Notes 1 and 12) [52]. Importantly,
after the transplantation, the cell sheet graft will adhere to the
host tissues without sutures.

Transplantation of cell sheets onto a rat heart tissue using a PET membrane
(see Note 1)

1. Anesthetize F344 athymic rats with inhaled isoflurane (up to
3.5%).

2. Sterilize a PET membrane with rubbing alcohol.
3. Expose the heart tissue via a left thoracotomy.

4. Detach a cell sheet or a layered cell sheet prepared on a
temperature-responsive culture surface by reducing the culture
temperature (sec Note 8).

5. Lift up a floating cell sheet or a layered cell sheet with a non-
adhesive PET membrane and transplant over the anterior wall
of the heart by sliding it from the film (Fig. 7). Cell sheets can
even be easily transplanted onto beating heart tissue without
any suturing or cell loss.
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Fig. 6 Transfer/transplantation of a cell sheet using transfer paper, CellShifter™. (a) A dashed circle shows the
transferred C2C12 cell sheet onto a human gloved hand. (b) Transplantation of a C2C12 cell sheet stained with
neutral red onto the subcutaneous tissue of a rat. A cell sheet can be picked up (a) and adhered (b) to the
subcutaneous tissue of a rat. After the removal of CellShifter™ (c), only the cell sheet will be transplanted onto
the tissue (d). White dashed circles show the transplanted cell sheets

PET
. P S %
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Fig. 7 Transplantation of a triple-layered rat cardiac cell sheet onto rat heart tissue using a PET membrane.
A triple-layered rat cardiac cell sheet was lifted onto a polyethylene terephthalate (PET) membrane and trans-
planted onto rat heart tissue by sliding it from the PET membrane using forceps. The dashed circle in the right
photograph shows a transplanted layered cell sheet

Transfer of a cell sheet from a culture dish onto another surface using a
scooping/transfer device

1. Sterilize the cell sheet scooping/transter device with rubbing
alcohol, an ethylene oxide gas (EOQG) sterilizer, or an autoclave
instrument.

2. Prepare a cell sheet or a layered cell sheet on a surface.
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Device

Fig. 8 Transfer of a C2C12 cell sheet onto the heart tissue of a porcine using a scooping/transfer device.
The cell sheet stained with neutral red was recovered from a 35-mm temperature-responsive culture surface.
The dashed circle in the right photograph shows a transferred cell sheet

3. Extend the tip of the device and tilt toward the near edge of
the cell sheet.

4. Push the pushing rod by hand, then slide the inner plate in the
direction of the tip, then move the outer cross with the move-
ment of the inner plate, and roll up at the tip simultaneously.
The cell sheet can then be scooped up by moving the outer
Cross.

5. Move the device holding the cell sheet, place the tip of the
device onto another surface, and then pull another culture sur-
face into the device to release the cell sheet.

Cell sheets can be transplanted onto the heart tissue of a por-
cine model by a similar method (Fig. 8). Even an inexperienced
technician successfully transferred cell sheets from a culture dish to
another surface very rapidly using this device (the transfer time was
3.7+1.6s,n=3)[53].

The required fabrication conditions for several cell sheets used
in cardiac tissue engineering can be found in Table 2. Several types
of adult stem/progenitor cells have been used as cell sources for
regenerating damaged heart tissues as described above (Fig. 1).
The therapeutic effects of most non-pulsatile adult stem/progenitor
cells are generally thought to be due to the paracrine effects of
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Table 2
Fabrication conditions of several cell sheets for cardiac tissue engineering

Cell concentration Cultivation time
Cells (cells/cm?) (days) References
Neonatal rat cardiac cells 2.5x10° 4 [24,47]
Mouse ES cell-derived 2.6x10° 4 [42]
cardiomyocytes?
Mouse neonatal cardiac fibroblasts® 0.6x10°
Human iPS cell-derived 2.1x10° 4 [43,46]
cardiomyocytes
Mouse cardiac progenitor cells 1.0x10° 5 [34]
Human myoblasts 6.3x10* 3 UD®
C2C12 mouse myoblast lines 6.3x10* 3 50]
Human bone marrow-derived MSCs 6.3 x10* 3 UD
Human adipose-derived MSCs 6.3x10* 3 UD
Mouse adipose-derived MSCs 1.0x10° 5 [34]
Human endometrial gland-derived 1.0x10° 4 [33,50,51]
MSCs

*A mouse ES cell-derived cardiac cell sheet can be fabricated by the co-cultivation of mouse ES cell-derived cardiomyo-
cytes (2.6 x 10° cells) and mouse neonatal cardiac fibroblasts (0.6 x 105 cells).

*UD: Unpublished data

various factors produced from those cells, but not the mechanical
support. The transplantation of pulsatile cardiac cells is expected to
contribute to the mechanical support of a damaged heart via
electrical and functional couplings. In fact, the transplantations of
pulsatile grafts fabricated using rat cardiomyocytes induce greater
therapeutic effects than those of non-pulsatile grafts in a rat model
[62]. However, currently, a suitable cell source of clinically avail-
able human cardiomyocytes has not yet been established. ES cells
and iPSCs are attractive potential sources of pulsatile cardiomyo-
cytes. The transplantation of human ES-derived cardiomyocytes
contributes to a higher recovery of attenuated cardiac functions
than that of ES-derived non-cardiomyocytes [63]. Human cardiac
cell sheets can be fabricated by using human iPS cell-derived car-
diomyocytes. The two cardiac cell sheets couple electrically and
beat synchronously after layering [43 ], resulting in the reconstruc-
tion of electrically communicative human 3D cardiac tissue. In
near future these spontaneously beating human cardiac cell sheet
constructs are expected to contribute to the direct support of
mechanically damaged hearts and may soon be used clinically to
provide an effective therapy. In addition, electrically communica-
tive human cardiac tissues could contribute to new in vitro tissue
models, which offer an alternative to animal experiments.
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4 Notes

10.

. All animal experiments must be performed according to the

respective guidelines outlined by governmental and institutional
committees for animal experiments.

. Seeded cell numbers and the timing of cell sheet formation are

highly variable depending on the cell type (Tables 1 and 2).
The cultivation period before cell sheet formation may be able
to be shortened by increasing the initial cell number. In addi-
tion, the indexes may be dependent on cell lots. While optimal
cell numbers will produce an intact cell sheet that can be recov-
ered, with less than optimal cell numbers, broken cell sheets or
cell sheets with holes are commonly recovered.

. When cell sheets are detached, they tend to shrink horizontally

due to the cytoskeletal tensile reorganization. As a result, nor-
mal cell sheets consisting of two or three cell layers shrink to
become smaller than the culture dish (Figs. 2, 3, and 5).

. When the dish is rotated, the slow rotation allows us to spread

out the cell sheets.

. Wild medium dropping may induce the destruction of cell

sheets.

. The spreading of a cell sheet and incubation after removing the

medium allow the cell sheet to adhere tightly to the culture
surface. While short-term incubation may induce insufficient
adhesion and detachment of the cell sheet from the dish when
medium is added to the dish, long-term incubation may induce
cell damage from desiccation. Normally incubation for
30-60 min is optimal. The pretreatment of the culture surface
with FBS or cell adhesion proteins for more than 30 min pro-
motes adhesion between the cell sheet and the surface.

. To recover the second cell sheet during incubation of a dish

onto which a first cell sheet was spread at 37 °C, transfer
another temperature-responsive culture surface including con-
fluently cultured cells into a CO, incubator set at 20 °C.

. The cell sheets layered on a temperature-responsive culture

surface can be recovered from the surface just by reducing the
culture temperature to 20 °C.

. While excess wetness may inhibit adhesion between the paper

and a cell sheet, insufficient wetness may induce adhesion that
is too strong. Optimal wetness allows us to recover the cell
sheet from culture dish and transfer the recovered cell sheet
onto the target surfaces.

After removing the remaining culture medium, the CellShifter™
will be covered by the cell sheet.
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11. When a cell sheet is tightly adhered to the CellShifter™ and
cannot be separated from the paper, moisturizing the paper
and the cell sheet by dropping medium can weaken the adher-
ence between the cell sheet and the paper.

12.

The use of stained cell sheets may be convenient for visually

observing the transfer of cell sheets. For example, a cell sheet
stained with 0.001 % neutral red, prepared by the dilution of
0.1 % neutral red solution in the culture medium (for 15 min),
is shown in Fig. 6b.
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Chapter 14

Design and Fabrication of Biological Wires

Jason W. Miklas, Sara S. Nunes, Boyang Zhang, and Milica Radisic

Abstract

Cardiac tissue engineering using human pluripotent stem cell-derived cardiomyocytes (hPSC-CMs) has
facilitated the creation of in vitro diagnostic platforms to study novel small molecules and cardiac disease
at the tissue level. Yet, due to the immaturity of hPSC-CMs, there is a low fidelity between tissue-engineered
cardiac tissues and adult cardiac tissues. To address this challenge, we have developed a platform that com-
bines both physical and electrical cues to guide hPSC-CMs towards a more mature state in vitro.

Key words Cardiac tissue engineering, Stem cells, Cardiomyocyte, Electrical stimulation,
Microfabrication

1 Introduction

In order to create high-fidelity in vitro cardiac tissues, bioengineering
techniques have been employed to create microenvironments that
are conducive to cardiomyocyte survival and function. This includes
customizing the appropriate matrix for the cells to attach to [1-3],
customizing media/growth factors [4], and using mechanical
stimulation [5-7] and electrical stimulation [8, 9]. Previously,
it has been shown that electrical stimulation [8] or cyclic mechani-
cal stimulation [7] of neonatal rat cardiomyocyte-based cardiac
tissues promoted maturation of cardiomyocytes to an adult-like
phenotype.

With the advent of readily accessible cardiac stem cell differen-
tiation protocols [10-12], many in vitro human cardiac tissues
have been created to study various aspects of human cardiac dis-
eases and responses to novel drugs. However, the major limitation
with human pluripotent stem cell-derived cardiomyocytes (hPSC-
CMs) has been their immaturity [13, 14]. Since differentiation
protocols produce cardiomyocytes that are usually associated with
fetal-like maturity, it becomes difficult to model the behavior of the
adult myocardium using hPSC-CMs.

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
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Capitalizing on our prior knowledge of cardiac tissue
engineering, many efforts have been made to try and mature
hPSC-CMs using gel compaction and cyclic mechanical stretch
stimulation [5, 15]. However, in both cases a moderate maturation
response was seen and minimal electrophysiological and calcium
handling enhancements were found. To address these shortcom-
ings, we have developed a platform named biological wire (biow-
ire) [16] that provides both structural cues and electrical field
stimulation to mature hPSC-CMs. Using a microfabricated plat-
form, we have been able to guide cardiomyocyte alignment along
a rigid suture while concurrently providing a custom electrical field
stimulation protocol to promote cardiomyocyte maturation, both
structurally and electrophysiologically. Here, we describe in detail
the design and fabrication of the biowire technology.

2 Materials

2.1 Soft Lithography

2.2 FElectrical
Stimulation

2.3 Biowire
Preparation

All solutions are to be prepared with ultrapure water (sensitivity of
18.2 MQ cm at 25 °C) and analytical grade reagents.

1. Master components: SU-8 50 (MicroChem), SU-8 2050,
4-inch silicon wafer, propylene glycol monomethyl ether
acetate.

1. Electrical stimulation chamber components: 3 mm Diameter
carbon rods, 0.2 mm platinum wire.

2. Tools required: Dremel, drill bit 1, drill bit size 2.

3. Poly(dimethylsiloxane) (PDMS): Ratio of 1:10 for cross-linker
to base, mix, let air bubbles dissipate.

1. PDMS: Ratio of 1:10 for cross-linker to base, mix, let air bub-
bles dissipate.

2. Collagenase type I: Weigh 1 g of collagenase type I, add
100 mL of fetal bovine serum (FBS) and 400 mL of
phosphate-buffered saline (PBS) with Ca?* and Mg?*. Mix,
sterile filter through 0.22 pm filter, prepare 12 mL aliquots,
and store at =20 °C. Upon thawing a 12 mL aliquot, re-aliquot
into 2 mL aliquots and refreeze extra.

3. DNase I: Make a stock solution of 1 mg/mIL DNase I in water.
Filter sterilize, prepare 0.5 mL aliquots, and store at =20 °C.
Use aliquots once and discard excess.

4. Trypsin/ethylenediaminetetraacetic acid (EDTA): Weigh
2.5 g of trypsin and add 2 mL of EDTA (0.5 M pH 8) and
1,000 mL of PBS without Ca* and Mg?*. Mix, sterile filter,
prepare 10 mL aliquots, and store at —-20 °C. Upon thawing,
store excess at 4 °C for 2 weeks.
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5. Wash medium: Iscove’s modified Dulbecco’s medium (IMDM)
and 1 % penicillin /streptomycin.
6. Stop medium: 50 % Wash medium, 50 % FBS.

7. Culture medium: Per 50 mL of StemPro-34 add 1.3 mL of
supplement, 500 pL of 100x glutamine, 250 pL of 30 mg/mL
transferrin, 500 pL of 5 mg/mL ascorbic acid, 150 pL of
26)/2 mL monothioglycerol (MTG), and 500 pL (1 %)
penicillin /streptomycin.

8. Collagen gel preparation (final concentrations): 2.1 mg/mL of
rat tail collagen type Iin 24.9 mM glucose, 23.8 mM NaHCO;,
14.3 mM NaOH, 10 mM HEPES, in 1x M199 media with
10 % of growth factor-reduced Matrigel.

3 Methods

3.1 Master Design Fabricate device using soft lithography techniques. A two-layer
and Creation SU-8 master is used to mold PDMS.

1. Design the device in AutoCAD. Draw each layer of the master
separately to create two corresponding film masks.

2. Print designs on two film masks (CADART) setting the device
features as transparent and the surrounding regions dark
(Fig. 1a).

3. Spin SU-8 50 onto a 4-inch silicon wafer at 2000 RPM. for 30 s.

4. Bake at 95 °C for 10 min.

5. Expose to UV light at a dose of 200 m] /cm? to create the base
layer.

6. Spin SU-8 2050 onto the wafer at 2500 RPM for 30 s.

7. Bake at 95 °C for 15 min, and then let cool to room
temperature.

8. Repeat steps 67 two more times.

9. Expose the coated wafer to UV light under the first-layer mask
at a dose of 270 mJ /cm? to create the first layer including the
suture channel and the chamber with thickness of 185 pum.

Mask

Fig. 1 Images of the biowire template fabrication. (a) Mask used to expose silicon wafer. (b) Master mould used
to imprint biowire dimensions on PDMS. (¢) PDMS mould of biowire
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3.2 PDMS Biowire
Template

3.3 Electrical
Stimulation Chamber

10.
11.

12.

13.

14.
15.

Bake at 95 °C for 15 min.

Create the second layer of SU-8 2050 by repeating steps 6—7
twice.

Align the second-layer mask using a mask aligner, with manual
Xyz stage, to the features on the first layer.

UV expose at a total dose of 240 mJ/cm?. The exposure set
time was derived based on the required total UV dose and the
UV light output intensity measured on that specific day prior
to use.

Bake at 95 °C for 15 min.
Develop the wafer for 30 min using propylene glycol mono-

methyl ether by immersing the wafer within the solution and
stirring using an orbital shaker (Fig. 1b).

. Pour PDMS onto the master ensuring that all features are

covered.

. Place the PDMS-covered master into an oven for 2 h at 70 °C.

After 2 h, remove the master from the oven and cut out the
PDMS biowire templates (Fig. 1c, see Note 1).

. Under sterile conditions, place the PDMS microwells into a

Petri dish using sterile forceps.

. Under sterile conditions, cut 6-0 silk suture to a desired length.

Place a piece of sterile surgical silk suture (6-0) centrally in the
channel of the PDMS microwells by placing it in the grooves
located at both ends of the channel. Handle the sutures with
sterile tweezers (Fig. 2a, see Note 2).

. From a sheet of polycarbonate, cut rectangular pieces with

dimensions of 2 cm length, 0.35 c¢cm thickness, and 0.85 cm
width. A pair of rectangular pieces will constitute the frame of
the electrical stimulation chamber.

. Using a dremel with a 3 mm diameter drill bit attached, create

two holes that are 2 cm apart along the center line of each
polycarbonate frame piece.

. Cut a pair of carbon rods to a length of 1.5 cm. Using a dremel

tool with a 1 mm diameter drill bit attached, create a hole
through the carbon rod about 3 mm from the end of the car-
bon rod. Through this hole, string platinum wire through and
wrap the wire tightly against the carbon rod. Secure a clip to
the free end of the platinum wire, which will serve as the
attachment point for the wire from the cardiac stimulator to
the electrical stimulation chamber (Fig. 2b).

. Construct the electrical stimulation chamber by placing the

carbon rods into the polycarbonate frame pieces. Place the
assembled frame with carbon rods into a well of a six-well plate.
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PDMS

Platinum
Wire

Carbon
Electrode

Suture Biowire

Fig. 2 Biowire culture setup. (a) Biowire PDMS well after 1 week of culture showing gel compaction of the
cardiac tissue. After 1 week of culture, the biowire should be transferred to the electrical stimulation chamber.
(b) Electrical stimulation chamber used during the second week of biowire cultivation with the biowire placed
perpendicular to the electrodes. (¢) Confocal microscopy showing well-aligned and mature sarcomeres after
culture in the biowire platform. Green—a-actinin, red—actin staining using phalloidin

5. Prepare PDMS and pour 2 mL into the well ensuring that the
bottom of the polycarbonate frame pieces is submersed in
PDMS while the PDMS level approaches but does not reach
the bottom of the carbon rods. Place the six-well plate into an
oven for 2 h at 70 °C to cure the PDMS. This will ensure that
the carbon rods remain securely in place during biowire
cultivation.

6. Remove the finished electrical stimulation chamber from the
six-well plate and autoclave (see Notes 3 and 4).
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3.4 hPSC-CM
Single-Gell Isolation

3.5 Collagen
Gel Preparation

3.6 Biowire Seeding

. Warm collagenase type I to 37 °C, and add 10 pL of DNAse

per 1 mL of collagenase type 1.

. Directed differentiation of cardiomyocytes in embryoid bodies

(EBs) is described elsewhere in this book. We use EBs from day
20 to day 34 of differentiation to make biowires. Remove and
transfer EBs from the low cluster plate to a conical tube. Spin
EBs at 125 r.c.ffor 5 min. Aspirate media, and then suspend the
EBs in collagenase and place in the incubator for 2 h. Agitate
tube every 30 min during incubation (se¢ Notes 5 and 6).

. Add 5 mL of wash medium, and spin EBs at 125 r.c.f for 5 min.
. Aspirate supernatant, resuspend in 2 mL of trypsin/EDTA

solution, and incubate at 37 °C for 5 min. Agitate tube twice
during the 5-min incubation.

. Quench trypsin with 1 mL of stop medium and 30 pL. DNase.

. Disrupt EBs into single-cell suspension by drawing and

plunging the EB suspension from a 5 mL syringe three to four
times using a 20-gauge needle (see Notes 7 and 8).

. Add 7 mL of wash medium, and spin the cells at 280 r.c.f for

5 min.

. Aspirate media, resuspend cells in culture medium, and place

cells on ice.

All gel components should be at 4 °C and placed on ice when
ready and waiting to be used.

1.

Into a sterile 1.5 mL Eppendorf tube add all components of
the collagen gel except the collagen and Matrigel.

. Add collagen type I, and pipette up and down to ensure that

the solution is well mixed. Add reduced growth factor Matrigel,
and mix.

. Count cells, remove desired number of cells in suspension, and

spin at 280 r.c.f for 5 min. Aspirate the media, and add 3.5 pL
of collagen gel mixture for every 500,000 cells. Mix the gel cell
slurry well by gently pipetting up and down, ensuring that
minimal air bubbles are formed.

. Using a P10 pipette tip, pipette 4 pL of the cardiac cell suspen-

sion (8 pL/cm of channel length) into the channel so that it
surrounds the suture. If necessary, adjust the position of the
suture with sterile forceps before the gel polymerizes.

. Prior to placing the microwells with seeded cells into a 37 °C

incubator for polymerization, add enough sterile PBS to coat
the bottom of the Petri dish (se¢ Note 9).

. After polymerization for 30 min, aspirate the PBS and add 12 mL

of culture medium to cover the cells in the gel-seeded microwells.
Culture the biowires for 1 week to allow gel compaction around
the suture, changing media every other day (see Notes 10-12).
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. Take a six-well plate, open in sterile conditions, and add 2 mL

of sterile PBS to each well that will contain an electrical stimu-
lation chamber.

. Open the autoclaved electrical stimulation device, and using

blunt-tipped tweezers, place the device into one of the
PBS-primed wells of a six-well plate. Gently insert the electrical
stimulation chamber into the well until it is flush with the bot-
tom of the well. Aspirate the PBS from the well.

. Add 5 mL of warmed culture medium to each well ensuring

that the carbon rods are fully submersed in the media.

. Using sterile tweezers, transfer the biowires to the electrical

stimulation chamber placing them perpendicular to the carbon
rods (see Note 13).

. Place the six-well plate lid on top of the plate ensuring that

platinum wires are sufficiently outside the plate (se¢ Notes 14
and 15).

. Place the six-well plate into the incubator, and attach wires from

the cardiac stimulator to the clips on the end of the platinum
wire (see Note 16).

. Turn on the cardiac stimulator. Select biphasic repeating pulse,

1-ms pulse duration, 6 V per phase (3 V/cm), and 1 pulse per
second (PPS) for the pacing frequency. Every 24 h, the PPS
should be increased to the following values: 1.83, 2.66, 3.49,
4.82,5.15, and 6. Change culture medium every other day.

. After a week of electrical stimulation, if further culture is

desired all further electrical stimulation should be performed
at 1 PPS. Continue to change culture medium every other day.

4 Notes

. Trim each PDMS biowire template to a desired length and

width. Autoclave the PDMS biowire templates.

. Expose the Petri dish containing the PDMS biowire templates

with sutures to UV light overnight in a laminar flow hood to
ensure that the templates are sterilized after handling.

. It is easiest to remove the stimulation chamber by only grip-

ping the polycarbonate frame and gently twisting and pulling
the chamber out of the well.

. The first time the stimulation chamber is created it should be

tested to confirm that the connections between the platinum
wire and the carbon rod are sound. To do this, hook up the
stimulation chamber to the cardiac stimulator and set a desired
voltage. Using a volt meter, place a volt meter lead onto each of
the two carbon rods. The outputted voltage from the stimulation
chamber should be the same voltage being read on the volt meter.
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10.

11.

12.

13.

14.

15.

16.

If this is not the case, PDMS may have coated the platinum wire
that is wrapped around the carbon rod or there is some other
faulty connection in the system.

. Collagenase incubation time depends on the age of the

hPSC-CMs and the type of differentiation protocol used
(monolayer versus EB format). For day-21 cells, 2 h of collage-
nase is recommended for the EB format. Day-21 cells using
the monolayer format for differentiation require only 30 min
of collagenase digestion. For cells cultured longer or shorter, a
longer or a shorter collagenase digestion will be required and
should be determined by the user based on the viability and
contractile function of the resulting cells.

. One hour before digestion is finished start making the collagen

gel (Subheading 3.5).

. It is very important to carefully attach the syringe to the needle

tip by only handling the very end of the syringe. Since the entire
syringe will be going into the 15 mL conical tube any contamina-
tion on the outside of the syringe will easily transfer to the cells.

. Depending on the time point of the cells, type of differentia-

tion, and how forcefully one disrupts the cells, a different
number of plunges will be required to dissociate the cells. It is
best to use as few plunges as possible and to minimize air bub-
ble formation during each plunge.

. Avoid touching the seeded cells and gel in the PDMS microw-

ells. PBS is added in order to prevent the gel from drying out
and for the biowires to be formed properly. As PBS evaporates
in the incubator it will create a moist environment.

If microwells used are longer than 1 cm, adjust polymerization
time accordingly; that is, allow for longer gelation.

Longer biowires may require more frequent media changes
due to the increased number of cells. Adjust as necessary.

Biowire PDMS wells should be attached to the bottom of the
Petri dish and should not be floating.

Once all biowires are placed in the electrical stimulation cham-
ber and submersed with media, ensure that no biowires have
tipped over or are floating. All biowires should be perpendicu-
lar to the carbon rods and be pushed down if floating.

Gently close the lid so that the platinum wire does not snap
during the process.

If lid does not close fully, tape lid down to ensure that the lid
sits properly on the plate.

When closing the incubator doors, try to place the thin por-
tion of the wires at door closing points while leaving the thicker
portions of wires outside of the incubator.
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Chapter 15

Collagen-Based Engineered Heart Muscle

Malte Tiburcy, Tim Meyer, Poh Loong Soong,
and Wolfram-Hubertus Zimmermann

Abstract

Cardiac muscle engineering has evolved over nearly 20 years from a scientific oddity to a mainstream
technology with a wide range of applications. Of the many published methods it appears that hydrogels
constitute the preferred scaffolds for myocardial tissue engineering and support of organotypic develop-
ment. Here we describe a simple and highly robust protocol for the generation of engineered heart muscle
using a collagen-based hydrogel method.

Key words Tissue engineering, Heart, Stem cells

1 Introduction

Cardiac tissue engineering technologies have advanced considerably
in recent years with great potential for in vitro studies of cardio-
myocyte maturation and hypertrophy [1], drug screening [2], and
regenerative therapies [ 3]. Various methods of cardiac tissue assem-
bly have been developed [4], including (1) seeding heart cells onto
natural or synthetic preformed matrices [5-7], (2) scaffold-free
approaches [8, 9], and (3) the hydrogel method [10-13]. All of
these tissue engineering methods generate heart muscle with fea-
tures of native myocardium.

Until recently, the most comprehensive evidence for organo-
typic function has been derived from cardiac tissue generated by
hydrogel-based methods [ 14 ]. The most prominent hydrogel-based
tissue engineering technologies use fibrin or collagen [2, 10, 12,
15]. Fibrin can be isolated from blood, and its polymerization is
facilitated by the addition of thrombin to mixtures of heart cells and
fibrinogen. Collagen type I is the most abundant extracellular matrix
(ECM) protein in the body; it is widely used in plastic and recon-
structive surgery and can be easily prepared from connective tissue.
Moreover, it is an integral part for the structural and functional
integrity of the heart, providing tensile strength, orientation, and

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
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mechanical support and aiding nutrient supply [16]. It is produced
by fibroblasts in the heart and connects with cardiomyocytes via
integrins [ 17]. Importantly, the formation of an interstitial collagen
network is closely linked with heart development [18] and a failure
of collagen—cardiomyocyte interaction leads to cardiac malforma-
tions [19]. These data collectively highlight the cardio-instructive
role of collagen type 1. Accordingly, we prefer the collagen-hydrogel
method for cardiac muscle engineering. A further rationale for this
approach stems from experimental evidence demonstrating near-
physiological development of the collagen-engulfed heart cells into
a complex three-dimensional functional syncytium with robust
tissue biomechanics [1, 11].

The collagen-hydrogel method entraps cell mixtures reminis-
cent of the cell populations found in the native myocardium in
a defined space and facilitates their self-assembly into cardiac
organoids. In our original tissue engineering studies we defined
Matrigel™ as an essential component [12], but more recently
identified conditions that do not require this ill-defined ECM sup-
plement (see Note 5). We refer to the collagen-hydrogel technol-
ogy as engineered heart muscle (EHM) as these constructs contain
the most abundant cellular and extracellular components of native
heart muscle and to emphasize their functionality, which largely
resembles that of native myocardium. Achieving proper contractile
function is of fundamental importance to myocardial tissue engi-
neering. This includes a positive force-preload behavior (Frank-
Starling mechanism); a negative or a positive force-frequency
behavior (Bowditch phenomenon) in immature and mature myo-
cardium, respectively; and cardiotypic inotropic, chronotropic, as
well as lusitropic responses to pharmacological agents, for example,
mediators of the autonomic nervous system (e.g., catecholamines
and acetylcholine).

Here, we describe a simple and versatile protocol for collagen
I-based EHM generation and outline the principles of quality con-
trol by isometric force measurements.

2 Materials

2.1 Cell Culture
Components

. Iscove’s MEM.

. Fetal bovine serum (FBS).

10,000 U/ml Penicillin-10,000 pg/ml streptomycin (P/S).
. 200 mM 1r-Glutamine.

. 100x MEM nonessential amino acids.

. 2-Mercaptoethanol.

N N U RN

. L-Ascorbic acid 2-phosphate sesquimagnesium salt hydrate.



2.2 EHM Generation

Components

8.
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EHM medium: Add 120 ml FBS, 6.2 ml P/S, 6.2 ml 200 mM
L-glutamine, 6.2 ml 100x MEM nonessential amino acids,
4.34 pl mercaptoethanol, and 54 mg 1-ascorbic acid
2-phosphate sesquimagnesium salt hydrate to 500 ml Iscove’s
medium (see Note 1).

All protocol steps must be performed under sterile conditions.
Casting molds and stretchers (see below) can be autoclaved and
reused.

1.

o NN O\ Ol

Collagen type I (typically 3-7 mg,/ml): Make sure to use acid-
solubilized collagen type I. We typically use rat or bovine col-
lagen type I, but anticipate that collagen from many other
species can be applied. Note that commercial collagen solu-
tions exhibit a considerable batch-to-batch variation with
respect to their gelling properties. We typically prefer to pro-
duce collagen type 1 from rat tails in-house according to a
standard acid-solubilization protocol [20].

. 10x Concentrated medium (10x DMEM): Solubilize 1.38 g

DMEM powder in 10 ml deionized water. Filter through a
0.22 pm syringe filter.

. 2x Concentrated medium (2x DMEM): Mix 2 ml 10x DMEM,

2 ml FBS, 0.2 ml of 200 mM r-glutamine, 0.2 ml of P/S, and
5.6 ml deionized water. Filter through a 0.22 pm syringe
filter.

. NaOH 0.1 N.

. 50 ml Centrifuge tubes, pre-chilled to 4 °C.

. 2 and 5 ml serological pipettes, pre-chilled to 4 °C.
. Casting molds (Fig. 1).

. Mechanical stretchers (Fig. 2).

3 Methods

3.1 Preparation
of Cells for EHM
Generation

. A single-cell suspension of heart cells needs to be prepared.

This can be obtained either from neonatal rat or mouse hearts
[12] or cardiomyogenically differentiated pluripotent stem
cells [21]. Resuspend cells in EHM medium and keep on ice.

. Determine the cell number to calculate the volume of master

mix (Table 1) needed. Typically, we prepare EHM with an
individual volume of 450 or 900 pl in custom-made casting
molds (Fig. 1). Down- and up-scaling is possible, but requires
careful adaptation of mold dimensions.
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Fig. 1 Technical drawing of circular molds for EHM casting. (a) Example of circular molds for generation of
4 EHMs with 450 pl volume. (b) Example of circular molds for generation of 2 EHMs with 900 pl volume. These
molds are made from polydimethylsiloxane (PDMS, also known as silicone) and removable PDMS or polytetra-
fluoroethylene (Teflon®) tubes in glass dishes (diameter 60 mm)

3.2 EHM Generation All materials should be pre-chilled to 4 °C. All the following steps
should be performed on ice.

1. The amount of master mix needed depends on the required
amount of EHM. We typically prepare master mixes for 4-8
EHMs with a collagen content of 0.8-1.2 mg/ml and a cell
density of 2.5-3 x 10° cells per ml.

2. With a serological pipette, transfer the required volume of
collagen solution into a pre-chilled 50 ml centrifuge tube
(Table 1). The master mix volumes are adjusted to account for
volume lost (~15 %) during pipetting of the viscous master mix.

3. Add the same volume of 2x DMEM, and mix well by shaking
the tube. Do not use the pipette to mix as there will be too
much hydrogel lost in the pipette.

4. Neutralize the pH by adding 0.1 N NaOH. NaOH should be
added dropwise while shaking the tube until the phenol red
indicator goes from yellow to red/pink. Volume may have to
be adjusted according to the volume of the collagen solution.
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Fig. 2 Technical drawing of mechanical stretchers. (a) Static stretcher made from a Teflon® base and stainless
steel holders. (b) Dynamic mechanical stretcher made from silicone for 900 pl EHM. (¢) Dynamic mechanical
stretcher made from silicone for 450 pl EHM
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3.3 Quality Control
by Isometric Force
Measurements

Table 1
Composition of EHM master mix

Master mix components Volume (pl)
Collagen (7.25 mg/ml)* 515
2x DMEM 515
0.1 N NaOH 100
Total cell number (11.6x10°)>< 3,070
Total volume of master mix? 4200
Number of EHM (900 pl EHM) 4
Number of EHM (450 pl EHM) 8

“We typically use 0.8-1.2 mg,/ml final collagen concentration

"Resuspend cells in EHM medium

‘EHMs comprise either 2.5 or 1.25 x 10° cells for 900 ul and 450 ul EHM, respectively
YExtra volume (~15 %) facilitates pipetting exact volumes of the viscous EHM mixture

5.

6.

11.

1.

Resuspend the cells with a serological pipette and add to the
master mix. Mix well to ensure homogenous distribution of cells.

Use the same serological pipette to distribute hydrogel into
appropriate casting molds (Fig. 3a).

. Allow the hydrogel to solidify for 1 h at 37 °C in a humidified

incubator with 5 % CO,. The solidified gel will turn opaque
(Fig. 3b, see Note 2).

. After gelation, carefully add pre-warmed EHM culture medium

to the casting mold so that the hydrogel is completely
immersed, but not disrupted.

. Change medium the next day and then every other day.
10.

During tissue formation the hydrogel will “condense” around
the central pole (Figs. 1 and 3a—d, see Note 3). When fully
condensed the tissue can be transferred to a stretch device for
mechanical loading. Mechanical load is essential for the forma-
tion of functional EHM. The simplest way of mechanical load-
ing is by putting the EHM onto static or dynamic mechanical
stretchers (Fig. 3e, f, see Note 4).

Typically, analysis of EHM function is performed following a
minimum of 10 days in culture.

EHM should be contracting visibly and synchronously (i.e.,
the whole tissue beating in unison) by day 10 at 37 °C. Note
that in contrast to rodents, human EHMs are very temperature
sensitive and stop beating quickly if the temperature drops
below 37 °C.
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Fig. 3 EHM formation. (a) Mold with circular EHM (translucent) directly after casting. Inset. Magnified view of
single mold with cell-containing hydrogel. (b) Mold with EHM (opaque) 1 h after casting and incubation at
37 °C before addition of culture medium. Inset. Magnified view of single mold. Note the space (arrow) appear-
ing between hydrogel and mold indicating beginning condensation. (¢) Advanced condensation on culture day
1. (d) Full condensation on culture day 3 (see Note 3). () 4 EHMs on dynamic mechanical stretchers on culture
day 10. Note that these are 450 pl volume EHMs (arrow. single EHM suspended between silicone poles).
(f) EHM on static stretcher on culture day 10. Note that this is a 900 pl volume EHM (arrow: EHM suspended
between stainless steel poles). Bars: 5 mm
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2. Measurement of contractile force under isometric conditions

is, in our view, the “gold standard” quality test for formation
of a functional syncytium in EHM as it depends on many
critical factors, including cardiomyocyte maturation, cardio-
myocyte coupling, cardiomyocyte/non-myocyte ratio, ECM
composition, and tissue viscoelastic properties.

. Isometric force is typically measured under field stimulation

at 0.5-3 Hz in modified Tyrode’s solution as described
before [12]. Isometric force should be >0.2 mN, and active:
passive force ratio should be >1 [22]. We prefer to report abso-
lute force values, because twitch tension would require relating
the force amplitude to the specific muscle cross section. Each
individual EHM would then have to be analyzed histologically
for individual muscle cross section. Under standard conditions,
muscle cross section of a regular circular EHM (diameter:
800 pm) with a total cross-sectional area of 1 mm?
[2x(rx0.4 mm?)] is ~10 %. Increasing and decreasing the
total EHM volume do not typically change absolute force, but
total cross-sectional area. However, specific muscle cross-
sectional area remains typically constant resulting in similar
absolute force despite differences in total volume (refer to [23]
for a detailed discussion).

4 Notes

. The culture medium may be adapted depending on the species

and source of the starting cardiac cell population. We use the
medium described here mainly for human pluripotent stem
cell-derived EHM. For EHM comprising primary rat or mouse
cardiomyocytes, a different medium containing DMEM con-
taining 1 g glucose /L. without L-glutamine, 10 % horse serum,
2 % chick embryo extract (Egg Tech, Salisbury, UK), and P/S
may be used. Batch testing of serum is critical for the repro-
ducible generation of EHM. All media are passed through
0.2 pm sterile filters before use.

. Collagen gelation is an essential prerequisite for proper cell

entrapment in EHM. If the collagen is not nicely gelled and
opaque after 1 h at 37 °C (Fig. 3b), it is either degraded or too
diluted. We typically use 0.8-1.2 mg/ml final concentration of
collagen in our master mix. Be aware that acid-solubilized col-
lagen type 1 is slowly degraded at 4 °C and should not be kept
for more than 6 months.

. Condensation of the collagen-hydrogel during tissue forma-

tion is essential to obtain functional EHM (Fig. 3a-d).
Condensation depends crucially on the cell content and com-
position. If condensation does not occur, the following should
be considered:



Collagen-Based Engineered Heart Muscle 175

— Are the entrapped cells alive? Lack of cell spreading indi-

cates cell death.

— Are the entrapped cells capable of condensing the colla-
gen-hydrogel? Cell mixtures with low fibroblast content
fail to condense properly. Collagen-hydrogels containing
only fibroblasts condense maximally within 6 h. Increase
fibroblast content if condensation of EHM is not com-
pleted within 5 days.

4. The transfer to stretchers (Fig. 2) has been described before
[21]. We prefer dynamic mechanical stretchers (Figs. 2b and
3e) over static stretchers (Figs. 2a and 3f) to facilitate auxo-
tonic contractions [3].

5. Here, we describe a protocol that does not require supplemen-
tation with Matrigel®. Also, in rodent EHM, Matrigel® is
dispensable if cell survival is enhanced by supplementation of
the culture medium with 10 pg/ml insulin and 0.1 nmol /L
triitodothyronine for at least 24 h after casting [24].
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Chapter 16

Creation of a Bioreactor for the Application of Variable
Amplitude Mechanical Stimulation of Fibrin Gel-Based
Engineered Cardiac Tissue

Kathy Y. Morgan and Lauren D. Black lll

Abstract

This chapter details the creation of three-dimensional fibrin hydrogels as an engineered myocardial tissue
and introduces a mechanical stretch bioreactor system that allows for the cycle-to-cycle variable amplitude
mechanical stretch of the constructs as a method of conditioning the constructs to be more similar to
native tissue. Though mechanical stimulation has been established as a standard method of improving
construct development, most studies have been performed under constant frequency and constant ampli-
tude, even though variability is a critical aspect of healthy cardiac physiology. The introduction of variabil-
ity in other organ systems has demonstrated beneficial effects to cell function in vitro. We hypothesize that
the introduction of variability in engineered cardiac tissue could have a similar effect.

Key words Cardiac tissue engineering, Mechanical stimulation, Variable amplitude stimulation,
Bioreactor

1 Introduction

Engineered cardiac tissues have been developed as an innovative
method of repairing or replacing damaged myocardium after an
infarction [1]. Mechanical distension stretch mimics the mechani-
cal stretch observed by the cells in the heart as the chambers of the
heart fill with blood and is often used in the creation process to
engineer tissues with similar functional properties to native tissue.
Zimmermann et al. initially demonstrated that mechanical stimula-
tion of tissue-engineered constructs improved the organization
and contraction force [2]. Since this study, many groups have used
stretch as a standard method of conditioning engineered myocar-
dium in vitro [3-5]. Furthermore, these studies have shown that
cyclic stretch also activates FAK and RhoA pathways, which aids in
ECM formation [6] and initiates myotube formation [7].

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
vol. 1181, DOI 10.1007/978-1-4939-1047-2_16, © Springer Science+Business Media New York 2014
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However, mechanical stretch in most of the previous studies
has been performed under constant frequency and constant ampli-
tude mechanical stretch, even though it is known that variability is
a critical aspect of healthy cardiac physiology. Heart rate variability
is an indication of the physiological factors that modulate normal
heart rhythm [8] and R-R intervals in a healthy patient form a
pseudo-Gaussian distribution over a 24-h period [9]. Furthermore,
the loss of beat-to-beat variability in R—R intervals is an indicator
of progressing heart failure [10].

Variable stretch patterns similar to the ones observed in nor-
mal physiology have been shown to be beneficial to cell function
in vitro in other organ systems. For example, the introduction of
variable stretch to mimic the variations in tidal breathing in the
lung enhances surfactant secretion in monolayers of alveolar type
IT epithelial cells [11], differing levels of variability cause a modi-
fied mRNA expression of key cell-matrix interaction molecules in
lung fibroblasts [12], and the accretion of stretch amplitudes has
been showed to improve mechanical properties and collagen
deposition in porcine valve interstitial cells in fibrin gel constructs
[13]. The response mechanism is postulated to be due to the pre-
vention of cellular adaptation to the mechanical stimuli. However,
variable stretch has not yet been investigated in engineered cardiac
constructs.

In this chapter, we detail the process of creating three-
dimensional (3D) fibrin-engineered myocardial tissue as well as
introduce a bioreactor system that allows for us to mechanically
stimulate the constructs with variable amplitude stretch on a
beat-to-beat basis. This bioreactor system is based on a previously
published construct [ 14, 15] and bioreactor system [16] (see Fig. 1).
We can utilize the construct’s ringlike structure by creating a bio-
reactor system that allows us to uniformly stretch our constructs in
a circumferential direction. Furthermore, one advantage of our
system is the ability to multiplex and increase sample sizes by
adding bioreactors in parallel to the same air regulator line.

2 Materials

2.1 Bioreactor

1. A bioreactor system: Use a wide-mouth 2 oz glass jar w/auto-
clavable lid as the basis for the bioreactor system. A spacer
inside of the bioreactor can be added by taking a 12" OD, 4"
ID Teflon rod, cut to be %2” in length. To allow for sterile air-
flow, a leur-lock male adaptor is attached to the lid of the glass
jar to allow for a 0.22 pm 13 mm sterile syringe filter to be
attached (see Fig. 1a).

2. Bioreactor tubing: Create by taking latex tubing (Kent Elastomer,
1/4" 1D, 1 /32" wall thickness) and attaching a '4” Teflon rod
as a stopper to one end with a nontoxic, autoclavable epoxy.
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Fig. 1 (a) Representative custom distention bioreactor with spacer, latex tubing, and leur-lock connector for a
syringe filter. (b) Representative latex tubing for construct distention with stopper and Pharmed tubing.
(c) Representative outputs of the solenoid valve and the pressure regulator over time. (d) Schematic of biore-
actor system, which shows the bioreactors connected to the solenoid valve, which is connected to a pressure
regulator which regulates the in-house air line. The regulator and solenoid valves are controlled by a LabVIEW
program running on a computer and relayed through the DAQ device

2.2 Variable
Pressure System

Tygon Pharmed 4" tubing (#57318) is attached to the other
side of the latex tubing with a zip tie. Add epoxy between the zip
tie and the Pharmed tubing to prevent leakage (see Fig. 1b).

. A variable pressure system is created through two separate

pressure regulation systems that work in parallel. One pressure
system controls the amplitude of pressure, while the other con-
trols the periodic stretch (see Fig. 1c). A NI-DAQ (National
Instruments USB-6221) with a customized LabVIEW code is
used to control both systems concurrently.

. The pressure amplitude is controlled through a current-

to-pressure regulator. A voltage-to-current converter is used to
run the solenoid valve (see Fig. 1d for schematic).
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Fig. 2 (a) Electrical circuit used to power the solenoid valve. (b) Flow chart describing the LabVIEW program

2.3 CGonstruct Mold

3. The periodic stretch is controlled through a solenoid valve,

1.

and a custom electrical circuit (see Fig. 2a) is used to turn the
solenoid valve on and oft.

. Customized LabVIEW program is used to control the pressure

regulation systems (see Fig. 2b for schematic). Briefly the volt-
age output is set, and the solenoid valve is opened. The pro-
gram then waits for a set amount of time before the solenoid
valve is closed. The program then waits for another set amount
of time before the voltage output is adjusted. Then the cycle is
allowed to repeat.

A construct mold is created by first creating a 3—4 cm “in.
diameter long Teflon rod. A Teflon tube with an '4” ID, 5 /16"
OD, cut to be 1 cm long is placed around the Teflon rod. The
ends are each capped with a Teflon ring with an ¥4” ID, 12" OD,
and a silicone O-ring, 1 /3" ID, 2" OD (see Note 1 and Fig. 3).

. The construct mold is placed into a cut and beveled 6 cc

syringe and pushed into place with a cut 3 cc syringe.
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Fig. 3 Separate and combined mold parts for casting constructs. From Jeft to right: Two Teflon washers with
notches, two silicone 0-rings, a Teflon rod, Teflon tubing, a completed mandrel, the outer casing, and plunger

2.4 Contraction
Force Device

2.5 Solutions

. Create a post, and attach it to the end of an isometric transducer

(for example, a Harvard Apparatus 724490). Attach the trans-
ducer to a stand (see Fig. 5a).

. Create a water bath with spacing for two carbon rods and the

construct to be stretched. Wrap silver wire around each carbon
rod and epoxy into place. In between the two carbon rods, on
one side, place a non-conductive rod to hold the construct
in place (see Note 2).

. Connect to a nerve and muscle electrical pulse stimulator.

. 5 % Pluronic F-127 in water: Dissolve 50 g of Pluronic F-127

into 700 mL of deionized water. Bring solution volume up to
1 L with additional deionized water. Sterile filter before use.

. Myocyte construct media: 10 % Horse serum, 2 % FBS, 2 uM

e-aminocaproic acid, 2 pg/mL insulin, 50 pg/mlL ascorbic
acid (see Note 3) in DMEM.

. Fibrinogen stock: 33 mg/mL Stock solution in 20 mM HEPES

bufferin 0.9 % saline. Mix fibrinogen into the HEPES-buffered
saline at 37 °C over several hours. After allowing the solution
to settle overnight at 2—-8 °C, warm the solution to 37 °C and
filter the solution through a series of consecutive filters with

prefilters until the solution is sterile. Aliquot solution and store
at =80 °C.

. Thrombin stock: 25 U/mL of Thrombin. Add 500 U of

thrombin into 18 mL of 0.9 % saline and 2 mL of deionized
water. Sterile filter, aliquot, and freeze at -80 °C.

. 2 N Calcium chloride solution: Dissolve 11.01 g of calcium

chloride in 80 mL of deionized water. Bring the solution vol-
ume up to 100 mL with additional deionized water.

. F solution: 3.3 mg/mL Final fibrinogen concentration in

1 mL of fibrin gel. Add 112 pl of the fibrinogen stock to 558 pl
of 20 mM HEPES buffer in 0.9 % saline solution. Create F
solution immediately before use.
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7. T solution: 0.425 U/mL Final thrombin concentration in

1 mL of fibrin gel. Add 17 pl of the thrombin stock and 1.3 pl
of 2 N calcium chloride solution to 135 pl of DMEM. Create
T solution immediately before use.

. Cell solution: 6x Desired final concentration of cells in 1 mL

of fibrin gel. Prepare the cell solution by spinning down the
cells and resuspending in 170 pl of DMEM.

3 Methods

3.1 Creation
of the Bioreactor

3.2 Creation
of the Bioreactor
Tubing

3.3 Creation of the
Variable Pressure
Solenoid Valve System

. Drill a Y4in. hole into the middle of the jar lid, and then drill a

smaller 2/32 in. hole between the first hole and the edge of
the jar.

. Epoxy a leur-lock male adaptor into the smaller hole to allow

for air circulation in the bioreactor.

. Create a spacer by taking a Teflon tube and cutting it into 34"

lengths. The spacer helps the tubing to stay in the middle of
the jar as well as reduces the volume of media necessary to
cover the tube.

. Before culturing constructs in bioreactor, screw in a sterile

0.22 pm syringe filter into the leur-lock adaptor to allow for
sterile airflow into the bioreactor.

. Cut the latex tubing to be 2/3 to 3/4 of the height of the

bioreactor jar.

. Soak the latex tubing in 70 % isopropyl alcohol for a week,

changing it once halfway through. This step allows for the
impurities in the latex tube to leach out and preps the latex
tubing for cell culture.

. Cut 1 cm long stoppers for the latex tube out of'a %4 in. Teflon

stock. Epoxy the stoppers into one end of each latex tube,
sealing the stopper completely in epoxy, and allow to dry
overnight.

. Ziptie the other end of the latex tubing onto some Pharmed

tubing. Then epoxy the edge between the latex tubing and the
Pharmed tubing to prevent air leaks.

. Push air into the latex tubing to check for leaks, and then auto-

clave before using (see Note 4).

. Connect the variable pressure regulator into the NI-DAQ

using a voltage to current adaptor to an analog output circuit.

. Connect the solenoid valve to the NI-DAQ using a voltage

amplifier to a digital output circuit.



3.4 Creation
of the Custom
LabVIEW Program

3.5 Preparation
of the Construct Mold

3.6 Casting
of the Construct
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1.

Create a program that controls both the variable pressure
regulator and the solenoid valve.

2. Set the voltage output range and the rate of stimulation.

. The solenoid valve opens when a voltage is applied to the sole-

noid valve. Thus, the program applies a voltage to the solenoid
valve and then waits for a set amount of time (as previously
set). Then the solenoid valve closes for a period of time. The
cycle repeats until the program is stopped.

. While the solenoid valve is closed and no pressure is being

applied to the tubing, the pressure regulator can be modified
to be set at different pressures, allowing for a change in the
amplitude of stretch observed by the construct.

. Mandrel assembly: Put together one Teflon rod, one Teflon tube,

two Teflon washers, and two O-rings. Autoclave before use.

. Mold assembly: Cut off the leur-lock ends of both the 6 and

3 cc syringes. In the 6 cc syringe, bevel the edge to allow for
casy insertion and removal of the autoclave before use.

. Soak the mold parts in sterile Pluronic solution for 2-3 h.

. After 2-3 h, sterile filter the Pluronic solution back into the

bottle. The Pluronic solution can be reused up to three times.

. Place the mold parts on top of sterile drapes. Push the mandrel

inside the 6 cc syringe casing. Use the 3 cc syringe as a plunger
to insure a tight fit. Take care to keep the mold parts sterile.

. Prepare the neonatal rat cardiac cells, keeping them on ice.

Instructions for this step are not provided in this protocol
(see Note 5).

2. Create F and T solution immediately before use.

10.

. Mix the cell solution and the T solution together.

. Incorporate the cells and T solution into the F solution, taking

care to mix gently and thoroughly to prevent bubbles. After
the F and T solutions are mixed together, the fibrin solidifies in
approximately 15 min.

. Pick up the solution with a 18G needle, tapping to remove air

pockets in the syringe.

. Taking care to keep the needle upright, remove the 18G nee-

dle and replace with a 21G needle.

. Inject the solution into the molds.
. Allow the construct to solidify for 15 min in a 37 °C incubator.

. Take the 3 cc syringe plunger and carefully push the construct

out into a beaker of DMEM.

Take sterile forceps and a sterile pick and push the constructs
out of the edges of the mandrel and move the construct into a
new jar with myocardial construct media.



184 Kathy Y. Morgan and Lauren D. Black Il

4 Moving the Construct into the Bioreactor

1.

4.1 CGulturing 1.

Conditions D)

Day 1

After 2 days of culture, one Teflon ring and silicone O-ring
were removed and the construct was slid off of the mandrel
into a shallow petri dish containing warm DMEM.

. The sterile latex tube is placed through the hole in the lid of

the jar.

. With a pair of sterile forceps, the construct was stretched

around the sterile latex tubing and placed in the middle of the
tubing (see Notes 6 and 7).

. The lid of the bioreactor is screwed shut, a sterile filter is placed

in the leur-lock fitting on the top, and the edge is sealed with
parafilm.

. Connect the bioreactor to the solenoid /regulator system, and

turn on the pressurce.

Place constructs in a 5 % CO, incubator.

. Each construct requires 21 mL of myocyte construct media,

taking care to completely cover the construct with media.
Change the media every other day. When changing the
media, take care not to disturb the construct, but push
the construct towards the middle of the latex tube and keep
the construct submerged.

. Culture for 12 days in the bioreactor, with feedings every other

day (see Note 8), before removing it for analysis. Note that the
construct will compact over culture time (see Fig. 4). Visible
contractions can be observed after 2 weeks.

Day 3 . Day 14

Fig. 4 Cultured constructs on day 1 (a), immediately after casting; day 3 (b), immediately after transfer; and
day 14 (c), immediately before contraction analysis. Arrows point to the engineered construct
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Fig. 5 (a) Custom-designed contraction force device for measuring twitch force of constructs. (b) Sample
twitch force profile indicating the definition of twitch force. (¢) Representative histological section of construct
with Cx43 (red) and cardiac o-actin (green) shown. Cell nuclei are stained with DAPI (bar =100 pm). (d) Twitch
force data for constructs cultured statically under constant amplitude mechanical stimulation and or under
variable amplitude mechanical stimulation (Gaussian distribution with a width of +25 % of the mean). The
mean strain for both mechanical stimulation groups was 5 %. Note that asterisk represents p<0.05 compared
to static constructs

4.2 Analysis 1. After culturing the constructs for 2 weeks, analyze the con-
Methods structs via contraction force with a custom contraction force
device, and immunohistochemistry (see Fig. 5).

5 Notes

1. The Teflon tubes were cut so that each construct was approxi-
mately 1 mL in initial volume.

2. The construct will be wrapped around the two posts (one con-
nected to the force transducer, and the other in the water bath)
and stretched to approximately 1 mN in tension before being
paced.
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The ascorbic acid and insulin need to be added immediately
before each feeding to prevent degradation.

Latex tubing is very sensitive to heat. Thus, the latex tubing
can only be autoclaved once before the latex melts.

. This method refers to cells from neonatal Sprague-Dawley

rats, isolated via a previously published method [14]. We cre-
ated each construct with approximately five million cells per
construct, though cell numbers can vary due to cell type. We
find that only 80 % of the cells initially seeded were main-
tained after 2 h in culture.

. When moving the construct onto the bioreactor, take care that

you do not pinch the tissue with the forceps, but rather lift the
outer layer of the construct that stays on the outside—because
of the diffusion limitations into the construct, the outer layer
of the construct has more live cells than the inner layer.

. Constructs will look more compact and have increased elasticity

even after 2 days in culture. After 2 weeks, the construct will have
compacted to approximately %4 of the initial width (see Fig. 4).

. At each feeding, check the media color for signs of possible

leakage. The media will turn purple indicating a pH change to
a more basic pH if there is an air leak. Change the tubing by
carefully removing the construct from the tubing and replac-
ing with new tubing.
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Chapter 17

Preparation of Acellular Myocardial Scaffolds

with Well-Preserved Gardiomyocyte Lacunae,

and Method for Applying Mechanical and Electrical
Simulation to Tissue Construct

Bo Wang, Lakiesha N. Williams, Amy L. de Jongh Curry, and Jun Liao

Abstract

Cardiac tissue engineering/regeneration using decellularized myocardium has attracted great research
attention due to its potential benefit for myocardial infarction (MI) treatment. Here we describe an opti-
mal decellularization protocol to generate 3D porcine myocardial scaffolds with well-preserved cardio-
myocyte lacunae and a multi-stimulation bioreactor that is able to provide coordinated mechanical and
electrical stimulation for facilitating cardiac construct development.

Key words Cardiac tissue engineering /regeneration, Acellular myocardial scaffolds, Decellularization,
Mechanical simulation, Electrical simulation, Bioreactor

1 Introduction

Myocardial infarction (MI) and heart failure are major causes of
mortality worldwide [1]. Currently, the only successful treatment
for end-stage heart failure is whole-heart transplantation, which is
unfortunately limited by the persistent shortage of suitable heart
donors. Newer strategies, including cellular transplantation, intra-
myocardial gene transfer, and cardiac tissue engineering (TE), have
come to the forefront as alternative therapeutic approaches [2—4].

The purpose of cardiac tissue engineering is to develop
functional cardiac tissue through integrating cellular compo-
nents within scaffolds that serve as a structural guide [5-8]. Two
major types of scaffold materials have been commonly used for
cardiac tissue engineering: synthetic biodegradable material and
tissue-derived acellular scaffolds [9-14]. The use of synthetic
biodegradable polymers still faces challenges, including inflam-
matory response, mismatched material properties, nonpliabi-
lity, and difficulty in controlling the degradation rate [13, 15, 16].
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Acellular scaffolds, which are derived from native tissues or
organs via decellularization, are able to preserve the extracellular
matrix (ECM) composition, overall ultrastructure, shape com-
patibility, ECM mechanical integrity, and bioactive molecules
that benefit cell-ECM adhesion, cell-cell interaction, and de
novo ECM formation [17-23].

In practice, it is important to determine the optimal decellular-
ization protocol that can mostly remove cells, cell debris, chromo-
some fragments, and xenogeneic antigens in order to diminish
immunogenicity while at the same time preserving the needed
structural and mechanical integrity of the native tissue ECM, which
is important for target tissue functionalities [23-26]. For the appli-
cations of myocardial ECM scaffolds, Ott et al. decellularized
whole rat heart and were able to keep the intact chamber geome-
try, perfusable vasculature, and competent acellular valves [27].
Badylak et al. and Taylor et al. attempted scaled-up research on
whole porcine heart [21, 28]. Yet, many challenges still exist in
whole-heart regeneration, such as preservation of myocardial ECM
structure, reseeding homogeneity and thoroughness across the
ventricle wall thickness, feasibility of reviving the existing vascula-
ture network, and functional integration [21, 22, 29, 30]. Thus,
our group has undertaken an effort to harness the potential of
decellularized porcine myocardium as a TE scaffold material and
focus on tissue-level application [31-33].

Heart walls are constructed of cardiac muscles that consist of
cardiomyocytes, which are connected via gap junctions and struc-
turally organized by highly vascularized ECM [34, 35]. As visually
demonstrated by our previous diffusion tension MRI study [36],
the heart muscles have a highly organized, multilayered helical
structure (Fig. la, b). The compelling structural beauty of heart
muscle fibers hints at the uniqueness and importance of heart mus-
cle ECM. Indeed, the intriguing myocardial ECM network does
play key roles in maintaining structural integrity, tethering cardio-
myocytes, mediating contraction/relaxation of muscle fibers, and
preventing excessive stretching [37-39]. As shown in Fig. lc, d,
removal of the heart muscle fibers (red staining) from the myocar-
dial collagenous network (blue staining) will leave an ECM network
that possesses a three-dimensional (3D) morphology and structural
anisotropy. Hence, it is understandable that determining how to
preserve the 3D ultrastructure of myocardial ECM represents a real
challenge in myocardium decellularization via current available
decellularization means, which are often beneficial in certain aspects
but disruptive at some levels or to certain components [21-23].

In this chapter, we introduce an optimal decellularization
protocol to generate 3D porcine acellular myocardial scaffolds in
which 3D cardiomyocyte lacunae, ECM networks, vasculature
templates, and mechanical anisotropy can be well preserved [31, 32].
To further improve the effectiveness and efficiency of cell
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Fig. 1 (a) Heart muscles have well-organized multilayered helical architecture,
which is mediated by 3D myocardial ECM (Diffusion Tensor MRI image by Zhang
and Liao, 2010) [36]; (b) porcine heart used for DT-MRI imaging. Mason’s trichrome
staining of longitudinal section (¢) and cross section (d) of the native myocardium
(rect cardiomyocytes; blue: collagen). Figures reproduced with permission [31, 36]

differentiation and tissue remodeling of the reseeded acellular
myocardial scaffolds, we also describe a bioreactor conditioning
protocol that is able to apply combined mechanical and electrical
stimulations to tissue constructs fabricated with the acellular myo-

cardial scaffolds [33].

2 Materials

2.1 Decellularization 1. 0.1 M Phenylmethylsulfonyl fluoride (PMSF): 0.174 g PMSF
Stock Solutions dissolved in 10 ml of 1-propanol.

and Working Solution 2. DNase (5 mg/ml): 50 mg of DNase dissolved in 10 ml 1x PBS.
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2.2 Preparation
of Porcine
Myocardium

2.3 CGell Culture

2.4 Preparation
of the Multi-
stimulation Bioreactor

. RNase A (5 mg/ml): 50 mg of Ribonuclease A from bovine

pancreas (RNase) dissolved in 10 ml 1x PBS.

4. 100x antibiotic-antimycotic solution.

. 1x Trypsin solution.

Note that all the above solutions were stored at -20°C.

. 1x Phosphate-buffered saline (PBS) pH 7.4 stored at 4 °C.
. 1 % Sodium dodecyl sulfate (SDS) solution: 1 g SDS dissolved

in 100 ml 1x PBS stored at room temperature.

. Decellularization working solution: For 50 ml working solu-

tion, add 41.8 ml 1x PBS, 2 ml DNase, 200 pl RNase, 5 ml
1 % SDS, 500 pl 0.1 M PMSE, 500 pl ABAM, and 5 pl trypsin
solution to make a final solution of 0.1 % (SDS), 0.01 % tryp-
sin, ] mM PMSEF, 0.2 mg/ml DNase, and 20 pg/ml RNase A.

. Fresh porcine hearts were obtained from juvenile pigs

(~6 months old).

. The porcine hearts were transported to the laboratory in

1x PBS on ice.

. A myocardium square (20x20x~3 mm) was dissected from

the middle region of the anterior left ventricular wall of the
porcine heart (Fig. 1b) (see Note 1).

. All the heart samples were kept in 1x PBS solution at -80°C

for preservation (se¢ Note 2).

. Mesenchymal stem cell (MSC) medium: Low-glucose

Dulbecco’s modified Eagle’s medium (L-DMEM) with 10 %
fetal bovine serum (FBS), 1 % MSC growth supplement
(Sciencell), and 100 U/ml penicillin and 100 pg/ml
streptomycin.

. Differentiation medium: L-DMEM, 10 % FBS, 3 pmol/L

5-azacytidine (MP Biomedicals), and 100 U/ml penicillin and
100 pg/ml streptomycin (see Note 3).

. Complete medium: L-DMEM, 10 % FBS, 1 % cardiac myocyte

growth supplement (Sciencell), 100 U/ml penicillin, and
100 pg/ml streptomycin.

. All the above media were stored at 4 °C.

. The bioreactor used in this study consists of one tissue culture

chamber in which all the structural elements were machined
from polysulfone, which provided excellent thermal and chem-

ical stability.

. Inside the tissue culture chamber, a maximum of four pieces of

tissue construct (20 mmx20 mmx~3 mm) can be mounted
between a fixed clamp and a movable clamp (Fig. 2¢).
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Fig. 2 (a) Schematic illustration of the acellular myocardial scaffold subjected to
cell injection, mechanical, and electrical stimulations; (b) wave forms of the
applied mechanical stretch and electrical pulses; (¢) the multi-stimulation biore-
actor placed in the incubator. Figures reproduced with permission [33]

3. Sutures (# 0) were used for connecting the sample with the
two clamps.

4. The cover of the tissue culture chamber is fabricated with Y4in.
thick, clear polycarbonate. A hole (2 cm in diameter) was cut
on the cover and sealed with a PIFE membrane with a 0.2 pm
pore size to enable air exchange (Fig. 2¢).

5. Linear movement was applied by the movable clamp that was
driven by an Xslide assembly and a stepper motor (Velmex)
(Fig. 2¢) (see Notes 4 and 5).

6. Electrodes were made from Teflon-coated silver wire (75 pm
diameter, A-M Systems). The end part (2 cm) of the Teflon
insulation was stripped oft, and the naked wires were inserted
into the two opposite edges of the tissue construct.

7. The frequency and amplitude of the cyclic stretch were con-
trolled by a customized LabView program (version 2010,
National Instruments). To simulate the in vivo stimulatory
environment of myocardial tissue, electrical pulses were applied
at the initial stage of each unloading cycle (Fig. 2b). The fre-
quency and amplitude of the electrical pulses were controlled
by the LabView program, which was capable of delivering mul-
tiple protocols of mechanical stretching and various waveforms
of electrical stimulation.
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3 Methods

3.1 Myocardium
Decellularization,
Bioreactor Setup,
and Sterilization

. Four pieces of native myocardium samples were thawed at

room temperature and washed four times with 100 ml distilled
water for 10 min in a 100 ml glass media storage bottle on an
orbital shaker.

. A frame-pin supporting system was designed to better main-

tain tissue macrogeometry during decellularization (Fig. 3).
Briefly, four corners of the myocardium sample were perforated
with four 27Gx 3.5” needles and then mounted onto custom-
ized rectangular plastic frames (see Note 6).

. After being mounted onto the frame-pin system, the myocar-

dium samples were immersed inside 100 ml decellularization
working solution in a 100 ml glass media storage bottle sealed
with cap.

. The myocardium patches were then decellularized with agi-

tated decellularization working solution on an orbital shaker at
30 revolutions per minute at room temperature.

. A 10-min ultrasonic treatment (50 HZ) was applied each day,
and the decellularization solution was changed every day to
avoid contamination and tissue deterioration.

Fig. 3 The frame-pin supporting system: (a) Sample morphology after 3-day
decellularization; (b) sample morphology after 2.5-week decellularization.
Figures reproduced with permission [32]
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. The completeness of myocardium decellularization could be

determined when the myocardium patches became a bright white
color, a typical color of collagenous materials; the whole proce-
dure lasted for approximately 2.5 weeks (se¢ Notes 7 and 8).

. After decellularization, all the myocardial scatfolds were

removed from the frame-pin system and washed four times
with 100 ml distilled water for 10 min and then washed four
times with 100 ml PBS for 10 min, each time in a 100 ml glass
media storage bottle on an orbital shaker.

. After sample washing, the naked ends of the positive and nega-

tive electrodes were inserted into the two opposite edges of the
acellular myocardial scaffolds (20 mm x 20 mm x ~3 mm), and
the other ends of the Teflon-coated silver wires were dangled
for later bioreactor connection.

. The acellular myocardial scatfolds (with electrodes mounted)

were transferred into the culture chamber of the bioreactor
and mounted between a fixed clamp and a movable clamp
using surgical sutures (# 0). Two to four pieces of the acellular
scaffold samples could be placed in the bioreactor at one time.

The other ends of the Teflon-coated silver wires were then con-
nected with the electrical control module of the bioreactor.

The acellular myocardial scaffolds were then sterilized in 70 %
ethanol in the tissue culture chamber for 2 h (se¢ Note 9).

After ethanol sterilization, all the samples were rinsed thor-
oughly four times with sterilized PBS while still sitting in the
culture chamber (see Note 9).

For sterilizing the other parts of the bioreactor that could not
be immersed in ethanol, the whole tissue culture chamber with
the mounted acellular scaffold samples was further treated with
UV light for 20 min (se¢ Note 9).

. Well-characterized Lewis rat MSCs (fourth passage) were

obtained from the stem/progenitor cell standardization core
(SPCS) at the Texas A&M Health Science Center (NIH/
NCRR grant) (see Note 10).

. After receiving the cells, MSCs were resuspended in MSC

medium and seeded onto 175 mm flasks at a density of 2 x 103
cells/cm?. The medium was changed twice a week.

. The fifth to eighth passages of MSCs were resuspended after

HyQtase (Thermo Scientific) treatment and two washes with
Tyrode’s balanced salt solution.

. Next, the MSCs were used for scaffold recellularization.

The density of MSCs used for scaffold recellularization was
10° cells/ml in MSC medium.
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. After the completion of the sterilization protocols for the

bioreactor and tissue constructs, cach scaffold sample was
injected with totally 106 MSCs (1 ml MSC solution used; cell
density of MSC solution: 10° cells/ml).

. A1 ml syringe with 26G permanent needle was used for cell

injection, and 1 ml MSCs were injected evenly at nine injection
points (~0.1 ml/point) located as a 3 x 3 array within the mid-
dle region of the square sample (Fig. 2a) (see Note 11).

. The movable clamp was adjusted to make sure that no stretch

is applied on the reseeded scaffold sample, and this clamp-
to-clamp distance was set as the reference distance to calculate
the applied strain (se¢ Note 12).

. The tissue culture chamber was filled with differentiation

medium until the medium fully immersed all the reseeded scaf-
fold samples.

. The tissue culture chamber was covered and the top edges

sealed with sterilized parafilm.

The bioreactor chamber was carefully moved into the incubator
with incubation conditions set at 37 °C in a humid atmosphere
with 5 % CO, (see Note 13).

After wires were connected to the bioreactor control modules,
the LabView program initiated the application of mechanical
stretch (20 % strain) and electrical pulses (5 V).

Both the triangular strain waveform and square wave electrical
pulse were set at a frequency of 1 Hz (Fig. 2b), which simu-
lates the physiological frequency experienced by the heart
muscles (see Note 14).

Note that the differentiation medium was added in the biore-
actor chamber to facilitate the cardiomyocyte differentiation
during the first 24 h of tissue culture.

After the 24-h differentiation medium treatment, the medium
was changed to the complete medium for the remaining biore-
actor conditioning protocol, and the medium was changed
every 3 days.

4 Notes

. For the square myocardium patch dissection, one edge was

aligned along the muscle fiber preferred direction (PD) and
the other edge aligned along the cross-fiber preferred direction
(XD); note that the PD direction was determined based on the
overall muscle fiber texture and heart anatomy (Fig. 1b).

. Snap freezing can disrupt cellular membranes by forming intra-

cellular ice crystals and cause cell lysis [40, 41]; therefore, we
deep-froze the myocardium samples before decellularization
treatment in order to increase the efficiency of decellularization.
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Fig. 4 Mason’s trichrome staining of (a) the native myocardium and (b) the acel-
lular myocardial scaffold (red: cardiomyocytes; blue: collagen). (¢) H&E staining of
the longitudinal and transversal views of the acellular myocardial scaffolds showed
structural anisotropy (red: collagen); arrow indicates that vasculature channel was
preserved after decellularization. Figures reproduced with permission [31, 32]

3. 5-Azacytidine is a member of the cytosine analogue, which had
been reported to induce uncontrolled myogenic specification
at random [42—44]. It was reported that treating MSCs with
5-azacytidine could generate a cardiomyocyte differentiation
rate of ~30 % [43, 44].

4. For cyclic mechanical stretching, a stepper motor was chosen
because its motion could be precisely controlled and easily
programmed.

5. To monitor the real-time tension level in the tissue construct,
load cells can be applied in the bioreactor design to oversee
the mechanical forces experienced by the construct during the
tissue remodeling process.

6. Frame-pin supporting system was applied for preventing scat-
fold contraction; this design resulted in well-preserved 3D
cardiomyocyte lacunae during decellularization procedures
(Fig. 5b).

7. The efficiency of cardiomyocyte removal could be verified by
histology (Figs. 4b, ¢ and 5a) and quantitative DNA analysis
[31, 32]. Xenogeneic antigens, such as porcine a-Gal, were
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Fig. 5 (a) Edge-to-edge view of the acellular myocardial scaffold revealed by H&E staining; thorough decellu-
larization and preservation of cardiomyocyte lacunae (porous structures) were verified. (b) 3D topography of
the acellular myocardial scaffold revealed by SEM; enlarged view showed more details of the aligned 3D
cardiomyocyte lacunae; note that arrows highlight the interconnecting openings inside the cardiomyocyte
lacunae. Figures reproduced with permission [31, 32]

found to be completely removed from the acellular myocardial
scaffolds [32]. We also showed that the vasculature templates
(acellular blood vessel structures) were preserved in the acel-
lular myocardial scaffolds [31, 32].

8. The decellularization protocol described here generated acel-
lular myocardial scaffolds with thorough decellularization and
ECM preservation; however, it took a relatively long treatment
time (~2.5 weeks). To achieve effective decellularization within
a shorter time period, the concentration of SDS can be
increased to 0.5 %.

9. Effective sterilization is an essential step for tissue culture,
especially for a bioreactor that has many complicated
components and was constructed for repeated use. For our
application, a combined method that used both 70 % ethanol
sterilization and UV light sterilization was adopted. This ster-
ilization protocol can be further optimized to reduce steriliz-
ing treatments to a minimum [33]. Moreover, for thinner
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samples, the duration of the 70 % ethanol treatment should be
largely reduced, and a thorough rinse must be performed to
remove residual ethanol.

For better cardiomyocyte differentiation, other cell sources can
be utilized including cardiac stem cells, embryonic stem cells
(ESCs), or induced pluripotent stem (iPS) cells [45—49].

To obtain a tissue-engineered cardiac construct with a high
cell density, we employed a needle injection method for cell
implantation with a total cell amount of 10° cells/scaffold.
However, due to the porous structure of the acellular myocar-
dial scaffold, a small amount of leakage may happen during
the process of the cell injection. When this occurs, we inject
the leaked medium back into the same region of the acellular
myocardial scaffold.

The applied strain was estimated by normalizing the displace-
ment of the movable clamp to the reference distance of two
sample mounting clamps. The use of the clamp-to-clamp dis-
placement in strain estimation was not an ideal method to
accurately measure the tissue construct strain. To achieve more
accurate measurement of the tissue construct strain, a camera
can be used for real-time tracking of markers placed on the
tissue construct.

Temperature is another important parameter in bioreactor
conditioning. Heat exchange has to be carefully designed to
maintain the incubator/bioreactor at a constant temperature
(37 °C). In our application, we placed both the culture cham-
ber and the stepper motor inside the incubator. We noticed
that the heat generated by the stepper motor after long hours
of operation greatly affected the motor performance. This
problem was solved by designing a water refrigeration system
in which cold copper coils were wrapped around the step
motor, and cooling water was circulated by a rotation pump
outside of the incubator. The water refrigeration system dissi-
pated the heat generated by the step motor effectively, and the
temperature was maintained in a reasonable range without
causing any motor malfunction.

Previous studies have shown that cyclic mechanical stimulation
can assist in cell alignment, stimulate ECM formation [50, 511,
and improve cardiomyocyte development and function [52, 53].
Electrical stimulation is believed to be able to induce transient
calcium levels and facilitate cell proliferation and promote the
formation and localization of electric gap junctions [54, 55].
The benefit of combined mechanical and electrical stimulation
was demonstrated by good cell viability, repopulation, differen-
tiation, and positive tissue remodeling within a short period of
time (2—4 days) [33].
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Chapter 18

Patch-Clamp Technique in ESC-Derived Cardiomyocytes

Jie Liu and Peter H. Backx

Abstract

ESC-derived cardiomyocytes are excitable cells that express many of the ion channels also found in adult
cardiomyocytes. The patch-clamp technique is a powerful technique to characterize both the electrophysi-
ological properties of excitable cells as well as the underlying ion channel currents responsible for these
clectrophysiological properties. The technique also allows rapid and accurate screening of the pharmaco-
logical actions of agents used to modulate cardiomyocyte properties. In this chapter we illustrate the use
of the whole-cell patch clamp technique by recording hERG (human ether-a-go-go-related gene) currents
and action potentials in ESC-derived cardiomyocytes and also examine the effects of hERG channel
blocker, dofetilide.

Key words Electrophysiology, Patch-clamp technique, Cardiomyocyte, Embryonic stem cells, hRERG
channel, Action potential, Dofetilide, Whole-cell recording

1 Introduction

Cardiomyocytes derived from ESCs hold considerable promise for
regenerative therapies in the treatment of heart disease. Because
ESC-derived cardiomyocytes express ion channels that are present
in adult cardiomyocyte [1], these cells also provide new opportu-
nities for drug discovery. The patch-clamp technique is an estab-
lished technique for characterizing the electrophysiological
properties of excitable cells like ESC-derived cardiomyocytes as
well as their responses to various pharmacological agents. The
patch-clamp technique was developed by Erwin Neher and Bert
Sakmann in 1970s [2]. The technique allows the measurement of
either the transmembrane voltage or the currents flowing across
membranes using glass micropipette [ 3] which are capable of form-
ing tight electrical seals to lipid bilayers via strong chemical inter-
actions between the microelectrode glass and the membrane. The
tips of the glass microelectrodes are typically configured into
characteristic shapes by using a microelectrode “puller” which is
designed to temporarily melt the glass by heating while pulling on

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
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Fig. 1 Patch-clamp configurations and electrical connection of pipette, biological
membrane, and patch-clamp measuring instruments. (a) Inside-out configu-
ration obtained by rupturing the membrane from cell-attached configuration.
(b) Cell-attached configuration. (¢) Whole-cell configuration established after
breakthrough of the membrane from cell-attached configuration. (d) Outside-out
configuration formed by pulling pipette away from whole-cell configuration

the ends of the microelectrode, thereby creating microelectrode
tips with outer diameters ranging from 1 to 3 pm. The tips are then
filled with solutions, carefully selected on the basis of the primary
objectives of the planned recordings. After forming an electrical
seal between the forged fluid-filled microelectrode, the membrane
found under the glass electrode can be left intact (called an attached
patch configuration, Fig. 1b), ripped away from the cell (an “inside-
out” excised patch configuration, Fig. 1a), or ruptured, thereby
allowing the microelectrode solution to have direct access inside of
the cell (a whole-cell configuration, Fig. 1c¢). It is also possible to
tear oftf membrane after forming the whole-cell configuration (an
outside-out excised patch configuration, Fig. 1d). Finally, the
pipette solution can include molecules that are capable of forming
relatively large nonselective pores in the lipid bilayers (the perforated-
patch technique), thereby allowing electrical access into the cell
while preventing the mobile internal cellular contents from diffus-
ing into the large volume of the pipette. The whole-cell configura-
tion is probably the most popular method since it offers
opportunities to rapidly evaluate the physiological and electrical
responses of excitable cells while also controlling the cellular con-
tent by choosing different solutions to place in the pipette. In the
whole-cell configuration, the patch-clamp amplifiers are operated
in one of the two modes: voltage clamp and current clamp. In the
voltage-clamp mode, the amplifier attempts to control the mem-
brane potential while simultaneously recording the current flowing
across the membrane, typically in response to various voltage wave-
torms applied to the cell. In the current-clamp mode, it is possible
to inject charge (or current) into the cell and simultaneously record
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Fig. 2 Basic setup for patch-clamp experiments. © Computer, @ A and B ampli-
fier, pipette holder, and headstage, ® A, B, and C micromanipulator, ® digitizer,
® vibration-isolated table, ® converted microscope, @ Faraday cage, ® pipette
puller, ® A and B microforge

the electrical potential across the membrane. The equipment
required to make the patch-clamp recordings possible is shown in
Fig. 2. The equipment consists of an amplifier and a digitizer inter-
faced with a computer. These are connected to a micromanipulator
to allow positioning and movement of the microelectrodes which
is typically mounted on the stage of a microscope which is in turn
placed on a “vibration-free” isolation table which is surrounded
by a grounded metal encasement (called a Faraday cage). Until
recently, the patch-clamp measurements were tedious and the stan-
dard amplifiers allowed one or two recordings to be made simulta-
neously. Although these traditional approaches have yielded a
wealth of insights into the properties of excitable cells, the process
of data generation is slow and painstaking. More recently, new
technologies allow up to 64 patch-clamp recordings to be made
simultaneously (Qpatch from Sophion Bioscience, Denmark;
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Autopatch from Xention Ltd, UK; and IONWORK from MDS,
USA), thereby immensely increasing the throughput using this
technique.

While the mechanics of making recordings are relatively
straightforward, the ability to record meaningful high-quality mea-
surements require thorough training in electrophysiological prin-
ciples and appreciation of several inherent assumptions that are
invariably made when making electrophysiological measurements.
Some factors that require a clear understanding in order to ensure
meaningful interpretations of measurements include the following:
(1) the need for Ag/AgCl electrodes in the pipette and external
bathing solutions; (2) liquid junction potentials arising from solu-
tion interfaces; (3) surface electrode potentials arising from the
differences in the chemical activity of ClI- ions in the bath and
pipette solutions; (4) the existence, quantification, and elimination /
minimization of a series resistance of the pipette (i.e., the resistance
between the Ag/AgCl electrode in the pipette and the cell mem-
brane); (5) the need for, and effects of, signal filtering; and (6)
effects of sampling frequency of recordings to satisfy the Nyquist
sampling theorem (preventing complicating due to aliasing).
Although various commercial suppliers provide instructions related
to these matters, a thorough understanding remains essential to
ensure reliable recordings.

Below we use the whole-cell recording technique to measure
hERG currents using the voltage-clamp mode and action potentials
using the current-clamp mode in ESC-derived cardiomyocytes.
The software interfaces are Clampex 8.2 and Clampfit 10. For fur-
ther reading, we suggest these books: The Axon Guide for
Electrophysiology and Biophysics Laboratory Techniques (Axon
Instruments, Inc.), Axopatch 200B Patch Clamp Theory and
Operation (Axon Instruments, Inc.), and ref. 3.

2 Materials

2.1 Cell Isolation

All solutions are prepared using ultrapure water (18.4 MQ at
24 °C) and analytical grade reagents. Note that this ultrapure water
typically still contains measurable amounts of ions. Of most rele-
vance is the observation that this water typically contains 10-30 pM
Ca?* which mandates the need for some Ca?* buffering in all pipette
solutions that are used for whole-cell recordings.

1. Ca**-free modified Tyrode’s solution: 120 mM NaCl, 5.4 mM
KCL, 5 mM MgSO,, 5 mM Na-pyruvate, 20 mM glucose,
20 mM taurine, 10 mM HEPES, pH 6.9 with NaOH.

2. Digestion solution: Ca**-free modified Tyrode’s solution with
1 mg/mL type II collagenase (352 IU/mg).
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. KB solution: 85 mM KCI, 20 mM K,HPO,, 5 mM MgSO,,
1 mM EGTA, 5 mM Na-pyruvate, 5 mM creatine, 20 mM tau-
rine, 20 mM glucose, 2 mM Na,ATP, pH 7.4 with KOH.

. 50 pg/ml Laminin solution

. Glass cover slip

. External solution: 140 mM NaCl, 4 mM KCI, 1 mM MgCl,,
1.2 mM CaCl,, 10 mM HEPES, 10 mM d-glucose, pH 7.35
with NaOH (see Note 1).

. Internal pipette solution: 115 mM potassium aspartate, 15 mM
KCl, 4 mM NaCl, 1 mM MgCl,, 5 mM MgATP, 5 mM
HEPES, 5 mM EGTA, pH 7.2 with KOH (se¢ Note 1).

. Dofetilide was added to external solution in some experiments
to block hERG current [4], and final concentration was
100 pM (see Note 2).

. Preparation of pipettes:

A pipette puller (Sutter instrument, Model P-87, parameter
value setting was based on ramp test) is used to forge a pipette
from glass capillary. The ends of the electrodes (i.c., the tips)
are polished with a microforge which heats the ends after pull-
ing to smooth the glass in the rim of the microelectrode tip.
The pipettes used in these experiments are typically 4-6 MQ
(tip diameter ~1.3 pm) after they are filled with internal solu-
tion (see Note 3).

. Use of a 3 M KCl agar bridge:

We routinely cover our external bath Ag/AgCl electrodes with
a polyethylene capillary tube that has been filled with 2 % agar
dissolved in 3 M KCl. These are made by heating a 3 M KCl
solution with 2 % (by weight) agarose. Once the agarose is dis-
solved, place one end of a polyethylene capillary tube (diame-
ter 0.5 mm) with a length of about 6 in. into the molten agar.
Apply gentle suction onto the free-end of the capillary tube,
thereby slowing drawing the heated agar into the tube. Ensure
that no air bubbles are formed. The agar-filled tubes are then
cut into 1 in. lengths and placed over the Ag/AgCl electrodes
located in the bath solution.

3 Methods

3.1 Cell Isolation

. To prepare laminin-coated glass cover slips (dimensions
4x10 mm?) to which isolated cardiomyocytes are attached,
place glass cover slips into 50 pg/ml laminin solution for
1 min. Allow cover slips to dry at room temperature.

. To remove culture medium and prepare for digestion, place
15-20 beating embryoid bodies (EBs) from cardiac differen-
tiation in 1 ml Eppendorf tubes containing StemPro-34
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3.2 Whole-Cell
Recording

(Invitrogen) culture media and centrifuge at 21 X g4 for 3 min.
Protocols for cardiac differentiation can be found in other
chapters of this book. After aspirating the culture media, the
EBs are resuspended in Ca*-free modified Tyrode’s solution
and then transferred to 10 mL culture tubes containing Ca?*-
free modified Tyrode’s solution. Leave the EBs in Ca**-free
solution at room temperature for 20 min.

. To digest the EBs, spin down the EBs at 21 X g for 3 min, care-

fully remove the supernatant as much as possible (se¢ Note 4),
add 3 ml digestion solution pre-warmed to 37 °C, and incubate
the EBs at 37 °C for 20 min with gentle periodic shaking by
hand.

. To judge the yield of digestion, take 50 pl aliquots from the

culture tube and check for the presence of dissociated cardio-
myocytes every 5 min after 20 min of digestion.

. When large numbers of cardiomyocytes appear, the digestion

is terminated (see Note 5) by centrifuging the suspension at
233X g for 3 min and aspirating the supernatant. The pellet is
then resuspended in 3 ml KB solution pre-warmed to 37 °C.

. Next, a small aliquot of cells is placed into culture dishes

(35 mm) containing 20 laminin-coated cover slips in serum-
free culture medium (see Note 6) and incubated at 37 °C for
24 h before patch-clamp experiments. Ensure that the cells are
transferred with a minimum of KB solution (minimum dilu-
tion of 1:30).

. Patch-clamp recordings are performed within 48 h after

dissociation and culturing.

. Before starting electrophysiological experiments, ensure that

the recording equipment are collectively grounded to mini-
mize electrical noise. Each day, Ag/AgCl electrodes should be
re-chloridized and fresh agar bridges placed over the bath elec-
trode (see Note 7). Check that the amplifier and digitizer are
well calibrated following the manufacturer’s instructions. All
electrical components need to be turned on for at least 1 h
before beginning recordings. We typically placed our pipette
and ground electrodes in their corresponding solutions for at
least 1 h before recording in order to minimize electrical drift
associated with slow equilibration times.

. Amplifier settings on the front panel of the Axopatch 200B

use the following settings to begin:

PIPETTE OFESET at about 4.0.
ZAP at 0.5 ms.

PIPETTE CAPACITANCE COMPENSATION at the off
position (i.e. at full counterclockwise position).
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SERIES RESISTANCE COMP. % PREDICTION at 0 %.
SERIES RESISTANCE COMP. % CORRECTION at 0 %.

SERIES RESISTANCE COMP. LAG at 100 ps (fully
clockwise).

WHOLE-CELL CAP. at 0 pF, OFF.

SERIES RESISTANCE at 0 MQ.

HOLDING COMMAND at 0 mV, toggle x1, OFF.
SEAL TEST at ON.

METER at .

MODE at V-CLAMP.

CONFIG. at WHOLE CELL.

OUTPUT GAIN at a=20 or as desired.
LOW-PASS BESSEL FILTER at 1 kHz.

LEAK SUBTRACTION at 0 MQ.

3. Recording protocols:

Recording protocols are created using the Clampex 8.2 soft-
ware, which is used to control the actions of the amplifier:
setting cell membrane potential, injecting current, etc. The
Clampex program is also used to record output generated by
the amplifier. Note that the sampling frequency should be at
least four times faster than the cutoff frequency used to filter
the output signals from the amplifier.

Action potential recording protocols are achieved by access-
ing the Acquisition menu in Clampex 8.2. In this menu select
Edit Protocol. In Mode /Rate page, check Episodic Stimulation
under Acquisition Mode part. In Trial Hierarchy, set Run/
trial at 1, sweep/run at 10, and samples/sweep/signal at
5,160. In Sample interval per signal part, select First interval
(ps) at 50; in Start-to-Start interval part, set Sweep (s) at 1 s.
In Experiment Type select Current-clamp; this means we will
use current-clamp mode recording of the action potential. In
Outputs page, set Analog OUT holding levels (mV) part at 0;
this means there will be no current inject to cell when the cell
is held for next stimulation. Then in Wave 0 page, check
Epochs in Analog Waveform part and set Inter-sweep Holding
level at Use holding; this means no current injection will occur
during the sweep interval. In Epoch description part, set the
following in column A: Type at Step, First level at 1.2 thresh-
old value; this means amplifier will inject 1.2-fold of the
threshold current into cell to depolarize cell membrane
(see Note 8). Set First duration (samples) at 40, and First
duration (ms) will automatically show “2”; this means ampli-
fier will output a 2-ms current pulse. Save this protocol for
later use.
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To set the protocols required to make hERG current
recordings, return to the Acquisition menu in Clampex 8.2.
Select Edit Protocol. In the Mode/Rate page, select Episodic
Stimulation under Acquisition Mode; in Trial Hierarchy part,
set Run/trial at 1, sweep/run at 1, and samples/sweep/signal
at 15,000. In Sample interval per signal part, set First interval
(ps) at 200. In Experiment Type set at voltage clamp; this
means we will use voltage-clamp mode, recording hERG tail
current. In Output Page, set Analog OUT holding levels (mV)
part at —80; this means cell membrane potential will be held at
-80 mV when waiting for stimulation. Then in Wave 0 page,
check Epochs in Analog Waveform part and set Inter-sweep
Holding level at Use holding; this means membrane potential
will be held at -80 mV between recording sweep intervals. In
Epoch description part set column A to the following: Type at
Step, First level (mV) at 60; First duration (samples) at 2,500,
and First Duration (ms) will automatically show “5007; this
means amplifier will clamp the membrane potential at 60 mV
for 500 ms. Then set column B to the following: Type at Step,
First level (mV) at —50; First duration (samples) at 11,000,
and First Duration (ms) will automatically show “2,2007; this
means the amplifier will clamp the membrane potential at
-50 mV for 2,200 ms. Save this protocol for later use.

. Mount pipette to the pipette holder, apply small positive air

pressure inside the pipette (see Note 9), lower the pipette into
bath solution, and run seal test in Clampex 8.2. Before doing
these, touch your hand to grounded metal to discharge static
on your body (see Note 10).

. Pipette offset adjustment:

Set holding potential at 0 mV, and adjust the PIPETTE
OFESET until the current on the meter reads zero.

. Pipette resistance measurement:

Apply a 2 mV pulse for 10 ms at a frequency of 50 Hz (the
values are adjustable in Seal test setting). This is achieved in the
Clampex software by using the seal test protocol. With this
protocol, you will observe repeated step increases in current
with an amplitude of about 1 nA passing through the electrode
tip into the bath. The current magnitude is used to determine
an estimate of the series resistance (Rs) of the pipette.

. Giga seal formation:

With the seal test protocol activated, move the pipette towards
the cell. As contact is made with the cell, the current level
decreases indicating an increase in resistance as a result of the
opening of the pipette being occluded by the cell membrane.
When the current is reduced by about 50-70 %, the positive
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pressure on the pipette is relieved and suction is applied to the
pipette to promote a strong seal formation between the glass
electrode and the membrane (a giga seal).

. Gaining access into the cell:

Set holding potential at -50 mV (see Note 11), and apply volt-
age steps of +5 mV for 10 ms at a rate of 50 Hz. This is typi-
cally achieved by using a second test seal function in Clampex
dedicated to membrane rupture protocols. With the pulses
being applied at 50 Hz, eliminate current transient generated
by the pipette capacitance (i.e., the pipette capacitance tran-
sients) by turning the SLOW MAG and FAST MAG
T controls. These dials inject current into the headstage amplifier
of the Axopatch 200B, thereby removing their appearance in
the recordings. Note that the current required to change the
voltage on the pipettes is still provided by the headstage ampli-
fier of the Axopatch 200B.

Next, apply repeated pulses of gentle suction until membrane
ruptures. Rupture of the membrane can be identified when
there is a sudden increase of capacitive transients. An alternative
method for rupturing the membrane is to use the ZAP function
on the Axopatch 200B amplifier. This function applies a large
hyperpolarizing voltage (1.3 Vpc) to the patch for a controlled
duration which is sufficient to electroporate the lipid bilayer,
thereby destroying the membrane under the tip of the pipette.
We prefer to use a combination: a very brief ZAP application
tollowed immediately by very gentle suction or keeping very
gentle suction and applying a very brief ZAP (see Note 12).

. Stop applying the 5 mV test pulse at 50 Hz. If the membrane

potential recordings are planned, change the patch-clamp
mode by setting MODE switch from V-clamp to I=0. Using
Clampex select the action potential recording protocol that
was mentioned above. Once the proper protocol is in place,
switch the MODE to I-clamp; run the protocol, record the
action potentials from the ES cells, and save the data for later
analysis.

Then switch the MODE to I=0; after hERG tail current
recording protocol was loaded properly, switch MODE to
V-CLAMP, run membrane test protocol, set holding at

-50 mV, and measure cell capacitance (Cm) and access resis-
tant (Ra) (see Note 13).

Cell capacitance transient cancellation:

Turn the WHOLE CELL CAP. switch to ON. Minimize the
capacitance transient by using the WHOLE CELL CAP and
SERIES RESISTANCE control simultaneously; turn SERIES
RESISTANCE COMP. CORRECTION to 75 % (see Note 14).
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Fig. 3 Examples of representative recordings. (a) hERG current and measurement. (b) Action potential and

measurement

3.3 Data Analysis

12.

13.

1.

2.

Reload hERG tail current recording protocol in Clampex, run
the protocol, record the current, and save the data for later
analysis.

Add dofetilide to external solution (see Note 2), incubate the
cell in dofetilide solution for 5 min, and repeat steps 9-13 (for
recording traces see Fig. 3).

hERG tail current measurement:

Using Clampfit program, measure the current amplitude as
shown in Fig. 3a. Current density was calculated by normalized
current amplitude to cell capacitance. As shown in Fig. 3a,
hERG current is completely blocked by dofetilide at these
concentrations.

Action potential duration measurement:

Using Clampfit program, measure action potential duration
and 75 % repolarization duration as shown in Fig. 3b. Also, we
can see that dofetilide prolonged the action potential.

4 Notes

Generally, to carry out patch-clamp experiments efficiently, cells
should be viable and of good quality because it is almost impossible
to make a seal in dead cells. If necessary, trypan blue is a useful
indicator for excluding dead cells especially. Electrical noise should
be minimized by effectively grounding all instruments. Also, coating
the pipette with Sylgard can reduce pipette capacitive current, and
possibly pipette noise, by decreasing the pipette capacitance.
Moreover, great patience is needed when experiments are carried
on. The following are additional notes for performing electrophys-
iological experiments.
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. Small particles in solution prevent good seal. It is good to filter

the solutions with 2.2 pm microfiber filter.

. Drugs can be spread onto a cell from 100 pm away through a

small tubing (around 100 pm diameter) facing to the cell or by
replacing whole external solution in the cell bath with a dofeti-
lide containing external solution.

. As the ESC-cardiomyocytes are relatively small (around 15 pF)

and most currents in them are less than 500 pA, it will be easier
to make a good seal with 4-6 MQ pipette than with the
1-3 MQ. This should be good enough for most current and
action potential recordings.

. Removing all Ca** from the digestion solution may prevent

over-digestion and increase output of healthy cells from the
isolation.

. When 80 % of cells are separated, it is often a good idea to stop

digestion as the remaining cells may have a low viability. The
percentage should be adjusted depending on the cell condition
when performing patch-clamp experiments. If cell viability is
low, even a lower percentage of cells may be left unseparated.

. It is hard to make giga seal if cell membrane is coated with

serum albumin. Culture of cells in serum-free media for 24 h
and washout of the culture medium before patch-clamping
will help achieve a giga seal.

. A good AgCl electrode and properly installed agar salt bridge

decrease serial resistant and prevent voltage-clamping error.

. To measure threshold current, in WaveQ page, column A, set

first level (mV) at 0 and Delta level (mV) at 2. This means that
the amplifier will gradually increase the current output, which
is injected to the cell to induce action potential, in the serial
sweeps within each run. The threshold current is defined as the
smallest stimulation current for inducing an action potential,
that is, the value of Delta level (mV) multiplied by the Sweep
number of the first action potential.

. Positive pressure inside the pipette keeps the flow of the small

amount of internal solution and prevents pipette being blocked
by small particle in the bath solution. Generally, 1.02-1.04-
fold of atmosphere pressure is enough. However, it results
in local change of external solution around the cell. Therefore,
it is important to keep perfusion with external solution.

By doing so, you can protect the measuring instruments from
being damaged by the static electricity.

Ataround -60 to -50 mV, most channelsin ESC-cardiomyocyte
are close, Iy current is small, and membrane is in high resis-
tance state. It is a good voltage range for measuring cell capac-
itance accurately and doing compensation of cell capacitance
and serial resistance.
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Chapter 19

Optogenetic Control of Cardiomyocytes via Viral Delivery

Christina M. Ambrosi and Emilia Entcheva

Abstract

Optogenetics is an emerging technology for the manipulation and control of excitable tissues, such as the
brain and heart. As this technique requires the genetic modification of cells in order to inscribe light sen-
sitivity, for cardiac applications, here we describe the process through which neonatal rat ventricular myo-
cytes are virally infected in vitro with channelrhodopsin-2 (ChR2). We also describe in detail the procedure
for quantitatively determining the optimal viral dosage, including instructions for patterning gene expres-
sion in multicellular cardiomyocyte preparations (cardiac syncytia) to simulate potential in vivo transgene
distributions. Finally, we address optical actuation of ChR2-transduced cells and means to measure their
functional response to light.

Key words Optogenetics, Adenovirus, Channelrhodopsin, Cardiomyocytes, Optical mapping,
Multiplicity of infection

1 Introduction

Optogenetic control of cardiomyocytes is achieved through the
genetic insertion of light-sensitive ion channels and /or pumps of
microbial origin (opsins) to render cells controllable by light. This
technique can be used for contactless manipulation of activity in
excitable tissues such as the brain and heart. In neuroscience, opto-
genetics has become the tool of choice to dissect neural circuits
and brain connectivity in health and disease through cell-specific
targeting since its first reported application in 2005 [1]. Since
then, a myriad of studies have linked specific neural populations to
behavior (for review see refs. 2-5) and addressed their contribution
to such conditions as depression [6], anxiety [7], addiction [8, 9],
and sleep disorders [10]. Pioneering novel optical therapies have
stemmed from this technique in the treatment of diseases, such as
epilepsy [11, 12], Parkinson’s [13-15], and retinal degeneration
[16]. Only more recently (since 2010) has optogenetics been
applied in the heart (for review see ref. 17). In vitro cardiac
applications have thus far explored the utility of expressing
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channelrhodopsin-2 (ChR2), an excitatory opsin, through viral
means in a mouse embryonic stem cell line followed by differentia-
tion to cardiomyocytes [18, 19] as well as through a tandem cell
unit approach where nonexcitable cells, expressing ChR2, are cou-
pled to cardiomyocytes, thus inscribing light sensitivity to the car-
diac syncytium [20].

The microbial opsins at the core of optogenetics can produce
cither depolarizing (excitatory) currents or hyperpolarizing (inhib-
itory) currents in mammalian cells. Excitatory opsins, such as chan-
nelrhodopsin (ChR), can provide fast kinetic currents of sufficient
amplitude to trigger action potentials, whereas inhibitory opsins,
such as halorhodopsin (HR) and archaerhodopsin (AR) can sup-
press activity via fast onset of hyperpolarization [21]. When an
opsin is activated by a photon of the appropriate wavelength light,
the chromophore all-trans-retinal, which is covalently bound to
the channel, is isomerized to 13-cis-retinal resulting in the opening
of the channel. Depending on the channel, cations (ChR, AR) or
anions (HR) flow with or are pumped against the electrochemical
gradient across the cell membrane to change transmembrane
potential. Mutant opsins are also available which are designed to
improve upon light sensitivity, speed, and spectral response [22, 23].
In the case of cardiac optogenetics, the most commonly used
mutant excitatory opsin is ChR2(H134R). ChR2(H134R) was
one of the first single amino acid mutants generated and results in
a 2-3x increase in channel conductance with minimal effect on
kinetics [24].

Optogenetics opens the possibility for an all-optical investiga-
tion of neural and cardiac electrophysiology when optical mapping
(using voltage- and calcium-sensitive dyes) is combined with these
new optical actuation tools. Our 2011 study was the first to com-
bine optical stimulation with high-speed, high-resolution optical
mapping [20]. The integration of these techniques allowed the
quantitative comparison of wave propagation and conduction
properties of both optical and electrical stimulation. As will be dis-
cussed in this chapter, care must be taken when choosing opsins
and optical sensors, such as calcium- and voltage-sensitive dyes, for
a combined experiment, as excitation and emission spectra may
overlap making data interpretation difficult.

This chapter describes the process for direct virally mediated
opsin expression in cardiomyocytes, including methods for spatial
gene patterning in cardiac syncytium. We specifically outline step-
by-step procedures for in vitro infection of neonatal rat ventricular
cardiomyocytes (NRVMs) with an adenovirus containing the
transgene for ChR2(H134R) fused to an eYFP reporter protein
with a ubiquitous CMV promoter. This technique is also applicable
to (and has been tested in) other cardiac cell types (including adult
cells) with appropriately designed optogenetic viruses and optimi-
zation of the viral infection protocol as described here.
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2 Materials

2.1 Isolating

and Preparing Cells
for Adenoviral
Infection

2.2 Determining
the Optimal
Multiplicity
of Infection

. NRVM culture media: M199 media (Invitrogen, Grand Island,

NY, USA) supplemented with 10 % fetal bovine serum (FBS),
12 pM 1-glutamine, 0.02 pg/mL glucose, 0.05 pg/mL
penicillin—streptomycin, and 10 mM HEPES. Store at 4 °C.
Warm to 37 °C before use.

. NRVMs prepared according to Jia et al. [20].

. Custom-designed Ad-ChR2(H134R)-eYFP or other virus

containing an appropriate light-sensitive opsin. Viral titer is
9 x 10! viral particles (VP)/mL (see Note 1).

2. Phosphate-buffered saline (PBS).
. NRVM culture media: M199 media (Invitrogen, Grand Island,

NY, USA) supplemented with 10 % FBS, 12 pM r-glutamine,
0.02 pg/mL glucose, 0.05 pg/mL penicillin-streptomycin,
and 10 mM HEPES. Store at 4 °C. Warm to 37 °C before use.

. NRVM infection media: M199 media (Invitrogen, Grand

Island, NY, USA) supplemented with 2 % FBS (sec Note 2),
12 pM 1-glutamine, 0.02 pg/mL glucose, 0.05 pg/mL
penicillin-streptomycin, and 10 mM HEPES. Store at 4 °C.
Warm to 37 °C before use.

. Fibronectin (BD Biosciences, San Jose, CA, USA): Prepare a

stock solution (5 mg/mL) by adding 1 mL distilled water to
the vial, aliquot, and store at -20 °C. For coating cell culture
dishes, dilute stock solution in PBS for a final working concen-
tration of 50 pg/mL. Unused fibronectin can be stored at
4°C for up to 1 week.

. Glass-bottomed dishes (14 or 20 mm) (In Vitro Scientific,

Sunnyvale, CA, USA).

. Tyrode’s solution: Prepare a 5x concentrated Tyrode’s solu-

tion by dissolving the following amounts of compounds in 1 L.
of distilled water: 1.02 g MgCl,, 2.01 g KCl, 39.45 g NaCl,
0.2 g NaH,PO,, and 5.96 g HEPES. This concentrated solu-
tion can be stored at 4 °C for several months. To make a work-
ing Tyrode’s solution mix 400 mL distilled water with 0.46 g
p-glucose, 750 pl. CaCl, (for 1.5 mM Ca?* in final volume),
and 100 mL of 5x Tyrode’s stock. The concentrations (in
mM) are as follows: NaCl, 135; MgCl,, 1; glucose, 5; HEPES,
5; KCI, 5.4; CaCl,, 1.5; NaH,PO,, 0.33. pH should be
adjusted to 7.4 with NaOH.

. Propidium Iodide (Life Technologies, Grand Island, NY,

USA): Stain is packaged as a 1 mg/mL solution. For a final
working concentration of 2 pg/mlL, dilute 2 pL of stock solu-
tion in 1 mL of non-phosphate-containing solution, such as
Tyrode’s.
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2.3 Patterned

Transgene Expression

2.4 Optogenetic

1. Sylgard® 184 Silicone Elastomer Kit (Fisher Scientific,
Pittsburgh, PA, USA).

1. Quest Rhod-4, AM (AAT Bioquest, Sunnyvale, CA, USA):

Actuation Prepare a stock solution of 0.5 mM which can be stored at

and Feedback -20°C until experimental use. The solvent contains 20 %
Pluronic (F127) and 80 % dimethyl sulfoxide (DMSO). Dilute
to 10 pM in room-temperature Tyrode’s solution for cardio-
myocyte staining.

3 Methods

3.1 Isolating Cells specific to this protocol (NRVM) are isolated using a previ-

and Preparing Cells ously published technique [20]. In short, the ventricular apex is

for Adenoviral excised from 2- to 3-day-old Sprague-Dawley rats and enzymati-

Infection cally digested overnight with trypsin at 4 °C and then with collage-

3.2 Determining
the Optimal
Multiplicity
of Infection

nase at 37 °C the following morning. Cardiac fibroblasts are
removed from the cell suspension by a two-stage pre-plating pro-
cedure. At the end of the isolation procedure, cardiomyocytes are
counted and resuspended in NRVM culture media (see Subheading 2
for recipe) to a concentration of 1.125x 10° cells/mL.

This section describes the viral infection of cardiomyocytes with
opsin genes using a suspension approach with proper dosing for
maximum efficiency while maintaining cell viability. Carry out all
procedures under a Biosafety Level 2 (BSL-2) cabinet unless oth-
erwise specified (see Note 3).

1. Prepare a cell suspension of NRVM at a concentration of
1.125x10¢ cells/mL in NRVM culture media (containing
10 % EBS, see Subheading 2 for recipe).

2. Remove adenovirus from storage at —20 °C and place on ice
(see Note 4).

3. Separate the total volume of cell suspension into three (or
more) conicals for multiplicity of infection (MOI) testing (see
Note 5). For this protocol, we will describe MOI testing at 0
(control), 25, and 100.

4. Calculate the amount of viral particles needed for infection at
the specified MOI (see Note 6):

Viral particles (VP) = (total number of cells)x (MOI)

For example, to infect 2.25x10° cells (2 mL cell suspen-
sion at 1.125x10° cells/mL) at MOI 25, 56.25x 10° VP are
required.



5.

10.
11.

12.

13.

Cardiac Optogenetics 219

Calculate and measure out the volume of virus needed for
infection:

Viral particles (VP)

Viral vol L)=
iral volume (uL.) Viral titer (VP / uL)

For example, to infect a 2 mL suspension of NRVM
(2.25%10° total cells), a total viral volume of 62.5 pL is
required.

. Mix the viral volume (pL) calculated in step 5 with infection

media (containing 2 % FBS, see Note 2 and Subheading 2 for
recipe), so that the volume of virus and infection media main-
tain the original cell concentration of 1.125x10¢ cells/mL
(see Note 7).

. Spin down the cells at 720 x 4 for 4 min.

. Aspirate the culture media from the conical taking care not to

disrupt the cell pellet, and resuspend the cells in the infection
media and viral particle mixture from step 6.

. Incubate the conicals at 37 °C, 5 % CO,, for 2 h with agitation

every 15-20 min during this time (se¢ Note 8).
Spin down the cells at 720 x 4 for 4 min.

Aspirate the infection media from the conical, again taking
care not to disrupt the cell pellet, and resuspend the cells in
fresh NRVM culture media maintaining the original cell con-
centration of 1.125 x 10° cells/mL.

Plate the cells in a monolayer at a density of 350470 k cells/
cm? on fibronectin-coated (50 pg/mL, see Note 9) glass-
bottomed dishes.

Image transgene expression based on fluorescence of the
reporter molecule, in this case eYFP (see Fig. 1).

‘B MOI1 25 C MOl 100 5,

Fig. 1 ChR2 expression in cardiomyocytes: Representative fluorescent images of NRVMs infected with
Ad-ChR2(H134R)-eYFP at (a) MOI 0, control; (b) MOI 25; and (¢) MOI 100. Blue stain is DAPI. Scale bar is

100 pm
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Fig. 2 Cell viability upon viral dosing: Representative fluorescent images of NRVMs infected with
Ad-ChR2(H134R)-eYFP and stained with Pl at (a) MOI 0, control; (b) MOI 25; and (¢) MOI 100. Scale bar is
100 pm. (d) Quantification of PI staining presented as average number of pixels with Pl stain above threshold

normalized to area (mm?)

14.

15.

16.
17.

18.

19.

Since optimization of the MOI requires maximizing
expression efficiency and minimizing cytotoxic effects, prop-
idium iodide (PI) staining can be used to quantify cell death.
PI is a membrane-impermeant DNA stain, excluded from via-
ble cells and commonly used to detect dead cells in a given
population.

Prepare a 2 pg/mL solution of PI diluted in a Tyrode’s solu-
tion (see Subheading 2 for recipe). This fluorescent stain is
light sensitive, and therefore the application must be com-
pleted in the dark.

Remove media and add 0.5 mL of the 2 pg/mL solution to
the glass-bottomed dish containing the cells of interest.

Incubate the cells with PI for 2 min.

Remove the dye solution and wash with fresh Tyrode’s
solution.

Image cell viability based on the fluorescence of PI using
appropriate excitation and emission filter sets (see Fig. 2).
When PI is bound to nucleic acids, the maximum excitation
and emission are 535 nm and 617 nm, respectively.

Based on the overall transgene (ChR2(H134R)-eYED) expres-
sion and cell viability, determine the optimal MOI to be used
in future experiments (se¢ Note 10). For NRVM infected with
our custom-designed Ad-ChR2(H134R)-eYFDP, the optimal
MOI was found to be 25 based on maximal expression and
minimal cell death.

3.3 Patterned The ability to infect NRVM cells in suspension, as opposed to in
Transgene Expression dish infection after cell plating, allows for patterned optogenetic
transgene expression, as described in this section. To date, we have
patterned islands of ChR2(H134R)-eYFP-expressing cells using
silicone elastomer stencils, in addition to graded mixtures of
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10 mm 10 mm

Fig. 3 Patterning stencils: Example schematic of silicone elastomer stencil used
to pattern an island of ChR2-expressing NRVMs surrounded by normal, unin-
fected NRVMs. Not drawn to scale

infected and uninfected cells mimicking potential in vivo transgene
expression patterns.

1.

Thoroughly mix silicone elastomer in the ratio of 10 parts base
to 1 part curing agent (total weight of this mixture is 2.2 g).

. Pour elastomer mixture into a 60 mm petri dish. Allow the

elastomer to spread out and cover the entire bottom of the
dish. This volume will yield a 200-250 pm thick layer of

silicone.

. Bake in an oven at 50-60 °C for 2 h. Alternatively, the elasto-

mer can be cured at room temperature for 24 h.

. In the meantime, coat glass-bottomed dishes with 50 pg/mL

of fibronectin (see Note 9). Cover dishes and leave in the incu-
bator (37°C, 5 % CO,) for 1-2 h.

. When the elastomer is finished setting, cut out stencils, such as

that illustrated in Fig. 3, in the shape of the desired pattern.
The stencil illustrated here will create an island of light-sensitive
cardiomyocytes surrounded by normal, uninfected cardiomyo-
cytes or vice versa.

. When the glass-bottomed dishes have been coated with fibro-

nectin, remove the solution and carefully place the stencils on
the glass-bottomed dish in the desired location (see Note 11).

. Plate a droplet of infected cells (350—470 k cells/cm?) in the

stencil cutouts and let sit for 30—40 min (se¢ Note 12). This
will be sufficient time to allow the infected NRVM to begin
adhering to the dish. The droplet volume is determined in
such a way that the open stencil area should be covered at a
target density of 350470 k cells/cm?.

. Carefully, remove the stencil and plate uninfected cells at the

same plating density in a monolayer on the glass-bottomed
dish.
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Fig. 4 Spatial patterning of ChR2 expression: Representative binarized distributions of ChR2-expressing
NRVMs (eYFP, white) in four configurations: (a) global expression of ChR2; (b) mixture of 35 % ChR2-expressing
NRVMs and 65 % non-infected NRVMSs; (¢) mixture of 10 % ChR2-expressing NRVMs and 90 % non-infected
NRVMs; (d) island of ChR2-expressing NRVMs

3.4 Optogenetic
Actuation
and Feedback

9. To plate uniform, graded mixtures of infected and uninfected
cells, mix various concentrations, such as 35 % infected cells
and 65 % uninfected cells, that have been maintained in sus-
pension during infection, and plate these mixtures at a density
of 350-470 k cells /cm?.

10. Image transgene expression based on fluorescence of the
reporter molecule (see Fig. 4 for examples of transgene
distributions).

This section describes means of functional testing of the cardio-
myocyte samples transduced with the opsin of interest. It
demonstrates a combined optical actuation and optical sensing.
The macroscopic (large field of view) optical mapping described in
this section is done using a custom-developed ultrahigh-resolution
system which has been previously described in detail [20]. Other
charge-coupled diode (CCD)-, photodiode array (PDA)-, and
complementary metal-oxide-semiconductor (CMOS)-based opti-
cal mapping systems can also be adapted to this protocol (for
review see ref. 25). Alternatively, the optical sensing can be done
with a microscope-integrated photodetector [17]. Here we focus
on the choice of optical sensors (i.¢., calcium- and voltage-sensitive
dyes) and how to trigger optical excitation in NRVM monolayers.

All measurements described here are recorded at room tem-
perature and in the dark so as not to photobleach the fluorescent
dyes and /or activate the opsins.

1. Remove a dish with an NRVM monolayer containing cells
expressing ChR2(H134R) from the incubator (37°C, 5 %
CO,).

2. Remove culture media from the dish, and incubate cells with
10 pM Quest Rhod-4AM (see Subheading 2 for recipe), a
robust calcium-sensitive dye (see Note 13), diluted in room-
temperature Tyrode’s solution for 20 min.
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Optical mapping system

b electrical stimulation optical stimulation
Ca2+ (norm. fluorescence) Ca2+ (norm. fluorescence)
STIM STIM
A A
B B
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0s N T 04 s

Fig. 5 Combining optical actuation with optical imaging: (a) Experimental setup for high-resolution, high-speed
optical imaging and optical control of cardiac syncytia. (b) Activation maps in cardiac syncytia by electrical and
optical pacing at 0.5 Hz. Normalized calcium transients (acquired with Rhod 4 staining) are shown from two
locations—A and B

3. Remove dye solution, and wash the cells with a 20-min
incubation in fresh room-temperature Tyrode’s solution.

4. Place a freshly stained glass-bottomed dish on the optical map-
ping setup (see Note 14).

5. Record electrical activation of the monolayer by pacing with
custom-built platinum electrodes connected to a Myopacer
Cell Stimulator or equivalent (see Fig. 5b for example of elec-
trical pacing output and Note 15).

6. Record optical activation of the monolayer using light pulses
with a wavelength specific to the opsin integrated into the virus
(i.e., 470 nm for ChR2(H134R)) (see Fig. 5b for example of
optical pacing output and Notes 16-18). According to a
strength—duration curve, the pulse duration can be decreased if
higher optical power is used. For example, for our samples, 10-ms
optical pulses of 0.01 mW,/mm? are sufficient to trigger activity
in NRVM uniformly expressing ChR2(H134R) (see Note 19).
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4 Notes

. Depending on the viral titer, a dilution may be required prior

to infection. In our case, Ad-ChR2(H134R) (original titer:
9x 10" VP/mL) is diluted in 1 mL of PBS for a final working
concentration of 9x 108 VP /mL.

. High levels of protein in the culture media (with 10 % FBS)

can interfere with the binding of the adenovirus (or any viral
vector) to their cellular receptors. Therefore, a lower serum
infection media (with 2 % FBS) is used during infection as a
trade-oft with no-serum media which cardiomyocytes do not
tolerate well.

. All work with adenoviruses should be completed under the

NIH guidelines for working with recombinant DNA. Infections
are performed under a certified BSL-2 hood, and personal pro-
tection equipment (gloves, lab coat) are worn at all times while
handling infectious materials. In addition, for decontamina-
tion, all pipets, dishes, and conicals are rinsed with 10 % bleach
and autoclaved.

. Adenoviruses should not undergo multiple freeze /thaw cycles

as they could negatively affect performance. Ad-ChR2(H134R)
is stored at =20 °Cin a 25 % glycerol solution (2x storage solu-
tion: 10 mM Tris pH, 100 mL NaCl, I mM MgCl,, 0.1 %
BSA, and 50 % glycerol).

. The amount of virus needed for efficient infection of cells (i.e.,

successful, widespread expression of the transgene and low
cytotoxicity) will differ depending on the cell type. For
NRVMs, MOIs ranging from 25 to 100 were tested.

. VP represent the total amount of particles in a volume irrespec-

tive of their function. Transducing units (TU), plaque-forming
units (PFU), or infectious units (IFU) represent the number of
functional viral particles in a given volume. For most viral prep-
arations the VP:PFU ratio ranges from 20:1 to 50:1.

. In this protocol, infection is completed with the cells in sus-

pension. Provided the cells (like NRVM) tolerate remaining in
suspension for a sufficient period of time, infection in this man-
ner allows for better access of the viral particles to the cell sur-
face (membrane) and (in our hands) results in healthier cells
post-infection. NRVMs tolerate this protocol well; however it
may not be suitable for all cell types.

. Make sure to shake hard enough to disrupt the pellet of cells

and resuspend them sufficiently in order to fully expose them
to the virus for infection.

. Neonatal cells show preference for fibronectin-coated surfaces,

whereas adult cells tend to show preference for laminin-coated
surfaces [26].
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Table 1
Excitation spectra for opsin, reporter protein, and imaging dyes

Peak excitation (nm) Peak emission (nm)
Opsin
ChR2 470+20 n/a
Reporter protein
cYFP 515 530
Imaging dyes
Ca?* (Rhod-4) 525+40 58540
Vi (di-8-ANEPPS) 525+40 610+75
10. Viral performance may vary between batches. Therefore, a

11.

12.

13.

14.

repeat optimization protocol may be necessary.

When placing stencils on the fibronectin-coated glass-
bottomed dishes, make sure that the dish is dry enough so that
the stencil sticks. If not, the cell droplet will spread under the
stencil when cells are plated.

Ensure that the droplet is of a large enough volume so as not
to dry up during this first step of the cell plating procedure. In
our experience, a 10 pL droplet is of a sufficient volume and
size when placed within a 3 mm diameter stencil.

The calcium-sensitive dye—Quest Rhod 4 AM—was chosen in
this instance because of the compatibility of its excitation and
emission spectra with ChR2 (see Table 1 for spectral character-
istics). In choosing a dye for optical mapping, it is also critical
to account for the reporter gene of the opsin (in this case,
eYFP), as it is not ideal to excite it in a way that emits too much
light during optical mapping, potentially masking the optical
response of the monolayer. As also highlighted in Table 1,
since di-8-ANEPPS has the same spectral characteristics as
Rhod 4, this voltage-sensitive dye may be used in place of the
calcium-sensitive dye in the experiments described in this pro-
tocol. It should be noted, however, that di-8-ANEPPS has
been reported to have a lower fractional change in fluorescence
at the cellular level [25] and, consequently, optics may need to
be adjusted in order to collect enough light for an analyzable
optical signal.

Our custom-developed macroscopic optical mapping system
[27], as shown in Fig. 5a, includes a CMOS camera (pco,
Germany), capable of recording at 200 frames per second over
1,280 x 1,024 pixels; a Gen 111 fast-response intensifier (Video
Scope International, Dulles, VA); light collection optics
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15.

16.

17.

18.

(Navitar Platinum lens, 50 mm, f/1.0) and emission filter
(610/75 nm); excitation light source (525 nm, Oriel); and an
adjustable imaging stage. Excitation light for the calcium- or
the voltage-sensitive dye is delivered using tangential illumina-
tion (i.e., at a 90° angle with respect to the imaging axis) by a
QTH lamp with branching liquid light guides. Excitation light
for the opsins is provided through the bottom of the dish (see
Notes 16 and 17).

Propagation data, in the cases of both electrical and optical
stimulation, are collected using the commercially available
software CamWare (pco, Germany). Raw data is then pro-
cessed and analyzed in custom-developed Matlab software to
quantify propagation, conduction velocity, and transient mor-
phology, among other measures. In addition, all data are typi-
cally spatially filtered (Bartlett filter; kernel size: 10 pixels) as
well as temporally filtered (Savitzky—Golay filter; order: 2,
width: 11).

To date, we have used two types of illumination systems with
which to optically stimulate light-sensitive monolayers: LED
and laser based. The choice of illumination system will, in part,
depend on the power requirements of the excitable syncytium
and the use of any fiber optics downstream of the light source,
which can decrease power at its delivery point.

As one of the advantages of optogenetics is its high spatiotem-
poral resolution, it is possible to utilize patterned illumination
in the depolarization/hyperpolarization of optogenetically
modified excitable syncytium [28, 29]. To date, in our experi-
ments, we have applied single-point (1 mm diameter spot size)
illumination, using a fiber optics-coupled high-power blue
LED (470 nm, 1.6 A; ThorLabs, Newton, NJ, USA), as well
as global (0.79 cm? spot size) illumination, using a fiber optics-
coupled diode-pumped solid-state (DPSS) blue laser (470 nm,
120 mW; Shanghai Laser and Optics Century Co., Shanghai,
China). We have not directly compared the energies required
for point versus global illumination; however, depending on
the distribution of optogenectic elements in the syncytium,
single-point illumination may not provide sufficient energy for
optical excitation.

The energy for optical stimulation is measured and reported in
terms of irradiance (mW,/mm?). Irradiance is measured at the
site of light delivery using an optical power meter with an
appropriately sized sensor area (0.785 cm?). All reported irra-
diance measurements are taken at the end of each experiment
as slight, unintentional alterations in the position of the sample
and /or optical fiber can significantly alter the resultant power
measurement. In addition, if optically illuminating from the
bottom of the glass-bottomed dish (se¢ Fig. 5a), it is also
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important to measure the power through a glass-bottomed
dish as it could attenuate light. Threshold irradiance levels
required to trigger propagating action potentials in test sam-
ples are directly related to the expression levels and functional-
ity of the virally introduced opsins.

19. The availability of retinal is necessary and essential for the
proper light-sensing abilities of ChR2 and other opsins. As a
chromophore, retinal covalently binds to opsins to form pho-
tosensitive receptors. Without retinal, no functional opsin
channels can be assembled. In our experience with NRVM, we
have not had to add exogenous retinal, as NRVMs contain suf-
ficient retinal for opsin function. It has, however, been reported

that the addition of exogenous retinal can increase optical

responsiveness [30].
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Chapter 20

Methods for Assessing the Electromechanical
Integration of Human Pluripotent Stem GCell-Derived
Cardiomyocyte Grafts

Wei-Zhong Zhu, Dominic Filice, Nathan J. Palpant,
and Michael A. Laflamme

Abstract

Cardiomyocytes derived from human pluripotent stem cells show tremendous promise for the replacement
of myocardium and contractile function lost to infarction. However, until recently, no methods were avail-
able to directly determine whether these stem cell-derived grafts actually couple with host myocardium and
fire synchronously following transplantation in either intact or injured hearts. To resolve this uncertainty,
our group has developed techniques for the intravital imaging of hearts engrafted with stem cell-derived
cardiomyocytes that have been modified to express the genetically encoded protein calcium sensor,
GCaMP. When combined with the simultaneously recorded electrocardiogram, this protocol allows one to
make quantitative assessments as to the presence and extent of host—graft electrical coupling as well as the
timing and pattern of graft activation. As described here, this system has been employed to investigate the
electromechanical integration of human embryonic stem cell-derived cardiomyocytes in a guinea pig
model of cardiac injury, but analogous approaches should be applicable to other human graft cell types and
animal models.

Key words Human pluripotent stem cells, Zinc finger nuclease, GCaMP3, Cardiac repair, Intravital
imaging, Electromechanical coupling

1 Introduction

In recent years, there has been tremendous interest in stem cell-
and tissue engineering-based approaches to replace the muscle
that is lost following myocardial infarction. For example, our
group and others have shown that human embryonic stem cell-
derived cardiomyocytes (hESC-CMs) can partially remuscularize
the infarct scar and improve contractile function in rodent mod-
els of myocardial infarction [ 1-4]. However, to contribute func-
tionally meaningful new force-generating units and avoid
creating electrically excitable but imperfectly coupled tissue that
might promote arrhythmias, graft cells must undergo appropriate

Milica Radisic and Lauren D. Black lll (eds.), Cardiac Tissue Engineering: Methods and Protocols, Methods in Molecular Biology,
vol. 1181, DOI 10.1007/978-1-4939-1047-2_20, © Springer Science+Business Media New York 2014
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electromechanical integration and contract synchronously with
host myocardium during systole.

A number of strategies have been employed to assess the elec-
tromechanical integration of various graft cell types following
transplantation into either intact or injured hearts. Historically, the
most common approach has been to transplant graft cells tagged
with a static fluorescent label, such as green fluorescent protein
(GFP) or DiO. With this approach, the engrafted heart is later
harvested and stained with a spectrally distinct fluorescent voltage-
or calcium-sensitive dye that reports cardiomyocyte activation
[5-10]. One then looks for evidence of activation (e.g., optical
action potentials or calcium transients) arising from the tagged
graft tissue. However, a major challenge with this approach is the
need to reliably distinguish between graft and host, since both will
have been labeled with the dye. Graft implants commonly overlie
surviving host myocardium, so distinguishing between the two
becomes particularly problematic when imaging the heart from the
epicardial surface. Illustrating this problem, our group recently
used an independent technique to identity hearts with uncoupled
grafts, and we found that deep surviving host tissue labeled with
the voltage dye RH237 emitted optical action potentials [3].
Unlike the graft, these optical action potentials were perfectly syn-
chronized with the host ECG, and we would have otherwise erro-
neously interpreted them as graft derived. It may therefore be cause
for concern that nearly all studies using this sort of an approach
have reported apparently “secamless” graft integration; that is, both
graft and host tissues showed similar optical action potential ampli-
tudes, patterns of graft activation, and conduction velocities.

One partial solution to this problem is to use higher resolution
techniques such as two-photon microscopy to distinguish between
host and graft cardiomyocytes at the single-cell level [8], but the
latter does not allow one to assess graft behavior at the macro-
scopic level or acquire critical tissue-level parameters (e.g., graft
conduction velocity). An arguably better solution—and the one
that forms the basis for the protocol described here—is to use a
graft-autonomous reporter in which the activation signal arises
solely from the graft. The genetically encoded fluorescent calcium
sensor GCaMP serves as a convenient reporter for this purpose,
since cardiomyocytes exhibit cytosolic calcium transients with each
depolarization and contractile cycle. A large family of increasingly
bright GCaMP variants has now been created, each of which incor-
porates moieties including circularly permuted GFP (cpGEFPD),
calmodulin (CaM), and a CaM-interacting M13 domain from
myosin light chain kinase [8, 11-13]. Cardiomyocytes expressing
GCaMP show robust fluorescent transients in vitro with each con-
tractile cycle, and they form intracardiac grafts that emit fluores-
cence transients that can then be correlated with the ECG of
recipient hearts [ 3, 14].
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Below, we describe how to wuse zinc finger nuclease
(ZFN)-mediated transgenesis [ 15, 16] to generate a stable hESC
line expressing a GCaMP variant called GCaMP3 as well as how to
generate large quantities of enriched GCaMP3* hESC-CMs. We
then provide detailed methods for creating a guinea pig model of
cardiac injury, transplanting GCaMP3* hESC-CMs in this model,
and ultimately the intravital imaging of GCaMP3* hESC-CM
grafts. Our lab recently used these same methods to demonstrate
that, while hESC-CMs exhibit reliable 1:1 host—graft coupling in
uninjured hearts, their electromechanical integration is imperfect
following transplantation in injured hearts (presumably due to
intervening scar tissue) [3]. While this protocol is written for this
specific cell type and animal model, the same general approach
should be useful in assessing the electromechanical integration of
other graft cell types as well as engineered tissue constructs. In
addition to overcoming the aforementioned concerns about facti-
tious graft-derived signals, the ZFN-mediated targeting strategy
used to insert the GCaMP3 expression cassette can be directly
applied to any human cell type.

2 Materials

2.1 Generation of the
GGaMP3 Reporter
hESC Line

2.2 Generation
of GCaMP3*
hESC-Derived
Cardiomyocytes

1. H7/WAOQ07 hESC line (Wicell Research Institute, Madison,
WI) (see Note 1).

. AAVS1 ZFN plasmid (see Notes 2 and 3).

. pZDonor-GCaMP3 plasmid (se¢e Notes 2 and 3).
. Electroporator.

. Human stem cell Nucleofector kit 1 (Lonza).

. LY294002 stock solution: 5 mg LY294002 is dissolved in
1.6 mL DMSO to make 10 mM stock solution. Aliquot, and
store at =20 °C.

. 50 mg/mL G418.

8. Accutase solution.

9. Mouse embryonic fibroblast conditioned medium (MEF-CM)
and Matrigel-coated plates (please see ref. 17, 18).

10. Human basic fibroblast growth factor (hbFGF): Dissolve into
PBS (with 0.2 % BSA) to make 10 pg/mL stock solution. Store
aliquots at -20°C.

[©2NNNY 2 NG I 8]

N

1. Versene.

2. RPMI-B27 medium: 98 % (v/v) RPMI 1640, 2 % B27 serum
supplement minus insulin, and 2 mM r-glutamine.

3. Activin A: Make 10 pg/mL stock solution in PBS (with 0.2 %
BSA). Store aliquots at =20 °C.
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2.3 Cryopreservation
of GCaMP3+
hESC-CMs

2.4 Preparation

of GCaMP3+ hESC-
CMs for Intracardiac
Transplantation

2.5 Cardiac
Cryoinjury

and Transplantation
of GCaMP3+ hESC-
CMs into Guinea
Pig Hearts

Wei-Zhong Zhu et al.

4.

[E O S NS T

N Ul

11.

12.
13.

BMP-4: Make 1 pg/mL stock solution in PBS (with 0.2 %
BSA). Store aliquots at —=20 °C.

. Y27632 dihydrochloride (ROCK inhibitor): Dissolve in sterile

water to make 10 mM stock solution. Store aliquots at =20 °C.

. Trypsin—EDTA 0.05 % solution and defined trypsin inhibitor.
. Insulin-like growth factor-1 (IGF-1).

. Cyclosporine A (CsA).

. DNase I: Dissolved to 400 U/uL with PBS. Sterile filter, and

store at =20 °C.

. Cryostor CS10 (BioLife Solutions).

. Controlled-rate freezer.

. Matrigel-based pro-survival cocktail (PSC): Thaw 1 mL undi-

luted Matrigel on ice. Mix CsA (200 nM), ZVAD-FMK
(10 pM), BCL-XL (50 nM), IGF-1 (0.1 pg/mL), and pinaci-
dil (50 pM) into Matrigel to make PSC.

. RPMI based PSC: Add all the preceding factors into RPMI

medium instead of Matrigel.

. Insulin syringes with 27G needle.

. Male guinea pigs (650-750 g).

. A general surgical instrument set, including needle holder,

tweezers, forceps, scissors, eye scissors, retractor, blades, and
scalpel handle.

. Sutures: 4-0 Vicryl coated, 4-0 silk, 5-0 nylon.

. 8 mm diameter aluminum cryoprobe, liquid nitrogen, and

thermal container.

. Pediatric  laryngoscope and 14G shielded intravenous
catheter.
. Heating pad.

. Skin cleaning agents: 70 % ethanol, chlorhexidine gluconate,

Betadine.

. Lubrifresh opthalmic ointment.

. Rodent ventilator and anesthesia vaporizer with isoflurane.
10.

Anesthetics: Ketamine (50 mg/kg), xylazine (2 mg/kg), iso-
flurane (1.5 %).

Analgesics:  0.025 %
(0.05 mg/kg).

Immunosuppressive drugs: CsA and methylprednisolone.

(v/v) Bupivacaine, buprenorphine

Antibiotic: 0.3 mL/kg Baytril® (2.27 % enrofloxacin injectable
solution).



2.6 Intravital
Imaging of GGaMP3+
hESC-CM Grafts

in Guinea Pig Hearts

2.7 Analysis
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. Epifluorescence stereomicroscope.

. Fluorescence illumination system.

. High-speed CCD camera (e.g. Andor iXon).
. Data acquisition system.

. Bioamplifier.

. Langendortf heart system.

. Langendorff perfusion solution (mM): 25.0 NaHCO;, 1.2
MgSO,, 4.7 KCI, 118.0 NaCl, 1.2 KH,PO,, 11.0 glucose, 1.0
sodium pyruvate, 1.8 CaCl,. Oxygenate with a submerged
bubbler with 95 % O,/5 % CO, gas for about 10 min before
adding CaCl, to stabilize pH, then 0.2 pm filtered.

8. Blebbistatin (10 pM): 10 mM Stock solution in DMSO and
store at -20°C. Dilute in Langendorft perfusion solution
(above) immediately before use.

N O\ U N

1. Matlab software (Mathworks) and a PC.

of GCaMP3

Fluorescence Signals

3 Methods

3.1 Generation of the ~ Transgenic hESCs stably expressing the GCaMP3 fluorescent
GCaMP3 Reporter reporter are generated by ZFN-mediated insertion of the GCaMP3
hESC Line expression cassette into the AAVSI locus using methods adapted
(See Notes 1-4) from Hockemeyer et al. [15] (see also Fig. 1). In brief, this proto-

col involves transient transfection with two plasmids (the AAVS1
ZFN and pZDonor-GCaMP3 vectors), both of which are available
from our group upon request or can be generated de novo as
described in Note 2. Prior to transfection, undifferentiated wild-
type hESCs are cultured under feeder-free conditions, using
Matrigel-coated plates and daily feeding with MEE-CM plus bFGF
(4 ng/mL). Methods for the feeder-free growth of hESCs have
been detailed elsewhere by our group and others [17, 18].

1. Foratleast4 h prior to transfection, treat hESCs with MEF-CM
supplemented with bFGF (4 ng/mL) and 1Y294002
(10 pmol/L).

2. Prepare plasmid DNA cocktail containing 5 pg of AAVSI
ZFN and 20 pg of pZDonor GCaMP3 donor vectors.
Immediately prior to transfection, mix the DNA cocktail with
Amaxa Human Stem Cell Nucleofector Solution 1 (see Notes

3 and 5).

3. Rinse hESCs with PBS and then treat with Accutase for
approximately 5 min. Remove the Accutase, rinse with PBS,
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Fig. 1 Zinc finger nuclease (ZFN)-mediated targeting of the GCaMP3 expression cassette to the AAVS1 locus.
(@) The AAVS1 ZFN plasmid includes two expression cassettes, in which separate human PGK promoters drive
the expression of the AAVS1 site-specific ZFN pair. (b) The pZDonor-GCaMP3 plasmid includes GCaMP3 and
neomycin selection cassettes that are flanked by AAVS1 site homology arms (each ~800 bp). GCaMP3 expres-
sion is driven by the CAG promoter, while the neomycin resistance gene is driven by the human PGK promoter.
(c) The AAVS locus is located between exons 1 and 2 of the PPR1R12C gene on chromosome 19. (d)
Co-transfection of AAVS1 ZFN and ZDonor-GCaMP3 plasmids in human cells results in targeting of the latter
vector to the AAVS1 locus by homologous recombination (see Subheading 3.1 for details). pA bovine growth
hormone polyadenylation signal, Ex exon, NeoKan neomycin/kanamycin resistance

and then triturate hESCs into a single-cell suspension in
MEEF-CM.

. Count hESCs using a hemacytometer. Aliquot 4x10° cells

into a microcentrifuge tube and spin down at 300 x 4 for 5 min.
Resuspend the pellet in Nucleofector Solution 1 with the DNA
cocktail, and place it in a nucleofector cuvette. Proceed with
nucleofection as per vendor instructions using program
setting B-16.

. After transfection, gently resuspend hESCs in MEF-CM and

then replate onto Matrigel-coated 10 cm plates in 10 mL vol-
ume of MEF-CM supplemented with bFGF (4 ng/mL) and
LY294002 (10 pmol/L). Thereafter, re-feed the cells with
daily exchanges of this same medium.

. Begin antibiotic selection of successfully targeted hESCs 4 days

after nucleofection, a time point by which typical hESC colo-
nies should have reformed. For this, treat cells with MEF-CM
supplemented with bFGF (4 ng/mL) and G418 (75 pg/mL),
but no LY294002.

. Continue antibiotic selection by daily re-feeding of cells with

MEEF-CM supplemented with bFGF (4 ng/mL) and 75 pg/
mL G418 for a total of 4 days. Thereafter, reduce the G418 to
a maintenance concentration of 20 pg/mL.

. After obtaining stable GCaMP3+ hESC cultures, verify their

karyotype and confirm proper targeting of the AAVSI locus by
Southern blotting (see Note 6).
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3.2 Generation GCaMP3+ hESCs are differentiated into cardiomyocytes using
of GCaMP3* methods we have previously reported for wild-type cultures [17,
hESC-Derived 18]. Please see Fig. 2a for an overview of the cardiac differentiation
Cardiomyocytes protocol. Prior to the onset of differentiation, transgenic GCaMP3+

hESCs are maintained in the undifferentiated state by culture on
Matrigel-coated plates in the presence of MEF-CM plus bFGF
(4 ng/mL). Importantly, because there should be no residual
feeder cells present, cultures should be maintained under feeder-
free conditions for at least 2—3 passages prior to attempting cardiac
differentiation. When the unditferentiated hESC colonies occupy
approximately two-thirds of the surface area, they are typically
ready for cardiac differentiation.

1. Treat GCaMP3* hESCs with 0.2 mL/cm? Versene at 37 °C
until all of the cells are rounded up but not yet detached. This
typically requires 3—7 min, but cultures should be checked at
least every 1-2 min during this step.

2. Gently aspirate the Versene, and replace it with 0.1 mL/cm?
MEEF-CM supplemented with bFGF (4 ng/mL) and the

a
Time Day 0 Day1 Day5 Day 17 Day 18
Growth factor bFGF AA BMP-4 IGF-1 & CsA
Media MEF-CM | RPMI-B27 medium |

b _.
Time Day -10 Day -2 Day O Day 14 Day 28
Procedure Cardia_lc Cell _ _Intra\_/ital !ntrayital

cryoinjury transplantation imaging imaging

Drug | | Cyclosporine + Methylprednisolone |

Fig. 2 Timelines for the cardiac differentiation of GCaMP+ hESCs and the intravital imaging of GCaMP3+
hESC-CM grafts in injured hearts. (a) GCaMP3+ hESC-CMs are generated using our directed cardiac differen-
tiation protocol, previously described for wild-type hESCs [17] (see Subheading 3.2 for details). In brief, undif-
ferentiated GCaMP3+ hESCs are expanded under standard feeder-free conditions using mouse embryonic
fibroblast-conditioned medium (MEF-CM) supplemented with human basic fibroblast growth factor (bFGF).
Undifferentiated cultures are then replated to form a dense monolayer in MEF-CM plus bFGF. After a compact
monolayer is formed, hESCs are switched to RPMI-B27 medium and serially pulsed with activin A (AA) on day
0 and bone morphogenetic protein-4 (BMP-4) from days 1 to 5. Thereafter, the differentiating cultures are
grown in RPMI-B27 medium without any exogenous factors. One day before harvest, cells are heat-shocked
and treated with insulin-like growth factor-1 (IGF-1) and cyclosporine (CsA) to improve graft survival. Cells are
typically harvested on ~day 18 for cryopreservation or immediate transplantation. (b) To evaluate the electro-
mechanical integration of GCaMP3+ hESC-CM grafts in a subacute model of cardiac injury, guinea pigs
undergo a thoracotomy and direct cryoinjury of the left ventricle. 10 days later, a repeat thoracotomy is per-
formed, and GCaMP3+ hESC-CMs are injected into the injured heart. Intravital imaging is typically performed
either 14 or 28 days post-transplantation. To avoid graft rejection, animals are treated from day -2 to day 28
post-transplantation with methylprednisolone and CsA
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ROCK inhibitor Y-27632 dihydrochloride (10 pmol/L).
Dislodge the cells by pipetting the aforementioned medium
over them, collect the cells into a 50 ml tube, and gently tritu-
rate them into a single-cell suspension (see Note 7).

. Plate hESCs at 1.8-2.5x10° cells/cm? onto Matrigel-coated

plates. Thereafter, feed the cultures daily with 0.3 mIL/cm?
MEE-CM plus bFGF (4 ng/mL).

. When the resultant hESC monolayer becomes fully confluent

with cells that are tightly packed but still have discernible bor-
ders, the cultures are ready for the switch to differentiating
conditions At this point, replace the medium with 0.25 mL/cm?
RPMI-B27 medium supplemented with 100 ng/mL activin
A (see Note 8).

. 24 h after treatment with activin A, gently replace the latter

medium with 0.5 mL/cm? RPMI-B27 medium supplemented
with 10 ng/mL BMP-4. Culture the cells for an additional
4 days without medium changes.

. Four days after treatment with BMP-4, gently replace the lat-

ter medium with 0.5 mL/cm? RPMI-B27 medium without
exogenous growth factors.

. Feed cells every other day with 0.5 mL/cm? RPMI-B27

medium without exogenous growth factors. Spontaneous con-
tractile activity typically commences around 9-12 days after
the initial induction with activin A. One can expect total cell
yields of 3-5x10° cells/cm? and ~60-90 % cardiomyocytes
(based on the flow cytometry for cardiac troponin T or
a-actinin) [3].

3.3 Cryopreservation  For logistical reasons and to minimize batch-to-batch variation in

of GCaMP3+ cell yields and purity, it is generally advisable to cryopreserve and

hESC-CMs “bank” hESC-CMs prior to use in intracardiac cell transplantation.
Cells can be harvested for cryopreservation anytime 16-25 days
after the initial induction with activin A. Particularly if cryopreser-
vation is to be employed, we strongly recommend heat-shocking
and treating the cells with IGF-1 and CsA prior to freezing them,
as these interventions have been previously shown to significantly
enhance graft survival [2, 19].

1.

24 h prior to harvesting for cryopreservation, heat-shock cul-
tures with 30-min exposure to RPMI-B27 medium pre-
warmed to 42 °C. After 30 min, re-feed with 37 °C RPMI-B27
medium supplemented with IGF-1 (0.1 pg/ml) and CsA
(0.25 pg/ml), and return the cultures to the incubator.

. On the day of harvest, turn on the controlled-rate freezer and

pre-chill it to 0 °C. Prepare 0.05 % trypsin—~EDTA supple-
mented with 200 U/mL DNAse I and pre-warm to 37 °C.
Chill Cryostor CS-10 solution on ice.



3.4 Preparation

of GCaMP3+ hESC-
CMs for Intracardiac
Transplantation

3.4.1 Preparation
of “Live” (i.e., Non-
cryopreserved) Cells
for Implantation
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. To begin harvesting GCaMP3+ hESC-CMs, briefly rinse the

cultures twice with PBS supplemented with 200 U/mL DNase
I. Next, incubate the cells with 0.2 mL/cm? of 0.05 % trypsin—
EDTA plus 200 U/mL DNase I at 37 °C for 5 min. Cells
should then readily detach from the surface with brisk tapping
of the flask. If necessary, cells can be further dislodged by gen-
tle agitation and/or flowing the trypsin solution over the cell
surface.

. Stop the enzymatic reaction by adding an equivalent volume of

RPMI-B27 medium supplemented with 10 % FBS. Transfer
the cells to a 50 ml tube and gently triturate to obtain single-
cell suspension. Centrifuge the cells down at 300 x4 for 5 min
to remove the trypsin and then resuspend in RPMI-B27
medium. This is a convenient time point to take small aliquots
for cell counting (e.g., by hemacytometer) and /or determina-
tion of cardiomyocyte purity (e.g., by flow cytometry).

. Centrifuge the cells down again at 300xyg for 5 min, and

then resuspend them in chilled Cryostor CS-10 solution at
1 ml per 1 x10® total cells. Aliquot into pre-labeled 2 ml cryo-
vials on ice.

. Transfer the cryovials to a controlled-rate freezer already at

0°C. Set controlled-rate freezer to cool at 1°C per minute
until it reaches —80 °C. Transfer the vials to a -80 °C freezer
and leave overnight.

. The next day, transfer the vials to a liquid nitrogen tank for

storage until transplantation. hESC-CMs have been success-
fully transplanted after >1 year in cryopreservation.

The exact procedure for preparing GCaMP3+ hESC-CMs for
transplantation will depend on whether one is using “live”
cultures or cryopreserved aliquots (prepared as described in
Subheading 3.3).

1.

2.

Heat-shock and detach cells as described in steps 1-4 of
Subheading 3.3.

Before commencing cell harvesting, prepare the Matrigel-
based (see Note 9) and RPMI based PSC. Pretreatment and

delivery in PSC have been previously shown to enhance hESC-
CM graft survival [2, 19].

. Resuspend the cell pellet in the RPMI based PSC, and then

transfer the cell suspension to a single Eppendorf tube.

. Centrifuge the latter at 300 x4 for 5 min, and then resuspend

the cells in the Matrigel-based PSC. Add Matrigel-based PSC
to a final volume of up to 5x10° cells per pl. (Our general
practice is to prepare aliquots of 1 x 108 cells in 200 pl, each of
which is injected into a single guinea pig heart.) Gently draw
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3.4.2 Thawing

and Preparation

of Cryopreserved Cells
for Implantation

3.5 Cardiac
Cryoinjury

and Transplantation
of GCaMP3* hESG-CMs
into Guinea Pig Hearts

3.5.1 Induction
of Cardiac Cryoinjury

the cell suspension into a precooled insulin syringe with 27G
needle. Keep the syringe at 4 °C for use within 1 h.

1. Prepare PSC as described in step 2 of Subheading 3.4.1.
Preheat RPMI-B27 medium supplemented with 200 U/mL
DNase I to 37 °C.

2. Transfer cryovial(s) containing the cryopreserved GCaMP3+
hESC-CMs to a bucket of dry ice until ready for use.

3. Thaw the vial in a 37 °C water bath with gentle agitation until
the pellet is almost completely melted (this generally requires
<1.5 min).

4. Add 1 mL of preheated RPMI-B-27 medium with 200 U/mL
DNase I to each cryovial, and mix by gentle shaking. Slowly
transfer the resultant cell suspension in a dropwise fashion to a
50 mL tube with 25 mL of 37 °C RPMI-B27 medium. Add
RPMI-B27 medium to a final volume of 50 mL.

5. Wash away the cryopreservative by centrifugation at 300 x g for
5 min and resuspend the cell pellet in RPMI-B27 medium with
200 U/mlDNase I. Proceed with steps 3—4 of Subheading 3.4.1
to prepare syringes of cells.

All animal procedures should be performed in compliance with
institutional, local, and federal regulations. Please see Fig. 2b for
the typical sequence of events involved in cardiac cryoinjury and
cell transplantation. Because the guinea pig is relatively challenging
to intubate, we recommend that anesthesia be induced with inject-
able ketamine /xylazine, followed by maintenance with inhalational
isoflurane. Note that exposure to isoflurane anesthesia for long
periods of time (>2 h) or at high concentrations (>2 %) can
adversely suppress cardiac and respiratory functions in the guinea
pig. It is also essential that the animal’s body temperature be main-
tained at 37.0+£1.0 °C during all procedures using a heating pad
regulated by a rectal thermistor probe (see Note 9).

1. Induce anesthesia with an intraperitoneal injection of ketamine
(50 mg/kg)/xylazine (2 mg/kg).

2. After confirming anesthesia by toe-pinch, carefully shave the
animal’s chest and left axillary region. Clean the skin site by
serial wiping with ethanol (70 %) and chlorhexidine gluconate.
Coat the animal’s eyes with Lubrifresh ointment to prevent
dehydration.

3. Intubate the animal using a pediatric laryngoscope to visualize
the vocal cords. A tracheal tube can be formed using a 14G
shielded intravenous catheter bent into a curve. One can con-
firm proper intubation by placing a small amount of water in
the catheter ahead of the procedure. Thus, if the endotracheal
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tube is properly positioned, this water should be expelled with
the animal’s first breath. After confirming proper intubation,
connect the catheter to a mechanical ventilator set at a rate of
60 breaths per minute and a tidal volume of 3 mL /kg. At this
point, the animal can be switched to inhalational anesthesia
with 1.5 % isoflurane in oxygen.

. Place the animal on the heating pad, and position it to expose

the surgical site. Sterilize the site by gentle wiping with
Betadine three times.

. Using a surgical blade, make a 3—4 c¢m long skin incision from

the left axilla to the area of the xiphoid process using blade and
scissors. Use blunt forceps to gently separate the connective
tissues between the skin and underlying muscle. Separate the
first layer of muscle with blunt forceps, and then cut the sec-
ond layer of muscle with scissors to expose the chest wall.

. After it has been adequately exposed, open the chest wall using

blunt forceps. Take care to avoid injury to the adjacent viscera.
Separate the second and third ribs with a retractor.

. After the beating heart is clearly visible, gently remove the

pericardium with blunt forceps.

. Induce cardiac cryoinjury by firmly contacting the anterior left

ventricle with the aluminum cryoprobe that has been pre-
cooled in liquid nitrogen. The cryoprobe should be applied
four times for 30-s duration each, with re-cooling for at least
30 s in liquid nitrogen between each application.

. After inspecting the heart and lungs for bleeding or other

unexpected injuries, carefully close the chest wall and deep tis-
sues using 4-0 silk sutures. Suture the skin wound closed using
nylon 5-0 sutures.

For analgesia, infiltrate the wound site during closure with
0.025 % (v/v) topical bupivacaine. Inject buprenorphine
(0.05 mg/kg subcutancous in a 1 mL volume) every 8-12 h
for up to 48 h or as directed by veterinary staff (se¢ Note 10).

To avoid perioperative dehydration, inject 4 mL of sterile saline
subcutaneously (divided between at least two injection sites).

To ensure survival of the human xenografts in the guinea pig
hearts, we recommend a regimen combining cyclosporine (15 mg/
kg/day subcutaneous for 7 days, later reduced to 7.5 mg/kg/day)
and methylprednisolone (2 mg/kg/day intraperitoneal). To
ensure adequate levels of immunosuppression at the time of cell
transplantation, administration of the cyclosporine and methyl-
prednisolone should commence 2 days prior to transplantation.
We have also found that a one-time perioperative administration of
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3.6 Intravital
Imaging of GCaMP3+
hESC-CM Grafts

in Guinea Pig Hearts

3.6.1 Imaging Using
an Open Chest Preparation

Baytril (enrofloxacin) greatly reduces the incidence of infections
associated with this second round of survival surgery in chronically
immunosuppressed animals.

1. Prepare syringes loaded with GCaMP3+ hESC-CMs as
described above in Subheading 3.4. Bend the needle tip to
facilitate injection into the myocardium.

2. Immediately before surgery, inject the animal with 0.3 mL/kg
intraperitoneal Baytril.

3. Repeat steps 1-7 of Subheading 3.5.1 for anesthesia, intuba-
tion, and repeat thoracotomy.
Note that exposure of the chest wall and heart can some-
times be more complicated due to scarring and adhesion
related to the earlier procedure.

4. After the heart is exposed, inject cells into three locations
(i.e., the center of the scar and each of the flanking border
zones) with each site receiving approximately one-third of the
total injection. Proper cell injection is indicated by blanching
and the appearance of a white halo surrounding the needle
entry site.

5. Close the chest wall and deep tissues using 4-0 vicryl sutures.
Administer analgesia (i.e., bupivacaine and buprenorphine),
and rehydrate as detailed in steps 10-11 of Subheading 3.5.1.

Our laboratory has successfully imaged normal and cryoinjured
guinea pig hearts with GCaMP3+ hESC-CM grafts at both 2 and
4 weceks post-transplantation [3]. In this work, we have employed
two different experimental preparations, each of which provides
slightly different information and has its own advantages and dis-
advantages. The first approach employs an open chest preparation,
performed as a terminal procedure in an already anesthetized ani-
mal. This prep has the advantage that all (or nearly all) of the neu-
rohormonal signaling of the intact animal will be in place, but
image acquisition is somewhat limited by motion artifact. The sec-
ond approach involves an ex vivo preparation in which the heart is
harvested and mounted on a Langendorft apparatus. While the
latter preparation obviously cannot model all of the signaling and
other factors that would apply in the intact animal, it does allow
the use of mechanical uncouplers (e.g., blebbistatin [20]) to
remove motion artifacts. It also allows one to image hearts with
GCaMP3+ grafts after treatment with drugs and /or other fluores-
cent indicators (e.g., voltage-sensitive dyes). Below, we describe
the methods for both experimental preparations separately.

1. Follow steps 1-4 of Subheading 3.5.1 to prepare the animal
for surgery as well for anesthesia, intubation, and mechanical
ventilation.
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. Place the anesthetized animal in a supine position on a heated

surface, and outfit it for standard surface ECG recordings.

. Perform a wide thoracotomy by incising the full width of the

epicardium and reflecting chest wall away anteriorly.

. Use an appropriate optical system to visualize the GCaMP3

grafts. In brief, our own system employs a high-speed EM-CCD
camera that is mounted on an epifluorescence stereomicro-
scope (see Fig. 3a). GCaMP3 is excited at 470+20 nm, and
emitted light is collected. Image acquisition is typically per-
formed at 80-140 frames per second, and signals from the
CCD camera and the surface ECG are fed through a computer
for digital storage and off-line analysis as described below
(see Note 11).

. Prepare Langendorff perfusion buffer as described above.

(A total of ~4 L is usually sufficient for a typical imaging exper-
iment.) Set aside two 1 L bottles, and add blebbistatin to it for
a final concentration of 10 pM.

. Connect 1 L reservoirs containing the control and blebbistatin-

supplemented perfusate to a non-recirculating Langendorft
apparatus, and bubble each solution with 95 % O,—5 % CO, gas
mix using submerged bubblers. The Langendorft apparatus
should be configured to deliver retrograde coronary perfusion
at ~70 mmHg constant pressure, and it should warm the per-
tusate to 37 °C prior to flow into the heart, e.g., by flow through
a glass heat exchange coil fed by a warm circulating water bath.

. Euthanize the animal, and excise the engrafted heart for

mounting onto the Langendorft apparatus. To harvest the
heart, perform a wide thoracotomy, quickly identity the aorta,
and cut across the aorta and other great vessels to dissect the
heart from the surrounding tissues. Cannulate the aorta with-
out introducing air bubbles, connect the heart to the
Langendorft system, and perfuse the heart with the blebbi-
statin-free solution.

. Monitor the electrical activity of the isolated heart by placing

negative and positive ECG leads at the base of the right ven-
tricle and left ventricular apex, respectively. These leads are
then connected to an appropriate bioamplifier system for
recording and off-line storage.

. Once the preparation is electrically stable, switch to the

blebbistatin-containing perfusate. Motion arrest typically
occurs within 10 min.

. After mechanical arrest, maneuver the heart into focus on an

appropriate imaging system (see Fig. 3 and Subheading 3.6.1).
Record the epicardial GCaMP3 signals as described above
(see Note 11).
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Fig. 3 Schematic diagram of our GCaMP3 imaging system and representative recordings. (a) Our intravital
imaging system includes a high-speed, high-sensitivity CCD camera (Andor iXon 860 EM-CCD) mounted on an
epifluorescence stereomicroscope (Nikon SMZ1000). GCaMP3 is excited with a 450-490 band-pass filter, and
its emission passes through a 500-550 nm band-pass filter before detection. The host electrocardiogram
(ECG) is simultaneously recorded using a bioamplifier and data acquisition board (ADInstruments PowerLab
system). Fluorescence and ECG signals are digitized and fed to a computer for storage and off-line analysis.
(b) Left Representative still images of GCaMP3+ hESC-CM grafts during systole and diastole. Two graft
regions of interest (ROIs) have been circled by the dotted line. Right. Representative GCaMP3 fluorescence
traces for the aforementioned ROIs as well as the simultaneously acquired ECG. Note that, in this case, fluo-
rescence transients in both graft ROIs occur in a 1:1 relationship with the host ECG, indicating reliable graft—
host coupling

3.7 Analysis Our lab has created a number of custom Matlab scripts for
of GCaMP3 Intravital analyzing the experiments described in the preceding section, and
Imaging Data these tools are available upon request. Among other functions,

they allow one to examine the relative intensity of GCaMDP3
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fluorescence transients, the relationship between the activation of
GCaMP3+ graft(s) and host myocardium, and, in some circum-
stances, even the timing and pattern of graft activation. (See Fig. 3b
for representative images of GCaMP3+ hESC-CM grafts during
systole and diastole as well as representative fluorescence intensity
traces.) The methods below assume that the reader will apply these
tools, although we do describe alternative approaches for those
who prefer to work outside of the Matlab software environment
(see Note 11).

Arguably the most common reason for intravital imaging of
GCaMP3+ grafts is to determine the temporal relationship between
host and graft activation. For this, one obviously needs to precisely
correlate the graft-derived GCaMP3 fluorescence transients and
the host ECG. In our case, we have found that one convenient way
of accomplishing this is to use the shutter fire signal emitted by the
Andor EM-CCD to “time-sync” the imaging and ECG data
recordings. ADInstruments’ PowerLab multichannel data
acquisition system can simultaneously receive both this TTL signal
from the camera shutter and the digitized ECG. This information
can be used later to align the GCaMP3 and ECG traces, cither in a
spreadsheet or using our custom Matlab scripts.

1. In ecither custom Matlab scripts or in the camera controller
software package (in our case Andor Solis), play the recorded
data and identify graft regions of interest (ROIs).

2. Calculate the mean pixel intensity of each ROI, and plot this
against the time-synced ECG. Assess the extent of graft cou-
pling by visually identitying which ROIs activate in synchrony
with the QRS complex of the ECG. We recommend recording
at least ten contractile cycles to ensure appropriate image
smoothing and statistical analyses.

3. Our custom Matlab scripts can also be used to assess the activa-
tion times for graft regions that are reliable coupled to the host
ECG. For this, apply available spatial and temporal filters to
the imaging data and background subtract the imaging data.
Next, identify the peaks and troughs in the mean pixel inten-
sity traces for each coupled ROI as well as the corresponding R
wave of the host ECG. Select a time window that spans several
graft activations, and then determine (on a per pixel basis) the
time difference between the beginning of the rise in the
GCaMP3 signal and the corresponding R wave of the host
ECG. These time intervals can then be stored in a separate
matrix for each cycle of activation. Average these matrices to
generate an ensemble-averaged map of activation times. Our
scripts greatly automate this analysis and generate two-dimen-
sional color maps to help visualize the pattern and timing of
graft activation (se¢ Note 12).
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4 Notes

1.

While this protocol is written for the H7 /WAO07 hESC line, we
have had good success using an equivalent ZFN-mediated tar-
geting strategy to introduce the GCaMP3 expression cassette
into multiple human pluripotent stem cell lines, including
RUES2 hESCs and IMR90 human induced pluripotent stem
cells. Greater transfection efficiency may be possible by using
line-optimized electroporation settings and solutions in the
nucleofection system.

. Two plasmids are required for ZFN-mediated insertion of the

GCaMP3 expression cassette into the AAVS1 locus: the AAVS1
ZFN and pZDonor-GCaMP3 vectors (see Fig. 1a, b). Both are
readily available from our group upon request. Alternatively,
these plasmids can be re-created using previously described
methods [ 3]. To create the AAVS1 ZEN vector, we had the left
and right arms of the AAVSI1-specific ZFN de novo synthe-
sized using sequences reported by Hockemeyer et al. [15].
These arms were then cloned into a pUC57 backbone plasmid
to create a polycistronic vector in which the expression of each
ZFN arm is driven by a separate human PGK promoter. This
ZFN pair causes a double-strand break in the intron between
exon 1 and 2 of the AAVSI locus (19q13.3, see Fig. 1¢). The
donor vector was generated by modifying the pZDonor plas-
mid (Sigma Aldrich, #23027), which includes a multi-cloning
site and ~800 bp homology arms flanking the AAVS1 ZFN cut
site. Two expression cassettes were inserted between these
homology arms: one in which the CAG promoter drives
expression of GCaMP3 (Addgene, #22692) and another in
which the PGK promoter drives neomycin resistance. Please see
Fig. 1d for a schematic of the correctly targeted transgene
including both expression cassettes.

. Plasmid DNA should be prepared using a “midi-prep” kit

(Qiagen), rather than phenol/chloroform extraction. The
DNA should then be concentrated to a volume of <10 pL in
water. Salts used in other DNA bufters (e.g., TE buffer) can
interfere with transfection efficiency.

. As an alternative to ZFN-mediated insertion of the GCaMP3

expression cassette, both TALEN- and CRISPR-mediated tar-
geting of the human AAVSI locus has been described [21, 22],
and suitable vector systems are now available via the Addgene
plasmid repository. These systems should also be compatible
with the pZDonor-GCaMP3 vector described above.

. Immediately before electroporation, prepare the nucleofection

solution as per kit instructions. In brief, the nucleofection solu-
tion is a 4.5:1 mix of solution 1 to supplement solution (cor-
responding to 81.8 pl.:18.2 pL for a typical 100 pL reaction).
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. The following primer sets can be used to generate Southern
blot probes useful for confirming proper targeting of the
GCaMP3 expression cassette to the AAVSI locus: genomic
probe (forward): GGAGGTGGTGCGCTTCTTGG, genomic
probe (reverse): CGCATCCCCTCCCAGAAAGAC, neomy-
cin cassette forward: GAAGAACTCGTCAAGAAGGCG, and
neomycin cassettereverse: GAAGAACTCGTCAAGAAGGCG.
DNA were cut with Ndel and Nhel overnight then isolated by
ethanol precipitation and loaded into a 1 % agarose gel. DNA
transfer and membrane preparation was performed using
Biorad Zeta-probe GT instruction manual section 2.1 and
probe labeling was accomplished using Amersham Megaprime
DNA labeling system (GE Healthcare RPN1604/5 kit).
Southern blotting with the genomic probe produces a wild-
type/nontargeted band at 3,968 bp, while the properly tar-
geted allele shifts to 5,604 bp. In properly targeted cells, the
neomycin probe will label a 5,604 bp band, whereas off-targeted
integration events will be seen at other positions.

. This seeding density works well for the cardiac differentiation
of GCaMP3+ hESCs generated from the H7 /WAO07 hESC
line. However, the optimal seeding density varies slightly from
line to line, so it should be determined empirically when test-
ing other lines. The goal should be to obtain a uniformly dis-
tributed monolayer of hESCs that occupies 80-100 % of the
growth area 1 day post-plating.

. The timing of this step is critical. The properly timed applica-
tion of activin A should be based on the appearance of the
culture (i.e., the formation of a compact monolayer without
gaps), rather than a pre-specified interval of time. This will vary
slightly from line to line, depending on its plate efficiency,
growth kinetics, etc. We have also found that the efficiency of
this cardiac differentiation protocol can be improved for some
(but not all) lines by adding a variation of the Matrigel “over-
lay” step proposed by Kamp and colleagues [23]. The latter is
performed during the activin A induction step. For this, thaw
growth factor-reduced Matrigel on ice for at least 2 h. Chill
RPMI-B27 medium on ice for 10 min. Mix the two reagents
thoroughly to prepare a 1:60 dilution of Matrigel in medium.
Warm the mixture to 37 °C, add activin A (100 ng/mL), and
then gently overlay this onto cells at a volume of 0.25 mL /cm?.
The remainder of the protocol is unchanged from that described
above in Subheading 3.2 (i.e., continue on with steps 5-7).

. The guinea pig has a large tongue, narrow oral cavity, and
other anatomic features that make endotracheal intubation in
this species particularly challenging. While beyond the scope of
the present protocol, other authors have provided invaluable
advice both on obtaining and confirming successful intubation
in this model [24, 25]. One other issue with the guinea pig is
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that this species has excellent collaterals, so experimental myo-
cardial infarction cannot be induced by coronary ligation as in
other rodents. However, cardiac cryoinjury is a reasonable
alternative and results in a highly reproducible area of injury
and degree of dysfunction.

10. Like other rodents, guinea pigs usually recover from thoracot-
omy and cardiac cryoinjury procedures remarkably well. We
allow animals to recover in a 37 °C warmed environment in
which they can be closely monitored, and we typically find that
they resume their normal activities within 3—4 h post-procedure.
Animals that recover well are then returned to their cages with
some hydrating gel and food placed directly onto the bedding, so
that they do not become dehydrated due to incision discomfort
when reaching up to the cage insert with their water bottle and
food pellets. Veterinary statt should be consulted if there are con-
cerning signs such as weight loss, altered posture, unusual vocal-
izations, listless behavior, and respiratory distress. Our experience
suggests that a <25 % mortality rate can be expected after two
rounds of survival surgery (i.e., cardiac cryoinjury and cell trans-
plantation), with most deaths occurring shortly after cryoinjury.

11. Although our group has found that custom Matlab scripts pro-
vide more powerful analysis tools, there are simpler alternatives
tor those uncomfortable with work in the Matlab software
environment. Most relevant EM-CCD systems are controlled
by acquisition software that usually include limited analysis
functions. For example, our imaging system includes an Andor
iXon EM-CCD, which is controlled by the Andor Solis soft-
ware package. Solis allows one to directly export the mean pixel
intensity values for rectangular ROIs into a spreadsheet such as
Microsoft Excel. Alternatively, it ROI shapes other than rect-
angles are desired, Solis data can be exported as a stack of *.tiff
files into Image]. There, the freechand selection tool can be used
to define a custom ROI and determine the mean pixel intensity.
In either case, this pixel intensity data can then be manually
aligned with the digital ECG recordings in a spreadsheet using
the available camera-derived signals (e.g., shutter fire pulse) as a
“time stamp.” This approach is tedious, but it works.

12. Ensemble averaging of activation time matrices can only be per-
formed if the signal is periodic and steady. If the signal signature
changes with time, then this method cannot be reliably applied.
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Quantifying Electrical Interactions Between
Cardiomyocytes and Other Cells in Micropatterned
Cell Pairs
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Abstract

Micropatterning is a powerful technique to control cell shape and position on a culture substrate. In this
chapter, we describe the method to reproducibly create large numbers of micropatterned heterotypic cell
pairs with defined size, shape, and length of cell—cell contact. These cell pairs can be utilized in patch clamp
recordings to quantify electrical interactions between cardiomyocytes and non-cardiomyocytes.

Key words Micropatterning, Cardiac cell therapy, Electrical coupling, Stem cells, Patch clamp

1 Introduction

Systematic studies of structural and functional interactions between
cardiomyocytes and other cells are critical for understanding car-
diac development, function, and diseases (e.g., infarction, arrhyth-
mias) as well as for improving the safety and efficacy of cardiac cell
therapies. Specifically, a large variety of different donor cells includ-
ing skeletal myoblasts [1], bone marrow-derived mesenchymal
stem cells (MSCs) [2], heart-derived stem cells [3], pluripotent
stem cell-derived cardiomyocytes [4], and genetically engineered
somatic cells [5, 6] are currently being evaluated for their utility in
cell-based cardiac repair. Direct studies of in situ interactions
between these cells and host cardiomyocytes, although critical, are
hampered by our inability to access and identify sites of host—donor
cell contact and by high variability among different hearts and
treatment outcomes. Traditional cell co-cultures have been used to
aid in general understanding of'in situ host—donor cell interactions;
however, heterocellular studies at a single-cell level have been ham-
pered by the inability to control individual cell size, shape, number,
and type of interacting cells. To overcome these challenges, we
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have utilized micropatterning techniques to develop and optimize
methods for the generation of large numbers of individual hetero-
typic cell pairs with controllable size, shape, and cell—cell contact
length [7, 8]. Dual whole-cell voltage clamp recordings [9] are
used to quantify the electrical coupling between the two cells in
the pair, while whole-cell current clamp is employed to assess the
resulting changes in electrical properties of cardiomyocytes [8].

2 Materials

2.1 Micropatterning
Components

Reagents

. Negative photoresist (SU8-2, Microchem Inc.).
. Silane solution [(tridecafluoro-1,1,2,2-tetrahydro octyl)-1-

trichlorosilane].

. Propylene glycol methyl ether acetate (PGMEA): CAUTION:

Wear protective goggles, gloves, and clothing, and ensure
proper ventilation.

4. Isopropyl alcohol.

(92}
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. Poly-dimethylsiloxane (PDMS) silicone elastomer base and

curing agent (Sylgard 184, Dow Corning).

. Ethanol, 70 % in DI H,O.

. Fibronectin (Human), powder.

. Dulbecco’s phosphate-buftered saline, 1x (DPBS).
. Triton X-100.

10.

Paraformaldehyde, 16 % in DI H,O (PFA): CAUTION: Wear
protective goggles, gloves, and clothing, and ensure proper
ventilation.

Equipment

O 0 NI O Ol B W N

—
N = O

. 4" Silicon wafer.

. 22 mm Glass cover slips.

. Tissue culture 12-well plate.

. Polystyrene tissue culture Petri dish, 100 mm diameter.
. Crystallizing dishes, 100 mm diameter, 50 mm tall.

. Programmable spin coater.

. Digital hot plate.

. Mask aligner with 350 W mercury arc lamp UV light source.
. Vacuum desiccator and vacuum pump.

. Sonicator bath.

. UV decontamination system.

. N, tank and filtered N, gun.



2.2 Cell Sources
and Media

2.3 Patch Clamp
CGomponents

13.
14.
15.
16.

17.
18.
19.
20.
21.
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Wafer grip tweezers.
Fine forceps, straight.
Standard forceps, curved.

Syringe needle (21G 1%4”) with tip bent 90° using needle-nose
pliers.

Oven at 80 °C.

Incubator at 37 °C, 5 % CO.,.

Water bath at 37 °C.

Metallurgical microscope and standard 10x objective.

Miscellaneous: Transfer pipettes, razor blades, Pasteur pipettes
(vacuum linked).

Software

1.

Metamorph image acquisition software package (Molecular
Devices).

2. AutoCAD software package (Autodesk).

QN U R W

. MATLAB software package (The Mathworks).

. For a list of potential cell types, their respective culture media,

and the source from which they can be obtained please see
Table 1.

. Custom-made Faraday cage for electromagnetic interference

reduction.

. Anti-vibration N, air table.

. Inverted fluorescence microscope.

. Multiclamp 700B amplifier (Axon Instruments, Inc.).

. NIDAQ-MX computer interface (National Instruments).

. WINWCP software package (John Dempster, University of

Strathclyde) or any other patch clamp analysis software.

7. Patch glass pipette 1.5 mm O.D.x1.16 mm 1.D.

O o

10.

11.

. Micropipette puller.

. MF-200 microforge (World Precision Instruments, Inc.) and

stereomicroscope (with 40x objective) for fire-polishing glass
pipette.

Patch pipette is filled with pipette solution containing (in mM)
140 KCI, 10 NaCl, 1 CaCl,, 10 EGTA, 10 HEPES, 2 MgCl,,
and 5 MgATP (adjusted to pH 7.2 with KOH and 270-
280 mOsm with glucose) [8].

MicroFil = syringe needle for filling micropipettes 34
gauge,/67 mm long (World Precision Instruments, Inc.). The
needle is attached to a 10 mm syringe via a 22 pm syringe

filter.



Table 1

A listing of the potential cell types that can be used in cell-pair patterning experiments, their
respective culture media, and the sources for each cell type

Cell type

Media

Cell sources

Neonatal rat ventricular
myocytes (NRVMs)

Neonatal rat ventricular
fibroblasts (NRVFs)

Adult rat mesenchymal
stem cells (MSCs)

Adult rat skeletal
myoblasts (SKMs)

Mouse C2C12 myoblasts

Mouse embryonic stem
cell-derived
cardiomyocytes
(mESC-CMs) or
cardiovascular
progenitor cells
(mESC-CVDs)

Wild-type or genetically
engineered human
embryonic kidney 293
cells (HEK293)

Seeding media: DMEM /F-12
media supplemented with 10 %
calf' serum and 10 % horse
serum [7 ]

Muaintenance medin: M199 media
supplemented with 2 % horse
serum, HEPES (10 mM), MEM
nonessential amino acids,
GlutaMAX (2 mM, Invitrogen),
vitamin B, (2 pg/ml), and
penicillin-G (20 U/ml) [8]

Fibroblast growth medin: M199
medium supplemented with 10 %
FBS and HEPES (10 mM),
nonessential amino acid solution
(x1), L-glutamine (2 mM),
dextrose (3.5 mg/ml), vitamin
B12 (4 pg/ml), and penicillin G
(100 U/ml) [11]

MSC growth medin: a-MEM
medium supplemented with 20 %
fetal bovine serum (FBS), 50 U/
ml penicillin, and 50 pg/ml
streptomycin [12]

SKM medin: DMEM supplemented
with 20 % FBS and 50 pg/ml
gentamicin [7]

Myoblast growth medin: DMEM
supplemented with 10 % FBS,
10 % calf serum, 2.8 ml chick
embryo extract, and 50 pg/ml
gentamicin [11]

Muaintenance medin: N2B27 media
[15] with 0 or 2 % FBS

HEK medin: DMEM low glucose
supplemented with 10 % FBS,
50 U/ml penicillin, and 50 pg/
ml streptomycin [11]

Dissociated from the ventricles of
2-day-old Sprague-Dawley rats
by trypsin and collagenase and
then enriched using two 1-h
differential preplating steps to
remove faster-adhering
nonmyocytes [10]

Recovered from NRVM isolation
during the preplating steps and,
upon reaching confluence,
passaged at 1:2 ratio and used at
passage 1 [7]

Isolated from the bone marrow of
3-month-old male Sprague-
Dawley rats using previously
published methods [13]

Isolated from the hindlimb soleus
muscle of female Sprague-
Dawley rats as previously
described [14]

American Type Culture Collection
(ATCC): Cells need to be kept
below 70 % confluence to
prevent myotube formation

Derived from D3 mESCs (ATCC
CRL-11632) using previously
published differentiation
protocols [16, 15]

Wild-type HEK293 cells were
purchased from ATCC (CRL-
1573). Cells were stably
transfected and selected for
monoclonal lines with Cx43
[11], Kir2.1 +Cx43 [8], or
Na,1.5+Kir2.1 +Cx43 [17]
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12. Perfusion chamber: Cell culture dish 35 mm outer diameter
with glass bottom (23.5 mm in diameter). Perfusion chamber
is filled with Tyrode’s solution containing (in mM) 135 NaCl,
5.4 KCI, 1.8 CaCl,, 5 HEPES, 5 glucose, 1 MgCl,, and 0.33
sodium phosphate [8].

13. Temperature controller with heating stage.
14. Micromanipulator with controller.

15. Straight microelectrode holder with Ag/AgCl wire, 1 mm pin,
and 2 mm pressure port, for 1.5 mm O.D. glass. Frequent
chloriding of the electrode is done by immersion in household
bleach for about 15 min.

16. Pressure system: Pressure port on microelectrode holder is
connected to a custom-made U-tube manometer via silicone
tubing. A three-way stopcock is used to switch between a
constant positive pressure of 10 cmH,0O and manual suction
by mouth or syringe.

17. Bath electrode is made of Ag/AgCl pellet. Frequent chlorid-
ing of the electrode is done by immersion in household bleach
for about 15 min.

3 Methods

3.1 Cell Pair
Micropatterning

3.1.1  Photomask Design

3.1.2  High-Resolution
Photolithography

Draw micropatterns using custom AutoLISP software in AutoCAD
(Autodesk, San Rafael, CA), and then print high-resolution photo-
masks (chrome on soda lime) [18]. The patterns consist of pairs of
rectangular islands, with one island held constant at 30x 30 pm?
while the other varied from 20x 10 pm? to 20x36 um? in 2 pm
increments (Fig. 1). The contact length between the islands is held
constant at 20 pm. The patterns should be arranged such that
approximately 5,000 island pairs fit within a single 22 mm diame-
ter cover slip [8]. Other custom patterns can be generated using
AutoLISP and AutoCAD software.

All photolithography steps should be performed in a chemical fume
hood inside a clean voom, wearing proper lab coats, shoe covers, bon-
nets, gloves, and UV goggles.

1. Use wafer tweezers to transfer a silicon wafer to a 200 °C hot
plate for 5 min to dehydrate the surface. Transfer wafer to a
Petri dish and let cool to room temperature.

2. Clean dust from the wafer with the N, gun and
UV-decontaminate for 8 min.

3. Using wafer tweezers, transfer and center the wafer onto the
spin coater and apply vacuum.
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Dimensions of islands are constant

Fig. 1 Photomask design of the micropatterned cell pairs

10.
11.

12.

13.

. Transfer approximately 5 mL of Su8-2 photoresist onto the

wafer with a transfer pipette.

. To obtain 5 pm tall features, spin-coat at 1,000 rpm for 1 min.

. Release the vacuum, and, wearing sterile gloves, transfer the

wafer by hand to a 65 °C hot plate and cover with a crystalliz-
ing dish, avoiding contact with the photoresist-coated surface
of the wafer (sec Note 1).

. Heat at 65 °C for 1 min and then at 95 °C for 3 min.

. Turn off hot plate and let cool to room temperature. Using

wafer tweezers, return wafer to Petri dish. PAUSE POINT:
Once baked, photoresist-coated wafers can be stored in dark,
ambient conditions.

. Position the watfer and glass photomask properly in the mask

aligner, and apply chamber vacuum for “hard contact.”
Expose to 350 W collimated UV light for 20 s.

Using wafer tweezers, transfer wafer back to the hot plate (now
at room temperature). Ramp up to 65 °C, bake for 1 min,
ramp up to 95 °C, and bake for an additional 3 min. Finally,
ramp down to 25 °C at 8 °C/h (see Note 2).

Using wafer tweezers, transfer wafer to a crystallizing dish con-
taining PGMEA for 2 min, then remove, and rinse with iso-
propyl alcohol over an empty crystallizing dish (see Note 3).

Dry wafer with N, gun, and observe under the metallurgic
microscope to ensure uniform patterned lines and line spac-



3.1.3  Microcontact
Printing

14.
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ings, the absence of dust or other impurities, and no feature
detachment. The finished wafer should be void of any defects.

Leave the template wafer overnight (12 h) at room tempera-
ture inside a vacuum desiccator containing a micro slide with
one drop of silane solution. The evaporating silane solution
will coat the wafer, creating a “non-stick” surface. Store
silanized wafer in a Petri dish at room temperature. PAUSE
POINT.

PDMS stamp molding

1.

Mix approximately 20 g PDMS base and 2.0 g curing agent
(10:1 by mass) thoroughly in a weigh boat for 1 min using a
transfer pipette. Degas in vacuum desiccator for 20 min or
until all air bubbles are extracted.

. Gently pour the PDMS solution onto the template wafer in the

100 mm diameter Petri dish, filling the dish to a height of
approximately 5 mm.

. Cure the PDMS-covered wafer in an oven at 80 °C for 2 h.

Remove and let cool to room temperature.

. Tap Petri dish containing PDMS-covered wafer upside down

until PDMS mold (and attached wafer) release from dish
(see Note 4). Gently peel PDMS mold from wafer (avoid crack-
ing the wafer), and place PDMS mold, feature side up, on a
hard surface. Cut around the square border of the desired pat-
tern with a clean razor blade. PAUSE POINT.

PDMS coating of glass cover slips

1.

Mix PDMS base and curing agent (10:1 by mass) thoroughly
in a weigh boat for 1 min using a transfer pipette. Degas in
vacuum desiccator for 20 min or until all air bubbles are
extracted.

. Center a 22 mm diameter glass cover slip on the spin coater

chuck, and apply vacuum. Using a transfer pipette, transfer
approximately 250 pL of PDMS onto the cover slip, and spin-
coat at 4,000 rpm for 20 s. Transfer cover slip by hand to a
covered Petri dish, avoiding contact with the PDMS-coated
surface (see Note 5).

. Cure the PDMS-coated cover slips in an oven at 80 °C for 2 h.

Remove and let cool to room temperature. Store cover slips
covered at room temperature for microcontact printing.

. Sonicate PDMS stamp in 70 % ethanol for 45 min.

. Remove stamp with standard curved forceps, dry with N, gun

in a sterile hood, and place, pattern side up, onto a Petri dish.

. Coat stamp with 200 pL of 15 pg/ml fibronectin solution,

spreading with the side of a sterile pipette tip, if necessary, to
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10.

ensure even distribution. Coat at room temperature for at
least 1 h.

. Near the end of the fibronectin coating of the PDMS stamp,

UV-decontaminate the surface of the PDMS-coated cover slip
in a Petri dish for 8 min with lid off.

. Immediately after UV decontamination of the PDMS-coated

cover slips, use standard curved forceps to remove stamp from
the Petri dish, then dry stamp again with N, gun in a sterile
hood, and return to the Petri dish, pattern side up.

. Using fine forceps, gently place each cover slip PDMS side

down onto a dried, fibronectin-coated stamp.

. Very lightly, trace one tip of the forceps on the back of the

cover slip along the features of the underlying stamp to ensure
contact. Other than the weight of the forceps, no applied force
should be necessary. Wait for 30 min to allow protein transfer
(see Note 6).

. Gently slide one tip of the fine forceps between the edge of the

cover slip and the stamp. Slowly pry the cover slip from the
stamp by running the tip of the forceps along the border of the
stamp (see Note 7).

. Transfer the cover slip into the well of a 12-well plate and coat

with Pluronic F-127 (0.2 %, Invitrogen) for 10 min to block
cell adhesion in unwanted areas.

Wash cover slip once with PBS and leave in 2 ml PBS in tissue
culture hood at room temperature until ready for cell
seeding.

Cell Seeding

1.

Aspirate PBS. Seed NRVMs at a density of 10* cells/cm? in
cardiac seeding media. Incubate at 37 °C 5 % CO, incubator
overnight (day 0).

. The morning after seeding, aspirate cardiac seeding media and

wash with PBS. Gently agitate the plate to remove dead and
unattached cells before aspirating PBS and replacing with seed-
ing media (day 1).

. About 48 h after seeding, aspirate seeding media and replace

with cardiac maintenance media (day 2). Replace with fresh
maintenance media on day 4.

. On day 5, aspirate maintenance media before seeding non-

NRVM cells to form heterotypic cell pairs. Seed non-NRVM
cells at a density of 2x103 cells/cm? (see Note 8). Incubate
cells at 37 °C 5 % CO, incubator.

. On day 6, cell pairs are ready for patch clamp recordings.



3.2 Patch Glamp
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In this section, we describe the patch clamp procedures using our
setup and in accordance with previously described patch clamp
methodology [19]. When different equipment is used, it is advis-
able for the user to follow the manufacturer’s instructions.

Software and equipment setup

1.
2.

Open the N, tank connected to the anti-vibration table.

Open the perfusion system to fill the perfusion chamber with
Tyrode’s solution (bath solution). After the chamber is filled to
about 3 mm, adjust the perfusion output such that the solu-
tion level is maintained at a steady level. Make sure that the
bath (ground) electrode, temperature probe, perfusion line,
and suction line are all immersed in the bath solution.

. Turn on the temperature controller, and set the bath tempera-

ture to 37 °C.

4. Turn on the micromanipulator controller.

. Turn on Multiclamp 700B amplifier. Open Multiclamp soft-

ware, and make sure that voltage clamp mode (VC) is selected.

. Open WinWCP software. Create a new data file. Open the

“Pipette seal test/Signal monitor” window, and apply a con-
stant test pulse of 5 mV.

Patch pipette preparation

1.

Install the glass pipette inside the pipette puller, and run the
program. Program parameters depend on the type and size of
pipette, position and shape of the heating filament, and
intended use of the pipette. Follow the manufacturer’s instruc-
tions to optimize the program for the desired pipette tip size
and shape.

. Use a Bunsen burner to heat and bend the pipette in the mid-

dle at about a 35° angle. Depending on the relative position of
the micromanipulator to the horizontal plane, this angle
should be adjusted such that after clamped to the manipulator,
the pipette is oriented as vertically as possible.

. Using the microforge setup, fire-polish the pipette tip to about

1-2 pm in inner diameter.

. Backfill the pipette with pipette solution (see Note 9).
. Mount the pipette onto the electrode holder. Make sure that

the pipette solution makes contact with the chlorided part of
the silver electrode.

Whole-cell patch clamp

The current response to a 5 mV test pulse (applied with WinWCP
software) is useful to help recognize the different steps of the patch
clamp procedure (Fig. 2).
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Fig. 2 Current response to a 5 mV test pulse during each step of the whole-cell patch clamp procedure

. With the manipulator at its coarsest mode, drive the pipette tip

to the objective view, and then lower it down to the bath solu-
tion (see Note 10). After the pipette reaches the bath solution,
the current response shown in the WINWCP software will
change to a square shape (Fig. 2b). The displayed pipette resis-
tance should be 1-2 MQ (see Note 11).

. Continue adjusting the position of the pipette tip so that it

locates right above the cell to be patched (see Note 12).

. Lower the pipette slowly and gradually until initial contact is

made with the cell, which is shown as a slight increase in the
pipette resistance (Fig. 2¢). Keep pressing down on the cell
until the resistance is increased by about 1.5-2 times.

. Close the positive pressure applied on the pipette solution.

The removal of the positive pressure should induce some initial
suction on the cell membrane, shown as a further increase in
pipette resistance.

. Apply a slight, constant negative pressure (preferably by mouth

suction) on the cell membrane until gigaseal is formed, indi-
cated by an increase in pipette resistance to at least 1 GQ
(Fig. 2d). A good seal is usually formed instantly, within less
than 5 s of suction.

. Apply further negative pressure to rupture the membrane

patch between the pipette tip and the cell to achieve whole-cell
patch clamp configuration (Fig. 2¢). This is indicated by a rela-
tively broad capacitive transient in the current response on the
WINWCP window (see Note 13).

Action potential vecordings

1. After whole-cell configuration is achieved, switch to current

clamp mode with zero applied current (/=0 mode in
Multiclamp 700B window). Record the displayed membrane
potential. If the cardiomyocyte is at rest and not contracting
spontaneously, this is its resting membrane potential.
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Fig. 3 Action potential traces in NRVMs triggered by a stimulus current (k) (@) or in a spontaneously contract-
ing cell (b)

2. To record action potentials, switch to current clamp mode (I1C
in Multiclamp 700B) and use the “Record” function of
WinWCP. In cells without spontancous pacemaking activity,
action potentials can be elicited by applying a 10-ms current
pulse at 1.1x threshold amplitude (Fig. 3a). In spontaneously
contracting cells, no applied current is necessary (Fig. 3b).

Dual whole-cell voltage clamp vecordings

1. With the cardiomyocyte kept in the stable whole-cell configu-
ration, switch the manipulator to control the left-side
manipulator.

2. Repeat the same procedure to get the second pipette to form
gigaseal with the non-cardiac cell in the cell pair, and then
break into whole-cell configuration.

3. In VC modes, hold the NRVM at 0 mV while applying a 4-s
voltage pulse of various potentials from —40 to 40 mV on the
non-cardiac cell.

4. For each voltage pulse, determine the gap-junctional conduc-
tance between the two cells by dividing the measured junc-
tional current by the applied voltage difterence after correcting
tor series resistance and membrane resistance as previously

described [20].

4 Notes

1. Dust can adhere to wet photoresist, ultimately disrupting the
micropattern. Make sure that gloves and surrounding region
are clean. Transfer and cover wafer quickly.

2. Rapid cooling introduces stress to the photoresist—silicon
bond, resulting in feature fragility. Gradual, ramped cooling is
essential.
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3.

10.

11.

12.

If white residue is seen during isopropyl alcohol rinse, return
wafer to PGMEA for an addition minute and re-rinse with iso-
propyl alcohol. Repeat as necessary.

. If the wafer and attached PDMS mold fail to detach from the

polystyrene Petri dish, use clippers to make several cuts along
the circumference of the Petri dish wall and carefully break off
wall segments until the contents of the dish can easily be
removed.

. Repeat for each cover slip. Dust can adhere to the wet PDMS

and interfere with micropatterned protein transfer. Make sure
that gloves and surrounding region are clean. Transfer and
cover cover slips quickly.

. The pattern should gradually appear as seal is formed between

the cover slip and the PDMS stamp. Applied force other than
the weight of the forceps could result in loss of the pattern due
to sagging, which is also visible. In such case, reduce protein
transfer time (no less than 15 min) to prevent further

sagging.

. Excessive force could result in breaking the cover slip or forc-

ing undesired stamp contact and protein transfer. An alterna-
tive way is to bend the PDMS stamp gently to “pop off” the
cover slip.

. Use a syringe to hold the NRVM-stamped cover slip in place.

. Make sure that the needle is inserted in the pipette as close to

the pipette tip as possible before injecting the solution with the
syringe to prevent large bubbles. To get rid of bubbles at the
tip, gently flick the pipette with your finger near the tip end
until the bubbles float up.

A slight positive pressure of around 10 cm of H,O should be
applied on the pipette solution before lowering the pipette to
the bath solution. This will help protect the pipette tip from
debris at the air-solution interface.

If the resistance is too large (55 MQ), it usually means that
either the pipette tip is too small or there is an air bubble at the
pipette tip. Replace with new pipette in such case.

To locate the pipette in the field of view, it is easier to switch to
a 10x objective. Move the pipette around in the x—y plane until
its slightly dark, moving shadow can be recognized. Once the
rough position of the pipette is identified, gradually lower the
pipette while move up the focal plane of the microscope until
the pipette tip comes into focus as a small circle in a dark back-
ground. Then, lower the focal plane and the pipette iteratively,
making sure that the focal plane always lies between the cover
slip and the pipette tip to prevent the pipette from accidentally
hitting the cover slip. As the pipette tip gets close enough to
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the cell such that both are recognizable (but not in focus) in
the same field of view, switch to a 40x objective, and switch
micromanipulator to a finer mode.

13. There are various methods that can be used to break the mem-
brane patch to get to whole-cell mode. However, for NRVMs,
applying gradual negative pressure with a 3 mm syringe seems
to give the highest success rate.
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